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Figure 10.2: a) Ball-and-stick model of the rutile crystal structure. It is com-
posed of slightly distorted octahedra, two of which are indicated. Along the [110]
direction these octahedra are stacked with their long axes alternating by 90°.
Open channels are visible along the [001] direction. The dashed lines A and B
enclose a charge-neutral repeat unit. b) The crystal is cut along line A. The same
number of Ru-O and O-Ru bonds are broken. The resulting RuO3(110) surface
is autocompensated (see text) and stable. Figures taken from reference [101].

RuO5(110) structure and the LEED data was found too large [82| and conse-

quently, this model was rejected.

The bridging oxygen atoms (O,,) contribute essentially to the stability of the
s-RuO3(110) surface, as may be shown with reference to the concept of charge
autocompensation on ionic surfaces [101, 103]. While truncating the bulk RuO,
structure such as to expose the s-RuO5(110) surface, the same number of coordi-
natively unsaturated (cus) O atoms and Ru atoms are formed, by breaking the
respective O-Ru and Ru-O bonds (figure 10.2.0). Each of these cus atoms has
an unsaturated valence, also referred to as a dangling bond [87|. Transferring
electrons from the dangling bonds on the Ru cations will exactly compensate
the missing charge in the dangling bonds on the Oy, anions. Thus, due to the
presence of the bridging Oy, atoms, the s-RuO4(110) surface is stabilised via the

autocompensation mechanism [82].

The RuO5(110) surface (figure 10.1.a) presents two different kinds of Ru
atoms. Along the [001] direction, rows of six-fold coordinated (bulk like) Ru
atoms alternate with rows of five-fold coordinated (or one-fold coordinatively un-

saturated) Ru atoms. The two kinds of Ru atoms are denoted as 2f-cus Ru and
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1f-cus Ru, respectively. Two kinds of O atoms are present as well. Similarly to
the oxygen atoms in the bulk, the oxygen atoms denoted as O-3f (figure 10.1.a)
maintain a planar coordination to three Ru atoms, consistent with an sp? hy-
bridisation of the oxygen atom [87]. The bridging O, atoms are coordinated to
two instead of three Ru atoms, their unsaturated valence being oriented perpen-
dicularly to the surface. Together with the 1f-cus Ru atoms, which also expose
dangling bonds oriented perpendicularly to the surface, the O atoms are the
chemically active centers on the stoichiometric s-RuOy(110) surface. The O-3f
atoms are not chemically active during the CO oxidation reaction [104].

The mildly reduced r-RuOy(110) surface (figure 10.1.b) is obtained after re-
moval of all O, atoms from the stoichiometric s-RuO(110) surface (figure 10.1.a),
for example by exposure to CO at room temperature. It has to be noted, that
the reduced r-RuO,(110) surface, as represented in figure 10.1.h, is not stable
and has not been prepared experimentally. DFT calculations have shown that
its surface energy would be in the range 90-120 meV/ A?, far less favourable than
that of the stoichiometric s-RuOs(110) surface (71 meV/A?) [76, 82]. The mildly
reduced RuO4(110) surface can be stabilised by populating the vacant bridging
sites with CO molecules. Figure 10.1.c shows the r-RuO4(110) surface with the
bridge positions occupied by so-called asymmetric bridging CO molecules (see

next section).
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Chapter 11

Chemical Activity of RuO5(110)

On the atomic scale, the extraordinarily high activity of stoichiometric RuO2(110)
toward CO oxidation was demonstrated to be controlled by the presence of 1f-cus
Ru sites [87, 102]. It must be emphasised that, unlike to other oxide surfaces, not
the defects but rather the regularly under-coordinated surface atoms determine
the activity of RuO4(110) [105].

11.1  Adsorption of CO on Reduced RuO,(110)

On the stoichiometric RuO5(110) surface the CO molecules adsorb strongly (—1.2
eV [102]) on top of the 1f-cus Ru atoms, from where the actual oxidation reaction
takes place by recombination with the bridging Oy, atoms to form CO,.

HREELS measurements [106] have shown that exposure of the stoichiometric
RuO2(110) surface to CO at room temperature leads to the gradual depletion of
the bridging Oy, population, until for a cumulative exposure of about 1 L. CO
all bridging O atoms are consumed. The stoichiometric RuO(110) turns into
a reduced RuO»(110) surface where the 2f-cus Ru atoms are, at least partially,
capped by bridging CO molecules. Seitsonen et al. [104] have obtained the mildly
reduced, CO capped RuO,(110) surface by exposing several times (typically, five
to ten times) 0.25 L CO at T = 170 K and annealing to 7' = 550 K while
monitoring the COs signal with a quadrupole mass spectrometer. They have
considered the vanishing of the CO, signal as indicative of the complete removal
of the Oy, species, i.e. of the mild reduction of the RuO2(110) surface.

The adsorption geometry of CO on the reduced RuO4(110) surface depends
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Figure 11.1: Thermal desorption spectrum of CO from a mildly reduced
Ru0O5(110) surface (all Oy, have been previously removed) [104].
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Figure 11.2: Two adsorption geometries for bridging CO,, molecules on the mildly
reduced RuO5(110) surface. a) Symmetric bridging COy, molecules occupy the
bridge positions above every second pair of 2f-cus Ru atoms. b) Asymmetric
bridging COy, molecules bind in a tilted geometry to a single 2f-cus Ru atom [13].
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critically on the CO coverage. This point is well illustrated by the thermal desorp-
tion spectrum (TDS) of CO from the reduced RuO5(110), shown in figure 11.1.
The low-temperature desorption states 4 and «, and a high-temperature desorp-
tion state 7' can be clearly discriminated. Based on DFT calculations, Seitsonen
et al. have proposed well defined adsorption sites and binding geometries for these
thermal desorption (TD) states [104].

The TDS measurement can be described as follows. The reduced surface
has been saturated with CO by exposure at T = 170 K, i.e. the bridge and
on top sites are in the beginning occupied by CO. By increasing the sample
temperature with a constant rate, the different species of adsorbed CO molecules
start to desorb, provided that the sample temperature is high enough for the
CO molecule to overcome the energy barrier for desorption. The TD spectrum
represents in principle the number of desorbed CO molecules as a function of the
sample temperature.

At T = 300 K the on top CO,; leaves the surface, as reflected by the desorption
state 3. Now the on top sites are vacant but the bridge sites are still saturated
with CO. For this state, Seitsonen et al. have proposed the model depicted in
figure 11.2.b, characterised by a complete row of CO,, molecules coordinated in
a tilted geometry to each 2f-cus Ru atom. In the rest of the present thesis this
kind of bridging CO molecules are denoted as asymmetric COy,.

At T = 360 K half of the asymmetric bridging CO,, molecules of the ( state
leave the surface. The remaining COy, molecules change their coordination to the
2f-cus Ru atoms, from single and tilted to double and upright, as shown in figure
11.2.a. In the rest of the present thesis this kind of bridging CO,, molecules are
denoted as symmetric COy, or COé{ . Desorption of the symmetric CO,, molecules
at T = 560 K is manifested in the high-temperature desorption state 7’. These
findings were also corroborated by a HREELS study by Fan et al. [106].

It is interesting to note that, according to LEED experiments and DFT cal-
culations [104], the 2f-cus Ru atoms attached to the symmetric COp, molecules
are drawn towards the CO molecule by as much as 0.2 A. This lateral relaxation
of the 2f-cus Ru atoms allows for a much better overlap of the CO molecular
frontier orbitals with those of the substrate.

The binding energies of CO on reduced RuO,(110) have been calculated by
DFT. For low coverages, when on the average only every second 2f-cus Ru atom

is occupied, the symmetric bridge position above 2f-cus Ru atoms is the preferred
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adsorption site with —1.85 €V, followed by the on top position above 1f-cus Ru
atoms with —1.61 eV. With CO capping all dangling bonds of the 2f-cus Ru atoms,
the preference changes from the symmetric bridge position to the asymmetric
bridge position above the 2f-cus Ru atoms, with —1.59 eV [104].

11.2 Adsorption of O; on RuO,(110)

Like reduction, an equally important process is the facile reoxidation of the par-

tially reduced RuO,(110) surface by oxygen supplied from the gas phase.

At temperatures below T' = 140 K, molecular oxygen lays down on the s-
RuO,(110) surface as an intact entity, bridging two adjacent 1f-cus Ru atoms. On
increasing the sample temperature, the molecular oxygen dissociates and forms
terminal Ru-O bonds to the 1f-cus Ru atoms. At room temperature, oxygen
molecules from the gas phase can efficiently adsorb (sticking probability ~ 0.7)

and dissociate.

Exposure of the stoichiometric RuOy(110) surface to oxygen at room tem-
perature stabilises a weakly held oxygen species, which desorbs at about 450
K in molecular form [102|. This species consists of O atoms on top of the 1f-
cus Ru atoms, in the following denoted as O,. According to DFT calculations,
the binding energy (with respect to atomic oxygen) of the on top O, atoms is,
with only —3.2 eV, much lower than that of the bridging O, species (—4.6 eV),
which makes O,; a potentially active species [102]. Oy dissociation on the 1f-cus
Ru sites of RuO(110) becomes limited by the configurational constraints of the
oxide surface: as O, dissociation proceeds on an unsaturated surface, stranded
vacant 1f-cus Ru sites are generated that become adsorption sites for molecular
O, [107].

The diffusion barrier for O,; along the [001] direction has been calculated by
DFT as 1.2 €V [105]. For that reason, even at room temperature the on top Oy
atoms are primarily grouped in pairs, as shown by STM [105]. However, if there
is an adjacent vacancy in the rows of Oy,., the diffusion barrier of oxygen to move
from the on top site to the bridge site is only 0.6 eV. This diffusion process is
very likely at room temperature and accordingly important for the restoration of
the mildly reduced RuO4(110) surface.
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11.3 CO Oxidation on RuO3(110) - from UHV to

1 atm

The CO oxidation over Ru-based model catalysts has been a subject of contro-
versial debates and scientific discussion over the last years, concerning the active

phase of the catalyst.
Metallic, defect free Ru(0001) was reported to be a very poor CO oxidation

catalyst [108] under UHV conditions with significantly lower reactivity compared
to other group VIII metals (Pt, Pd, Rh, and Ir). Only stepped Ru(0001) sur-
faces have a mentionable activity towards CO oxidation [109]. However, under
higher pressure oxidising atmospheres, Ru was found to turn into a very efficient
oxidation catalyst [100, 110]. CO oxidation over ruthenium is therefore a prime
example of a catalytic system with an apparent pressure gap, which has been
shown to be closely associated with an active surface phase capable to adapt in

response to the composition of the reactant feed gas.

At least two catalytically active phases have been identified up to now: a
nonoxidic phase and the RuO2(110) phase [111]. While the surface structure and
composition of the RuOy phase are well characterised, thus serving as a model
catalyst [87, 105] the chemical nature of the active nonoxidic phase is still elusive
and a matter of ongoing discussion [88, 112, 113, 114, 115|. It is important to note
that over the past years several other surface oxides on transition metal (TM)
surfaces such as Rh, Pt, and Pd have been shown to develop under reaction
conditions concomitant with a dramatic increase in the reactivity [116, 117, 118,
119, 120]. Whether these oxide phases are catalytically active in the CO oxidation
is currently debated [118, 121, 122| since these findings challenge the generally
accepted chemical view whereupon oxide formation is considered to deteriorate

the activity of transition metals in the CO oxidation reaction [96].

Recent in situ studies on the CO oxidation over the Ru(0001) model catalysts
have focused on the actual surface structure under high pressure reaction con-
ditions, applying the techniques of in situ surface X-ray diffraction (SXRD) and
online mass spectrometry. This unique combination of techniques allowed the
elucidation of the complex structure-activity correlation of the RuO5(110) model

catalyst under reaction conditions [111, 123].

Farkas et al. have very recently given new insight into the CO oxidation on
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RuO,(110) by means of in situ RAIR spectroscopy [13, 14]. The study was based
on a detailed vibrational characterisation of CO and CO+O coadsorbate phases
under UHV conditions. Thereby, CO was introduced as a versatile probe molecule
to analyse the surface composition of RuO3(110) during CO oxidation even in situ
under higher pressure conditions up to 1073 mbar. The experiments allowed for a
stepwise bridging of the pressure gap. The actual stretching vibration frequency
of CO depends not only on the adsorption site but also sensitively on the lo-
cal adsorption environment on the catalyst’s surface (cf. chapter 6). Thus, this
technique offered unprecedented information about the distribution and the local
configuration of adsorbed CO and O species on the surface of the working cata-
lyst in the CO oxidation. The surface was shown to alter from a bridging O,
coverage to a COy, coverage under working conditions at highest activity. As in-
dicated recently by ez situ HREELS [124] the stoichiometric oxide was completely
covered by symmetric COy, molecules after CO oxidation, suggesting that CO,;
reacts efficiently with both O,; and/or Oy, and replaces readily Oy, by symmetric
bridging COy, molecules (7(CO) = 1867 cm™!). The areas with a low coverage of
symmetric CO,, molecules were referred to as being the active phase, since they
provide enough free 1f-cus Ru sites for O, dissociative adsorption.

However, the surface may contain inactive, i.e. poisoned, areas which are
densely packed by asymmetric COy, and CO,; molecules. The spontaneous emer-
gence of such high coverage CO domains is facilitated by the rather stringent
condition for the adsorption of O, requiring two neighbouring 1f-cus Ru sites
[125]. Furthermore, Ziff et al. showed by means of kinetic Monte Carlo simula-
tions of the CO oxidation, that, depending on the composition of the feed gas,
the catalyst’s surface can either be fully poisoned by one of the reactants (CO or
O) or, in a wide range of feed ratios around a stoichiometric CO/O, mixture, it
can accommodate an active phase consisting mostly of large O-covered areas.

Afsmann et al. have shown in 2008, that both the pressure and material gaps
could be bridged in the case of the CO oxidation over RuOs [76]. The microscopic
reaction steps on RuO, were identified by a combined experimental and theore-
tical approach applying density functional theory. Steady-state CO oxidation and
transient kinetic experiments such as temperature-programmed desorption were
performed with polycrystalline catalysts and single-crystal surfaces and analysed
on the basis of a microkinetic model. During their work, the most active and

stable state of the powder catalyst was identified being an ultra thin RuO, shell
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coating a metallic Ru core.

This section concludes with a summary of the microscopic steps governing
the CO oxidation over RuOs on the atomic scale [105]. Gas phase CO and
O, encounter strongly binding adsorption sites on the RuO5(110) surface, in
the form of the 1f-cus Ru atoms. For instance, CO adsorbs on stoichiometric
RuO,(110) by —1.2 eV (over the 1f-cus Ru sites), while on the mildly reduced
RuO4(110) surface the CO binding energy is —1.85 eV for the adsorption over
2f-cus Ru atoms. The RuQO, surface provides active oxygen species to react with
CO, i.e. O, and Oy, atoms, respectively. The recombination of adsorbed CO
with Oy, creates vacancies [126], which are immediately filled with COy, leading
to a predominantly CO,, covered RuO5(110) surface [14]. At room temperature,
oxygen molecules from the gas phase can efficiently dissociate on RuO5(110) via a
molecular precursor state. This leads to weakly bound O atoms, which adsorb on
top of the 1f-cus Ru atoms (O,;). The CO oxidation reaction mainly takes place
between CO,; and O, species in terms of a Langmuir-Hinshelwood mechanism
[14]. The RuO4(110) surface was shown to be active towards the CO oxidation
and to be responsive to the feed gas stoichiometry. This dynamic behaviour was

induced by the CO oxidation reaction itself taking place on the surface.

11.4 HCI Oxidation over RuQO,

Besides the oxidation of CO, the oxidation of HCI to Cls is another, industrially
relevant and applied reaction catalysed by RuOs and thus, will be reviewed in
the context of chemical activity of RuO, based on the results of Seitsonen et al.
[11]. Furthermore, the HCI oxidation put the focus on chlorinated RuO2(110) as
a possible model system, which constitutes the main issue of this thesis.

In 2004, Sumitomo Chemical introduced a stable Deacon-like process for the
oxidation of HCI by air over a RuO, based catalyst producing Cly and water
(Sumitomo process) [4]. For RuO5(110), which can be regarded as a proper model
catalyst for the Sumitomo process, the stability of the RuO, catalyst was shown
to be related to the selective replacement of Oy, atoms by chlorine atoms. The
chlorination process of RuO5(110) is self limiting in that chlorine incorporation

terminates when all bridging Oy, atoms are replaced [9]. In a recent publication
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Zweidinger et al. showed that the kinetics of the HCIl oxidation reaction over
chlorinated RuO,(110) is purely determined by surface thermodynamics, i.e. the
adsorption energies of the reaction intermediates rather than by true kinetic bar-
riers [10]. A very similar conclusion has been drawn by Lopez et al. in the case
of RuOy(110) powder catalyst under atmospheric reaction conditions [12]. The
reaction mechanism of the HCI oxidation is summarised in figure 11.3. Dissocia-
tive adsorption of O, is non-activated, forming on top O (Og) on the 1f-cus Ru
sites. HCI adsorbs on the 1f-cus Ru sites while transferring the H atom to the
O, species. Without the presence of O,;, HCI may not adsorb on the chlorinated
RuO,(110) surface. According to DFT calculations the dehydrogenation of HCl,
via O proceeds without any noticeable activation barrier [10]. The final produc-
tion of adsorbed water (HyO.) via H transfer [85, 127] between two neighbouring
OotH groups is activated by 0.3 €V, an energy barrier that is easily surmounted
at typical reaction temperatures. The recombination of two Cl,; atoms to form
the desired product Cly constitutes the rate determining step with an activation
barrier of 1.2 eV.

Since hydrogen cannot be accepted by the bridging Cl,. atoms (activation
barrier is as high as 2.6 e€V), an efficient communication between neighbouring
1f-cus Ru rows is suppressed. Therefore the chlorinated RuO,_,Cl,(110) catalyst
was envisioned as a one-dimensional catalyst offering isolated rows of 1f-cus Ru
sites where a Langmuir-Hinshelwood-type dehydrogenation reaction between HCI
and Oy takes place. As shown in figure 11.3 only the hydrogen transfer from
adsorbed HCI to adsorbed OH is kinetically activated by 0.3 eV.

All the other activation barriers are determined by the adsorption/desorption
energies of reaction intermediates such as water (on top) (AE,y = 1.1 €V) and
Cly (AE. = 1.2 eV). Under typical reaction conditions in excess of oxygen
and temperatures between 500 and 600 K, the chlorinated RuO2(110) surface is
mainly covered with Cl,; and O,; atoms. The released hydrogen is removed from
the catalyst surface via water formation and subsequent desorption above 400 K
(cf. figure 11.3). The remaining Cl,; atoms on the surface have to diffuse along
the 1f-cus Ru rows to meet a second Cly; to react with it. This diffusion process
is activated by 0.65 eV (DFT) and is therefore not rate determining at reaction
temperatures between 500 and 600 K.
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AE, =126V

RuO,_,Cl,
+ 2Clq

RuO,.,Cl,
+ O,q + 2HCl 4

AE, =1.1eV AE,,=0.3eV

RuO,,Cl
H,0(9) |4 H,0,.% 261,

Figure 11.3: The catalytic cycle of the HCI oxidation over RuO5(110), starting
with a selective and self-limiting replacement of the bridging O atoms by bridging
chlorine forming RuO,_,Cl,(110). The reactant molecules Oy and HCI both
adsorb first on the 1f-cus Ru sites. O4 dissociates to form adsorbed O and HCI
dehydrogenates via a hydrogen transfer to form Cl and OH species in on top
positions. H-transfer among the OH species leads to water formation which is
released from the surface around 420 K. Neighbouring on top adsorbed Cl atoms
recombine to form Cl, which is immediately liberated into the gas phase. The
activation energies A F,.; are determined by DFT calculations and are given in eV.
The rate determining step is constituted of the association of two neighbouring
Clyt atoms to form Cly. Figure modified from reference [11].
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Chapter 12

Chlorination Mechanism of

Ru05(110)

12.1 Introduction

The heterogeneous oxidation of HCI to Cly and HyO over RuOs (Sumitomo pro-
cess, cf. chapter 11.4) leads to a, at least partial, surface selective chlorination
and thereby stabilisation of the RuOy catalyst [9, 10, 12|. However, the actual
chlorination mechanism of RuO,; was up to now not well understood. In the
following chapter density functional theory (DFT) calculations as well as high
resolution core level shift spectroscopy (HRCLS) and temperature programmed
desorption (TPD) experiments will be discussed, targeted to identify the micro-
scopic details of the elementary reaction steps during the chlorination process of
RuO4(110) by HCI exposure. It will be shown that chlorine can only replace un-
dercoordinated O atoms (Op.) when these oxygen atoms have been transformed
into a better leaving group being either water or carbon dioxide. In the case of
water formation this process is strongly facilitated by preadsorbed hydrogen for
stoichiometry reasons. The chlorination of RuQO, is surface selective. No forma-
tion of a bulk ruthenium chloride has been observed, neither by means of HRCLS
nor by SXRD.

103
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12.2 DFT Study: Proposal of a Reaction Mecha-

nism

The discussion of the reaction mechanism of the hydrogen promoted chlorination
of a RuO4(110) model surface will be initiated by proposing a mechanism based

on density functional theory (DFT) calculations.

The crucial role of water formation in the chlorination mechanism is connected
to the property of water being a good leaving group. During the chlorination of
Ru0O2(110) or hydrogenated RuO4(110) by HCI, respectively water plays the role

as a leaving group, as will be shown by DFT calculations in the following section.

Hydrogen chloride adsorbs dissociatively on stoichiometric RuO5(110) or hy-
drogenated RuO2(110) to form Cl,; and Oy,-H or O,,-Hs, respectively (cf. figure
12.1). Molecular HCI could not be stabilised while neighbouring either an Oy,
or Oy.-H group. The acidic hydrogen of HCI is immediately transferred to the
Oy,-species, which is commonly referred to as dissociative adsorption. Adsorp-
tion energies with respect to HCly,, are —1.83 eV for Cl,; adjacent to Oy-H and
—0.94 eV for Cl,; adjacent to Op.-Hy. Furthermore, it is interesting to note that
the adsorption of HCl,; adjacent to a Cl,,. atom is only slightly exothermic. The
binding of HCI adsorbed on 1f-cus Ru adjacent to a Clp,. with a Ru-Cl,-H angle
of 180° is by +0.04 eV endothermic whereas the bent HCI molecule binds with
—0.56 €V, which should be only due to hydrogen bonding between H and Cl,.
This finding will be important in the discussion of the stability of chlorinated
Ru0O,(110) against HCI exposure at elevated temperatures. But this is not in the

scope of the present thesis and will be treated elsewhere [128].

The chlorination of the s-RuO,(110) surface proceeds via a two step pro-
cess (see figure 12.1). The first step is the formation of a bridging water species
Op--Hs as a good leaving group, which in turn may be formed via two different

reaction mechanisms:

Mechanism A (figure 12.1 4): If the stoichiometric oxide is exposed to Hy at
room temperature, the bridging oxygen atoms are selectively converted into Oy,.-
H groups [85]. This Oy,-H precovered surface is exposed to HCI, which adsorbs

dissociatively to form immediately Cl,; and O,,-Hy without an activation barrier.
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1f-cus Ru Clor 1f-cus Ru

i)

1oft 1001 @R

[10]

ii) mechanism A

H_ ~H_ H
[001] ‘ Qbr ‘ /O"br +HCI Thn o8 ‘

[110]

iii) mechanism B

+ HCI H-transfer
— —

Figure 12.1: Schematic representation of the chlorination mechanism of
Ru04(110). ) Ball-and-stick model of bulk truncated RuO5(110) revealing un-
dercoordinated surface atoms: bridging O atoms (Op.) and one fold coordina-
tively unsaturated Ru-sites (Ru 1f-cus), which are called on top sites. Upon
HCI exposure at higher temperatures the stoichiometric surface transforms into a
chlorinated surface where the bridging O atoms are replaced by bridging chlorine
atoms (Cly.) (shown in grey colour). i) Simplified representation of RuO4(110):
Solid upright lines refer to cus-sites and double wedges indicate bridge positions.
Mechanism A: Bridging water Oy,-H; is formed by hydrogen transfer from ad-
sorbed HCI to an adjacent O-H group. i) Mechanism B proceeds via the
recombination of two neighbouring O,,.-H groups to form water Oy.-Hy. In the
case of a deficit of available neighbouring O,,-H groups, a H-diffusion step along
the Oy, rows is necessary. The H-diffusion mediated Oy,-H recombination, which
is assisted by Cl,, is operating at higher temperatures. As soon as bridging wa-
ter is formed, it shifts to a 1f-cus Ru site from which it desorbs immediately and
leaves a vacancy V. The vacancies are in turn filled by diffusion of Cl,; to form
Clp, (red structure).
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Mechanism B (figure 12.1 44): A second way to produce water is the re-
combination of two neighbouring O,.-H groups to form O.-Hs; and a remaining
Oy, atom. This process is activated by only 1.1 eV irrespective of the presence of
Cl,; atoms adjacent to one of the Oy,.-H groups [73] and thus, may also occur at
temperatures as low as T' = 400 K.

However, if no neighbouring O,,.-H groups are available, a H-diffusion step
along the Oy,-rows is required for the water formation by O,.-H + Oy,-H recom-
bination. The diffusion is highly activated in the case of s-RuO,(110) by 2.5
eV as determined by means of DFT calculations [85] and thus, should only take
place at temperatures in the region of the decomposition of the RuO5(110) sub-
strate. Since water formation by O,,.-H recombination was observed at T" > 550
K by means of TDS in this publication (cf. reference [83] as well), the calculated
diffusion barrier for this process may be too high. The diffusion of H along the
bridging rows is facilitated by Cl,; atoms as suggested by means of TDS experi-
ments. Thus, the recombination of O,-H groups with an intermediate H-diffusion
step along the bridging oxygen rows could account for the part of the chlorina-
tion taking place at temperatures of T" ~ 520 K and under hydrogen deficient
situations like the chlorination of s-RuO2(110) by HCI alone without hydrogen
pretreatment. Since the binding of HCI on the 1f-cus Ru sites of s-RuO5(110)
for O(HCI) = 1 is thermodynamically less favourable by 0.43 eV compared to a
smaller coverage of §(HCI) = 0.25, the presence of two neighbouring Oy,-H groups
is unlikely. In this case Cl,; promoted H-diffusion is the only path to the recom-

bination of O,,-H groups to form water.

Once water is formed in a bridging position by either mechanism A or B, the
second reaction step consists of the desorption of Oy.-Hy and the chlorination
of the bridging position by Cl:

The hydrogen-bound complex Cl,; - - - H-O,,-H can release water via a shift of
water from a bridging to an on top site, a process which is activated by 1.4 eV
followed by a subsequent desorption of HyO from the 1f-cus site (Fges = +0.84
eV). The direct desorption of water from the Cl, stabilised bridging position is
thermodynamically unfavourable, the desorption energy with respect to water
vapour being +2.1 e€V. The relatively high activation energy of the water shift
reaction of 1.4 €V is due to hydrogen bonding to the associated Cl,; atom and can
significantly be lowered to E,. = 0.8 eV by shifting the Cl,; to the next 1f-cus
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Ru site (E,e = 0.9 eV), thereby removing the hydrogen bond stabilisation of the
bridging water. The reaction pathways tested for the water shift reaction, either
with or without hydrogen bond mediated stabilisation of O,,-Hs, are compiled in
figure 12.2. The pathway with the overall lowest activation barriers is highlighted
in green. The removal of the hydrogen bond of Cl,; to Oy.-Hs leads to a decrease
of the activation barrier for the water shift. However, this effect should be also
possible by tilting the Cl,; away from the bridging water in order to reduce the
hydrogen bond, either in cus-direction or towards the neighbouring Oy,.

As soon as the bridging water has shifted to an on top position, the formation
and thus the desorption of HCIl as a competing reaction is hindered and the

chlorination process proceeds.
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Figure 12.2: Different reaction pathways for the reaction Cl,;+Op,.-Hy — Clp,.+O-
Hs(gas). Energies are given in eV. All DFT calculations have been carried out
on a RuOy(110)-2x2 surface unit cell. The initial structure is drawn in blue, the
final structure in red. The pathway with the lowest activation barriers is marked
in green. The relative energies of the structures containing no adsorbed H,O are

corrected by E(H0,4,5).

After desorption of water from the surface, the resulting bridging vacancy is
filled by the diffusion of an adjacent Cl,, which is activated by only E, < 0.1

eV. This step is the actual chlorination step and occurs instantaneously after the
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vacancy was formed. The intermediate structure (Cl,; + Vi, + On-Hs) is not
spectroscopically observable by means of XPS, due to the low activation barrier
of the Cl diffusion.

A competing reaction to the chlorination of the bridging position is the so-
called healing of the oxide [97]: the bridging vacancies can be filled by O(bulk) as
well. The activation energy for O(bulk) + Vi, — V(bulk) + O, was determined
to E, = 0.88 ¢V [73|. However, the formation of a bulk oxygen vacancy (V(bulk))
is thermodynamically less favourable in comparison to a bridging vacancy by 0.4
eV (at least for s-RuQO,). Thus, the bridging vacancy Vy, is preferably filled by a
Cl,; atom via diffusion.

In comparison to the above-mentioned processes, the activation energies for
the concerted reactions, where Cl and O, OH, or H,O shift simultaneously, have

been estimated by nudged elastic band (NEB) calculations on a 2 x 2 surface unit

cell of RuO,(110):

[ ] Clot -+ Obr — Clbr -+ Oot7 Ea =26¢€V
d Clot =+ Obr_H - Clbr + Oot—H, Ea =3.1eV

i Clot + Obr_H2 - Clbr —+ OOt—Hg, Ea =19¢eV

These comparatively high activation energies suggest that the previously de-
scribed two-step mechanism of the chlorination is more favourable than the con-
certed reactions.

The reaction energies as well as the activation energies of the processes taking
place during chlorination of s-RuOs by HCI exposure are summarised in figure
12.3. Activation energy F,.o can be significantly lowered by removing the hydro-
gen bond stabilisation of the bridging water by shifting/tilting of the neighbouring
Cl,; atom, thereby disfavouring the desorption of HCI into the gas phase.

By means of DFT calculations, a mechanism for the hydrogen promoted chlo-
rination of the stoichiometric RuO3(110) surface by HCI exposure has been pro-
posed, although the high activation energy for the H-diffusion step remains debat-
able. As will be shown in the following sections, HRCLS and TDS experiments

confirm the chlorination mechanism suggested by the present DFT calculations.
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Figure 12.3: Energy scheme of chlorination of RuOs by HCI exposure. Relative energies are given in e€V. The blue lines
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12.3 Chlorination of Hydrogen Pretreated
Ru0O,(110) by HCI

In the following, the stepwise chlorination of a hydrogen pre-exposed s-RuQO5(110)
surface is investigated by high resolution core level shift spectroscopy (beamline
[311, MAX-lab, Lund).

Stoichiometric RuO, was prepared following the standard procedure described
in chapter 9.2. The quality of the oxide was checked by both LEED and HRCLS.
An exposure of 15 L Hy to s-RuO(110) at room temperature led to the selective
formation of bridging hydroxyl (O-H) groups [85]. Subsequently, 5 L of HCI
were dosed at T" = 300 K followed by a stepwise thermal treatment: flash to
T = 420 K, flash to T' = 520 K and a 15 min annealing at T" = 520 K. After
each step, the surface was characterised by the Cl 2p and O 1s core level shift
spectra indicated in figure 12.4. The assignment of the observed spectral features

is based on the DFT calculated surface core level shifts summarised in table 12.1.

After dosing 5 L of HCI at T' = 300 K a broad signal appeared in the O 1s
spectrum in the water region at 532.5 eV (FWHM = 1.38 €V). In comparison
with adsorbed on top water on s-RuOy(110) [85] this water feature was shifted
by 40.6 €V to higher binding energy. Together with DFT calculations (cf. table

12.1) this water signal was assigned to a bridging water species Oy,-Hs.

The broad emissions at 197.5/199.1 eV in the Cl 2p spectrum at 7" = 300
K were ascribed to a Cl species adsorbed on a 1f-cus site (Cl,;) and hydrogen
bonded to ab adjacent water molecule sitting either in a bridging or in an on
top position. Spin-orbit splitting causes the doublet structure with an energy
separation of 1.60 eV. The peak at higher core level energy is assigned to Cl 2p;
and the one at lower energy to Cl 2p3/. The intensity ratio amounts to Cl 2p;
vs. Cl 2p3/p = 1:2. The large FWHM (0.79 eV) of these Cl, features is related
to hydrogen bonding to the adsorbed water species. Upon flashing the surface to
T = 420 K, the water signal vanishes and the Cl,; features shifts to lower binding
energies by 0.6 €V (196.9/198.5 V) concomitant with a narrowing of the profiles.
Simultaneously, an additional Cl doublet appears at 197.8/199.4 ¢V which DFT
calculations assign to chlorine atoms in bridging positions (Cly.). Chlorination
of the bridging positions at temperatures as low as T" = 420 K together with

the identification of bridging water indicate that mechanism A can be operative



assignment | expt. BE [eV] | expt. shift [eV] | calc. shift [eV] | surface structure
Opuik 529.2 reference reference
Oy 528.4 0.8 0.87° (1x1) O,
Op-H 530.4 1.2 1.46° (1x2) Opo-H + Oy,
(1x1)-0O, chemisorbed 529.8 0.6 0.5% Ru(0001)-(1x1)-O
On-Ho 531.9 2.7 2.96 (1x2) 204, + Ou + Oy-Ho
Opr-Hs 532.5 3.3 4.06 (2x2) 304, + 1Cly;+ Op-Hs
Oy,-H, hydrogen-bound 529.8 0.6 0.72¢ (1x2) On-H + Oy,-H
Clyy 196.9/198.5 0.9 -1.46 (2x2) 4Cly, + 1C1,
Clyt, hydrogen-bound 197.5/199.1 -0.3 -0.31 (2x2) 30y, + 10y,-Hy + 1Cl,,
Cly, 197.8/199.4 reference reference (1x1) Clp,
Cly, neighbouring Cl,; 197.6/199.2 0.2 0.2 (2x2) 4Cl,,. + 1Cly
HCl, n/a n/a 1.7 (1x2) 2Cl,, + 1Cl,-H

Table 12.1: Experimentally observed core level energies of O 1s and Cl 2p and their shifts in comparison with DFT
calculated shifts. Except from Ru(0001)-(1x1)-0O, all other species reside on RuO,(110). For CI 2p, the binding energies of

both spin-orbit split doublets are given. * Data taken from [85].
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Figure 12.4: Cl 2p and O 1s HRCL spectra of hydrogen pre-treated RuO5(110)
exposed to 5 L HCl at T" = 300 K, followed by stepwise annealing to specific
temperatures as indicated. The observed doublets in the Cl 2p spectra, separated
by 1.60 eV, are due to spin-orbit splitting. The uppermost spectra show the
maximum chlorination after a further exposure to Hy followed by annealing in

HCL
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(figure 12.1 ).

Flashing the surface to T' = 520 K leads to a further increase of the Cly,
emissions and a decrease in the Cl,; intensities. After 15 min of annealing at
T = 520 K, a complete transformation of the signals assigned to Cl,; into the
signals corresponding to Clp,. is observed. The decrease of the Cl, signals can
result either from transfer of Cl,; into Clp, or from the desorption of HCI, as will be
shown later by means of TDS experiments. Chlorination at elevated temperatures
(T = 520 K) is proposed to proceed via mechanism B together with H-diffusion
along the Oy, rows (cf. figure 12.1) accounting for bridging water formation. The
level of chlorination after the described heating treatment was determined to be
60% of the maximum chlorination achieved after applying 4 L of HCI during slow
heating from T = 300 K to T' = 700 K. Notice that he maximum chlorinated
surface contains a small amount of Cl,; which led to a shift of the Cl;, emissions
by —0.3 eV (cf. 12.4).

12.4 Chlorination of RuO,(110) by HCI Exposure

To demonstrate the important role of hydrogen and thereby the formation of
water as a leaving group in the chlorination mechanism, a further set of experi-
ments was carried out where stepwise chlorination started from stoichiometric
RuO2(110) without previous hydrogen exposure. This situation will be compared
with the chlorination of the O,,.-H pre-covered surface by HCI exposure. The
stoichiometric surface s-RuO5(110) was exposed to 5 L HCl at 7" = 300 K followed
by a stepwise thermal treatment: flash to 7" = 420 K, flash to 7" = 520 K and
15 min annealing at T' = 520 K. The corresponding Cl 2p and O 1s spectra are
depicted in figure 12.5.

After dosing 5 L of HCI, two broad features in the Cl 2p spectrum appear
at 197.1/198.7 eV, which are attributed to hydrogen bound Cl,; atoms (cf. table
12.1). The emission in the O 1s spectrum at 531.9 eV is attributed to on top
water (O,-Hy) which has been introduced with HCI as an inevitable contaminant,
very likely by an exchange reaction with the chamber walls. No O 1s emission
related to Oy,-Hy is observed in the spectra consistent with the fact that O,.-H,
formation is unlikely under the hydrogen deficient situation on the surface. Upon

flashing the sample to T' = 420 K, the broad O 1s water signal disappears due to
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Figure 12.5: HRCL spectra of Cl 2p and O 1s of s-RuO5(110) exposed to 5 L. HCI
at room temperature, followed by thermal annealing to T" = 420 K, T" = 520 K
and 15 min annealing at 7' = 520 K. The uppermost spectra show the maximum
chlorination after a further exposure to Hy followed by annealing in HCI.
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water desorption followed by a shift of the Cl,; feature to lower binding energies
(196.6/198.2 €V) and by a narrowing of the peak profile. Notice that no Cl,
related features in the CI 2p spectrum are discernible, quite in contrast to the
case of the hydrogen pre-covered RuO,(110) surface, where an initial chlorination
occured already at 420 K. This effect is caused by a lack of hydrogen atoms on
the surface, which are a prerequisite for the transformation of the bridging Oy,

atoms into water as a leaving group.

Finally, further increase of the temperature (flash to 7" = 520 K, annealing 15
min at 7" = 520 K) led to the appearance of Cly, emissions in the Cl 2p spectra at
197.7/199.3 eV. The formation of bridging water by the recombination of neigh-
bouring O,-H groups mediated by H-diffusion along the Oy, rows is suggested by
the continuous decline of the Op,-H signal (530.4 €V) in the O 1s spectra. How-
ever, a separate Op.-Hy emission does not occur in the O 1s spectrum of figure
12.5, since the surface temperature of T = 520 K causes instantaneous desorption

of water.

Direct evidence for water formation at T = 520 K is provided by the tem-
perature programmed desorption spectrum (figure 12.6) which reveals a second
chlorine modified water desorption feature, centered at 7" = 530 K. The set of
HRCL spectra in figure 12.5 indicate that without Hy pre-treatment, the chlo-
rination process proceeds preferentially via H-diffusion mediated recombination
of Op-H groups (cf. figure 12.1) and the chlorination efficiency is substantially
reduced in comparison with the hydrogen pre-covered RuO3(110) surface. The
level of chlorination after 15 min of annealing at 7' = 520 K was only 23% of the
maximum achievable chlorination, i.e. 37% less than in the chlorination experi-

ment with Hy pre-treatment.
Preceding hydrogenation of s-RuO5(110) results in a higher chlorination yield
for stepwise chlorination for simple stoichiometry reasons:
Opr-H 4+ HCl — H0445 + Cly,, (12.1)

The chlorination of s-RuO5(110) by dosing only HCI faces two problems: First,
the deficiency of hydrogen and therewith a lack of neighbouring O,.-H groups on

the surface and second, a blockade of the 1f-cus Ru sites by the excess Cl,; atoms:
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20y, + 2HCI — Oy, + HyO a5 + Clyy + Cly (12.2)

The high degree of chlorination in the case of the hydrogenated surface after 15
min of annealing at " = 520 K is manifested in the complete disappearance of
the Cl,; signal in the Cl 2p HRCL spectra accompanied by no noticeable loss of
Cl,: by HCI desorption (cf. figure 12.4). Contrarily, in the case of s-RuO5(110)
a significant amount of HCI desorbs and furthermore, a residual amount of Cl,,
remains on the surface even after 15 min heating at T" = 520 K as indicated by
HRCLS. Therefore, the measurements demonstrate clearly that a more efficient
chlorination of RuO2(110) can be accomplished by pretreating the stoichiometric
oxide with molecular hydrogen to produce a Oy,-H covered surface first and then

dosing HCI at elevated temperatures to accomplish maximum chlorination.

In figure 12.6 the thermal desorption spectra of water and hydrogen chloride
from the hydrogenated RuO4(110) surface are compared with those of the hy-
drogenated RuO(110) surface which was exposed to molecular chlorine. With
this TDS experiment, the influence of on top chlorine on the water formation
by recombination of neighbouring O,.-H species was studied. Without chlorine
on the surface, two desorption features were discernible. The water desorption
at T = 420 K is assigned to water from the recombination of two neighbouring
Op-H groups!, while the feature at T = 625 K is assigned to water formation

due to the H-diffusion mediated recombination of O,.-H species.

In the case where the hydrogenated RuO5(110) surface was exposed to 5 L
of Cl, at room temperature, the high temperature water peak disappears and
a shoulder at T" = 530 K appears instead, concomitant with desorption of HCI
(figure 12.6, right). Since still most of the produced water is originating from the
recombination of neighbouring O,.-H species, this experiment indicated nicely
the promoting action of Cl,; on the H-diffusion process and thereby on the water

formation.

'Moreover, O,;-Hy might be present as well, as a contaminant from the residual gas and
contributed to the desorption at T' = 420 K.
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Figure 12.6: Temperature programmed H,O and HCI desorption spectra from a
hydrogen pre-exposed RuO,(110) surface (20 L Hy at 7' = 300 K) without (black
data points) and with (red data points) the presence of Cl, (5 L Cly at T'= 300
K). The recombination of two Op,-H groups on the chlorine-free oxide happens at
Tnax = 625 K (green curve). This HyO desorption feature shifts to T),,, = 530
K upon exposure of the surface to Cly, indicating that Cl,; promotes the water
formation. The desorption maxima centered at T' = 410 and 440 K are assigned
to the desorption of O,-Hs (blue line shapes).
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12.5 Chlorination of CO Pre-reduced RuO,(110)
by Cl,

The importance of hydrogen in the actual chlorination mechanism, i.e. the trans-
formation of bridging oxygen atoms into water as a leaving group, is further cor-
roborated by the successful CO mediated chlorination of s-RuO4(110) by mole-
cular chlorine. Carbon monoxide reacts with bridging O, atoms to CO, as a
further possible leaving group besides water. All experiments were carried out at
beamline 1311 at MAX-lab in Lund by S. Zweidinger and M. Knapp.

Starting from the stoichiometric RuO2(110) surface, which exhibited no chlo-
rine peaks in the Cl 2p HRCLS spectra, this surface was exposed to 10 L of Cl,
at a temperature of T' = 500 K. The corresponding spectra are displayed in figure
12.7. After dosing Cl, one can distinguish two sets of Cl 2p peaks. One doublet
is assigned to Cl, (196.0/197.6 €V) and the other doublet at 197.5/199.1 €V is
due to small amounts of Cly,., whereas the Cl 2p;, of Cl,; and the Cl 2ps/, of
Cly, overlap. A flash to T' = 600 K led to desorption of Cl,; indicated by the
intensity loss of the doublet assigned to Cl,; by 55%, the Cl, signals doubled in
intensity. Flashing to 7' = 700 K caused the complete desorption of Cl,; and only
the Cly, features remained visible in the Cl 2p HRCL spectrum at 197.8/199.4
eV, unchanged in intensity as compared to the flash before. This small amount of
bridge chlorination after dosing molecular chlorine should be only due to residual
gas effects (CO and Hy) and therefore, should be negligible. Hence, no significant
chlorination occurred by applying Cly alone.

The relevance of the transformation of Oy, into a good leaving group on stoi-
chiometric RuO5(110) for the chlorination was substantiated by the possibility
to chlorinate s-RuO3(110) by molecular chlorine after a preceding reduction by
carbon monoxide.

Treating stoichiometric RuOy(110) with CO at T = 420 K leads to the forma-
tion CO4(gas) and bridging COp, molecules on the surface [14|. These bridging
COp, molecules can be substituted by Cl atoms to form Cl, under the present

conditions:

COyy + Clog — COyas + Clyy. (12.3)

Again, high resolution core level shift spectroscopy was used to confirm this hy-

pothesis. Figure 12.7 reveals chlorination of the bridging sites upon treatment of
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Figure 12.7: Comparison of the Cl 2p HRCLS spectra of RuO5(110) after exposure
to 10 L Cly alone and to 10 L CO followed by 10 L Cly, respectively.
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s-Ru0,(110) by carbon monoxide followed by Cly at T' = 420 K.

After the Cly exposure/annealing steps described above, the surface was sub-
sequently exposed to 10 L CO and 10 L Cl, at a temperature of T = 420 K. The
HRCLS spectrum taken after this step revealed three times larger Cly,. signals,
indicating that the chlorination of the bridging positions is facilitated by treat-
ment of the surface with CO in advance. Heating the sample to T' = 700 K led
again to partial desorption of Cl,; (albeit not completely), and a further increase
of the Cl,, signature. The observed HRCLS shifts were assigned by use of the
DFT calculated values shown in table 12.1 and are in good agreement with them.

Although a chlorination of s-RuO, by applying CO followed by Cls is possible,
the chlorination efficiency of the Hy/HCIl method, described in section 9.3 is
significantly higher and was therefore adopted as the standard (re-)chlorination

procedure.



Chapter 13

Determination of the Degree of

Chlorination

13.1 The (v/3 x v/3)R30°-Cl-Ru(0001) Phase

In order to calibrate the Auger spectra for chlorine, the spectrum of a well defined,
chlorine containing structure - namely the (v/3x+/3)R30°-Cl-Ru(0001) phase with
a chlorine coverage fc; = 3 - has been measured [129).

The phase was prepared in the LEED chamber after a recipe of Zweidinger et
al. [130]:

The thoroughly cleaned Ru(0001) crystal (Art-sputtering: p(Ar) = 2 x 107°
mbar, I, =20 mA, £ =1 keV, ¢t = 20 min, 7" = 640 K, flash to T" = 1050 K)
was cooled to T' = 200 K. Subsequently, 1 x 10~ mbar Cl, were introduced to
the chamber. The chlorine uptake was monitored by the intensity of the LEED
reflexes (E = 75 eV) of the (v/3 x v/3)R30°-CI-Ru(0001) overlayer. The LEED
pattern of the clean Ru(0001) surface and the (v/3 x v/3)R30°-Cl-Ru(0001) over-
layer after saturation of the corresponding I(t)-curve are shown in figure 13.1.
The dosage of Cl, was stopped when the intensity of the LEED reflexes, labelled

in figure 13.1, reached the maximum.

The Auger spectrum of the (/3 x v/3)R30°-CI-Ru(0001) phase was measured
directly after the preparation of the phase at T' < 200 K without heating to avoid
a deflection of the Auger electrons by the magnetic field caused by the direct
heating current, which is in the range of 10-30 A.

121
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Figure 13.1: LEED pattern of a) pristine Ru(0001) before dosing Cl, and ¢)
after dosing Cly at T' = 200 K, taken at £/ = 75 eV. The corresponding LEED-
I(t)-curve b) connects the two LEED pattern. The structure shown in ¢) was
then analysed by means of Auger electron spectroscopy in order to determine the
chlorine signal from the saturated (v/3 x v/3)R30 °-CI-Ru(0001) phase.

Figure 13.2 presents the Auger electron spectra of two independently prepared
(v/3 x v/3)R30°-Cl-Ru(0001) phases. The comparison of both spectra, i.e. of the
intensities of the Ruy,yy signals at 273 eV and the Clyy,, signals at 181 eV
shows a reproducibility of approximately 10%.

The (V3 x v/3)R30°-CI-Ru(0001) (6¢; = %) contains % Cl atom per Ru(0001)
surface unit cell (A = 6.36 A?) (cf. figure 13.3, left) as determined by a quanti-
tative LEED analysis [130]. Thus, the surface concentration of chlorine amounts
to oci(Ru)= 0.052 Cl atoms/A2.

RuO4(110) bears two possible adsorption sites for Cl atoms: on top and bridg-
ing positions. Thus, RuO,(110) is able to accommodate a maximum of two Cl
atoms per surface unit cell (A = 19.91 A2?). For f¢; = 1, the surface concentra-
tion is oo (RuOg) = 0.050 Cl a‘coms/A2 and for O¢; = 2, ¢ (RuOy) = 0.10 Cl
atoms,/ A2,

Since the surface concentrations of the (v/3 x v/3)R30°-Cl-Ru(0001) (fc; = 1)
phase and RuO,(110), bearing one Cl atom per surface unit cell are very similar,
the Clp s Auger signals can be related vice versa assuming a calibration factor

oci(Ru)
of o1 (Ru03) = 1.04.

The chlorine content on RuO5(110) can now be determined, based on the
calibration of the Auger Clyysy, signal using the (v/3 x v/3)R30°-CI-Ru(0001)
(0t = ) phase.
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Figure 13.2: Auger electron spectra (E = 3 keV) of two independently prepared
(v/3 x v/3)-R 30°-CI-Ru(0001) phases. The comparison of the intensity of the
Ruy vy signals at 273 €V and the Clp, signals at 181 eV shows the repro-
ducibility of the preparation of the Cl phase on Ru(0001) within 10%.
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Figure 13.3: Surface unit cells of Ru(0001) and RuO5(110) [36]. Unit vectors are
given in
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13.2 Chlorine Content on RuQO, ,Cl,(110)

How much chlorine does a ‘fully’ chlorinated RuO, contain?

In order to determine the highest possible chlorine uptake of a stoichiometric
oxide, Auger spectra of freshly chlorinated and rechlorinated ruthenium dioxides
have been recorded. Chlorinated RuO2(110) was prepared and rechlorinated fol-
lowing the standard procedure, (cf. chapter 9.3). Auger spectra have been taken
at room temperature a) directly after the chlorination step (flash to 7" = 700 K
in p(HC1) = 5 x 1078 mbar), b) after a flash to 7' = 550 K, and ¢) after a further
flash to T'= 700 K (figure 13.4).

25 after flash in
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Figure 13.4: Auger electron spectra (E = 3 keV) of rechlorinated RuO,(110)
directly after the flash in p(HCI1) = 5 x 1078 mbar (black), after a flash to T' = 550
K (red) and to T'= 700 K (green).

The Auger spectra measured directly after the chlorination step contain HCl,;,
Cl,;, and chlorinated bridges Cly,.. Hence, they reveal the largest Clyy s Auger
signal as a composition of the three above-mentioned chlorine species.

Since the desorption temperature of HCl, is as high as 7" = 520 K [9], HCl,
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should desorb during a flash of the sample to T" = 550 K. The Clzy/s inten-
sity dropped by the amount of HCl,; molecules, which desorbed thermally. The
difference of the Cly /s signals in the Auger spectrum taken directly after the
chlorination/rechlorination and the spectrum after a flash to 7" = 550 K can
therefore serve as an estimation for the amount of HCl,; adsorbed on the surface
after the chlorination.

Flashing the specimen to T' = 700 K leads to recombinative desorption of Cl,;
species [10]. Thus, the 1f-cus Ru sites should be unoccupied and remaining Cl
atoms should be found only in bridging positions. The amount of Cl,; atoms on
the surface is accessible via the difference of the Cly s, intensities of the Auger
spectra, after flashing the sample to 7" = 550 K and 7" = 700 K.

Table 13.1 shows the evaluated surface concentrations ¢’ [number of atoms/
molecules per surface unit cell of RuO4(110)] of HCl,;, Cly, and Cl, on RuO4(110)
after chlorination and two rechlorination procedures of the same stoichiometric
RuO,(110) surface. The evaluation of the surface concentrations was enabled by

the calibration described in chapter 13.1.

stage | Icugoox / o4y | Lawssox / o6y | Loviok / o6y | o | o6,
chlorination | 2.71 / 0.94 1.91 / 0.66 1.74 / 0.61 | 0.28 | 0.05
15! rechlor. 4.01 / 1.39 3.00 / 1.04 2.36 / 0.82 0.35 | 0.22
274 rechlor. 3.62 / 1.26 3.41 / 1.19 2.23 /0.76 0.07 | 0.43

Table 13.1: Chlorine contents on RuO,_,Cl,(110) after the initial chlorination
(20 L Hy at T'= 300 K followed by an annealing step to 7" = 700 K in p(HCl) =
5x107® mbar) and two subsequent rechlorination steps under the same conditions.
I in arbitrary units corresponds to the peak to peak difference of the Cly s
peak in the Auger spectra at £ = 181 e€V. The unit of ¢’ is # of atoms/molecules
per surface unit cell of RuO5(110). o', was obtained as the difference in oy,
between the Auger spectra taken at T = 300 K and after a flash to T" = 550
K. The surface concentration of Cl, atoms oy,  was given by the difference of
04,(550 K) and o, (700 K). The relative error of the determination of the surface
concentrations of Cl oy, was estimated to be £10%.

The first chlorination of the pristine, stoichiometric RuO, did not lead to the
maximum achievable chlorination. Flashing to 7" = 700 K led to a bridging chlori-
nation of only 60 % (o, = 0.6). This value could be increased to 80 % (o, = 0.8)
by two further chlorination steps, i.e. the maximally chlorinated RuO5(110) con-
tains 80 % Cl, and 20 % Oy, in the bridging rows. DFT calculations suggest, that
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full chlorination (100 % bridge chlorination) is thermodynamically unfavourable
by 0.37 eV with respect to 50 % bridge chlorination. Therefore, the maximally
chlorinated RuO2(110) (80 % bridge chlorination) does not bear the most stable
bridging configuration.

During the first chlorination step, the biggest amount of adsorbed Cl atoms
moved into bridging positions, which is reflected by the small number of desorbing
Cl atoms during the flash of the sample to T' = 700 K, since the bridging rows
were occupied by only O, atoms before. With increasing number of chlorine
bridges, the amount of residual Cl,; increased, because a further chlorination of
the bridging positions was blocked due to a higher chlorine content and thereby
repulsion (cf. table 13.1).

13.2.1 Determination of the Sum Formula of Chlorinated
RUOQ

Merely as an estimation, the value of ‘z’ in the formula of chlorinated ruthenium
dioxide RuO;_,Cl,(110) will be determined in the following paragraph. He et al.
described the thickness of RuO5(110) to be approximately 1.6 nm, corresponding
to five layers of RuO(110) epitaxially grown on Ru(0001) [36]. The thickness is
mostly related to the preparation temperature. Furthermore, the oxide growth
was found to be self-limiting, i.e. no progression of the oxidation through the
whole bulk crystal has been observed by means of SXRD. Assuming a thickness
of RuO; of five layers and 100 % chlorinated bridging rows while the 1f-cus Ru
sites stay unoccupied, the absolute upper maximum value of ‘z’ equals 0.1, i.e.
the sum formula of fully chlorinated ruthenium dioxide is RuQO; ¢Clj ;. However,
the idealised value of x = 0.1 can not be reached, as shown in the preceding
section, since the maximum achievable amount of bridging chlorination has been
observed to be approximately 80 %. Thus, the experimental values for ‘z’ should
be within the range of 0.04 < z < 0.08 for stable and ‘over’-chlorinated RuO,

surfaces.

13.3 Summary: Chlorination of RuO,(110)

During the last two chapters, a profound knowledge about the chlorination mech-

anism of RuQ,, i.e. the introduction of a stable bridging chlorine species, has
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been gained, mainly by means of high resolution core level shift spectroscopy,
Auger electron spectroscopy and DFT calculations. The combination of theory
and experiment has been a very useful tool in the elucidation of the chlorina-
tion mechanism. The chlorination process involves the formation of bridging
water as a good leaving group and subsequently formation of bridging vacancies,
which were in turn filled by diffusion of Cl,; atoms. Although the existence of
the bridging vacancies as intermediates could not be proven experimentally, they
are essential for the chlorination process, since a concerted bridging chlorination
reaction could not be confirmed by nudged elastic band calculations.

The chlorination mechanism under hydrogen deficient conditions (mechanism
B) is a possible candidate to explain the observed chlorination of the RuO, cat-
alyst in the Sumitomo process - the oxidation of HCI by oxygen [9]. Presumably,
the stability of the catalyst during the oxidation reaction is due to an endothermic
adsorption of HCI adjacent to a bridging Cl,,. atom.

The maximum degree of chlorination was determined to be 80% by means of
Auger electron spectroscopy. The Cly /s signal was calibrated against a reference
measurement of a well-defined Cl phase on Ru(0001), which has been structurally
determined by LEED - namely the (v/3xv/3)-R 30°-CI-Ru(0001) (¢, = %) phase.

DFT caculations suggest that a fully bridge chlorinated surface is thermody-

namically not stable in comparison to a half-chlorinated RuO, surface by 0.37 eV.

The understanding of the mechanisms which account for the selective substi-
tution of bridging O, atoms by Cl is the first, very important step for a correct
interpretation of the dynamical beahviour of the chlorine atoms accommodated
on RuO,_,Cl,(110) in the next part of the present thesis.



128 Chapter 13 - Determination of the Degree of Chlorination



Part IV

Structural Dynamics of Chlorinated

RuO»

129






Chapter 14

Interaction of CO with
RuOy_,Cl;(110)

The second main part of the present work is intended to gain more insight into
the dynamic processes taking place on the surface of a chlorinated RuO5(110)

model catalyst.

Recently, Farkas et al. have nicely demonstrated the application of CO as
a probe molecule to investigate the properties of a stoichiometric RuO2(110)
model catalyst towards CO oxidation by means of reflection absorption infrared
spectroscopy (RAIRS) [13, 14]. The goal of this chapter is to establish CO as a
probe molecule to study the influence of Cl atoms on the stability and reactivity
of the RuO5(110) surface with respect to CO oxidation.

14.1 CO Adsorption on RuO, ,Cl,(110)

Reflection absorption infrared spectroscopy (RAIRS) and high resolution core
level shift spectroscopy (HRCLS) have been applied to study the adsorption be-
haviour of carbon monoxide molecules on chlorinated ruthenium dioxide at low
temperatures under UHV conditions. The aim of these experiments was the cha-
racterisation of the vibrational properties of CO adsorbed on RuO,_,Cl,(110),
the characterisation of the influence of Cl atoms on the 1f-cus Ru adsorption
sites and the comparison of these results with those of stoichiometric, not chlori-
nated RuO,(110). After this study, it should be possible to utilise CO as a probe

131
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molecule to characterise the chlorinated ruthenium dioxide surface just as well as

s-Ru0,(110) [13].

The chlorinated RuO,_,Cl,(110) surface is terminated by Oy, and Cly,. species
in the bridging positions, while the 1f-cus Ru sites are accessible for CO adsorption
from the gas phase. Depending on the thermal pretreatment of the sample one
can find Cl,; atoms as well, which are also able to influence the CO adsorption

on the 1f-cus Ru sites.

14.1.1 HRCLS Study: CO Adsorption on RuO,_,Cl,(110)

The influence of CO adsorption on RuO,_,Cl,(110) and its thermal desorption
from this surface have been investigated by means of high resolution core level
shift spectroscopy. RuOs_,Cl,(110) was prepared after the standard procedure
(cf. chapter 9.3) and was subsequently flashed to T' = 700 K to desorb the excess
of Cl,; atoms. The sample was cooled and a XP spectrum was taken. Afterwards,
10 L CO were dosed at T'= 200 K and another XP spectrum was taken. Finally,
CO was desorbed by a annealing to 7" = 450 K and the resulting surface was again
cooled and a XP spectrum was recorded. Figure 14.1 shows the corresponding
Cl 2p and O 1s HRCL spectra.

The doublets at 199.3/197.7 €V in the Cl 2p spectra belong to bridging Cl
atoms (cf. table 12.1). No Cl,; has been observed. Furthermore, the Cl 2p spectra
did not change significantly upon the adsorption/desorption of one monolayer of
CO, indicating the stability of the chlorine substitution against CO adsorption,
at least under UHV conditions. Upon CO adsorption, the characteristic signal
of CO showed up in the O 1s spectrum of the CO adsorbate on RuO,_,Cl,(110)
at 532.5 eV (Euc(COy) = 532.4 €V for RuO2(110)-1x1-1Cl,,-1CO,;). Annealing
to T = 450 K led to the recovery of the O 1s spectrum of the pristine surface,
which additionally exhibited CO,, molecules in the bridging rows as indicated
by a shoulder in the O 1s spectrum at 531.4 €V (FE.u.(CO,.) = 531.4 €V for
Ru0,(110)-1x2-2Cly,-1COy,.).

Annealing of the CO,; saturated, chlorinated oxide led to the formation of a
COy, species. A further reduction of the oxide did not take place, as evidenced

by the fully recovered Oy emission in the O 1s spectrum after desorption of

CO.
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Figure 14.1: Cl 2p and O 1s high resolution core level shift spectra of pristine

RuO,_,Cl,(110), CO,-saturated RuOy_,Cl,(110) and the surface after a flash
to T = 450 K.
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14.1.2 Adsorption of CO on RuO,_,Cl,(110) under UHV

In the following experiment, RuO,_,Cl,(110) was exposed to CO at low pressure,
in order to build up gradually a CO,; monolayer. This enabled a detailed, time-
resolved RAIRS study of the growth of the CO,; phase. Thus, different stages
of formation of a saturated CO monolayer could be identified, starting from very

small CO coverages, i.e. isolated CO,; molecules.

The chlorinated RuO4(110) surface was prepared following the standard prepa-

ration procedures, described in chapter 9.3.

The surface was exposed to carbon monoxide (p(CO)= 5 x 10~? mbar) during
the measurement of the RAIR spectra at temperatures below T' < 120 K. Each
spectrum was recorded by averaging of ten interferograms, the time difference
between two spectra was 13 s. During the acquisition of each spectrum the
CO dosage increased by 0.07 L. RAIR spectra were taken continuously up to a
cumulated CO dosage of 2.8 L., where the position and intensity of the RAIRS
absorption band have saturated. The series of measured RAIR spectra is shown
in figure 14.2.

The assignment of the spectral features in the RAIR spectra is based on the
interpretation proposed in chapter 10. At the initial stage of the adsorption ex-
periment very few CO,; molecules reside on the 1f-cus Ru sites and are randomly
distributed, no interaction between the molecules is assumed. The absorption
line at 7(CO) = 2094 cm™! observed in the first RAIR spectra can therefore
be assigned to isolated CO,; molecules (singletons). The vibration frequency of
these singletons will be denoted by Q. At 7(CO) = 2103 cm ™!, the next spectral
feature appears as a shoulder of the absorption band at 7(CO) = 2094 cm™.
With increasing CO exposure the band center shifts to 7(CO) = 2106 cm™'. At
a CO dosage of 1.2 L, the CO absorption peak narrows and shifts continuously
to 7(CO) = 2112 cm™ !, where its saturation is observed. The same RAIRS peak
has been obtained after exposing the pristine, freshly chlorinated oxide to 6 L
CO at T' < 230 K which was flashed to T' = 700 K before CO dosing. Annealing
to T' = 700 K was necessary in order to free the 1f-cus Ru sites from remaining
Cl,;. This recipe for dosing CO was used to produce a saturated CO,; coverage

in the case of stoichiometric RuO5 as well.

In the following, the experimental results of the CO gradual adsorption exper-
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Figure 14.2: RAIR spectra recorded during the adsorption of CO on chlorinated
RuO; at p(CO) = 5 x 107 mbar and T' =120 K. With increasing CO coverage
of the 1f-cus Ru sites, distinct vibrational bands develop in the range of 7(CO)
= 2094 to 2112 cm ™.
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Chain length k | Q(k)cue [em™] | Q(k)meqs [cm™]

1 2094.0 2094
2 2102.8 2103
3 2106.5 2106
4 2108.2 -
) 2109.2 -
20 21114 2111.2

Table 14.1: Comparison of the experimental frequencies of the CO,; bands in
figure 14.2 with the eigenfrequencies of coupled oscillators as given by equation
14.1, with ©; = 2094 cm~! and I = 272 em 1.

iment on RuOs_,Cl,(110) will be compared with the theoretical evaluation of the
dipole-dipole coupling between the CO,; molecules upon the formation of pairs,
triples, and finally longer chains of CO,; on the cus-rows. For the evaluation of
the eigenfrequencies of a chain of k£ neighbouring CO,; molecules, the chain has
been treated as a chain of k identical harmonic oscillators. Provided that only
nearest neighbour interactions are considered between the oscillators in the chain,
the eigenfrequency (k) of the mode in which all & oscillators are vibrating in

phase is given by

Q(k) = \/Q% + T2 cos (kLH) (14.1)

where )y is the singleton frequency of an isolated CO,; and I' is the coupling
constant between neighbouring oscillators in the chain [13]. Assuming that the

! evaluated by Farkas for CO,; adsorbed on stoi-

coupling constant I' = 272 cm™
chiometric ruthenium dioxide [13] remains unchanged for the chlorinated surface,
Q(k) was calculated for the CO adsorption on RuO,_,Cl,(110) as well. With ; =
2094 cm™! as determined from the RAIR spectra (cf. figure 14.2), the frequency
of the principal CO band at high coverage (long CO,; chains) was reproduced
very well and is in good agreement with the experimental data. The computed
eigenfrequencies and the corresponding spectral features are compiled in table
14.1. The calculated values of Q(k) could be assigned to experimentally observed
features in the spectra of CO during the gradual adsorption experiment, shown
in figure 14.2.

Given that the absorption in the RAIR spectra measured at the very begin-
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System | Q) [em™'] | (noq)
s-Ru04(110) 2101 0.415+0.034
RuO,_,Cl,(110) 2094 0.42340.035

Variation upon chlorination 7 1.9%

Table 14.2: Comparison of the population of the COq,« orbital (no,«) for stoi-
chiometric and chlorinated ruthenium dioxide. §2; represents the singleton C-O
stretching vibration wavenumber of isolated CO molecules. The changes of the
orbital populations are small compared to the changes observed for varying the
metal atom in carbonyl complexes [131].

1 corresponds to

ning of the CO adsorption experiment at 7(CO) = 2094 cm™
CO,; singletons, the absorption feature at 7(CO) = 2103 cm™! originates from
pairs of CO,; molecules occupying neighbouring on top sites while the feature de-
veloping at 7(CO) = 2106 cm™! is due to isolated groups of three CO,; molecules.
The present assignment closely parallels the results presented for stoichiometric

ruthenium dioxide [13].

In order to estimate the influence of the bridging chlorine atoms on the elec-
tronic structure of the CO,; molecules, the population of the 27* orbital of CO
(noq+) has been evaluated based upon the theory for the electronic structure of

transition metal carbonyl complexes given by Baerends et al. [131]

2456 cm™! — Q,(CO)
856 cm~!

(Ngp+) = (14.2)

The evaluation of the populations of the COo,+ orbital for adsorption on both
stoichiometric (£2;(CO) = 2101 cm™!) and chlorinated (©;(CO) = 2094 cm™)
RuOs indicates that there is no significant change in the population of the COy,
orbitals (see table 14.2). One may conclude that the electronical properties of
the 1f-cus adsorption site remain almost identical upon the substitution of Oy,
by Cly,.

DFT calculations support the above-mentioned conclusion showing a negligi-
ble change in the binding energy of CO,; neighbouring Cly,. or Oy, respectively.
COy is adsorbed on RuO5(110) (fco = 0.5) by —1.48 €V irrespective if a Cly,
or Oy, is neighbouring the CO molecule (see figure 14.3) as determined by DFT

calculations.
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Ep(RugusCO) = —1.48 eV Ep(Rugus-CO) = —1.49 eV

Figure 14.3: Comparison of the calculated binding energies E;, of CO,; adsorbed
on s-Ru02(110) (left) and RuO,_,Cl,(110) (right). The coverage of CO,; was 0.5
in both cases.

14.1.3 Influence of Cl,; on the Vibrational Properties of
CO,

Flashing a chlorinated RuO2(110) to only 550 K after chlorination or rechlorina-
tion led to the desorption of HCl,; but not to the recombinative desorption of
Clyt, which needs temperatures above 650 K. Thus, the adsorption behaviour of
CO dosed at low temperatures to saturate the surface, as well as its vibrational
properties were altered by the presence of the remaining Cl,; atoms. After sat-
uration of the chlorinated surface with CO and a flash to only T" = 550 K, the
absorption line of the saturated CO,; layer occurred at 2106 cm~!. The spectra

belonging to this experiment are compiled in figure 14.4 and table 14.3.

Sample | 7(CO) [cm™'] | Peak Area [a.u.] | FWHM [cm ]
with Cl,, 2106 0.10 11.8
without Cl,; 2112 0.12 12.0

Table 14.3: Compiled data of the CO absorption bands for RuO,_,Cl,(110), with
and without Cl,, respectively (figure 14.4).

The surface was then flashed to T" = 700 K, which led to the desorption of
Cly. Subsequent saturation of the surface with CO at T = 120 K resulted in a
CO band at 7(CO) = 2112 cm ™!, which corresponds to a Cl,-free CO,; adsorbate
on chlorinated RuO4(110).

Furthermore, the amount of adsorbed CO increased by 20 % upon flashing the
sample to T" = 700 K, which indicates that these 1f-cus Ru sites were occupied by
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Figure 14.4: RAIR spectra of CO adsorbed on chlorinated RuO5(110) and its
dependence to the annealing temperature. The peak centred at 7(CO) = 2106
em ™! (black) corresponds to a (COy+Clyt)/(Cly.+Oy,) coadsorbate obtained af-
ter flashing the rechlorinated surface to " = 550 K. Further annealing to 7" = 700
K led to the desorption of Cl,;. Subsequent saturation with CO at T' = 120 K
results in a blue shift of the CO adsorption to 7(CO) = 2112 cm™! (grey) and in
an increase in intensity.
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Cl,; before flashing to T = 700 K. An increase of 20 % in the CO RAIRS signal
indicates that on average every fifth 1f-cus Ru site was occupied by Cl,;. This
finding is consistent with Auger electron spectroscopy results, which yielded Cl,,
contents of 0.05 to 0.4 monolayers (cf. table 13.1).

The observed red shift induced by the presence of Cl,; can be explained - while
neglecting electronic effects of Cl,; on the CO,; adsorbate - by a segmentation of
extended chains of CO,; molecules on the cus-rows. A wavenumber of 7(CO) =
2106 cm ™! then corresponds to triplets and quads of adsorbed CO,; molecules (cf.
table 14.1), which also is in line with a Cl,; coverage of about 0.2 ML. The FWHM
width of the CO adsorption features remained essentially unchanged after flashing
to T"'= 550 K and T" = 700 K, respectively, indicating that the CO,; adsorbate is

composed of chain fragments of similar length (3-4 CO molecules).

14.1.4 CO, + O, Coadsorbates

The influence of O, on the vibrational characteristics of coadsorbed CO,; has
been studied by RAIRS on s-RuO3(110) in reference [13] for the system Oy, /(CO2Y
+04), ie. for a saturated O, coverage with a small amount of isolated CO,;
molecules. The IR absorption wavenumber of this phase has been reported to
be 7(CO) = 2150 cm~!. This value is even larger than the vibration frequency
of gas-phase CO (7(COyqs) = 2143 cm™'). Similar blue-shifted CO stretching
frequencies have been found on other oxide surfaces and explained by a strong
electrostatic interaction of the surface O species with the adsorbed CO molecules
[132].

A more detailed study with varying O,; coverages has been carried out within
this thesis in order to elucidate the influence of O, on the vibrational character-
istics of (COy+Oy) coadsorbates on s-RuO5(110) as well as on RuO,_,Cl,(110).

CO,; + O, coadsorption on s-RuQ,

Stoichiometric RuO3(110) was exposed to varying dosages of Os at low temper-
atures (7" < 200 K) to produce well-defined coverages of O, starting from small
values. Thereafter, the surface, i.e. the remaining unoccupied 1f-cus Ru sites, was
saturated by dosing 6 L. CO at (T < 200 K) and a RAIR spectrum was recorded.
After taking a RAIRS spectrum, the stoichiometric RuO5(110) was restorated in
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Figure 14.5: RAIR spectra of CO adsorbed on s-RuO,(110) with varying cover-
ages of O,. The O, phase was prepared by dosing different amounts of Oy at
temperatures below T < 200 K as indicated in the plot. All spectra were obtained
after saturating the surface by dosing 6 L. CO at T" < 200 K.

oxygen. The corresponding RAIR spectra for Oy dosages ranging from 0 to 5 L
are shown in figure 14.5.

The RAIR spectrum of the CO,; saturated s-RuO,(110) exhibits an absorption
peak at 7(CO) = 2121 cm ™! with maximum intensity which corresponds to long,
unperturbed chains of CO,; molecules (cf. [13]). With increasing O,; coverage,
the CO IR band shifts to higher wavenumbers, whereas the 7(CO) = 2121 cm™!
component remains visible up to a Oy dosage of circa 0.8 L. The wavenumber
shift with increasing Oy exposure is displayed in figure 14.6.

A saturation of the wavenumber shift leading to a CO absorption line centred
at 7(CO) = 2150 ecm™! has been achieved after an oxygen dose of 1 L. At this
coverage, the O,; adsorption seemed to be saturated since the integrated intensity
of the CO absorption line did not decrease significantly upon further dosing of
O, at low temperatures, as can be seen from figure 14.7 which gives the integrals
of the CO RAIR spectra displayed in figure 14.5.
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Figure 14.6: Peak positions of the RAIR spectra of CO,; coadsorbed with O,
on stoichiometric RuO5(110) as a function of the Oy dosage. A saturation of the
wavenumber shift occurred at O, dosages above 1 L.
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Figure 14.7: Integrated intensities of the RAIRS features of CO of CO,; coad-
sorbed with O,; on stoichiometric RuO3(110) as a function of Oy exposure. The
minimum CO,; absorption intensity was reached after predosing 1 L of O, and
amounts to 14 % of the initial value (CO,; on s-RuOg, no O,;). Hence, the max-
imum O,; coverage can be estimated to be 0.86 ML, assuming no change in the
polarisability of CO,; upon coadsorption with O;.



144 Chapter 14 - Interaction of CO with RuOs_,CI,(110)

The maximum coverage of O,; adsorbed on s-RuO4(110) has been determined
to be 0.86 ML (assuming that the polarisability of CO did not change), which
matches the value described by Kim et al. [133]. Furthermore, Monte Carlo
simulations yielded a maximum O,; coverage on s-RuQO5(110) of ©(0O,; = 0.864 +
0.003 [134], which are in line with recent results of Schneider et al. [107]. Thereby,
the assumption of a constant polarisability is further substantiated and thus, the
intensity of the RAIRS absorption of CO may be used as a measure of the CO

coverage.

CO,; + O, coadsorption on RuO,_,Cl,(110)

A similar blue shift of the CO stretching frequency upon coadsorption with O,
has also been observed on RuO,_,Cl,(110). The surface was flashed to T' = 700
K to remove Cl,; and subsequently exposed to 5 L O, at T' = 300 K. Figure 14.8
displays the RAIR spectra of a O, saturated CO,+0O,; coadsorbate (7(CO) =
2141 em™ 1) and a pure CO,; adsorbate on RuO,_,Cl,(110) (7(CO) = 2112 cm ™).
Compared to CO singletons on RuO,_,Cl,(110), the CO singletons adsorbed in
a O,; matrix experience a blue shift of Av(CO) = + 47 em™! from Q; = 2094
cm ! to 7(CO) = 2141 em™! which compares well to the blue shift observed for
CO.+0,; on stoichiometric RuO4(110) (Ar(CO) = + 50 cm™'). Thus, the be-
haviour of the CO+O coadsorbate on both s-RuO2(110) and RuO,_,Cl,(110) are
equivalent. Bridging chlorine substitution on RuO5(110) simply led to a red shift
(Av(CO) = —10 em™') of both singleton frequencies of CO;{ and CO:/+0,; by
lowering the electron withdrawing effect of oxygen in the bridging rows (EN(Cl)
= 3.0, EN(O) = 3.5) and thus increasing backdonation into the 27* orbital of

the CO,; molecules.

14.2 Mild Reduction of RuO,_,Cl,(110)

A careful determination of the maximum achievable bridging chlorination showed
a maximum amount of about 80% Cly, (cf. chapter 13.2). The remaining bridging
positions are filled by O,,.. Therefore, the question arises if these bridging oxygen
atoms are reducible by CO and if they can be replaced by COy,.

Furthermore, the influence of Cl,,. on the vibrational characteristics of COy,
and CO,; adsorbed on RuO,_,Cl,(110) will be investigated by means of reflection
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Figure 14.8: RAIR spectra of CO adsorbed on RuO,_,Cl,(110) (black) and CO
coadsorbed with O, (grey) on RuO,_,Cl,(110).
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absorption IR spectroscopy, especially in comparison to s-RuO,(110).

14.2.1 Reduction of RuO,_,Cl,(110) by CO in a One-Step

Procedure
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Figure 14.9: RAIR spectra of CO adsorbed on RuO,_,Cl,(110) recorded during
the preparation of the mildly reduced, chlorinated ruthenium dioxide.

The freshly rechlorinated RuO2(110) was flashed to 7" = 700 K to ensure the
absence of Cl,; atoms, which was confirmed by measuring the RAIR spectrum of
CO,; after saturation of the 1f-cus Ru rows by exposure of 6 L. CO at T' <230
K (7(CO) = 2113 em™?, cf. figure 14.9). This absorption feature corresponds to
long chains of CO,; molecules neighbouring Cly,. or Oy, respectively as described
in section 14.1. Afterwards, the sample was exposed to 10 L CO at a temperature

of T'= 333 K in order to reduce the bridging oxygen atoms. The RAIR spectrum
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(CO turned off, T' < 310 K) taken at this point exhibited two RAIRS absorptions.
The band at 7(CO) = 1924 cm™! is assigned to CO,, molecules in a Cly, matrix
((COp+Cly) /(<) or) in analogy to s-RuO, [13, 135]. The absorption at 7(CO) =
2080 cm ™! belongs to a mixed phase of COy, in a Cly, matrix with a small number
of CO,; adsorbed on the 1f-cus Ru sites. The CO,; molecules are dipole-coupled
to the bridging CO molecules. This phase will be addressed in more detail in the
following (thermal desorption experiment, see section 14.2.2).

In order to study the (Cly,.+COy,)/CO, phase, the surface was saturated
with 6 L CO at T' < 230 K. The spectrum showed the absorption at 7(CO) =
2104 cm™!, which was assigned to (Cly,+COy,)/CO,. The blue shift by Ar(CO)
= +20 cm™!, which has been observed in comparison to COy,/CO,; on mildly
reduced 1-Ru05(110) (#(CO) = 2085 cm™*, [13]), is caused by the presence of
bridging chlorine atoms as electronegative substituents. This effect could not be
observed on mildly reduced r-RuO3(110), since this surface is fully capped by CO
molecules both in on top and bridging positions. The peak at 7(CO) = 2104 cm™*
has contributions of both CO,;, adsorbed in long chains on the cus-rows and COy,
in a Cl,, matrix. Both species are coupled by dipole-dipole interactions, leading
to one single absorption peak in the RAIR spectrum. Removal of the CO,; atoms
by flashing the sample to T' = 373 K yielded the pure (COp,+Cly,.)/(—)o phase

with a characteristic absorption band at 7(CO) = 1928 cm™!.

14.2.2 Thermal Desorption of CO,; from (Cl,,+COy,)/CO,;
on RuO,_,Cl,(110)

The development of the (Cly,.+COy,)/CO,; phase on RuOs_,Cl,(110) has been in-
vestigated by thermal desorption starting from a fully CO,; covered (Cly.+COy,.)/
CO,; phase. This experiment can be used to confirm the assignment of the CO
vibration features observed in the RAIR spectra depending on the CO coverage
on mildly reduced RuO,_,Cl,(110).

The fully CO,; covered (Cly,+COy,)/CO,; phase was prepared by mild reduc-
tion of the chlorinated oxide in analogy to the previously described experiment:
The oxide was rechlorinated, flashed to T = 700 K, and exposed to 10 L of CO
at T = 333 K. After saturation of this surface at T < 200 K by dosing 6 L. CO,
stepwise heating to higher annealing temperatures (AT = 25 K, starting from
T = 175 K) led to the gradual desorption of the CO,; molecules. The corre-
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Figure 14.10: RAIR spectra of CO adsorbed on mildly reduced RuO,_,Cl,(110).
The set of spectra was obtained by stepwise annealing of the adsorbate to higher
temperatures.

sponding RAIR spectra after each annealing step are displayed in figure 14.10.
The reference spectrum was taken after the reduction of the rechlorinated and
restored RuO,_,Cl1,(110) (10 L CO at T' = 333 K) and saturation of the cus-rows
by dosing 6 L. CO at T' < 230 K. The peak at 7(CO) = 2108 cm™! is due to the
(Cly,+COy,) /CO,; phase, where the cus-rows are occupied by extended chains of
CO,; molecules. As already mentioned above, COy, is present at this stage and
couples with CO,; by dipole-dipole interactions, resulting in a band at 7(CO) =
2108 cm ™.

At temperatures above T' = 250 K, this RAIRS peak started to lose intensity,
accompanied by a red shift of the peak. In figure 14.11, the integrated intensities
of the absorption features are plotted versus the temperature of the preceding
flash. The more CO,; molecules are desorbed from the formerly saturated phase,
the more pronounced is the red shift. Concomitant with the decrease in intensity
of the RAIRS peak belonging to the (Cly,+COy,)/CO,; phase an absorption band



14.2 Mild Reduction of RuQO,_,Cl,(110) 149

of (Cly,+COy,)/(-) evolves, starting from 7(CO) = 1910 cm™! and converging
towards 7(CO) = 1923 ecm™!. The growth of this peak around 1900 cm™" is due

to the progressing dipole-dipole decoupling induced by the desorption of CO,,
leaving the COy, species isolated.
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Figure 14.11: Integrated intensities of the CO RAIRS peaks on 1-
RuOs_,Cl,(110). The dependence on the annealing temperature is a conse-
quence of the desorption of CO,,. Peaks between 2080-2108 cm™! correspond
to (Cly,+COy,.)/CO, and peaks in the region from 1910 cm™! to 1925 cm™!
belong to (Cly.+COp) /() ot-

At T > 350 K most of the CO,; molecules have left the surface. Therefore,
the observed remaining small absorption band at 7(CO) = 2080-2084 cm™! in the
RAIR spectra recorded above T' = 350 K can be assigned to CO,; molecules vi-
brating on a chlorinated RuO2(110) with COy, substituted in the bridging chlorine
rows (Cly,.+COy,)/CO.Y). The temperature programmed desorption experiment
gave insight into the gradual desorption of the CO, adsorbate and intercon-
nected the fully CO,; covered (Cly,.+COy,.)/CO,; phase with the (Cly,+COy,)/

(—)ot Phase, confirming thereby the spectral assignment carried out in the previous
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experiment.
Eventually, the term ‘mildly reduced’ does not describe the surface correctly
in the case of chlorinated RuO,(110). It seems to be more precise to specify the

surface as bridge chlorinated with single bridging position substituted by COy,.

14.3 Chapter Summary

All experiments presented in this chapter aim to describe the complete vibra-
tional characteristics of CO adsorbed on the on top and bridging positions on
chlorinated RuO5(110), denoted as RuO,_,Cl,(110). The vibrational spectra of
CO also reflect the interaction with the relevant surface species Oy,/o; and Cly,. /o
through electron donation/backdonation. CO was successfully introduced as a
probe molecule to investigate the nature of the 1f-cus Ru adsorption site and the
influence of chlorine substitution. As a probe molecule, CO offers in addition the
possibility to study the dynamic behaviour of the Cl atoms on the oxide surface,
which will be in the focus of the following chapters. Table 14.4 summarises the
vibrational assignments of CO adsorbed on both stoichiometric RuO2(110) (from
reference [13|) and chlorinated RuO,_,Cl,(110) (this work).

Substrate | Adsorbate | 7(CO) [em™]
Ru0,(110) COM/()ot 1867-1893
data taken from [13] (COYE4O)/()ot 1953
COpr/ (ot 1992-2002
COy,/COY 2000, 2016
COp/Oot 2033-2046
COpr/COy 2016-2086
Oyr/COZY 2101
O/ COut 2101-2123
Opr/ (0 +COZ) 2146-2152
RuO,_,Cl,(110) (COu+Clyy) /(o 1920-1928
(COp+Clyy) /COs 2080-2108
(Clbr +Obr)/coz? 2094
(Cly+O04r) /COy 2112
(Cly+04) /(COG+Clyr) 2105
(Cly+04,) /(CO+04) 2140-2145

Table 14.4: Compilation of characteristic vibrational frequencies of CO species
on RuOy_,Cl,(110) compared to RuO4(110).
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In addition to the characterisation of CO as a probe molecule, it has been
shown by means of HRCLS and RAIRS that RuO,_,Cl,(110) contains a certain
amount of reducible bridging oxygen atoms, which is in accordance with the re-
sults of the Auger electron spectroscopy study in chapter 13. This corroborates
in turn the result, that a maximally chlorinated RuO,(110) only contains up to
80% bridging Cl atoms, the residual places being occupied by Op,, which can be
reduced by CO exposure. The HRCLS and RAIRS results were then substanti-
ated by a more detailed analysis of the mild reduction reaction of the chlorinated
oxide, i.e. the reduction of the O, atoms by CO forming CO,, molecules. The
influence of both Cl,; and O,; atoms on the vibrations of CO has been investi-
gated. Based upon the results of the present chapter, one may formulate a rule

of thumb which describes the influence of substituting surface O by Cl:

The introduction of bridging Cl atoms on s-RuO,(110) leads to a red shift of
Av = —10 em™! of the RAIR features of COy in comparison to stoichiometric

This statement seems to be quite general as can be seen from the vibrational
shifts induced by Cl:

o 0,./COY vs. (Cly,+0y,.)/COZY = 2101 vs. 2094 cm ™!
o 04, /COy(full) vs. (Cly,+0Oy,)/COyp(full) = 2123 vs. 2112 cm ™!
e 04/ (0,+CO) vs. (Clp+0p,) /(COH+04) = 2150 vs. 2140 cm ™!

The electronic influence of Cl,,. on the adsorbed CO,; molecules is small, taking
into account that the change in electronegativity going from O to Cl is only A(EN)
= 0.5 and this difference effects the C-O bond over a distance of five bonds. Only
a very small difference in the electronic structure of CO has been evaluated by
inspecting the change of the population of the 27* orbital upon exchanging O,
by Cly, (statistically to an amount of 80%). However, this small effect could
be observed by means of RAIR spectroscopy, underlining nicely the very high
sensitivity of the RAIR spectra upon changes in the chemical environment of the
probe molecule CO.

The vibrational characterisation of the CO species adsorbed on chlorinated

RuO,_,Cl,(110) together with the coadsorption experiments with oxygen atoms
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and the mild reduction experiments of RuO,_,Cl,(110) allow for a deeper un-
derstanding of the dynamical behaviour of the chlorine atoms accommodated on
the surface, both upon Oy exposure and under CO oxidation conditions in the

following chapters.



Chapter 15

Influence of Oxygen on
RuOy_,Cl;(110)

The scope of the present chapter is the investigation of the possible reactions of
adsorbed oxygen with the RuO,_,Cl,(110) surface. The interaction of surface
oxygen atoms with both Cl,,. and Cl,; atoms will be studied experimentally by
means of TDS, AES, HRCLS, RAIRS and theoretically by DFT calculations.

15.1 Thermal Stability of RuO,_,Cl,(110)

In the following section, the thermal degradation of chlorinated RuO,_,Cl,(110)
will be investigated by means of TDS, AES, HRCLS and DFT calculations. The
thermal degradation is related to the interaction of Oy, with the bridging chlo-
rine atoms as will be shown in the present section. The experiments will conclude
with a mechanistic discussion of the dechlorination process as well as the protect-
ing properties of a bridging chlorine ‘capping layer’ - which is actually not a

complete monolayer of Cly, as evidenced in chapter 13.

Figure 15.1 shows the thermal desorption spectrum of chlorinated RuOs and
overlayed the TP-Auger signal, monitoring the temperature dependent evolution
of the Clpy/s signal at £ = 181 eV in the Auger spectrum. At T = 400 K O,
desorbs as can be seen from the small O, desorption signal in the mass spectrum.
Chlorine atoms, adsorbed on top of 1f-cus Ru sites desorb via recombination of
two Cl,; forming Cl,. This led to the Cly peak centred at T = 690 K, which is in

153
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accordance with the findings reported by Crihan et al. [9]. At this temperature,
the first linear decrease in Auger intensity could be seen. Upon further heating,
the bridging chlorine atoms (Cly,.) left the surface with a desorption maximum
of HCI centred at T = 890 K. Here, the inflection point of the Cly s Auger
signal is shifted by approximately 20 K to lower temperatures, which is caused
by a lower heating rate /3 in the case of the TP-Auger experiment (Grps =5 K/s
V8. Orp—auger = 3 K/s). After desorption of Cl,. bulk oxygen left the surface at
Tnaz = 1000 K.
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Figure 15.1: Combined plot of both a thermal desorption spectrum and a TP-
Auger spectrum of chlorinated ruthenium dioxide (110).

At temperatures around 7' = 700 K, the prevailing process which accounts for
chlorine loss from the surface should be the recombinative desorption of two Cl,;
atoms to form Cly,. However, the tail of the HCI peak (7}, = 890 K) reaches
down to T' = 680 K, i.e. a desorption of Cl,. atoms should be possible already at
temperatures as low as T' = 700 K, albeit with a small rate. A recombination of
Cly, with either Cly, or Cl,; to form Cly should not be feasible at these tempera-

tures in analogy to the DFT calculations for the recombination of O, atoms on
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s-RuO,(110) by Reuter et al. [136].

The knowledge about the desorption of Cl, gained by TD spectroscopy was
further enhanced by means of a thermal stability HRCLS experiment carried out
at beamline 1311 at MAX-lab in Lund.
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Figure 15.2: Thermal stability of RuO,_,Cl,(110) at T'= 700 K as followed by
O 1s and Cl 2p HRCLS spectra.

Starting from chlorinated RuO,_,Cl,(110), the sample was annealed at T' =
700 K for a cumulated time span of 150 min (increments: 15°, 15, 30’ 30, 60’).
After each annealing step, Cl 2p and O 1s HRCLS spectra were recorded in
order to follow the changes in surface chemical composition upon annealing. The
spectra are compiled in figure 15.2. Spectral assignments are based on table
12.1. Upon heating, the chlorine content decreases steadily with time as can be
seen from figure 15.3. At a temperature of T = 700 K only bridging chlorine
species Cly,. should be present on the surface, since Cl,; readily recombines at

this temperature and leaves the surface as Cl,.
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Figure 15.3: Thermal stability of RuO,_,Cl,(110) at T = 700 K: Plot of the
HRCLS peak areas corresponding to Cly. (squares) and Oy, (stars) versus an-
nealing time. The oxygen peak areas are multiplied by a factor of 10 for better
visibility reasons.
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With gradual chlorine loss (factor of 2.2 4+ 0.5 after 150 min), the HRCLS sig-
nal in the O 1s spectra assigned to bridging oxygen Oy, at 528.4 eV increased in
intensity (cf. figure 15.3) by a factor of 4 £ 1 after 150 min. Obviously, the brid-
ging Cl,,. atoms are replaced by Oy, during the annealing step; a process which
is relatively slow, since otherwise the high temperature Cly,. desorption signal in
the TD spectrum would be shifted to lower temperatures (cf. figure 15.1). The
only source of oxygen atoms under the present experimental conditions (UHV,
no oxygen supply from the gas phase besides residual gas, ppg < 1 x 1071° mbar)
to substitute the Cl, atoms is from the bulk of RuOs.

dN/dE [a.u.]

T T T T T T T T T 1
100 200 300 400 500 600
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Figure 15.4: Auger electron spectra of chlorinated RuO4(110) (U, = 3 kV, T' =
700 K). Upon thermal treatment of the sample at 7" = 700 K, chlorine leaves
the surface, indicated by the continuous loss of intensity of the Clpyas peak.
With increasing annealing time, a loss in the Ok signal could be observed,
starting after most of the Cl atoms have left the surface. The Ruy;yny peaks
rise in intensity because the Ru atoms are gradually uncovered upon Cl/O loss.
The background pressure during heating the sample in the UHV chamber was
pre = 3 x 107 mbar.



158 Chapter 15 - Influence of Oxygen on RuO,_,CI,(110)

The thermal stability of RuO,_,Cl,(110) at 7' = 700 K was studied experi-
mentally by HRCLS under UHV conditions. However, the influence of a higher
background pressure (ppg = 3 x 1072 mbar instead of ppg < 1x 1071° mbar), was
checked by means of Auger electron spectroscopy. To unravel the behaviour of
RuO,_,Cl,(110) upon thermal treatment, the chlorinated oxide RuO,_,Cl,(110)
was hold at T'= 700 K in UHV (ppe = 3 x 107 mbar) and Auger spectra were
recorded after certain time intervals of annealing. The spectra are displayed in
figure 15.4.

Figure 15.5 shows the peak-to-peak height of the Auger peaks of Clpy s,

Ruynn, and Ok, plotted versus the annealing time at T'= 700 K.

e
. a—1
6 i ./_._ Ru
. / MNN, I
1 /./ —e— RuMNN, 1
=N ./. —A— CILMM
— I 4 —v—0
= KLL
5 4
o 1 .l'....) e i
E 3 _ m'~v- /./.
Z @ <’—V\
S T
] A\ \v
14 4
A
Masa_a A A A A
(e T T T T T T T T T T T T
0 50 100 150 200 250 300

t [min]

Figure 15.5: Time development of the Auger intensities of Clyya, Oxrr, and
Ruy, vy peaks with increasing annealing time at 7' = 700 K.

In contrast to the HRCLS experiment, the chlorine content dropped to a
constant value already after 30 min. After the biggest amount of Cl atoms has
left the surface, the oxygen Ok, signal began to decrease steadily. Concomitant
with the thermal degradation of the oxide, the Ruy, vy signals started to rise,

indicating that the surface was being reduced. A qualitative LEED analysis of
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this phase showed a clear Ru(0001)-2x2-O pattern, which is known to be the
stable phase after removing the oxide by thermal treatment. Obviously, the
higher background pressure led to a continuous removal of the bridging oxygen
atoms either by CO oxidation or water formation. Once the bridging chlorine
coverage is diminished by Cly desorption, the reduction of the bulk oxide can
proceed via CO and Hs from the residual gas.

Later, it will be shown that under sufficient supply of oxygen from the gas

phase, the RuO; film remains stable.

15.2 The Cl,, <+ Cl, Shift Reaction

As implied by the results of the thermal dechlorination, oxygen atoms are able
to substitute Cl,. by Oy, after shifting of the Cl,. atoms to on top positions.
The interaction of Oy supplied from the gas phase with the chlorine atoms on
RuO,_,Cl,(110) and the interconnected complex behaviour of the surface chlori-
nation will be investigated in the following section by means of HRCLS, RAIRS,
AES, and theoretically by DFT calculations.

15.2.1 HRCLS Study: O, Treatment of RuO,_,Cl,(110)

High resolution core level shift spectroscopy was applied to study the behaviour
of RuO,_,Cl,(110) upon exposing the chlorinated oxide to 10 L of Oy at various
temperatures up to T' = 700 K. The measurements were conducted by M. Knapp
and S. Zweidinger at beamline 1311, MAX-lab in Lund (November 2007).

The chlorinated RuO2(110) surface was exposed to 1 L of HCI at T" = 500
K. Afterwards the sample was flashed to T' = 650 K to desorb HCl, and a
XP spectrum was recorded. The corresponding Cl 2p spectra are summarised
in figure 15.6. The typical doublet signature of Cl,. on a clean, chlorinated
RuO,_,Cl,(110) showed up at 199.2/197.6 eV. Subsequently, the surface was
exposed to 10 L of Oy at T' = 420 K. Again, a XP spectrum was recorded. At
196.1 eV a peak emerged, which is assigned to Cl,;, whereby the CI 2p;/, emission
of this species overlaps with the CI 2ps/, feature of the more abundant Cl,,.. The
sample was subsequently exposed to 10 L O5 at T' = 500 K, which led to a further
increase of the Cl,; emissions and a decrease of Clp,.. Upon exposing the surface to
10 L Oy at T'= 600 K and T' = 700 K, both the Cl,; and Cl,, intensities decreased
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due to desorption of Cly. The integrated intensities of the Cl 2p emissions for

both Cl,; and Cl, are plotted versus the annealing temperature in figure 15.7.
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Figure 15.6: Cl 2p HRCL spectra of RuO,_,Cl,(110) which was exposed to 10 L
O, at various temperatures, as indicated in the plot.

The temperature evolution of the intensities (figure 15.7) of the Cl 2p emis-
sions upon exposing the sample to 10 L of O indicates that with increasing
temperature, more and more Cl, is transferred to on top positions, as evidenced
both by an increase in the Cl,; emissions and a decrease of the Cl,, signals. The
steady increase of the Cl, integral up to T' = 500 K shows accumulation of Cl,;
on the 1f-cus rows. At temperatures of T' > 600 K, the recombinative desorption
of Cl,; sets in, leading to a decrease in the Cl, emission integral. The loss of
bridging chlorine atoms proceeds via a shift of Cly,. from a bridging to a 1f-cus
Ru site. The total surface concentration of Cl decreases by this process.

A similar experiment will be presented in the next section, where the decrease
of the chlorine surface concentration at 7" = 700 K in oxygen atmosphere was

monitored by means of RAIRS spectroscopy, applying CO as a probe molecule.
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Figure 15.7: Integrated intensities of the Cl 2p emission doublets of Cly,
(199.2/197.6 €V) and Cl,; (197.7/196.1 eV). The HRCLS spectra were recorded
after the surface was exposed to 10 L of O, at the temperatures indicated on the
abscissa.
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15.2.2 RAIRS Study: O, Treatment of RuO,_,Cl,(110) at
T =700 K

The influence of an Oy atmosphere on RuO,_,Cl,(110) upon heating the surface
to T'= 700 K, was investigated by means of RAIRS complementing the HRCLS
results of the previous section. RuOs_,Cl,(110) will be exposed to oxygen at
T = 700 K to study the chlorine loss. At T' = 700 K, the bridging Cl,,. atoms
shift gradually to on top positions from where they desorb as Cl,. The bridging

vacancies are in turn filled by oxygen as shown in chapter 15.1.

Stoichiometric RuO5(110) was chlorinated following the standard procedure
(cf. chapter 9.3) and flashed to T'= 700 K to desorb Cl,; atoms and thus, to get
a pristine RuOy_,Cl,(110) surface. This surface was flashed in oxygen (5 x 1078
mbar) to 7" = 673 K, and afterwards flashed to T = 700 K without oxygen
exposure to desorb O,; and Cl,;. After flashing, the chlorinated ruthenium dioxide
was saturated by 6 L CO at T' < 230 K and a RAIR spectrum was recorded. The
corresponding RAIR spectra are shown in figure 15.8, the spectral details are
compiled in table 15.1.

Taking the RAIR spectrum of a CO saturated s-RuO,(110) as a reference
(7(CO) = 2121 em™ 1), the CO absorption band experiences a redshift to 7(CO)
= 2112 cm™! upon chlorination and restoration. The number of 1f-cus Ru ad-
sorption sites accessible for CO adsorption has decreased, as indicated by the
30% smaller peak area of the CO absorption line (cf. table 15.1).

After four more restoration procedures, each followed by a RAIRS experiment
with CO saturation of the on top sites, the CO absorption shifts by Ar(CO) =
+2 cm™! to 7(CO) = 2114 em ™! and the integral of the CO RAIRS line increased
further.

Subsequently, the surface was exposed to 5 x 1078 mbar of oxygen at T = 700
K for 30 min. After this thermal treatment in oxygen, the chlorine has left the
surface almost completely. This is in accordance with the findings of the previ-
ous section, where annealing to 7" = 700 K in UHV led to the almost complete
desorption of chlorine from the surface. After saturation of the surface by 6 L
CO at T < 230 K, a RAIR spectrum was recorded to analyse the modification

of the adsorbate structure during the roasting step. The corresponding spec-
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Figure 15.8: Influence of oxygen exposure at 7" = 700 K on the chlorine content of
chlorinated RuO5(110) after 1 and 5 restoration procedures and after annealing
in oxygen for 30 min at 7" = 700 K. The RAIR spectra show the CO absorption
at saturation coverage (6 L CO at T' < 230 K) on RuO,_,Cl,(110).
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trum in figure 15.8 shows a higher wavenumber absorption of CO adsorbed on
RuO,_,Cl,(110) at #(CO) = 2118 em™*. According to this blue shift, the sur-
face now resembles more a s-RuO,(110) than a chlorinated one. In addition, the
amount of adsorbed CO (as determined from the integrated RAIRS absorption)
is equal to that of stoichiometric RuO2(110). This corroborates the transforma-
tion of the chlorinated oxide back into an almost stoichiometric one by roasting
for prolonged periods in molecular oxygen.

The data of the peak fit of the RAIR spectra shown in figure 15.8 are compiled
in table 15.1.

system | 7(CO)[em™!] | area [a.u.] | FWHM [cm™!]
s-Ru0,(110) 2121 0.17 175
RuO,_,Cl,(110), 1 restoration 2112 0.12 13.4
RuO,_,Cl,(110), 5 restorations 2114 0.14 12.7
RuO,_,Cl,(110), 30 min at 700 K

in 5 x 10~® mbar O, 2118 0.17 11.5

Table 15.1: Peak positions, peak areas and FWHM of the CO RAIRS absorptions.

The corresponding Auger spectra of the initial state of the chlorinated surface
and after the five restorations and 30 min of roasting are displayed in figure 15.9.
Auger spectroscopy revealed that the chlorine content of the oxide decreased by
57 %.

The initial amount of chlorine was 0.63 Cl atoms per RuO3(110) surface unit
cell. If one assumes that all Cl atoms are residing in bridging positions, the de-
gree of bridge chlorination would be 63% Cl,,.. During reaction of RuO,_,Cl,(110)
with Oy at 7" = 700 K most of the chlorine has left the surface. One can thus
assume a minimum chlorine coverage of RuO,_,Cl,(110) of 0.27 Cl atoms per
surface unit cell after the oxygen treatment. Furthermore, the Auger electron
spectra show that the oxygen content of the bulk oxide remained nearly con-
stant. This implies that the underlying RuO,(110) substrate has not changed its

composition or has not been reduced.

15.2.3 The Cl;, < Cl, Shift Reaction

The shift reaction which transfers Cl,, — Cl,; is dependent on the presence of
O atoms, since a substitution of Cly,. by O, leads to a thermodynamically more

stable situation on the surface. In the following, the influence of CO supplied
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Figure 15.9: Auger electron spectra (E = 3 keV) of pristine RuO,_,Cl,(110)

(black curve) and of RuOs_,Cl,(110) after multiple restorations in Oy and roast-
ing in oxygen (T = 700 K, 30 min, p(Oy) = 5 x 10~® mbar, red curve).
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from the gas phase on the Cl,,. <« Cl,; shift reaction and thereby its effect on
the dynamics of the surface chlorine atoms on RuO,_,Cl,(110) will be studied
by means of TDS and RAIRS as well as DFT calculations.

TDS Study: Multiple Restorations of RuO,_,Cl,(110)

To further investigate the impact of oxygen on the chlorination of RuO,_,Cl,(110),
thermal desorption spectroscopy has been utilised to determine the influence of
repeated oxygen restorations on the chlorinated surface. The TDS experiments
were conducted by S. Zweidinger [137].

Stoichiometric RuO,(110) has been prepared after the standard procedure (cf.
chapter 9.2). The surface was restored in Oy (flashed to 7" = 600 K and cooled
to T'= 300 K in p(O3) = 1 x 107® mbar). The restored, and O,; covered surface
was then flashed to 7' = 600 K and a TD spectrum was taken following the
signals of water (* = 18) and oxygen (" = 32). The oxygen desorption signals
of each of the eight consecutive restorations were taken as reference signal for the
unoccupied, chlorine-free 1f-cus rows. The Oy desorption signal during flashing
the surface, following a restoration in oxygen, will serve as a measure for the
coverage of the 1f-cus Ru sites by Cl, (the more Cl,; is present, the smaller is
the Oo desorption signal and vice versa). The more on top sites are occupied by
Cly, the less O, can adsorb on the cus-rows, yielding a smaller O, desorption
signal in the TD spectrum.

Figure 15.10 displays the integrated Oy desorption signals of the TD experi-
ments. The first five data points represent the oxygen desorption from the stoi-
chiometric RuO5(110). The variation of these points gives an estimate of the
reproducibility of the restoration procedure, which amounts to £2% (the first
restoration has been dismissed). In the next step, the stoichiometric RuO(110)
has been chlorinated by exposure to 15 L Hy at room temperature followed by a
flash to T'= 700 K in p(HC1) = 5 x 107® mbar. The chlorinated oxide was then
restored applying the same procedure like described above for s-RuO5(110). TD
spectra (up to 7" = 600 K) have been recorded after each restoration.

One can clearly see the decline of the integrated O desorption signal from
initially 74 % of the maximum Os desorption after the first restoration to 44
% after the seventh restoration. This implies that with increasing number of

restoration steps the amount of free 1f-cus Ru sites available for adsorption of
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O, decreases. This result shows that with each restoration step, the amount of
Cl,: adsorbed on the 1f-cus Ru sites increases at the expense of the degree of

chlorination of the bridging sites.
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Figure 15.10: Integrated O, thermal desorption signals ("% = 32) from O satu-
rated s-RuO5(110) and RuO,_,Cl,(110), respectively after multiple restoration
procedures in oxygen.

TDS Study: Multiple Restorations of RuO,_,Cl,(110) with intermedi-
ate CO treatment

A different situation emerges if the restoration steps are followed by CO satu-
ration of the 1f-cus Ru rows, in order to probe the surface by means of RAIR
spectroscopy. Under these circumstances, the surface experiences only minor
changes in composition, as will be shown by RAIR spectroscopy. In order to
assess the influence of the CO probe molecules on the restoration process and

therewith on the chlorination, the reaction taking place under these experimental
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conditions was also studied by TDS, similar to the previous section.

The following experiments have been carried out starting from a freshly pre-
pared stoichiometric RuO5(110) surface. As already described above, the stoi-
chiometric surface was restored in oxygen atmosphere four times, in order to get a
calibration reference for the maximum amount of adsorbed O,; on stoichiometric
RuO,(110). Figure 15.11 displays the integrated O thermal desorption signals
from s-RuO2(110) or RuO,_,Cl,(110), respectively, taken after each restoration.
For the stoichiometric oxide, a reproducibility of 5 % has been obtained. After-
wards, s-RuO,(110) was chlorinated following the standard procedure (cf. chapter
9.3) and flashed to T' = 700 K to desorb excess HCl,; and Cl,. After chlorina-
tion, the surface was restored (flash to T'= 675 K in 5 x 10~® mbar O,, followed
by TDS), subsequently cooled down to 7" = 200 K and saturated by dosing 10
L CO. CO was desorbed during a flash to 7" = 700 K and the next restoration
cycle started. All in all, eight of these cycles were carried out. The O5 desorption
signals displayed in figure 15.11 remain nearly constant at (51.64+2.3) % of the
maximum achievable Og desorption signal measured on s-RuO,(110).

If chlorine atoms were shifted and accumulated from Cl,,. to on top sites, the
O4 desorption signal would have dropped as observed in the previous TDS exper-
iment (cf. figure 15.10). A chlorine loss by desorption upon flashing to 7" = 700
K via recombination of two neighbouring Cl,; atoms would have led to a ‘more’
stoichiometric surface, i.e. a continuous decrease of the surface concentration of
chlorine. This chlorine loss should have led to a stepwise higher Oy desorption
feature, approaching the value observed for stoichiometric RuO2(110). However,
this increase has not been observed, leading to the conclusion that the chlorine
content did not change during this experiment. An explanation of the constancy

of the observed integrated O, TD signal will be proposed in the following.

RAIRS Study: Multiple Restorations of RuO, ,Cl,(110) with inter-

mediate CO treatment

The stability of the concentration of surface chlorine atoms upon CO saturation
between the restoration procedures was also corroborated by the following RAIRS
experiment, where only minor changes in the RAIRS absorption were detected.

Starting from freshly chlorinated and flashed RuO,_,Cl,(110), the surface
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RuO,_,Cl,(110) after multiple restoration procedures in oxygen and CO treat-
ment in between. This TDS experiment is necessary to assess the influence of the
IR probe molecule CO on the restoration process of RuO,_,Cl,(110) by oxygen.
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was restorated in oxygen (flash to T' = 673 K in p(Oz) = 5 x 107 mbar) and
then probed in RAIRS with CO (6 L at T' < 230 K). This cycle was repeated five
times and the corresponding RAIR spectra are compiled in figure 15.12.

N et S VYT S PA

number of
restorations
1
—2

3
—A4

5

0.5 %

AR/R

[ T T T T T T T T T T T T T 1
1900 1950 2000 2050 2100 2150 2200 2250
wavenumber [cmﬁl]

Figure 15.12: RAIR spectra of CO adsorbed at saturation coverage on repeatedly
restored RuOs_,Cl,(110). The number of restorations is given in the legend.

Upon multiple restoration, the RAIRS features of CO adsorbed on the re-
stored, chlorinated oxide experienced only marginal changes. The shift in the
wavenumber of the CO absorption peak after 5 restorations amounted to Az (CO)
= +2 cm™! (from 2112 to 2114 cm™!) indicating only a small percentage of
chlorine loss, presumably by recombinative desorption of Cl,. Although the
increase of the intensity of the CO RAIRS absorption showed that a small amount
of surface Cl atoms left the surface, it was not transformed into a stoichiometric
RuO,(110) surface. This has only been achieved to a significant extent by 30 min
annealing to 7' = 700 K in p(Oq) = 5 X 107® mbar (cf. figure 15.8).

In conclusion, CO has hindered the loss of surface Cl atoms by reduction of Oy,
atoms, thus making vacancies available that could be refilled by Cl,; atoms. This

conclusion is further substantiated by the finding of the CO-induced chlorination
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of RuO(110) by Cly exposure, as reported in section 12.5. The CO induced
rechlorination reaction takes place at temperatures below 7" = 700 K, when in
the presence of CO the major part of the Cl,; atoms is transferred back into the
bridging rows before the recombinative desorption sets in. This explains why the
surface chlorine content was observed to be relatively stable during both TDS and
RAIRS experiments described above. The shift of Cl,; — Cl,, in the presence of
CO emerges as the salient feature of the TD and RAIRS experiments described
in the present section. Together with the oxygen induced Cl,. — Cl,; shift, the
interplay of both reactions accounts for dynamics on the RuO,_,Cl,(110) surface.
In the following, the mechanism of the shift reaction will be treated by means of
DFT calculations.

DFT Study: Mechanism of the Cl,. «— Cl, Shift Reaction

DFT calculations were used at this point to study the energetics lying behind
the observed oxygen induced Cl,, — Cl,; shift reaction on RuO,_,Cl,(110). The
reaction mechanism was modelled for the case that oxygen is available as on top
oxygen as supplied from the gas phase after dissociative adsorption of O, on the
1f-cus Ru sites.

Figure 15.13 shows the relevant structures involved in the oxygen induced
Cly,. — Cl,; shift reaction. The thermodynamically more stable configuration is
present when Cl is accommodated on an on top site and an O atom occupies a
bridging position. The energy difference of 0.25 eV accounts for the driving force
towards shifting more and more Cl,. — Cl,; upon Os exposure. The presence of
CO on the surface leads in turn to a thermodynamically by 0.61 eV more stable
situation, when Cl sits in a bridging position and CO occupies a 1f-cus Ru site. As
already mentioned in chapter 12 in connection with the chlorination mechanism,
the (re)-chlorination of the bridge site has to be promoted by either Hy (water
formation) or by CO (CO oxidation) exposure to form better leaving groups.

According to these results, one may summarise the reaction steps taking place

during the Clp, < Cl, shift reaction in the presence of CO and O on the surface:

e dechlorination

— dechlorination in Oy atmosphere: Cl,,. + O, — Cly; + Oy,

— thermal dechlorination in UHV: Cl,,. + Opur — Clot + Vpur + Opr
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Figure 15.13: Relative energies for the Cl,,. < Cl,; shift reaction as determined
by DFT calculations. All calculation were done on a 2x2 RuO»(110) surface unit
cell.
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— chlorine loss from the surface at 7" > 700 K: 2 Cl,; — Cly(gas)
e rechlorination in the presence of CO

-2 COOt + Obr — COQ(gaS) + CObT
- Clot + CObr - Clbr + COgas

15.2.4 CO RAIRS Double Feature after Restoration
of RuO,_,Cl,(110) in O,

If chlorinated RuOs_,Cl,(110) is treated by Oz in terms of a standard restoration
procedure as described for s-RuO5(110) (cf. chapter 9.2), where the sample was
flashed not higher than to T' = 550 K , one can observe a CO absorption feature in
the RAIR spectrum after CO saturation at low temperatures, which exhibits two
maxima. They are located at 7(CO) = 2112-2114 cm™! and v(CO) = 2125-2128
cm ™!, and the intensity ratio depends on the annealing temperature after the
restoration step. Figure 15.14 illustrates the RAIR spectra for different restora-
tion procedures, subsequently carried out on the same initial RuO,_,Cl,(110).
The most prominent high frequency feature has been obtained by flashing the
surface after restoration to T'= 473 K.

The RAIRS signal at higher wavenumbers is present up to an annealing tem-
perature of about 600 K. Flashing the O, covered surface after restoration to
T =700 K led to the disappearance of the high frequency component of the dou-
ble peak, yielding a single absorption band centered around v(CO) = 2112-2114
cm~!. From former experiments, this band is known to belong to extended rows
of CO adsorbed on the 1f-cus Ru sites, denoted as (Cly,+0Oy,)/CO4. The high
frequency component should stem from a coadsorbate constituted of CO,; and
Cly: as well as O,;. The more electronegative oxygen is responsible for the blue
shift of the CO absorption band, as already shown in chapter 14.1.4. However, it
was not possible to determine the amount of O,; atoms remaining on the 1f-cus
sites from the RAIR spectra, because the presence of both O,; and Cl,; lead to a
shift of the CO adsorption band, each species to different extents.

To demonstrate the impact of O, on the observed spectra and to determine
the reasons for the high threshold temperature for the disappearance of the double

feature, the coadsorbate has been tempered to 350 K, a temperature where CO
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Figure 15.14: RAIR spectra of CO adsorbed on RuOs_,Cl,(110), which was re-
stored in oxygen and flashed to different temperatures. The spectra of the surface
which was flashed to only T' < 600 K exhibit a distinct double peak composed of a
component centred at 7(CO) = 2112-2114 cm™! and another feature at 7(CO) =
2125-2128 cm™!. The legend reads as follows: (Tycs0 [K| / in p(Og) [10~® mbar|/
Triash |K] / CO dosage at T' < 230 K [L])
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oxidation on RuOy(110) takes place, but no O,; desorption is possible. This
treatment led to a decrease of the component at 7(CO) = 2128 cm™' and an
increase of intensity of the lower frequency component located at 7(CO) = 2112
cm~! (figure 15.15). This outcome can be explained by means of reaction of the
O,¢ species neighbouring CO,; molecules to form CO, upon annealing to T" = 350
K. This results in a smaller O,; coverage, which led to a smaller intensity of the
high wavenumber peak after saturation of the surface with CO at T < 230 K.
In addition, annealing of a CO,; phase on RuO,_,Cl,(110) led to a depletion
of Cl,; species via the reversed Cl,, — Cl,; shift reaction after the reaction of
CO,; with Oy, to form bridging vacancies, as described in section 15.2.3. If this
reaction would have not taken place, one would have expected an IR absorption
at 7(CO) = 2105 ecm™" (cf. section 14.1.3), which has not been observed in the
spectra recorded within this experiment.

The reaction steps leading to the disappearance of the double feature under

the presence of CO,; will be summarised:

L COot + Oot - COQ

— leads to a depletion of O, i.e. a decrease of the high frequency RAIRS
signal at 7(CO) = 2125 cm™" and an increase of the lower frequency
component at 7(CO) = 2112 em™! after saturation with 6 L CO at
T <230 K.

L COot + Obr - COQ

— leads to a depletion of Cl,; via:

% 2 COu + Opr — COg + Vi + COy,
* COpr + Clyy — Clyr + COggs

— resulting in the 7(CO) = 2112 cm™! absorption

— no absorption at 7(CO) = 2105 cm™! has been observed, i.e. no Cly

is present (cf. chapter 14.1.3)

Thereby, the influence of O,; on the CO absorption frequency in the presence
of Cly,. /¢ has been experimentally confirmed. The argumentation is in line with

all results stated above regarding CO,; adsorption on RuOs_,Cl,(110) on either
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Figure 15.15: RAIR spectra of CO,; adsorbed on restored RuO,_,Cl1,(110) (flash
to T = 673 K in p(O3) = 5 x 1078 mbar). The surface was saturated by CO after
a subsequent flash to 7" = 473 K. The corresponding RAIR spectrum (black)
exhibits a stronger high frequency component at 7(CO) = 2128 cm™!. Annealing
of this CO,; saturated surface to 7" = 350 K resulted in a decrease of the 7(CO)
= 2125 cm™! feature and an increase of the absorption at 7(CO) = 2112 cm™!
(grey spectrum). The legend reads as follows: (T}esto K] / in p(Og) [107% mbar]
/ Triasn K] / CO dosage at T' < 230 K [L]).
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clean cus-rows (flash to 7' = 700 K after (re)-chlorination) or in the presence of
Cly (flash to T'= 550 K after (re)-chlorination).

The experimental outcomes are further corroborated by DFT calculations con-
cerning the relative energetics of both CO, O, and Cl adsorbates on RuO4(110),
sitting either in on top or in bridging positions, respectively, as compiled in table
15.2 (cf. also figure 15.13).

ref# ‘ system ‘ structure 1 ‘ structure 2 ‘ E,—E, [eV]
1 | RuO,(110)2x2 | CL, + O, | Cly, + Oy, 0.25
2 RuO2(110)-1x2 | COu + Opr | COyp + Oy 0.88
3 | RuO2(110)-1x2 | CO4y + Cly. | COp, + Clyg 0.61
4 | RuO,(110)-2x2 | Vo + Cly | Vi + Cly 1.66
5 | RuOs(110)-1x1 | Vo + Op | Vi + Oy 1.15
6 | RuOx(110)-1x2 | 104, +1Cl, 2C1,, 0.37

Table 15.2: Compilation of relative DFT energies of adsorbate species on s-
Ru04(110) and RuO,_,Cl1,(110)

According to the relative energies listed in table 15.2, a structure where both
chlorine and oxygen is present, is energetically by 0.25 eV more favourable, if chlo-
rine sits on top of a 1f-cus Ru site and oxygen occupies the neighbouring bridging
site (Cly+Oy,). If oxygen is substituted by carbon monoxide, the inverse situa-
tion, namely CO,; + Cl,, is energetically advantaged by 0.61 eV. These results,
together with the previous experiments, allow for the following statements, which
should be generally applicable for RuO,_,Cl,(110):

1. The presence of oxygen atoms on chlorinated RuQOsy(110) forces a certain

amount of chlorine atoms to shift from bridging positions to on top positions.

2. The presence of carbon monoxide molecules on chlorinated RuO,(110) forces
a certain amount of chlorine atoms to shift from on top positions to bridging

positions.

The phase yielding the double CO absorption feature will be denoted as
(Cly 404, )/ (COu+0O27+Cly). Finally, the very high desorption temperature of
O, and therefore, the temperature dependence of the emerging CO double peak
in the RAIRS spectra have to be interpreted.

For both s-RuO2(110) and RuO,_,Cl,(110) the desorption temperature of
O, has been reported to be approximately 7' = 400 K as already shown in figure
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15.1. In the particular case, where the chlorinated oxide was exposed to Oy during
thermal treatment (restoration procedure), the above-mentioned Cly,,. — Cl,; shift
reaction takes place, leading to a certain amount of Cl, on the 1f-cus Ru sites.
Thus, one expects a coadsorbate of Cl,; + O, on the cus-rows, which was then
annealed to temperatures between 7' = 450-700 K in order to desorb the on top
oxygen in terms of a standard restoration. During the flash, neighbouring O,
atoms may recombine to desorb into the gas phase as Og; the desorption should be
centred at the typically observed O,; desorption temperature at around 7" = 400
K. However, since Cl,; is present, a situation may occur where a singular, isolated
O,¢ atom is surrounded by only Cl,; species. Thus, a recombinative desorption
of Oy is frustrated and the isolated O,; atoms are only able to desorb, when Cl,,
recombination sets in, which is typically observed at 7" = 700 K. This line of
reasoning is able to explain the observed temperature dependence of the double-
feature. Moreover, the results are in accordance with the findings of P. Krause
et al. [138], who studied the coadsorption of HCI and oxygen on s-RuO5(110) by
TD spectroscopy and observed a second, high temperature Oy desorption from a

HCl,;+0O,; coadsorbate concomitant with the desorption of Cl, from the surface.

15.3 Discussion

The tendency of the maximally chlorinated surface to stabilise itself by partial
dechlorination of the bridging positions, in order to reach a thermodynamically
more stable bridging substitution pattern, leads to a Cl,. — Cl,; shift reaction
which is induced by oxygen atoms. The source of the substituting oxygen atoms
can be either the underlying RuO, bulk substrate or O,; atoms supplied by disso-
ciative adsorption of O, from the gas phase. Since the only way how Cl,; atoms
can leave the surface at 7" > 650 K is the recombination to Cly, the chlorine loss
from the surface (also from the bridging positions), will proceed via Cl,; recom-
bination. The recombination is promoted by the driving force of dechlorinating
the bridging rows by means of substitution through O,,.. In the case of ther-
mal decomposition of RuO,_,Cl,(110) under UHV conditions, O,y drives the
Cl, — Cl,; shift reaction, whereas under Oy atmosphere O,; atoms lead to the

shift reaction.
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The oxygen mediated Cl,,. — Cl,; shift reaction turned out to be the key reac-
tion for the observed dynamic behaviour of the Cl atoms on the RuO,_,Cl,(110)
surface. Experimental evidence was given by means of HRCLS, RAIRS, TDS
and AES substantiating thereby the DFT calculated energetics of the reaction.
A shift of the Clp, atoms to 1f-cus Ru sites enables a mobility of the Cl,; at tem-
peratures as low as T' = 350 K due to a diffusion barrier along the cus-rows of
Eairr < 0.9 eV. The mobility studied in this chapter serves as a explanatory tool
in the interpretation of the observed reactivity and stability of RuO,_,Cl,(110)

towards the CO oxidation in the following chapters of this work.

The CO RAIRS double feature was used as an example to demonstrate the
importance of the Cly, < Cl,; shift reaction in the interpretation of the complex
spectral behaviour of CO adsorbed on RuOs_,Cl,(110). Furthermore, it has been
shown that Cl,; prevents the recombination of O,; atoms leading to a higher tem-
perature desorption of the O, atoms, by recombination only above temperatures
where the Cl,; recombination set in. This result is comparable with the findings
of Krause et al., who studied this effect with HCl+O, coadsorption experiments
on s-RuO; [138]. This configurational blockade of the 1f-cus Ru sites by Cl,; will
play a key role in the CO oxidation on RuO,_,Cl,(110) as well.

In conclusion, it has been found that oxygen atoms lead to a certain mobility
of the surface chlorine atoms. The effects observed upon introducing O,; atoms as
a further reactive component on the surface could be explained by means of the
Cly. — Cl,; shift reaction. The highly dynamic manner of the surface chlorination
is further increased by the presence of CO, which enables the backward reaction
of the Cl,, — Cl,; shift, i.e. the CO mediated rechlorination of the bridging
positions - the mechanism of this process was described in chapter 12.5.

The principal result of this chapter has already been formulated in terms of
the two following statements, explaining the dynamics of the surface chlorine
atoms on RuO,_,Cl,(110) under CO /O exposure:

e The presence of oxygen atoms on chlorinated RuQOsy(110) forces a certain

amount of chlorine atoms to shift from bridging positions to on top positions.

e The presence of carbon monoxide molecules on chlorinated RuQOs(110) forces
a certain amount of chlorine atoms to shift from on top positions to bridging

positions.
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This novel insight into the dynamics of Cl atoms on the RuO,_,Cl,(110) sur-
face opens the possibility of studying the CO oxidation reaction on that particular
surface under in situ reaction conditions beyond UHV pressures. The experiments
carried out in the following sections will always be discussed in terms of the pro-
cesses observed on stoichiometric RuO9(110) [13, 14].



Chapter 16

The Influence of Chlorine on the
Reactivity of RuOy_,Cl;(110) in
the CO Oxidation

Since chlorine forms a relatively stable bridging species on RuOs_,Cl,(110), it is
of special interest to study the question, to what extent it is able to influence the
reactivity of RuOy(110) towards different reactions. In the present thesis, CO
oxidation will be the model reaction to study the reactivity of RuO,_,Cl,(110)
and to estimate the influence of the chlorine atoms and their dynamic behaviour
on the surface in this context. Since chlorine is not able to react directly with the
components of the feed gas, i.e. CO and O,, it acts merely as a spectator in the
CO oxidation reaction on RuQO,. Furthermore, one has to note that the system
increases considerably in complexity by introducing chlorine as a third atomic

component on the surface.

16.1 O, Titration by CO - RAIRS Study

A first approach to appraise the impact of chlorine substitution in the bridging
rows of RuO(110) on the reactivity of that surface towards the CO oxidation
was the analysis of the reaction of an O,; adsorbate on RuO,_,Cl,(110) with CO
- step by step in terms of titration experiments. To be able to compare the re-
sults from the chlorinated surface with the reactivity of s-RuO,(110), preliminary

experiments have been carried out on the stoichiometric surface.

181
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16.1.1 O, Titration on s-Ru0,(110)

The first experiment was carried out on s-RuO,(110), covered by O, (86 %, cf.
chapter 14.1.4 and references [133, 134]), whereby all annealing steps to 7" = 350
K in p(CO) = 1 x 10~® mbar started from the initially prepared O,; coverage.

The restored stoichiometric RuO(110) (flash 7= 600 K in p(O5) = 1 x 1078
mbar, flash T' = 600 K (without the presence of O)) was exposed to 5 L of oxygen
at T = 298 K and subsequently saturated with 6 L CO at T' < 230 K, afterwards
a RAIR spectrum was taken (see figure 16.1). This reference spectrum showed
the characteristic Oy, /(CO{+0,;) signature (isolated CO,; molecules in a Oy
matrix) at 7(CO) = 2150 cm™'. Flashing this coadsorbate to T' = 350 K without
any CO exposure (spectrum 0’) during the annealing led to an apparent reduction
of the O, coverage as has been shown by saturation of the surface by dosing 6
L CO at T < 230 K again. The integral has increased and the position of the
CO absorption peak has slightly shifted to lower wavenumbers indicating a lower
O, content in the CO,+0,; coadsorbate (cf. section 14.1.4). In the next step,
the surface was annealed to 7' = 350 K and exposed to CO (p(CO) = 1 x 1078
mbar); the total annealing time is displayed in the legend of figure 16.1.

After each annealing step in CO, a RAIR spectrum was taken at T = 350
K (hot spectra are not shown in the plot) and the sample was cooled down to
T < 230 K and saturated by 6 L. CO. A RAIR spectrum was taken to monitor
the CO saturated surface, displayed in figure 16.1. After this RAIR spectrum,
the surface was heated to T" = 350 K for the next CO exposure step. With
increasing exposure time the CO RAIRS absorption gained intensity and shifted
towards the absorption wavenumber reported for CO adsorbed on mildly reduced
r-RuO,(110) (#(CO) = 2085 cm™') [13|. After approximately 10 minutes the
surface has reached its stable state and was fully covered by CO,,./CO,;. Beyond

this annealing time the RAIR spectra did not change anymore.

In the O, titration experiment reported here, the effect of heating the CO
saturated (at T' < 230 K) O,; adsorbate (necessary for RAIRS), cannot be dis-
tinguished from the actual CO oxidation reaction taking place at T' = 350 K
with CO supplied from the gas phase (p(CO) = 1 x 10~® mbar). Heating a CO
saturated O,; phase to T' = 350 K or exposing the O,; phase at T'= 350 K should
lead to different CO oxidation reaction rates, since the surface concentrations of
CO during both procedures should differ.
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Figure 16.1: O, titration experiment by CO on restorated s-RuQ0,(110) at
T = 350 K. All annealing steps in CO (p(CO) = 1 x 10~® mbar) were done on the

initially prepared O,; coverage. RAIR spectra were taken after CO saturation (6
L at T < 230 K).
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To check the influence of heating the saturated CO,+O,; coadsorbate, an-
other set of experiments was carried out on stoichiometric RuO2(110) where the
O, coverage has been renewed after each RAIRS measurement. The restored
stoichiometric RuOy(110) (flash T = 673 K in p(Oy) = 5 x 107® mbar, flash
T = 673 K), which was exposed to 5 L of oxygen at T' = 298 K, was saturated
with 6 L CO at 7' < 230 K and a RAIR spectrum was taken (see figure 16.2).
The spectrum (0’) showed the characteristic Oy, /(CO.{+0,;) signature (isolated
CO,; molecules in a O, matrix) at 7(CO) = 2150 cm™!. According to the ex-
periment described above, the surface was treated for different time periods with
CO (p(CO) = 1 x 1078 mbar) at T = 350 K as indicated in figure 16.2. The O
adsorbate was renewed after measuring the RAIR spectrum of the CO saturated
surface after each annealing step. Figure 16.2 shows the RAIR spectra of the
CO saturated surface after the corresponding reaction time. The time evolution
of the peaks shows, that the progression of the reduction is slower than in the
experiment with one single starting O,; coverage. After 10 min the surface has
not yet reached the mildly reduced state CO,,/CO,;. This state is reached only
after 20 min of reaction at 7' = 350 K in p(CO) = 1 x 10~® mbar.

The difference between the spectra of both O titration experiments on s-
RuO5(110) was the time interval during which the complete mildly reduced
RuO;(110) surface has been obtained from the restored, O,; covered s-RuO,(110).
As shown above, it makes a difference whether the cooled, CO saturated surface is
annealed to the reaction temperature of T'= 350 K or not. Exposing the surface
to CO only at T" = 350 K led not to the same time evolution like saturating with
CO at T' < 230 K, annealing to T' = 350 K and dosing CO at T' = 350 K, because
the achievable CO surface concentration at 7' = 350 K is less than at 7" = 230
K. Thus, the number of available CO molecules for CO oxidation reaction on the

surface was higher in the case of titrating one initially prepared O, coverage.

16.1.2 O, Titration on RuO,_,Cl1,(110)

After the O, titration by the CO oxidation reaction has been studied on the
stoichiometric s-RuO9(110) surface, the influence of a bridging chlorination will
be treated in the following.

In the previous section, a difference has been found for s-RuO5(110) between
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Figure 16.2: O, titration experiment by CO on restorated s-RuQ0,(110) at
T = 350 K. All annealing steps in CO (p(CO) = 1 x 10~® mbar) were done on

freshly prepared O,; adsorbates after restoration. RAIR spectra were taken after
CO saturation (6 L at T" < 230 K).
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reducing the O,; adsorbate from CO supplied only from the gas phase or heat-
ing from a CO saturated O,+CO,; coadsorbate to the reaction temperature of
T = 350 K + supplying CO from the gas phase at this temperature. The next
experiments have been run identically, except that the stoichiometric oxide was
chlorinated in advance.

RuO2(110) has been prepared and chlorinated after the standard procedures
stated above. The following set of experiments of O, titration is carried out on
the initially prepared O,; coverage, without renewal of the O, adsorbate after
CO saturation at T' < 230 K.

RuO,_,Cl,(110) was restored in oxygen (flash T'= 673 K in p(O5) = 3x 1078
mbar, flash 7' = 700 K) and afterwards exposed to 5 L Oy at 7' = 298 K in order
to get a maximally O,; covered surface. The reference spectrum at the beginning
of the experiment was obtained by saturating this O,; covered RuO,_,Cl,(110)
surface by 6 L CO at T' < 230 K. The recorded RAIR spectra after CO saturation
at T" < 230 K are compiled in figure 16.3. The reference spectrum showed an
absorption at 7(CO) = 2143 cm™!, which is the typical wavenumber for the
(Clp+04,) /(CO+0,) phase, i.e. isolated CO,; molecules vibrating in a matrix
of O, atoms in the presence of both Cl,. and Oy, bridging atoms (cf. chapter
14.1.4). Upon further annealing to 7 = 350 K in p(CO) = 1 x 107® mbar
and RAIRS measurements of the CO saturated surface at T = 230 K, the CO
absorption increased accompanied by a red shift, which both are due to a loss
of O, atoms. The reported disappearance of O, atoms is caused by reduction
of Oy, by CO coming either from the gas phase or adsorbed CO species, to form
CO,. Compared to s-RuOy(110) the reduction of the O,; adsorbate proceeded
slower and the total amount of CO accommodated on the surface after the last
reaction step was smaller as can be seen from a comparison of the time evolution
of the integrals of the CO absorption in both experiments.

After 20 minutes of reaction a surface state was reached, where the O,; species
were reacted off and the surface was mainly covered by CO both in on top and
bridging positions (7(CO) = 2102 ecm™'). A flash to 7' = 550 K followed by CO
saturation at 7' < 230 K finally led to the recovery of the CO,; and CO,, satu-
rated, chlorinated RuO,_,Cl,(110) phase at 7(CO) = 2105 cm™! as described in
chapter 14.2.1).

In contrast to the preceding experiment, the CO oxidation on RuO,_,Cl,(110)
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Figure 16.3: O, titration experiment by CO on RuO,_,Cl,(110) (initially
flashed to T = 700 K) at 7" = 350 K. All annealing steps in CO (p(CO) =

1 x 1078 mbar) were done on the initially prepared O,; coverage. RAIR spectra
were taken after CO saturation (6 L at 7" < 230 K).
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is blocked, when starting the annealing steps from always freshly prepared O,
coverages. In this case, CO was only supplied from the gas phase (p(CO) =
1 x 1078 mbar) at the reaction temperature of T' = 350 K.

The RAIR spectra taken during this experiment after CO saturation of the
surface at T" < 230 K are displayed in figure 16.4. It can clearly be seen, that
even after 20 min of reaction, no significant change in the spectra has happened,
i.e. the O, coverage has not been changed neither by reaction nor by thermal
desorption at T = 350 K, whereas the presence of O,; was confirmed by the
RAIRS absorption wavenumber located at 7(CO) = 2137 cm™!.

This is unlike the reaction on s-RuO,(110), where under the same experimen-
tal conditions a reduction of the O, adsorbate by CO supplied only from the gas
phase has been successful (cf. figure 16.2).
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Figure 16.4: O, titration experiment by CO on RuO,_,Cl,(110) (initially
flashed to T = 700 K) at T = 350 K. All annealing steps in CO (p(CO) =

1 x 107® mbar) were done on freshly prepared O,; adsorbates after restoration.
RAIR spectra were taken after CO saturation (6 L at T < 230 K).
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In the following, all four O, titration experiments on both s-RuO,(110) and
RuO,_,Cl,(110) will be compared based on the time development of the inte-
grated intensities of the CO RAIRS absorption bands (see figure 16.5).

—®—s-RuO (110): new O
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Figure 16.5: Comparison of the integrated intensities of the CO absorption bands
from RAIR spectra taken during the four different O, titration experiments by
CO, on s-Ru0O5(110) and RuO,_,Cl,(110), respectively.

The comparison of the integrals of the CO RAIR spectra recorded during
the O, titration experiments carried out on s-RuO5(110) and RuO,_,Cl,(110)
indicates on the one hand that RuO,_,Cl,(110) is only able to accommodate
(50 £ 10)% of the CO molecules which s-RuO5(110) can accommodate due to
the presence of surface chlorine atoms. On the other hand, the difference in
the RAIR spectra caused by the differing CO exposure protocols (one initial O,
coverage vs. new O, coverages after each RAIR spectrum; CO saturation at low
temperatures vs. CO exposure at 7' = 350 K) is very much more pronounced
on RuO,_,Cl,(110) than on s-RuO2(110). The integrated intensities of the CO
RAIRS absorption bands recorded during the set of O, titrations starting from
newly prepared O, coverages on RuOs_,Cl,(110) indicate nicely how the O,
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phases remained ‘untouched’ during exposure to CO at T'= 350 K. This finding
can possibly be explained by a reactivity change induced by the presence of
chlorine atoms on the surface.

But how do the surface chlorine atoms exert their influence on the CO oxi-
dation reaction? To answer this question, the experimental protocols carried out

on the chlorinated oxide are schematically summarised in figure 16.6

a) O, titration starting from 1 initially prepared O, phase:

> > >

b) O, titration starting from newly prepared O, phases after each RAIRS exp.:

| | >

|
| 1
01 2 3 5 10 t [min] 20

Figure 16.6: Diagram of experimental procedures of the O, titration experiments
carried out on RuO,_,Cl,(110). a) O, titration starting from a single, initially
prepared O, phase. b) O, titration on newly prepared O,; phases. Green lines:
preparation of the O, phase (5 L Oy at T' = 298 K), red lines: measurement
of RAIR spectra (cool to T' < 230 K, 6 L CO), arrows: anneal to and hold at
T =350 K in p(CO) = 1 x 107® mbar for the indicated time, dotted lines: flash
to T =523 K to desorb CO,;+Oy;.

Generally, heating of the O, covered RuO,_,Cl,(110) to the reaction tem-
perature of T" = 350 K or desorbing the CO.,+0O,; coadsorbate after RAIRS
measurement by a flash to T' = 523 K leads to the Cl,, — Cl,; shift reaction,
which is responsible for a transfer of bridging chlorine atoms to 1f-cus Ru sites.

This transfer yields a mixed Cl,;+O,; phase, which reveals a different reactivity
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towards CO oxidation as the pure O,; phase present on s-RuQO3(110) (cf. chapter
15.2.4).

In the case of a single, initially prepared O,; phase (figure 16.6 a) this mixed
Cl:+0,: phase is repeatedly saturated by CO at low temperatures for RAIRS
measurement and annealed to the reaction temperature again without refreshing
the O, coverage. The CO saturation of the surface at T" < 230 K causes a
high CO coverage, which can not evolve at T" = 350 K. Annealing from the CO
saturated Cl,;+0O,; phase should in turn enable for reaction of CO,; with both
bridging Oy, and O, as far as they are accessible for CO and not geometrically
shielded by Cl,;.

The reaction of CO,; with Oy, now opens a way to remove the Cl,; atoms from
the 1f-cus Ru sites, via rechlorination of bridging vacancies - assuming a certain
mobility of the on top species to reach the required configurations. For diffusion
barriers along the cus-rows below 1 eV, the required mobility should be ensured
even at T' = 350 K. The filling of the bridging vacancy by an on top oxygen is
thermodynamically favoured and leads to a depletion of preferentially O,; atoms
over Cl,;. However, both processes lead to a depletion of O,; as confirmed in the
RAIR spectra by a gradual increase of the intensity of the RAIRS absorption
accompanied by a red shift of this signal. The on top coverage contains less and
less O, and Cl,; each time due to the repeated annealing of the CO saturated
surface. Thus, the RAIR signature of this surface converges to that of a mildly
reduced, bridge chlorinated RuO4(110).

Coming now back to the newly prepared O,; phases (figure 16.6 b)), the CO
induced, stepwise depletion of both O, and Cl, is not possible, if CO is only
supplied from the gas phase to the surface at T' = 350 K. At this temperature,
the surface concentration of CO is too small to run the above-mentioned processes.
Furthermore, the repeated annealing of the CO saturated Cl,;+O,; coadsorbate
was lacking in this experimental protocol, since the O,; coverage was renewed
after each CO saturation / RAIR spectrum by flashing the surface to T = 523 K
and exposing to 5 L O, at room temperature.

The result is that the O, coverage on RuO,_,Cl,(110) remains nearly con-
stant under these conditions (CO supplied only from the gas phase at T' = 350
K), whereas the O, phase on the stoichiometric oxide is reduced, because the

reaction of CO,+0O, on s-RuO5(110) is not perturbed by the presence of Cl,
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atoms. The postulate of an activated adsorption of CO onto RuO2(110) was dis-
carded because then an increase of the surface temperature to 7' = 350 K would
have led to an increased adsorption rate of CO and thus, a higher CO oxidation
rate, which was not observed for neither s-RuO5(110) nor RuO,_,Cl,(110).

A DFT evaluation of the electronic influence of a bridging chlorine substitu-
tion on the activation barrier of the CO,+O, reaction showed that Clp, led to
an increase in the activation energy by 0.1 eV (0.83 eV for RuO,_,Cl,(110) vs.
0.75 eV for s-RuQs) [73|. This increase may lead to an approximately ten times
lower turn-over-frequency of the catalyst but not to a complete loss of activity at
temperatures of 7' = 350 K and beyond. Thus, Cl,. atoms seem not to be not
responsible for the observed inhibition of the CO,;+0O,; reaction path.

In conclusion, one may state, based on the results of the O,; titration experi-
ments on both s-RuO,(110) and RuO,_,Cl,(110), that Cl,; atoms account for the
observed inhibition of the CO oxidation reaction at least under UHV conditions.
The blocking is merely a configurational issue on the cus-rows, where the Cl,;
species prevent the recombination of the reactants CO,; and O, adsorbed in a
1-dimensional manner along the cus-rows. The problem can be circumvented by
CO mediated rechlorination of the bridging rows and thereby a depletion of Cl,;
atoms - a similar concept as already described in connection with the RAIRS CO

double feature upon restoration in oxygen (cf. chapter 15.2.4).

16.2 wn situ CO Oxidation Reaction Experiments
on RuO, ,Cl1,(110) - RAIRS Study

The O, titration experiments carried out in the previous section gave an idea
how Cl,; may change the reactivity of RuO,_,Cl,(110) towards CO oxidation.
In the following, the reactivity of RuOs_,Cl,(110) surfaces towards the CO
oxidation reaction will be studied by in situ reflection absorption infrared spec-
troscopy (RAIRS) at elevated pressures under steady-state conditions. The data
obtained for the chlorinated system will be compared with the results for the CO
oxidation on the stoichiometric oxide at 7" = 350 K in the high vacuum regime
as reported by Farkas et al. [13, 14]. The spectral assignment of the in situ CO

RAIR spectra in this work are based on the vibrational characterisation carried
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out in chapter 14 and by Farkas [13|. The most interesting point was the configu-
rational change of the RuO;_,Cl,(110) surface upon variations of the composition
of the feed gas. In situ RAIR spectroscopy allowed for the analysis of the surface
CO species and with it, of the chemical environment of the CO molecules under

reaction conditions.

16.2.1 CO Oxidation on RuO, ,Cl,(110) under HV condi-

tions (107% mbar)

RuO2(110) was prepared and restored following the standard protocols stated
in chapters 9.2 and 9.3. After chlorination (10 L. Hy at 7" = 298 K, flash to
T = 700 K in p(HCl) = 5 x 10~® mbar) the surface was flashed to T' = 550 K
to desorb HCl,; and a RAIR background spectrum was taken at T'= 350 K, the
temperature at which the steady-state CO oxidation reaction was run.

In the following, the chlorinated surface was exposed to p(CO) = 2x10~% mbar
at T = 350 K (constant flow of reactant gas). After a delay of 5 min, a RAIR
spectrum was taken (figure 16.7a). The spectrum exhibited two characteristic
bands: the one at 7(CO) = 1920 cm™! can be assigned to isolated COy, molecules
in a Cly,. matrix, according to table 14.4. The second absorption, centred at
7(CO) = 2089 cm™! is due to a mixed (COy,+Cly,.)/CO,; coadsorbate, whereby
the cus-rows are to a large extent occupied by CO,;.

The next RAIR spectrum (figure 16.7b) was taken after introduction of Oy
(p(O2) = 1 x 107 mbar) leading to a stoichiometric feed gas composition. At
this point, a very surprising effect happened: the peak formerly assigned to the
(COwp+Cly,) /(+)ot coadsorbate vanished and an absorption at 7(CO) = 1865 cm ™!
emerged. This absorption has not been observed on RuO,_,Cl,(110) under UHV
conditions in this work before. Farkas assigned this peak to a symmetric COy,
species on s-RuOy(110) under in situ conditions [13|. He ascribed the reactivity
of s-Ru0y(110) towards CO oxidation to this adsorbate, which coexists with
regions on the surface, which are completely covered by CO,,./CO,; under reaction
conditions. These densely packed COy,./CO,; ‘islands’ form at T = 350 K at
p(CO) > 1 x 107% mbar and were reported to be inactive in the CO oxidation,
because they block the adsorption of oxygen from the gas phase.

The higher frequency peak at 7(CO) = 2082 cm™! contains contributions of

CO, and COy, in a Cly,. and Cl,; surrounding according to the results of chapter
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Figure 16.7: In situ RAIR spectra of RuO,_,Cl,(110) as model catalyst during
CO oxidation reaction under HV conditions at T = 350 K. Assignment led by
[13] and the vibrational characterisation of CO on RuOs_,Cl,(110) in chapter 14.
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14 (cf. table 14.4).

Auger electron spectroscopy indicated that the amount of surface chlorine
atoms did not change significantly during CO oxidation reaction, as can be seen
from figure 16.8, neither did the underlying oxide. However, a loss of Cl atoms
would only be expected at temperatures above T' > 600 K, which were not reached

during this experiment.
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Figure 16.8: Auger electron spectra (E = 3 keV) of RuO,_,Cl,(110) before and
after the steady-state CO oxidation reaction experiments under HV conditions
(Pmaz = 3 x 107% mbar) at T' = 350 K indicating that no chlorine left the surface
and the oxide was not reduced during the experiment.

To reproduce the observed behaviour of RuO,_,Cl,(110) towards CO oxida-
tion under HV conditions and to check the transferability of these results to higher
temperatures, another set of identical in situ experiments has been carried out
on RuO,_,Cl,(110), but now at a temperature of 7' = 400 K. As can be inferred
from figure 16.9, the spectra behave very similarly upon variations in the feed gas
composition, i.e. the peak at 7(CO) = 1928 cm™! vanished upon introduction of
O, resulting in a stable surface configuration, which did not respond significantly

to feed gas composition changes in the 10~% mbar regime. The surface was domi-
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nated mainly by a symmetrical COy, species (1865 cm™1). The peak at 7(CO) =
2070 cm ™!, emerging after the initial CO exposure, is less intense compared to the
spectra recorded at 7' = 350 K in the previous experiment. Moreover, the peak
shifted to 7(CO) = 2050 cm™! indicating a smaller CO,; coverage (cf. chapter
14.2.2). Both effects can be traced back to a higher desorption probability of CO
due to the higher temperature of T' = 400 K.
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Figure 16.9: In situ RAIR spectra of RuO,_,Cl,(110) as model catalyst during
the steady-state CO oxidation reaction under HV conditions at 7" = 400 K.

The loss of the absorption band at 7(CO) = 1920-1930 cm ™" at the expense of
another feature emerging at 7(CO) = 1865 cm™!, upon introducing oxygen into
the reaction chamber is probably the most interesting result achieved during the in

situ CO oxidation experiments on RuO,_,Cl,(110). As long as only CO is present
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in the feed gas, Cly,. atoms remain preferentially in the bridging positions due to
thermodynamics. This is evidenced in the RAIR spectrum by the absorption at
7(CO) = 1920-1930 cm™*, corresponding to a (COy,+Cly,.) /() coadsorbate.

Upon the introduction of O, the Cl,. — Cl,; shift reaction is enabled by
the presence of O, atoms. A driving force towards a replacement of Cl,. by
O, is given and leads to the formation of a certain amount of Cl, under Oq
exposure. In contrast to bridging chlorine atoms, which are rather static, the
Cl,; atoms accommodated on 1f-cus Ru sites are mobile due to a low diffusion
barrier of Egrr < 0.9 eV as determined from DFT calculations. Thus, a highly
dynamic situation exists under stoichiometric feed gas (p(CO) = 2p(0O3)): The
Cly, — Cl,; shift reaction provides mobile Cl,; atoms and in addition, the CO
molecules present on the surface facilitate the rechlorination of the bridging sites.
Hence, the 1-dimensional behaviour of the bridging chlorination and thus, the

1-dimensionality of the cus-rows is abolished.

The emergence of the RAIRS feature at 7(CO) = 1865 cm ™!, ascribed to sym-
metric COy,./ ()0, may consequently be due to a segregation of COy,. molecules
in form of ‘islands’ which are mainly covered by that particular CO species and
do not contain significant amounts of Cl or O atoms. The segregation behaviour
of CO on s-RuO3(110) was extensively described by Farkas et al. [14]. There, a
certain mobility of the surface species was also an important prerequisite for the
observed segregation of CO resulting in island formation. However this hypothe-
sis remains speculative, since there has been no direct experimental evidence for

island formation.

The dynamics of the CO+O~+Cl coadsorbate on RuO,(110) described above
may cause a reactivation of the chlorinated ruthenium dioxide by the formation of
quasi-stoichiometric, Cl-free regions on the surface, which shall consist of ’islands’
of symmetrically bridging COy, molecules - the active reaction area, at least on
s-RuO5(110) [13]. The remaining surface area in turn should accommodate a

relatively higher number of Cl atoms.

These results, obtained by in situ RAIR spectroscopy for RuO,_,Cl,(110)
under HV conditions (107% mbar regime) may be helpful in the interpretation
of the CO oxidation experiments run at even higher pressures (ESRF, in situ
SXRD combined with mass spectrometry) in terms of the ‘bridging-the-pressure-
gap’ approach.
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16.3 Reactivity and Stability of RuO,_,Cl,(110)
during CO Oxidation - SXRD Study

The knowledge about the dynamical processes taking place on chlorinated ruthe-
nium dioxide in the presence of both Oy and CO in the feed gas allowed for
a more detailed analysis of the reactivity and stability of the oxide under even
higher pressures of CO and Oy (mbar region). Experiments in this direction were
carried out at beamline ID03 at ESRF in Grenoble in cooperation with O. Balmes
and E. Lundgren. The batch reactor for harsh conditions at ID03 (as described in
chapter 4) enabled a combined surface X-ray diffraction and mass spectrometry
analysis of the reaction system. The results obtained will give insight in both the
reactivity and stability of RuO,_,Cl,(110) under CO oxidation conditions.

16.3.1 Combined Reactivity and Stability Measurements

under Reducing Feed Gas Composition

The disadvantage of the in situ RAIRS measurements presented in the preceding
section was the lack of a mass spectrometric analysis, to check whether the CO
oxidation was running or not under stoichiometric CO/Oy feed. However, the
highly dynamical behaviour of the chlorinated surface could have been demon-
strated successfully leading to a better understanding of the catalyst’s behaviour
under CO+O; exposure.

On-line mass spectrometric analysis of the CO oxidation reaction was possible
at ESRF, in combination with SXRD-monitoring of the stability of the chlori-
nated oxide, under batch reaction conditions at pressures in the mbar regime. To
assess the reactivity of stoichiometric RuO5(110) under these conditions and to
determine the characteristics of the batch reactor system, a reference reaction has
been run on s-RuO,(110), which was prepared by exposing the pristine Ru(0001)
surface to p(Oy) = 1 x 1072 mbar at T' = 690 K. Afterwards, the batch reactor
was filled with 0.5 mbar of a reducing feed gas mixture of CO/Oy (p(CO) >
3p(0O2)), which has been prepared in advance in a separate cylinder. The SXRD
reflex at (H, K, L) = 0.884, 0.884, 1.3, indicative of the presence of RuO5(110)
(cf. figure 4.4), was recorded simultaneously with the temperature and the QMS
signals of CO (m/e = 28), Oy (m/e = 32) and CO, (m/e = 44) versus time. The
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temperature was increased in three steps starting from 7" = 360 K to 7" = 560 K.
The corresponding data are summarised in figure 16.10. The rise in the SXRD
reflex intensity with increasing temperature was due to thermal variations in the

z-axis alignment of the crystal relative to the beam.
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Figure 16.10: CO oxidation reaction in batch mode over s~-RuO5(110) under
reducing feed gas composition at temperatures between T' = 360 and 560 K.
Displayed are the partial pressures of CO (black squares), Oy (red dots) and COq
(blue triangles) versus time on the left ordinate and the temperature (right, cyan
ordinate) as well as the intensity of a characteristic RuOy(110) SXRD reflex at
(H, K, L) = 0.884, 0.884, 1.3 (right, magenta ordinate).

The CO oxidation started slowly at a temperature of T = 400 K (region
A), the maximum conversion rate was reached at temperatures above 7' = 520
K (region B). After the oxygen was completely consumed, the intensity of the
RuO2(110) SXRD reflex dropped, indicating the complete loss of the oxide. At
this temperature, s-RuO,(110) was immediately reduced in a background pressure
of pure CO (p(CO) = 3 x 1072 mbar). This observation showed that the stoi-
chiometric RuO3(110) is structurally stable at temperatures as high as T = 550

K under (net reducing) CO oxidation conditions as long as the feed gas contains
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enough oxygen. As soon as the oxygen is consumed by CO oxidation and the

surface is exposed to pure CO, it is reduced to Ru metal.

A very similar experiment was then carried out on RuOs_,Cl,(110). The
stoichiometric RuO4(110) substrate was prepared as described above and the
chlorination was achieved by exposing the surface to p(HCI) = 2 x 1077 mbar at
T = 540 K. After cooling the surface, the batch reactor was filled with 0.5 mbar
of the same reducing feed gas mixture of CO/O; (p(CO)>3p(0O2)) as used before.
The same parameters were monitored over time and an identical temperature
curve was run to assure the compatibility of the two reaction experiments. Figure

16.11 compiles the data of the CO oxidation in the batch reactor versus time.
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Figure 16.11: CO oxidation reaction in batch mode over RuOs_,Cl,(110) under
reducing feed gas composition at temperatures between 7" = 360 and 560 K.
Displayed are the partial pressures of CO (black squares), Oy (red dots) and COq
(blue triangles) versus time on the left ordinate and the temperature (right, cyan
ordinate) as well as the intensity of a characteristic RuO2(110) SXRD reflex at
(H, K, L) = 0.884, 0.884, 1.3 (right, magenta ordinate).

At a first glance, the time and temperature development of the mass signals
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during the CO oxidation experiment look similar to that of the stoichiometric
oxide. However, the ignition temperature was slightly shifted to higher tem-
peratures (T' = 430 K). The lower conversion region A reached from T = 430
to T' = 510 K. An acceleration of the CO oxidation reaction was observed for
temperatures above 7" = 510 K (region B). The reactivity of s-RuO(110) was
throughout higher in both regions, as easily can be seen from the steeper slope
in the CO, production curve.

The chlorinated catalyst was also reduced to Ru metal at the point, where
all oxygen was consumed in the batch reactor and the surface was exposed to
CO alone, whereas the loss of the oxide reflex is not that steep as in the case of
s-Ru0,(110), i.e. the reduction to the metal proceeded slower, especially at the
beginning. In addition, the thickness of both oxides was similar, since the L-scans
taken at H = 0.73, K = 0 in advance to the reaction of both s-RuO(110) and
RuO,_,Cl,(110) revealed a similar FWHM of 0.29 and 0.30, respectively.

An evaluation of the turn over frequencies (TOF') of the CO oxidation reaction
over both stoichiometric and chlorinated catalysts has been carried out based on

the reactivity data obtained by means of mass spectrometry. The TOF' is given

by

dp(COy) V- L _dp(CO) VL (0 VL

dt  #Cat-RT dt  #Cat-RT dt  #Cat-RT

where V' is the reactor volume (0.002 m?3) [38]|, p the pressure (in Pa), L the
Avogadro constant (6.022x10%* mol™!), R the gas constant (8.3 JK " 'mol™!), T
the temperature of the gas (300 K) and #Cat the number of the catalytically
active sites (set to 105 assuming a surface of the single crystal of 1 cm?).

The TOF's have been evaluated for two temperature regimes for each catalyst
denoted by region A and B in the graphs (figure 16.10 and 16.11).

The comparison of the two temperature regimes for both s-RuO,(110) and
RuO,_,Cl,(110) indicates a factor of ~4 in the TOF between the low tempera-
ture region A and the high temperature region B. Hence, the relative temperature
response of both catalysts is similar. However, the chlorinated surface reveals
throughout lower turn over frequencies by a factor of 1.2+ 0.1. This finding may
be interpreted in two ways: First, the number of active sites is equal in both

cases. That implies that the reactivity of the chlorinated surface is smaller due
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system

| region | TOF(CO,) | TOF(CO) | TOF(O,) | TOF,,

s-Ru0,(110) A 13 5.0 55 5.1
B 18.2 20.0 17.8 18.7

RuO,_,ClL,(110) | A 4.0 44 43 4.2
B 15.5 17.5 15.6 16.2

Table 16.1: Turn over frequencies (TOF) for the CO oxidation reactions over
s-Ru04(110) and RuO,_,Cl,(110) given in Hz. The TOFs have been evaluated
based on the partial pressures of the involved species CO5, CO and O, (differences
about 0.3 mbar). TOF,, is the average value over the TOFs for the single species.
The relative error of the turn over frequencies amounts to +7%.

to the presence of Cly,.. Second: The active phase of both catalysts is of the
same chemical and structural nature. Then, the observed difference in the TOFs
can be explained by a smaller number of active sites, i.e. sites are blocked by Cl,
where no reaction can take place. The first argument can possibly be ruled out
by means of DF'T calculations. Cly,. substitution of the bridging O atoms have led
to an increase in the activation energy of the recombination of CO,;+0O,; by 0.08
eV. This difference induces a factor of roughly seven (at 7" = 500 K) in the reac-
tion rates of the CO oxidation over s-RuO5(110) compared to RuO,_,Cl,(110).
However, this strong inhibition could not be observed in the CO oxidation reac-
tions presented here. Thus, it is more feasible to treat the active phase of the
chlorinated catalyst as being quasi-stoichiometric, but with a smaller number of
active sites. Taking the evaluation of the T'OF's into account, the number of
active sites would be ca. 15-20 % smaller on the chlorinated surface due to the
presence of surface chlorine atoms. Overall, the turn over frequencies evaluated
for the present experiments are in good agreement with the data of Over et al.
obtained for s-RuO5(110) at higher pressures [123].

A more detailed picture of the stability of the chlorinated catalyst under reduc-
ing feed gas atmosphere in the batch reactor was given by another CO oxidation
reaction carried out on RuO,_,Cl,(110) at a temperature of 7' = 540 K, where
high conversion rates have been reported from the preceding operando SXRD
experiments. Here, the stability of the oxide was not monitored continuously by
the (H, K, L) = 0.884, 0.884, 1.3 reflex but by means of H+K scans (L = 1.3)

recorded after various time intervals during the reaction. The conversion of CO
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was measured by QMS sniffing from the batch reactor as described above. The
H-+K scans at the beginning indicated the presence of the oxide layer.

The RuO,(110) surface was chlorinated by exposure to p(HCl) = 2 x 1077
mbar at 1" = 550 K and cleaned by a further flash to 7' = 660 K. Subsequently,
it was cooled to T' < 350 K and subjected to a reducing CO/O, feed gas mixture
(p(CO) = 4 x 107! mbar, p(Oy) = 1 x 107! mbar). Afterwards the sample was
heated to T' = 540 K, where the reaction started after a short time delay. Figure
16.12 shows the MS data, i.e. the progress of the CO oxidation reaction over time
and on the right hand side of the diagram the corresponding H+K scans, which

confirmed the presence of the oxide during the CO oxidation reaction.
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Figure 16.12: CO oxidation reaction in batch mode over RuO,_,Cl,(110) in
p(CO) = 4 x 107! mbar and p(O,) = 1 x 107! mbar at T' = 540 K. Left: partial
pressures of CO (black squares), O (red dots) and COs (44, blue triangles) in
mbar versus time. Right: H-+K scans of the catalyst sample recorded during
the CO oxidation (in operando). The colour code of the H4+K scans relates the
scans to certain times in the MS signals (left) by identically coloured dots at the
upper abscissa.

During this experiment, the chlorinated catalyst behaved similar in compari-
son to the CO oxidations run before. After all oxygen was consumed, the oxide
was reduced within one H+K scan (/230 s), as can be seen from the purple
H+K scan in figure 16.12. Heating in pure CO led to the reduction of the oxidic
catalyst to Ru metal. The fate of the surface Cl atoms upon complete reduction

of the underlying oxide substrate could not be resolved by these experiments.
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In conclusion, one may state, that the chlorinated catalyst revealed a compa-
rable reactivity towards the CO oxidation as reported for s-RuO5(110)[139]. The
CO oxidation on RuO,_,Cl,(110) is configurationally blocked by Cl, atoms,
which prevent the encounter of the reactants on the cus-rows of the oxide, as
shown in chapter 16.2. The dynamics of the surface chlorine atoms, induced by
the presence of oxygen and CO on the surface supplied from the gas phase, may
then lead to a reactivation of the surface by means of formation of chlorine free
regions, which contain preferentially a symmetric bridging CO,, species at low

coverages - the active phase in the CO oxidation on RuOy(110).

16.3.2 Stability against CO in Different Pressure Regimes

The stability of RuO, is an essential issue in connection with industrial, hetero-
geneously catalysed processes like the hydrogen chloride oxidation [140]|, where
RuO; supported on TiOy (or SnO,) are used as catalysts. Wolf et al. claim the
stability of the SnOs-supported RuO, catalysts during HCI oxidation containing
CO in the feed gas. Carbon monoxide can be present in relatively large amounts
as an impurity in the HCl waste gas in process steps for the preparation of iso-
cyanates, such as phosgenation (up to 5 vol.% CO). It causes problems due to the
exothermicity of the CO oxidation reaction, which takes place on the HCI oxida-
tion (recycling) catalyst, resulting in unwanted overheating and hot spots in the
catalyst bed. In the previous section, it has been shown that both s-RuO5(110)
and RuO,_,Cl,(110) are structurally stable under CO oxidation conditions, as
long as oxygen is present in the feed gas.

The stability of RuO,_,Cl,(110) against the reductant carbon monoxide is in
the scope of the following experiments. Both HV and higher pressure SXRD ex-
periments have been carried out to study the stability of RuO,_,Cl,(110) against
CO and later, its degradation via reduction by CO at elevated temperatures in

comparison to the stoichiometric oxide.

Stability of RuO, ,Cl,(110) against CO at 10~° mbar

For stability tests by means of surface X-ray diffraction, s-RuO5(110) has been
chlorinated by annealing the sample to 7' = 560 K in p(HCl) = 2 x 10~7 mbar
for a prolonged time, afterwards it was cleaned by a flash to 7" = 660 K. The

stability of the chlorinated oxide was then studied first under CO pressures as
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low as p(CO) = 1 x 107° mbar at T = 440 K. Figure 16.13 displays a time
scan of a reflex at (H, K, L) = (0.884, 0.884, 1.3) of the chlorinated RuO5(110)
sample which is indicative of the presence of the oxide. It can easily be seen from
the time development of this reflex at 7' = 440 K in a background pressure of
p(CO) = 1 x 107 mbar that the surface is stable under these conditions. No
significant reduction of the chlorinated oxide could be achieved by applying the
above-mentioned protocol, quite in contrast to RuO4(110) which was significantly

reduced within one hour under the present reducing conditions.
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Figure 16.13: SXRD: time development of the (H, K, L) = (0.884, 0.884, 1.3)
reflex of RuO,_,Cl,(110) (black) and s-RuO2(110) (grey) at 7' = 440 K in p(CO)
=1 x 1075 mbar.

Stability of RuO, ,Cl,(110) against CO at 1 mbar

Experiments under HV conditions have shown that the chlorinated oxide is stable

at least over a time period of one hour. The reduction process at p(CO) = 1 mbar
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of both s-Ru05(110) and RuO,_,Cl,(110) will be studied in the next experiment.
The stability of both oxides will be compared regarding the temperature where the
reduction to the Ru metal takes place. Therefore, both stoichiometric RuO5(110)
and RuO,_,Cl,(110) (two samples) were exposed to p(CO) = 1 mbar and the
temperature was gradually increased starting from 7' = 350 K. Figure 16.14
shows the temperature programmed reduction experiment. As an indicator for
the presence and the structural integrity of the surface oxide phase, the SXRD
reflex at (H, K, L) = (0.884, 0.884, 1.3) was used. Both the stoichiometric
and the chlorinated oxides were immediately reduced as soon as the temperature

increased above approximately T' = 500 K.
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Figure 16.14: Temperature programmed reduction of both s-RuO,(110) and
RuO,_,Cl,(110) in a background pressure of p(CO) = 1 mbar. As an indica-
tor for the presence of the oxidic phase the SXRD reflex at (H, K, L) = (0.884,
0.884, 1.3) was monitored over time/temperature.

Among the three samples, the stoichiometric one was reduced first with the
steepest descent of the SXRD reflection. Both chlorinated ruthenium dioxide

samples were reduced with a smaller initial slope, indicating a higher stability
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of the chlorinated oxide in comparison to s-RuOy(110), which should be due to
the presence of surface Cl atoms accounting for a passivating effect. However the
protection is not sufficient under these reducing conditions during this experi-
ment at temperatures as high as 7" = 550 K. The difference in the temperature of
maximum reduction speed between the two chlorinated oxide is probably due to
different degrees of chlorination of the oxide and/or different amounts of residual
HCl in the reactor cell.

In the HV pressure regime (107° mbar) the chlorination of RuO, was stable
at T' = 440 K and was able to protect the oxide substrate from reduction. The
first step in the microscopic reaction mechanism for the reduction of the oxide
under CO atmosphere is the reduction of Op,.. The Oy, induced Cl,,, — Cl,; shift
reaction leads to more Oy, atoms, which can also be reduced by CO supplied from
the gas phase. However, the bridging vacancies created by the reduction of Oy,
may be filled again by Cl,;, which is thermodynamically favourable in the presence
of CO,. Thereby, the chlorinated surface is self-protecting. Nevertheless, the
reduction process overrules this protection process, when the surface is heated to
higher temperatures, since then the Oy, induced Cl,. — Cl,; shift reaction is

much faster and can not be compensated rechlorination.

16.4 Summary of the Results - CO Oxidation over
Ru0O,_,Cl,(110)

Chlorine atoms, accommodated on 1f-cus Ru sites have been identified to in-
hibit the combination reaction of CO,; and O, atoms along the cus-rows in a
configurational manner. Nevertheless, this inhibition could be overcome by a
dynamic exchange of the surface chlorine atoms between bridging and on top
sites. The exchange process and therefore the dynamics of the chlorine atoms on
RuO,_,Cl,(110) is induced by the interplay of both surface accommodated oxy-
gen atoms and carbon monoxide molecules, whereas oxygen is accounting for the
dechlorination of the bridging positions and CO provides the required reactivity
to rechlorinate Oy, by Cl,; atoms. This results were mainly achieved by means of
the RAIRS O,; titration experiments as a first-order model approach for the CO

oxidation described in chapter 16.1.
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In situ RAIR spectroscopy during steady-state CO oxidation, on both s-
Ru02(110) and RuO,_,Cl,(110) at 7' = 350 and 400 K respectively, gave valuable
insight into the restructuring of the catalyst surface under operating conditions.
IR spectroscopy revealed that as long as only CO was present in the feed gas,
the surface behaved rather statically concerning the bridging chlorination pat-
tern. With the introduction of O, making the feed gas stoichiometric, the Cly, —
Cl,; shift reaction set in and induced a dynamic process which may lead to the
formation of Cl-free COy, islands, which were ascribed to be the active phase
during the CO oxidation (cf. [13, 14]). In this way, the chlorinated catalyst has a
possibility to reactivate itself and to circumvent the configurational blockade by

the Cl,; atoms, which obstructs the recombination of CO,; and O;.

The model of the reactivating catalyst bearing COy, islands as the active
phase was successfully transferred to higher pressure CO oxidation experiments
together with stability measurements by in operando surface X-ray diffraction.
Here, the catalyst was reported to be stable and active under harsh reducing feed
gas conditions, at temperatures up to 7" = 550 K, as long as a residual amount of
oxygen was present in the feed. A comparison of the turn over frequencies of both
s-Ru04(110) and RuO,_,Cl,(110) showed a similar reactivity of both catalysts,
whereas the chlorinated catalyst has a smaller number of active sites, accounting
for the smaller production rate of CO5 observed during the combined in operando
SXRD-MS experiments.

SXRD confirmed the stability of the chlorinated oxide at 7" = 440 K under
pure CO atmosphere in the high vacuum region. Furthermore, the degradation
process of the chlorinated oxide under 1 mbar CO at temperatures of T" > 530 K
was shown to proceed slower than on s-RuO,(110), indicating a higher stability

of RuO,_,Cl,(110) which is due the presence of surface chlorine atoms.



Chapter 17

Atmospheric Pressure Reaction

Experiments: CO Oxidation on
RuOs Powder Catalysts

The following chapter is dedicated to atmospheric pressure CO oxidation reaction
experiments over RuO, powder catalysts in a fixed bed reactor system, which was
described in chapter 8. All experimental data are by courtesy of C. H. Kanzler
[78].

The main goal of the atmospheric pressure reaction experiments in the fixed
bed reactor was to check whether the results obtained for the CO oxidation on
RuO,_,Cl,(110) under UHV/HV conditions can be transferred to more realis-
tic conditions. Therefore, the influence of preceding HCI exposure, i.e. surface
chlorination, on the reactivity of the RuO, powder catalyst samples towards CO

oxidation has been studied.

17.1 CO Oxidation over Fully Oxidised RuQO,

Beginning with two standard experiments for the characterisation and validation
of the fixed bed reactor system, the CO oxidation over i) fully oxidised RuO5 and
ii) reduced RuO4 powders was studied. Similar experiments had been carried out
already by Narkhede [141] and Afmann et al. [76]. The data collected during the

present measurement will be compared with the cited references.

209
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9.0 mg of the RuO5 powder catalyst (sintered, sieve fraction 255-350 pm) were
introduced into the reactor system and flushed with argon at room temperature
(15 min, f(Ar) = 50 sccm). Afterwards, the catalyst was reduced by annealing
in hydrogen (60 min, 7" = 773 K, f(5.2% v/v Hy in Ar) = 50 sccm) in order
to obtain a defined starting material, then cooled down to 7' = 693 K in f(Ar)
= 50 scem and oxidised in f(10% v/v Oy in Ar) = 50 sccm for further 60 min
according to [141]|. The catalyst bed was then cooled down to room temperature
again in f(Ar) = 50 sccm.

The treatment mentioned above led to a fully oxidised RuOy powder catalyst
which was subsequently used for the CO oxidation in the fixed bed reactor system.
The catalyst was exposed to a constant flow of a stoichiometric reaction mixture
consisting of CO and Oy (f(0.9% v/v Oy 4+ 1.8% v/v CO in Ar) = 50 sccm) and

the temperature was varied as indicated in table 17.1 and figure 17.1.

At [h] | T(furnace) [K] | T(catalyst bed) [K]

1.6 395 395
1.9 415 416
16.3 444 445
1.4 416 417
2.2 396 396
1.6 395 396
2.0 415 417
14.3 443 445
1.8 416 417
7.8 395 396

Table 17.1: Temperature programme during CO oxidation in the fixed bed reac-
tor. At corresponds to the time increment.

The conversion for both CO and O, are independent of the catalyst bed
temperature. No significant production of COy has been found, measured as a
‘zero’ conversion of both CO and O,. For an active RuO, sample one expects
a reactivity in the temperature regime during the present reaction experiments.
As reported by Narkhede et al. the fully oxidised RuOs does not display any
reactivity [141], which is in line with the results presented here. The variations
in the conversion curves can thus be related to instabilities in either the flow of
the reactant gases through the reactor, or instabilities of the QMS system (leak
valve or ion source and secondary electron multiplier). The absolute error in the

conversion has been estimated to be approximately +5%.
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Figure 17.1: CO oxidation reaction in the fixed bed reactor over fully oxidised
RuOs powder. Conversions are based on QMS analysis (m/e = 28 for CO, m/e
= 32 for Oy, m/e = 44 for CO,).
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The temperature in the catalyst bed is roughly 2 K higher than the temper-
ature measured in the oven, which is due to uncertainties in the temperature
measurement. Since there was no CO oxidation reaction observable by mass
spectrometry, this temperature difference can not be related to reaction exother-

micity.

17.2 CO Oxidation over Hs-Reduced RuO,

As reported by Narkhede et al., a treatment of the fully oxidised (and inactive)
RuO, powder catalyst by hydrogen, i.e. a complete reduction of the catalyst
particles to ruthenium metal, led to an activation with respect to CO oxidation
[141].

Thus, the inactive catalyst stemming from the experiment described in the
section before, was reoxidised again in oxygen at 7' = 493 K (60 min, f(10% v/v
Oy in Ar) = 50 scem), flushed with Ar (15 min, f(Ar) = 50 sccm) and reduced
at T = 773 K in the presence of hydrogen (60 min, f(5.2% v/v Hy in Ar) = 50
sccm). The reduced catalyst was cooled down to room temperature in Ar (f(Ar)

= 10 sccm) over night.

The CO oxidation reaction was run with an identical feed gas composition as
described in the previous section (f(0.9% v/v Oy + 1.8% v/v CO in Ar) = 50

sccm). The corresponding temperature programme is summarised in table 17.2.

A t [h] | T(furnace) [K] | T(catalyst bed) [K] | conversion [%]

2.8 394 399 <48
2.5 415 422 66
10.6 444 451 72
2.1 416 423 67
2.1 396 403 93
1.2 394 401 o7
1.9 414 422 69
5.8 445 452 74
2.6 416 424 65
2.1 396 403 o6

Table 17.2: Temperature programme during CO oxidation in the fixed bed reac-
tor. Conversion is given as the mean value from the conversions of both CO and
O,, the absolute errors amount to +2%.
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Figure 17.2 shows the conversion of CO and O, respectively at the different
temperature steps. Upon heating from room temperature to the first temperature
step (T' = 395 K), the catalyst experienced activation and afterwards was active
towards the CO oxidation as can be seen from the high conversions. Throughout
the measurement, the temperature of the catalyst bed is by 6-8 K higher than
the furnace temperature, which can be ascribed to the CO oxidation taking place

after initial activation of the catalyst.
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Figure 17.2: CO oxidation reaction in the fixed bed reactor over fully oxidised
RuO, powder after a hydrogen treatment.

During the second temperature cycle, the conversions were reproduced in the
range of +5 %, which is an indicator for the longterm stability of the catalyst
under the present reaction conditions.

In conclusion, the results obtained for the CO oxidation (stoichiometric feed)
over hydrogen treated RuOy powder are in good agreement with the results re-
ported in the literature |76, 141|. A further discussion of the results concerning
the Ru catalyst is not in the scope of this thesis. The fixed bed atmospheric

pressure reactor system set up by C. H. Kanzler can be regarded as being in a
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good working state, producing reliable data.

17.3 CO Oxidation over Chlorinated RuQO,

In this section, the influence of hydrogen chloride exposure on the activity of a
RuO, powder catalyst in the CO oxidation reaction will be investigated. The
active catalyst of the previous experiment, described in section 17.2, was treated
with dry hydrogen chloride at room temperature for 30 min with a gas flow of
5 bubbles/sec (washing flask, filled with NaOH, ¢ = 7 mol/l). After the HCI
exposure, the reactor was heated to T'= 573 K for 30 min in order to chlorinate
the oxide. Excessive HCl and Cl,; atoms, respectively were removed by flushing
the reactor for 30 min by argon (f(Ar) = 50 sccm) at T = 693 K followed by

cooling to room temperature in Ar (f(Ar) = 50 sccm).

The reactivity of the chlorinated catalyst with respect to the CO oxidation
was then tested by reaction measurement. The reaction was carried out applying
the same feed gas composition (f(0.9% v/v Oy + 1.8% v/v CO in Ar) = 50
sccm), whereas the reactor was kept at 7' = 445 K for 14 hours. Figure 17.3
shows that the catalyst was not able to convert CO + O, to CO, after the HCI
treatment. The conversion of both CO and O, were equal to zero, even at the
temperature where the stoichiometric catalyst showed full conversion of CO to
CO;. Furthermore, no observable activation of the chlorinated RuO, occurred
during heating in the feed gas flow. The variations in the conversion curves of
CO and Oy are due to instabilities and are within the error bars of £5%.

17.4 CO Oxidation over Chlorinated RuO, after
O, Treatment

After the experiment reported in section 17.3, the question arose if it would be
possible to reactivate the catalyst by a roasting step in oxygen at 7' = 693 K,
since it has been observed that heating to T" = 700 K in oxygen leads to the
desorption of chlorine from chlorinated RuO,, at least under UHV conditions (cf.
section 15.2.2). Oxygen induces a shift of bridging chlorine atoms to 1f-cus Ru

sites from where they can desorb recombinatively at temperatures above T' > 650
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Figure 17.3: CO oxidation reaction in the fixed bed reactor over freshly chlori-
nated RuO, powder after a flash to T'= 700 K.
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K.

The inactive catalyst sample of the previous experiment (section 17.3), after
chlorination and 14 hours of annealing in the feed gas at T' = 445 K, was treated
with oxygen (60 min, f(10% v/v Og in Ar) = 50 sccm) at 7' = 693 K and cooled
to room temperature in Ar (f(Ar) = 50 sccm). After this dechlorination and
reoxidation step, the catalyst was exposed to the feed gas again (f(0.9% v/v Oy
+ 1.8% v/v CO in Ar) = 50 sccm) at 7' = 445 K. Once again, the RuO, catalyst
did not show activity with respect to the CO oxidation, as can be inferred from
figure 17.4. The conversion of both CO and Oy were measured to be zero within

the tolerance of the analysis setup.
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Figure 17.4: CO oxidation reaction in the fixed bed reactor over chlorinated RuO,
powder after oxygen treatment.

After the oxygen treatment, the catalyst should be oxidised to a large extent
and almost chlorine free and thus, should resemble the fully oxidised (and still
inactive) catalyst presented in section 17.1. The reactivity data displayed in figure

17.4 confirm this consideration.
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The question, if a fully oxidised and dechlorinated RuO, was present after
these reaction and preparation steps could not be solved. However, it has been
checked in the next chapter, whether reducing the catalyst by hydrogen exposure
leads to a reactivation with respect to the CO oxidation as observed in chapter
17.2.

17.5 CO Oxidation over Chlorinated RuO, after
Reduction by H,

In order to determine the state of the RuO, powder catalyst after chlorination
and roasting in oxygen, the sample was exposed to hydrogen at T = 693 K (60
min, f(5.2% v/v Hy in Ar) = 50 sccm), cooled in Ar (f(Ar) = 50 sccm) to room
temperature. The catalyst - now presumably metallic - was then subjected to
a reaction measurement at 7' = 445 K to check its reactivity or its reactivation
behaviour, respectively. The feed gas composition and the flow conditions were
kept constant (f(0.9% v/v Oz + 1.8% v/v CO in Ar) = 50 sccm) and the catalyst
was exposed for 11 hours to the reactant gas. Figure 17.5 shows a reactivation
of the catalyst, however the conversion levels of CO and O, reported in section
17.2 were not reached. The conversion of both reactant gases at T = 445 K
reached 38 % at the beginning of the reaction and increased to approximately 49
% after 11 hours, corresponding to an ongoing (re)-activation and stabilisation of

the catalyst under reaction conditions.

The reasons for the lower conversion levels observed in this experiment are
manifold. Since the dechlorination of the sample by annealing in O, at 700 K
liberates Cly, readsorption of Cly in the catalyst bed may occur, which is not
the case under UHV conditions. The total deactivation of the catalyst after HCI
exposure may also be due to readsorption processes - leading to a persistent
poisoning of the catalyst powder by HCI, which could not be removed by means
of flushing with Ar at 693 K. Such a “HCI overkill” did not occur under UHV
conditions probably due to the lower HCl dosages applied in the chlorination

protocol.
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Figure 17.5: CO oxidation reaction in the fixed bed reactor over chlorinated RuO,
powder after oxidation and Hy treatment.
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17.6 Discussion

The CO oxidation experiments carried out in the atmospheric pressure regime in
the new fixed bed reactor setup on chlorinated RuO, powder catalysts demon-
strated that HCI, applied to the catalyst, led to a severe deactivation towards
CO oxidation. Although the analytic tools to determine the degree of the chlori-
nation of the powder catalyst were not available, the deactivation of the catalyst
by HCIl exposure may be ascribed to a, at least partial, chlorination based on
the total loss of reactivity. However, in comparison to the experiments of the
previous chapters, where the chlorinated RuO5(110) model catalyst was reported
to be able to reactivate by means of dynamic surface processes and restructuring
of the surface chlorine coverage, the HCI exposure led to a total deactivation.
Possibly, the HCI dosage applied under atmospheric pressure conditions led to a
more stable chlorination, that may not be restricted to the surface alone quite in
contrast to the surface selective chlorination observed for RuO(110). Though,
a chlorination of the RuOs bulk could not be evidenced by means of SXRD. As
already mentioned, readsorption of HCl/Cl, in the catalyst bed may be a further
issue accounting for the different behaviour of the RuO, catalysts under UHV
and atmospheric pressure conditions. The mechanism of the deactivation by at-
mospheric pressure HCl exposure could not be elucidated by these preliminary
experiments. At this point, in situ and operando techniques are required in order
to analyse the chemical state and the composition of the catalyst sample under

working conditions.
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Chapter 18
Summary and Outlook

The main goal of the present thesis was to obtain a possibly accurate, molecular
level insight to the modified stability and reactivity of chlorinated RuOs; model
catalysts. A detailed review of the results is given in the following, with special
emphasis on the remarkable influence of coadsorbed species (CO and O) on the

mobility of the surface accommodated chlorine atoms.

Mechanism of Chlorination of RuO,(110) The hydrogen promoted chlo-
rination of stoichiometric RuO5(110) was in the scope of the first part of this
thesis (chapter 12). By means of DFT calculations, a detailed reaction mecha-
nism of the chlorination of the bridging rows on RuO,(110) was proposed. The
substitution of a bridging oxygen atom O, by Cl stemming from adsorbed HCl,;
is crucially dependent on the formation of bridging water as a leaving group,
by either dissociative adsorption of HCI adjacent to a bridging hydroxyl group
(Op-H) or by the recombination of two neighbouring Oy,-H groups. The latter
process necessitates a H-diffusion step along the O, rows, for the case that no
neighbouring Oy,-H groups are present. As shown by TDS, the H-diffusion step
is promoted by Cl,; and accounts for the water formation at temperatures above
T = 520 K for hydrogen deficient situations like present in the Sumitomo process
(HCL:O5>>1:4). The desorption of the bridging water and thereby the formation of
a bridging vacancy proceeds via a shift of O,.-Hs to a 1f-cus Ru site, from which
the water molecule desorbs. This shift reaction is decisively facilitated when the
hydrogen bond stabilisation by the adjacent Cl,; is weakened. The bridging va-

cancy, even if of a rather short lifetime, is subsequently chlorinated by diffusion
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of a Cl,; into the vacancy.

The results of the DFT proposed chlorination mechanism could be confirmed
by means of HRCLS measurements. Here, the important role of water formation
during the chlorination process was demonstrated by a comparison of chlori-
nation experiments starting from either s-RuO,(110) or a hydrogen pre-treated
s-Ru03(110) surface, where hydrogen pre-exposure led to a more efficient chlori-
nation even at lower temperatures.

Furthermore, the importance of the transformation of the bridging oxygen
atoms into good leaving groups in the chlorination process has been shown by
a CO-mediated chlorination of s-RuO3(110) (CO; as leaving group) under Cl,
exposure. This result was important in the later course of the thesis as well,
since it is a prerequisite for the interpretation of the observed dynamics of the
chlorinated surface under CO oxidation conditions.

By means of AES, the amount of Cl atoms accommodated on the surface was
accurately determined (chapter 13). The necessary calibration of the spectro-
meter was achieved by preparation of a well defined (v/3 x v/3)R30°-Cl-Ru(0001)
phase, whose structure has been analysed by LEED. A maximum amount of 80
% Cly- could be achieved on RuO(110) by repeated (re-)chlorination procedures,
whereas DF'T calculations suggest that a more stable bridging chlorination con-

figuration contains about 50 % Cly,.

CO as an IR probe molecule on RuO,_,Cl1,(110) The detailed knowledge
gained about the chlorination process and the amount of Cl atoms accommodated
on the surface under different conditions constituted a solid fundament for a fur-
ther investigation of the RuO,_,Cl,(110) model catalyst. CO was successfully
established as a chemically sensitive IR probe molecule on RuO,_,Cl,(110), allow-
ing for RAIRS studies under both UHV and higher pressure conditions (chapter
14). Similar to references [13, 14], well-defined phases of CO coadsorbed with O
and Cl have been prepared under UHV conditions, their characteristic IR bands
being used in the interpretation of RAIR spectra under higher pressure reaction
conditions as well.

The influence of the substitution of O, by chlorine led to a red shift of the
CO,; stretching vibrations of about A7 & —10 cm™!, whereby the change in
the electronic structure of the CO,; molecule was determined to be very small.

However, the high sensitivity of RAIRS allowed to detect even the presumably
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minor changes in the occupation of the 27* orbital of CO. The effect of Cl,; atoms
on the CO,; vibrations was dominated by the property of Cl, to interrupt the
formation of longer chains of CO,;, thereby strongly influencing the strength of
the dipole-dipole coupling between the CO molecules.

The determination of the amount of chlorination of the bridging sites indicated
the presence of about 20 % residual Oy, atoms. CO exposure at T' = 330 K (mild
reduction) followed by RAIRS analysis of the adsorbate confirmed their presence
and the reducibility of the Oy, atoms. This result was further corroborated by
means of HRCLS measurements.

Based upon the mild reduction of RuO,_,Cl,(110) and further coadsorption
experiments of CO with O, the determination of the vibrational characteristics
of the COy, species was completed (cf. table 14.4). CO could now be used
as an IR probe molecule in RAIR spectroscopy for the further investigation of

RuOs_,Cl,(110) under different experimental conditions.

Interaction of RuO, ,Cl,(110) with oxygen: The Cl,,. <« Cl,; shift reac-
tion The interplay of oxygen atoms with the surface chlorine atoms was experi-
mentally studied by means of TDS, AES, RAIRS and HRCLS. The experimental
results were again substantiated and interpreted theoretically by DFT calcula-
tions.

Since the configuration O,./Cl, is by 0.25 €V more stable than Cly,. /O, a
driving force towards shifting the Cl,. to on top positions exists when oxygen
atoms are present. This concept was developed in chapter 15, starting with the
investigation of the thermal decomposition of the chlorinated oxide by TDS, AES
and temperature programmed AES. The thermal loss of the bridging Cl,,. atoms
at T'= 700 K could be explained by an Oy, induced shift of the Cl,. atoms to
on top positions, from which they can desorb by recombination to yield Cls.

The oxygen induced Cl,,. — Cl,; shift reaction has been shown to be a key
concept in the correct interpretation of the observed dynamics of the surface
chlorination state of RuOs_,Cl,(110): The diffusion of Cl,; along the cus-rows
is activated by Egrr < 0.9 €V and therefore feasible at temperatures just above
room temperature.

The introduction of CO into the O/Cl adsorbate system on RuO,(110) as a
third component enhances the dynamics of the surface chlorination by enabling
the backward Cl,, — Cl,; shift reaction, i.e. the CO induced rechlorination the
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bridging sites. As shown by DFT calculations and evidenced by experiments in
chapter 15.2, a general rule could be formulated: the presence of O atoms forces
Cl,, to move to on top positions and the presence of CO favours the occupation of
bridging positions by the Cl,; atoms. The complex interplay of the three surface
species Cl, CO, and O thus leads to a highly dynamic situation on the surface.

The observed CO RAIRS double feature was used as an example to demon-
strate the importance of the Cl,,. <+ Cl,; shift reaction in the interpretation of the
complex behaviour of the IR spectra of CO adsorbed on RuO,_,Cl,(110). It has
been shown that Cl,; prevents the recombination of O,; atoms, leading to a late
desorption of the O, atoms by recombination only above the temperature where
Cl,; recombination sets in (according to [138]). This configurational blockade of
the 1f-cus Ru sites, will also be encountered in the context of CO oxidation on
RuO,_,Cl,(110).

CO oxidation over RuQO, ,Cl,(110) Equipped with the knowledge about
the mutual interaction of CO molecules with O and Cl atoms and the insight
provided by the detailed RAIRS study on s-RuO5(110) by Farkas et al. [13, 14],
the reactivity of RuO,_,Cl,(110) towards the CO oxidation has been studied and
the influence of the Cl atoms has been elucidated.

By means of the O,; titration experiments, the inhibiting role of Cl, on the
CO oxidation has been ascribed to a configurational blockade by the Cl,; atoms
along the cus-rows preventing the encounter of CO,; and O. In situ RAIR spec-
troscopy of the CO oxidation over RuO,_,Cl,(110) under steady-state conditions
in the 107 mbar range has surprisingly revealed that the inhibiting effect of the
Cl,; atoms could be overcome by a restructuring of the surface, yielding Cl-free
regions characterised by a low coverage of COy,.. This low coverage COy, phase
was assigned to be the active phase in the CO oxidation, providing a sufficient
number of unoccupied, neighbouring 1f-cus Ru sites necessary for the dissociative
adsorption of Oq [14].

Applying this model, the reactivity of the chlorinated RuO,_,Cl,(110) surface
in the mbar regime was successfully explained. The combined SXRD-MS study
carried out at ESRF showed an approximately 15-20 % lower turn over frequency
of the chlorinated catalyst in the CO oxidation. This decrease in activity was
assigned to a lower number of active sites, due to the presence of chlorine on the

surface, the active phase being identical to that of the stoichiometric catalyst, as
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shown by the in situ RAIRS experiments. Moreover, the surface chlorination is
responsible for a passivation of the chlorinated RuO, surface against exposure to
reductants.

The inactivity of the chlorinated RuO, powder catalysts under atmospheric
pressure reaction conditions could not be explained properly by the models de-
veloped for the single crystal experiments. Thus, a material gap is still existent
with respect to the influence of HC1/Cl atoms on the powder catalyst. This point
can only be elucidated only by further operando measurements of the working

catalyst.

Conclusions and Outlook The observed dynamic behaviour of the surface
chlorine atoms on RuOy_,Cl,(110) should not be restricted to CO oxidation con-
ditions alone, but should be relevant under HCI oxidation conditions as well.
Since oxygen is present in the feed gas, the Cl,. — Cl,; shift reaction is enabled.
The corresponding backward reaction, i.e. the rechlorination of the bridging posi-
tions, is possible due to the presence of HCI providing H atoms as a prerequisite
for the water formation and hence for the rechlorination of the bridging sites.
One may thus expect a similar dynamic response of the surface under HCI oxi-
dation conditions as well. This implies, that the 1-dimensionality of the catalyst
along the cus-rows may be overcome by the proposed dynamics, leading to a more

complex situation on the surface as formerly assumed.

During the present work, a reasonable amount of new knowledge about the
atomic processes taking place on the chlorinated RuO, model catalysts has been
achieved. This could provide a foundation for future investigations and may lead
to further improvements of the RuO, catalysts for HCI oxidation. The author
would gladly learn that the results presented here have contributed to a more
efficient and sustainable resource management in the chlorine chemistry of the

future.
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Appendix A

Graphical Representations of the
RuO9(110) Surface

I
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Figure A.1: i) Ball-and-stick model of bulk truncated RuO2(110) revealing un-
dercoordinated surface atoms: bridging O atoms (Oy,, green balls), bridging Cl
atoms (Cl,., grey balls) and one fold coordinatively unsaturated Ru-sites (Ru
1f-cus, red balls), which are called on-top sites. ii) Simplified representation of
RuO2(110): Solid upright lines refer to 1f-cus Ru sites and double wedges indicate

bridging positions.
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Appendix E

Zusammenfassung in deutscher

Sprache

Strukturelle Dynamik von chlorierten Rutheniumdioxid-Modellkataly-

satoren unter Reaktionsbedingungen

Die Riickgewinnung von Chlor (Cly) aus Chlorwasserstoff (HCI) als Abfall-
produkt von diversen industriellen Prozessen, wie beispielsweise der Herstellung
von Polyurethan-Kunststoffen, ist einer der energieaufwiandigsten Prozesse der
chemischen Industrie. Das heute hauptsachlich eingesetzte Elektrolyseverfahren
nach Bayer&UhdeNora ist mit einem Energieverbrauch von 1.1 MWh/t (Cly)
trotz einer kiirzlich vorgestellten Prozessoptimierung immer noch sehr energiev-

erzehrend.

Die Einfiihrung des Deacon-dhnlichen Sumitomo-Prozesses - der heterogen
katalysierten Oxidation von HCI mit Sauerstoff {iber TiOs-stabilisiertem Ruthe-
niumdioxid - kann somit als Durchbruch in der modernen Katalyseforschung ange-
sehen werden. Das Verfahren benotigt lediglich 15 % der in der Elektrolyse einge-
setzten Energie und ist durch die Verwendung von getréigerten Ru-Katalysatoren
rohstoffschonend. Einer flichendeckenden Einfiihrung dieses Verfahrens steht je-
doch die geringe Verfiigharkeit von Ruthenium (Weltproduktion 8 t/a) entgegen.

Daher ist die wissensbasierte Weiterentwicklung von katalytischen Prozessen
insbesondere im Hinblick auf die effiziente Nutzung von Ressourcen (Energie und
Rohstoffe) von Bedeutung. Der in der industriellen Forschung immer noch héu-

fig verwendete Trial-and-Error Ansatz ist diesbeziiglich nicht zielfithrend. Aus

239



240 Chapter E - Zusammenfassung in deutscher Sprache

diesem Grund widmet sich die vorliegende Arbeit der mikroskopischen Aufklarung
der molekularen Prozesse auf den im Sumitomo-Prozess eingesetzten RuO, Ka-

talysatoren.

In Vorarbeiten von Crihan et al. [8, 9] wurde gezeigt, dass der in der Sumitomo-
Reaktion eingesetzte Ruthenium-basierte Katalysator unter Reaktionsbedingun-
gen chloriert und dadurch stabilisiert wird. Im Rahmen dieser Dissertation wurde
der Chlorierungsmechanismus von RuO,(110) als Modelloberfliche unter HCIl-
Begasung mit Hilfe von Photoelektronenspektroskopie (HRCLS), Auger-Elek-
tronen-Spektroskopie (AES) sowie Dichtefunktionalrechnungen (DFT) aufgek-
lart. Hierbei stellte sich heraus, dass die Chlorierung der Oberfliche die Bil-
dung guter Abgangsgruppen wie Wasser oder Kohlendioxid voraussetzt. Der
Chloreinbau erfolgt oberflichenselektiv und ist selbstlimitierend. Die Bildung
von Ruthenium(oxi)chloriden konnte nicht nachgewiesen werden.

Mit dem Wissen iiber das Chlorierungsverhalten der RuOy(110) Oberfliche
konnten nun weitere Untersuchungen beziiglich der Wechselwirkungen der Chlor-
atome mit koadsorbierten Sauerstoffatomen und Kohlenmonoxid-Molekiilen durch-
gefiihrt werden. Hierzu wurde zuerst das Schwingungsverhalten von CO in un-
terschiedlichen chemischen Umgebungen von O und Cl auf der RuOy Oberflache
en detail mit Reflektions-Absorptions-Infrarot-Spektroskopie (RAIRS) studiert.
Erst dadurch war es moglich, mit diesem analytischen Werkzeug, die Eigen-
schaften und das Verhalten der Oberfliche unter verschiedenen Atmosphéren und
somit den Einfluss von O, und CO, zu untersuchen.

Die Wechselwirkung der chlorierten RuOs Oberflache mit Sauerstoff ist re-
levant fiir das Verstdndnis der Stabilitdt des Sumitomo Katalysators unter den
auferst harschen Reaktionsbedingungen der HCIl-Oxidation. So zeigte sich, dass
Sauerstoff eine Verschiebung von Briickenchloratomen auf on-top-Plétze induziert.
Diese Verschiebungsreaktion stellt den ersten Schritt in der beobachteten Dy-
namik der Oberfliche dar. Das Zusammenspiel von sauerstoffinduzierter Dechlo-
rierung der Briickenpositionen auf RuO3(110) und CO-vermittelter Rechlorierung
ermdglicht ein dynamisches Antwortverhalten der Oberfliche gegeniiber Verén-
derungen des sie umgebenden Reaktionsgasgemisches. Die hier vorgestellten
Ergebnisse wurden durch eine Kombination verschiedener Methoden aus der Ober-
flachenchemie (HRCLS, RAIRS, TDS, SXRD, AES) mit DFT-Rechnungen erhal-

ten.
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Des Weiteren wurde der Einfluss von Chlor auf die Reaktivitat und Stabilitat
des RuO4(110) Katalysators beziiglich einer Modellreaktion (hier CO-Oxidation)
untersucht. Chloratome, beeinflussen die Reaktivitdt des RuO, Katalysators
beziiglich der CO-Oxidation durch eine vornehmlich konfigurationelle Blockade
der Rekombination von CO und O auf den cus-Reihen der RuO5(110)-Fléche.
Durch die oben vorgestellte Dynamik der Oberflichenchlorierung ist es dem Kata-
lysator jedoch mdglich, sich durch Segregation von CO und Cl auf der Oberfliche
selbst zu reaktivieren und so die durch Chlor verursachte Blockade der CO Oxi-
dation zu umgehen. Durch den Einsatz von in situ Methoden (wie RAIRS und in
operando SXRD) konnte das Reaktionsverhalten und die Dynamik der chlorierten
Oberflache auch unter hoheren Driicken bis in den mbar-Bereich hinein untersucht
werden. Die mit UHV-Methoden sowie DFT-Rechnungen entwickelten Modelle

konnten so erfolgreich auch auf diese Druckbereiche {ibertragen werden.

Zusammenfassend lasst sich feststellen, dass die im Rahmen der vorliegenden
Dissertation erhaltenen Ergebnisse und somit das molekulare Verstédndnis der
dynamischen Prozesse auf chloriertem RuO; in Zukunft dazu beitragen kénnen,
sowohl Reaktivitdt als auch Stabilitdt der industriell eingesetzten Ruthenium-
basierten Katalysatoren beziiglich einer effizienteren Ressourcennutzung zu opti-

mieren.



242 Chapter E - Zusammenfassung in deutscher Sprache



Bibliography

1]
2l

13l

4]

[5]

(6]

7l

8]

19]

Eurochlor.org. Chlorine Industry Review 2008-2009. 2009.

Moussallem, I., Jarissen, J., Kunz, U., Pinnow, S., and Turek, T. Chlor-
alkali electrolysis with oxygen depolarized cathodes: history, present status
and future prospects. J. Appl. Electrochem., 38, 1177-1194, 2008.

Deacon, H. Improvement in manufacture of chlorine. U.S. Patent, 165802,
1875.

Iwanaga, K., Seki, K., Hibi, T., Issoh, K., Suzuta, T., Nakada, M., Mori, Y.,
and Abe, T. The Development of Improved Hydrogen Chloride Oxidation
Process. Sumitomo Kagaku, 1, 1-11, 2004.

Gestermann, F. and Ottavini, A. Modern Chlor-Alkali Technology, chapter
‘Chlorine Production with Oxygen-depolarised Cathodes on an Industrial
Scale’; 49-56. Wiley VCH, 2001.

Seitsonen, A.P. and Over, H. Intimate interplay of theory and experiments
in model catalysis. Surf. Sci., 603, 1717-1723, 2009.

Norskov, J.K., Bligaard, T., Rossmeisl, J., and Christensen, C.H. Towards
the computational design of solid catalysts. Nature Chemistry, 1, 37-46,
2009.

Crihan, D. HCI-Oxidation auf RuO5(110): Neuartiger Deacon-Prozess.
Ph.D. thesis, Justus-Liebig-Universitiat Giefsen, 2008.

Crihan, D., Knapp, M., Zweidinger, S., Lundgren, E., Weststrate, C., An-
dersen, J., Seitsonen, A., and Over, H. Stable Deacon Process for HCI
Oxidation over RuO,y. Angew. Chem. Int. Ed., 47, 2131-2134, 2008.

243



244

[10]

[11]

[12]

[13]

[14]

[15]

[16]

[17]

18]

[19]

[20]

BIBLIOGRAPHY

Zweidinger, S., Crihan, D., Knapp, M., Hofmann, J.P., Seitsonen, A.P.,
Weststrate, C.J., Lundgren, E., Andersen, J.N., and Over, H. Reaction
Mechanism of the Oxidation of HCI over RuO5(110). J. Phys. Chem. C,
112, 9966-9969, 2008.

Seitsonen, A.P., Hofmann, J.P., and Over, H. Deacon Process over RuO,
and TiOs-Supported RuO,. LRZ Report, submitted, 2009.

Lopez, N., Gémez-Segura, J., Marin, R.P., and Pérez-Ramirez, J. Mecha-
nism of HCI oxidation (Deacon process) over RuO,. J. Catal., 255, 29-39,
2008.

Farkas, A. In situ IR spectroscopic studies of the CO oxidation reaction
over a ruthenium model catalyst. Ph.D. thesis, Justus-Liebig-Universitat
Giefen, 2008.

Farkas, A., Mellau, G.C., and Over, H. Novel Insight in the CO Oxidation
on RuO4(110) by in Situ Reflection-Absorption Infrared Spectroscopy. J.
Phys. Chem. C| 113, 14341-14355, 2009.

Campbell, C.T. and Paffett, M.T. The role of chlorine promoters in cat-
alytic ethylene epoxidation over the Ag(110) surface. Appl. Surf. Sci., 19,
28-42, 1984.

Jankowiak, J.T. and Barteau, M.A. Ethylene epoxidation over silver and
copper-silver bimetallic catalysts: II. Cs and CI promotion. J. Catal., 256,
379-386, 2005.

Christmann, K. Introduction to Surface Physical Chemaistry. Topics in
Physical Chemistry. Springer, 1991.

Redhead, P.A. Thermal desorption of gases. Vacuum, 12, 203-244, 1962.

Bludau, H. Strukturuntersuchungen an den Systemen Cs/Ru(0001) und
Cs+0O/Ru(0001). Ph.D. thesis, FU Berlin, 1992.

Sieghbahn, K. Electron Spectroscopy for Atoms, Molecules and Condensed
Matter. Nobel lecture, 1981.



BIBLIOGRAPHY 245

[21]

22]

23]

[24]

[25]

[26]

27]

28]

[29]

[30]

[31]

32|

33]

Woodruff, D. and Delchar, T. Modern techniques of surface science. Cam-
bridge University Press, 2"¢ edition, 1994.

Hiifner, S.  Photoelectron Spectroscopy - Principles and Applications.
Springer, 3"¢ edition, 2003.

Salmeron, M. and Schlogl, R. Ambient pressure photoelectron spectroscopy:
A new tool for surface science and nanotechnology. Surf. Sci. Rep., 63, 169—
199, 2008.

Koopmans, T. Uber die Zuordnung von Wellenfunktionen und Eigenwerten
zu den Einzelnen Elektronen Eines Atoms. Physica, 1, 104 — 113, 1934.

Seah, M.P. and Dench, W.A. Quantitative electron spectroscopy of surfaces:
A standard data base for electron inelastic mean free paths in solids. Surf.
Interf. Anal., 1, 2-11, 1979.

Adams, D.L. and Andersen, J.N. FitXPS. Aarhus University, 2001.

Doniach, S. and éunjié, M. Many-electron singularity in x-ray photoemis-
sion and x-ray line spectra from metals. J. Phys. C, 3, 285-291, 1970.

Nyholm, R., Andersen, J.N., Johansson, U., Jensen, B.N., and Lindau, I.
Beamline 1311 at MAX-LAB: a VUV /soft X-ray undulator beamline for
high resolution electron spectroscopy. Nucl. Instrum. Meth. Phys. Res. A,
467-468, 520-524, 2001.

Resta, A. Interaction of Some Molecules with Complex Surfaces. Ph.D.
thesis, Lund University, 2008.

Bragg, W.L. The Diffraction of Short Electromagnetic Waves by a Crystal.
Proc. Cambridge Phil. Soc., 17, 43-57, 1913.

Bragg, W.L. The Structure of Some Crystals as Indicated by their Diffrac-
tion of X-rays. Proc. Roy. Soc. (London), A89, 248-277, 1914.

Vickermann, J. and Gilmore, 1., editors. Surface Analysis: The Principal
Techniques. John Wiley & Sons Ltd, 2" edition, 2009.

Robinson, [.LK. and Tweet, D.J. Surface X-ray Diffraction. Rep. Prog. Phys.,
55, 599-651, 1992.



246

[34]

[35]

[36]

137]

38]

[39]

[40]

[41]

42|

[43]

[44]

BIBLIOGRAPHY

Robinson, LK. Crystal truncation rods and surface roughness. Phys. Rev.
B, 33, 3830-3836, 1986.

Stierle, A., Delheusy, M., and Zweidinger, S. ANKA Karlsruhe, 2009.
Unpublished results.

He, Y.B., Knapp, M., Lundgren, E., and Over, H. Ru(0001) model cata-
lyst under oxidizing and reducing reaction conditions: in-situ high pressure
surface X-ray diffraction study. J. Phys. Chem. B, 109, 21825-21830, 2005.

Ackermann, M.D. Operando SXRD : a new view on catalysis. Ph.d. thesis,
Leiden Institute of Physics, Faculty of Science, Leiden University, 2007.

Balmes, O., van Rijn, R., Wermeille, D., Resta, A., Petit, L., Isern, H.,
Dufrane, T., and Felici, R. The ID03 surface diffraction beamline for in-
situ and real-time X-ray investigations of catalytic reactions at surfaces.
Catal. Today, 145, 220-226, 2009.

Lee, M.T., Wang, Z.Q., and Chang, J.R. Activated-Carbon-Supported
NaOH for Removal of HCl from Reformer Process Streams. Ind. Eng.
Chem. Res., 42, 6166-6170, 2003.

American Society for Testing and Materials. Standard Guide for Back-
ground Subtraction Techniques in Auger Electron Spectroscopy (F£995-84).
Surf. Interf. Anal., 11, 114-115, 1988.

Powell, C.J. and Seah, M.P. Precision, Accuracy, and Uncertainty in Quan-
titative Surface Analyses by Auger-Electron Spectroscopy and X-ray Pho-
toelectron Spectroscopy. J. Vac. Sci. € Technol. A: Vacuum, Surfaces, and
Films, 8, 735-763, 1990.

Pantano, C. and Madey, T.E. Electron Beam Damage in Auger Electron
Spectroscopy. Appl. Surf. Sci., 7, 115-141, 1981.

Godowski, P. and Przybylski, K. Effect of Peak Overlap on Auger Peak
Amplitude Measurement Error in dN/dE Mode. Vacuum, 39, 439-442,
1989.

Carlson, T.A. Photoelectron and Auger Spectroscopy. Plenum Press, 1%
edition, 1975.



BIBLIOGRAPHY 247

[45]

|46]

147]

48]

[49]

[50]

[51]

[52]

[53]

[54]

[55]

[56]

Weber, R.E. and Johnson, A.L. Determination of Surface Structures using
LEED and Energy Analysis of Scattered Electrons. J. Appl. Phys., 40,
314-318, 1969.

Labohm, F. A Simple Background Correction for AES Peak Height Mea-
surements. Surf. Interf. Anal., 4, 194-196, 1982.

Davis, L.E., MacDonald, N.C., Palmberg, P.W., Riach, G.E., and Weber,
R.E. Handbook of Auger Electron Spectroscopy. Physical Electronics Divi-
sion Perkin-Elmer Corporation, 1976.

Bowker, M. and Waugh, K. The adsorption of chlorine and chloridation of
Ag(111). Surf. Sci., 134, 639664, 1983.

Bowker, M. and Waugh, K. Chlorine adsorption and chloridation of
Ag(110). Surf. Sci., 155, 1-14, 1985.

Buffeteau, T., Desbat, B., and Turlet, J.M. Polarization Modulation FT-
IR Spectroscopy of Surfaces and Ultra-thin Films: Experimental Procedure
and Quantitative Analysis. Appl. Spectrosc., 45, 380-389, 1991.

Greenler, R.G. Infrared Study of Adsorbed Molecules on Metal Surfaces by
Reflection Techniques. J. Chem. Phys., 44, 310-315, 1966.

Greenler, R.G. Design of a reflection—absorption experiment for studying
the IR spectrum of molecules adsorbed on a metal surface. J. Vac. Sci.
Technol., 12, 1410-1417, 1975.

Pfniir, H., Menzel, D., Hoffmann, F.M., Ortega, A., and Bradshaw, A.M.
High resolution vibrational spectroscopy of CO on Ru(001): The impor-
tance of lateral interactions. Surf. Sci., 93, 431-452, 1980.

Hoffmann, F.M. Infrared reflection-absorption spectroscopy of adsorbed
molecules. Surf. Sci. Rep., 3, 107-192, 1983.

Bradshaw, A.M. and Schweizer, E. Spectroscopy of Surfaces. John Wiley
& Sons, Chichester, 1988.

Blyholder, G. Molecular orbital view of chemisorbed carbon monoxide. J.
Phys. Chem., 68, 2772-2778, 1964.



248

[57]

58]

[59]

[60]

[61]

62]

63]

[64]

[65]

[66]

167]

68

[69]

BIBLIOGRAPHY

Gerloch, M. and Constable, E.C. Transition Metal Chemistry. Wiley VCH,
1994.

Ibach, H. and Somorjai, G.A. Evidence for the weakening of the C-O bond
upon coadsorption with hydrocarbons. Appl. Surf. Sci., 3, 293-296, 1979.

Moskovits, M. and Hulse, J.E. Frequency shifts in the spectra of molecules
adsorbed on metals, with emphasis on the infrared spectrum of adsorbed

CO. Surf. Sci., 78, 397-418, 1978.

Hollins, P. and Pritchard, J. Infrared studies of chemisorbed layers on single
crystals. Progr. Surf. Sci., 19, 275-349, 1985.

Kohn, W. and Sham, L. Self-Consistent Equations Including Exchange and
Correlation Effects. Phys. Rev. A, 140, 1133-1138, 1965.

Martin, R.M. FElectronic Structure: Basic Theory and Practical Methods.
Cambridge University Press, 2004.

Perdew, J.P., Burke, K., and Ernzerhof, M. Generalized Gradient Approx-
imation Made Simple. Phys. Rev. Lett., 77, 3865—3868, 1996.

Kohanoft, J. FElectronic Structure Calculations for Solids and Molecules.
Cambridge University Press, 2006.

Bloéchl, P.E. Projector augmented-wave method. Phys. Rev. B, 50, 17953~
17979, 1994.

Kresse, G. and Furthmiiller, J. Efficiency of ab-initio total energy calcula-
tions for metals and semiconductors using a plane-wave basis set. Comp.
Mat. Sci., 6, 15-50, 1996.

Kresse, G. and Joubert, D. From ultrasoft pseudopotentials to the projector
augmented-wave method. Phys. Rev. B, 59, 17581775, 1999.

Kresse, G. and Furthmiiller, J. VASP the GUIDE. Institut fiir Material-
physik, Universitiat Wien, Sensengasse 8, A-1130 Wien, Austria, 2005.

W.H. Press, B.P. Flannery, S.T. and Vetterling, W., editors. Numerical
Recipes. Cambridge University Press, New York, 1986.



BIBLIOGRAPHY 249

[70]

[71]

[72]

73]

[74]

[75]

[76]

7]

78]

Seitsonen, A.P.  Theoretical Investigations into Adsorption and Co-
adsorption on Transition-Metal Surfaces as Models to Heterogeneous Catal-
ysis. Ph.d. thesis, Technische Universitiat Berlin, 2002.

Pehlke, E. and Scheffler, M. Evidence for site-sensitive screening of core
holes at the Si and Ge (001) surface. Phys. Rev. Lett., 71, 2338-2341,
1993.

Lizzit, S., Baraldi, A., Groso, A., Reuter, K., Ganduglia-Pirovano, M.V,
Stampfl, C., Scheffler, M., Stichler, M., Keller, C., Wurth, W., and Menzel,
D. Surface core-level shifts of clean and oxygen-covered Ru(0001). Phys.
Rev. B, 63, 205419, 2001.

Seitsonen, A.P. private communication, 2009.

Henkelman, G., Jéhannesson, G., and Jonsson, H. Progress on Theoretical
Chemistry and Physics, chapter ‘Methods for Finding Saddle Points and
Minimum Energy Paths’, 269-300. Kluwer Academic Publishers, 2000.

Jonsson, H., Mills, G., and Jacobsen, K.W. Classical and Quantum Dynam-
ics in Condensed Phase Simulations, chapter ‘Nudged Elastic Band Method
for Finding Minimum Energy Paths of Transitions’, 385-404. World Scien-
tific, 1998.

Affmann, J., Narkhede, V., Breuer, N.A., Muhler, M., Seitsonen, A.P.,
Knapp, M., Crihan, D., Farkas, A., Mellau, G., and Over, H. Heterogeneous

oxidation catalysis on ruthenium: bridging the pressure and materials gaps
and beyond. J. Phys.: Condens. Matter, 20, 184017, 2008.

Afimann, J. and Muhler, M. Der isotherme Labor-Festbettreaktor mit quan-
titativer Online-Analytik als vielseitiges Instrument in der Redoxkatalyse.
Chem. Ing. Tech., 78, 862—-868, 2006.

Kanzler, C.H. Katalytische Oxidation von CO an chlorierten RuOs-Pulvern
- Aufbau einer Festbett-Reaktionsapparatur und Experimente im kon-
tinuierlichen Fluss bei Atmosphérendruck. Diploma thesis, Justus-Liebig-
Universitat Giefsen, 2009.



250

[79]

[80]

[81]

[82]

[83]

[84]

[85]

[36]

87]

88

BIBLIOGRAPHY

Narkhede, V. Kinetic and Spectroscopic Investigations to Elucidate the
Mechanisms of CO Oxidation over Ru and Au Catalysts. Ph.D. thesis,
Ruhr-Universitdat Bochum, 2006.

Wendt, S. Komplexe Redox-Chemie auf der RuO2(110)-Oberflache. Phd
thesis, FU Berlin, 2002.

Over, H., Seitsonen, A.P., Lundgren, E., Schmid, M., and Varga, P. Exper-
imental and simulated STM images of stoichiometric and partially reduced
RuO4(110) surfaces including adsorbates. Surf. Sci., 515, 143-156, 2002.

Kim, Y.D. Atomic-Scale Structure and Catalytic Reactivity of RuO,. Ph.D.
thesis, Freie Universitit Berlin, 2000.

Knapp, M. Die Schliisselrolle des Wasserstoffs im Reaktionsverhalten einer
oxidischen Katalysatoroberfliche am Beispiel von RuO4(110). Ph.D. thesis,
Justus-Liebig-Universitit Giefsen, 2006.

Wendt, S., Seitsonen, A., Kim, Y., Knapp, M., Idris, H., and Over, H.
Complex redox chemistry on the RuOy(110) surface: experiment and the-
ory. Surf. Sci., 505, 137-152, 2002.

Knapp, M., Crihan, D., Seitsonen, A., Lundgren, E., Resta, A., Andersen,
J., and Over, H. Complex Interaction of Hydrogen with RuO5(110) Surface.
J. Phys. Chem. C, 111, 5363-5373, 2007.

Afsmann, J. Ruthenium als Oxidationskatalysator IR-spektroskopische
und kinetische Untersuchung der Oxidation von CO. Ph.D. thesis, Ruhr-
Universitat Bochum, 2004.

Over, H., Kim, Y., Seitsonen, A., Wendt, S., Lundgren, E., Schmid, M.,
Varga, P., Morgante, A., and Ertl, G. Atomic-Scale Structure and Catalytic
reactivity of the RuO5(110) surface. Science, 287, 1474-1476, 2000.

Blume, R., Havecker, M., Zafeiratos, S., Teschner, D.; Kleimenov, E., Knop-
Gericke, A., Schlogl, R., Barinov, A., Dudin, P., and Kiskinova, M. Cat-
alytically active states of Ru(0001) catalyst in CO oxidation reaction. .J.
Catal., 239, 354-361, 2006.



BIBLIOGRAPHY 251

[89]

[90]

[91]

92|

193]

[94]

[95]

196]

197]

98]

Lindroos, M., Pfniir, H., Held, G., and Menzel, D. Adsorbate induced
reconstruction by strong chemisorption: Ru(001)-p(2 x 2)-O. Surf. Sci.,
222, 451-463, 1989.

Pfniir, H., Held, G., Lindroos, M., and Menzel, D. Oxygen induced recon-
struction of a close-packed surface: A LEED IV study on Ru(001)-p(2x1)0O.
Surf. Sci., 220, 43-58, 1989.

Kim, Y.D., Wendt, S., Schwegmann, S., Over, H., and Ertl, G. Structural
analyses of the pure and cesiated Ru(0001)-(2 x 2)-30 phase. Surf. Sci.,
418, 267272, 1998.

Stampfl, C., Schwegmann, S., Over, H., Scheffler, M., and Ertl, G. Structure
and Stability of a High-Coverage (1x1) Oxygen Phase on Ru(0001). Phys.
Rev. Lett., 77, 3371-3374, 1996.

Boettcher, A. and Niehus, H. Oxygen adsorbed on oxidized Ru(0001). Phys.
Rev. B, 60, 1439614404, 1999.

Over, H. and Seitsonen, A.P. Oxidation of Metal Surfaces. Science, 297,
2003-2004, 2002.

Kim, S.H. and Wintterlin, J. Morphology of RuO4(110) oxide films on
Ru(0001) studied by scanning tunneling microscopy. J. Chem. Phys., 131,
064705, 2009.

Peden, C.H.F. Surface science of catalysis. Number 483 in ACS Symp. Ser.,
143. 1992.

Over, H., Knapp, M., Lundgren, E., Seitsonen, A., Schmid, M., and Varga,
P. Visualization of Atomic Processes on Rutheniumdioxide using Scanning
Tunneling Microscopy. Chem. Phys. Chem., 5, 167-174, 2004.

Afimann, J., Crihan, D., Knapp, M., Lundgren, E., Loffler, E., Muhler, M.,
Narkhede, V., Over, H., Schmid, M., Seitsonen, A.P., and Varga, P. Under-
standing the Structural Deactivation of Ruthenium Catalysts on an Atomic

Scale under both Oxidizing and Reducing Conditions. Angew. Chem. Int.
Ed., 44, 917-920, 2005.



252

[99]

[100]

[101]

[102]

[103]

[104]

[105]

[106]

[107]

[108]

109

BIBLIOGRAPHY

Kiss, J.T. and Gonzalez, R.D. Catalytic oxidation of carbon monoxide over
ruthenium /silicon dioxide. An in situ infrared and kinetic study. J. Phys.
Chem., 88, 892-897, 1984.

Cant, N.W., Hicks, P.C., and Lennon, B.S. Steady-state oxidation of car-
bon monoxide over supported noble metals with particular reference to
platinum. J. Catal., 54, 372-383, 1978.

Diebold, U. The surface science of titanium dioxide. Surf. Sci. Rep., 48,
53-229, 2003.

Kim, Y., Over, H., Krabbes, G., and Ertl, G. Identification of RuO, as the
active phase in CO oxidation on oxygen-rich ruthenium surfaces. Topics in
Catal., 14, 95-100, 2001.

LaFemina, J.P. Total energy computations of oxide surface reconstructions.
Crit. Rev. Surf. Chem., 3, 297-386, 1994.

Seitsonen, A.P.;, Kim, Y.D., Knapp, M., Wendt, S., and Over, H. CO
adsorption on the reduced RuOy(110) surface: Energetics and structure.
Phys. Rev. B, 65, 035413, 2001.

Over, H., Seitsonen, A.P., Lundgren, E., Schmid, M., and Varga, P. Direct
imaging of catalytically important processes in the oxidation of CO over
RuO4(110). J. Am. Chem. Soc., 123, 11807-11808, 2001.

Fan, C.Y., Wang, J., Jacobi, K., and Ertl, G. The oxidation of CO on
RuO4(110) at room temperature. J. Chem. Phys., 114, 10058-10062, 2001.

Wang, H., Schneider, W.F., and Schmidt, D. Intermediates and Spectators
in Oy Dissociation at the RuO5(110) Surface. J. Phys. Chem. C, 1185,
15266-15273, 2009.

Lee, H.I. and White, J.M. Carbon monoxide oxidation over Ru (001). J.
Catal., 63, 261264, 1980.

Kim, Y.K., Morgan, G.A., and Yates, J.T. Role of atomic step defect
sites on the catalytic oxidation of carbon monoxide: Comparison between
Ru(001) and Ru(109) single-crystal surfaces. J. Phys. Chem. C, 111, 3366—
3368, 2007.



BIBLIOGRAPHY 253

[110]

[111]

[112]

[113]

114)

[115]

[116]

[117]

[118]

[119]

Peden, C.H.F. and Goodman, D.W. Kinetics of CO Oxidation over
Ru(0001). J. Phys. Chem., 90, 1360-1365, 1986.

Over, H., Balmes, O., and Lundgren, E. Direct comparison of the reac-
tivity of the non-oxidic phase of Ru(0001) and the RuO, phase in the CO
oxidation reaction. Surf. Sci., 603, 298-303, 2009.

Goodman, D., Peden, C., and Chen, M. CO oxidation on ruthenium: The
nature of the active catalytic surface. Surf. Sci., 601, 1L.124-1.126, 2007.

Over, H., Muhler, M., and Seitsonen, A. Comment on CO oxidation on
ruthenium: The nature of the active catalytic surface by D.W. Goodman,
C.H.F. Peden, M.S. Chen. Surf. Sci., 601, 5659-5662, 2007.

Goodman, D., Peden, C., and Chen, M. Reply to comment on CO oxidation
on ruthenium: The nature of the active catalytic surface by H. Over, M.
Mubhler, A.P. Seitsonen. Surf. Sci., 601, 5663-5665, 2007.

Flege, J.I., Hrbek, J., and Sutter, P. Structural imaging of surface oxidation
and oxidation catalysis on Ru(0001). Phys. Rev. B, 78, 165407, 2008.

Lundgren, E., Kresse, G., Klein, C., Borg, M., Andersen, J.N., De San-
tis, M., Gauthier, Y., Konvicka, C., Schmid, M., and Varga, P. Two-
Dimensional Oxide on Pd(111). Phys. Rev. Lett., 88, 246103, 2002.

Gustafson, J., Mikkelsen, A., Borg, M., Lundgren, E., Koéhler, L., Kresse,
G., Schmid, M., Varga, P., Yuhara, J., Torrelles, X., Quirés, C., and An-
dersen, J.N. Self-Limited Growth of a Thin Oxide Layer on Rh(111). Phys.
Rev. Lett., 92, 126102, 2004.

Ackermann, M.D., Pedersen, T.M., Hendriksen, B...M., Robach, O., Bo-
baru, S.C., Popa, I., Quiros, C., Kim, H., Hammer, B., Ferrer, S., and
Frenken, JJW.M. Structure and Reactivity of Surface Oxides on Pt(110)
during Catalytic CO Oxidation. Phys. Rev. Lett., 95, 255505, 2005.

Dudin, P., Barinov, A., Gregoratti, L., Kiskinova, M., Esch, F., Dri, C.,
Africh, C.; and Comelli, G. Initial Oxidation of a Rh(110) Surface Us-
ing Atomic or Molecular Oxygen and Reduction of the Surface Oxide by
Hydrogen. J. Phys. Chem. B, 109, 13649-13655, 2005.



254

[120]

[121]

[122]

[123]

[124]

[125]

[126]

[127]

[128]

[129]

BIBLIOGRAPHY

Gustafson, J., Westerstrom, R., Mikkelsen, A., Torrelles, X., Balmes, O.,
Bovet, N., Andersen, J.N., Baddeley, C.J., and Lundgren, E. Sensitivity
of catalysis to surface structure: The example of CO oxidation on Rh un-
der realistic conditions. Phys. Rev. B (Condensed Matter and Materials
Physics), 78, 045423, 2008.

Gao, F., McClure, S., Cai, Y., Gath, K., Wang, Y., Chen, M., Guo, Q.,
and Goodman, D. CO oxidation trends on Pt-group metals from ultrahigh
vacuum to near atmospheric pressures: A combined in situ PM-IRAS and
reaction kinetics study. Surf. Sci., 603, 65-70, 2009.

Gao, F., Wang, Y., Cai, Y., and Goodman, D.W. CO Oxidation on Pt-
Group Metals from Ultrahigh Vacuum to Near Atmospheric Pressures. 2.
Palladium and Platinum. J. Phys. Chem. C, 113, 174-181, 2009.

Over, H., Balmes, O., and Lundgren, E. In situ structure-activity correla-
tion experiments of the ruthenium catalyzed CO oxidation reaction. Catal.
Today, 145, 236242, 2009.

Wang, J., Fan, C., Jacobi, K., and Ertl, G. The kinetics of CO oxidation on
RuO4(110): bridging the pressure gap. J. Phys. Chem. B, 106, 3422-3427,
2002.

Ziff, R.M., Gulari, E., and Barshad, Y. Kinetic Phase Transitions in an
Irreversible Surface-Reaction Model. Phys. Rev. Lett., 56, 25532556, 1986.

Over, H., Seitsonen, A., Lundgren, E., Schmid, M., and Varga, P. Direct
imaging of catalytically important processes in the oxidation of CO over
RuO4(110). J. Am. Chem. Soc., 123, 11807-11808, 2001.

Knapp, M., Crihan, D., Seitsonen, A., and Over, H. Hydrogen Transfer
Reaction on the Surface of on Oxide Catalyst. J. Am. Chem. Soc., 127,
3236-3237, 2005.

Zweidinger, S. HCI Oxidation over RuO, catalysts - Working title. Ph.D.
thesis, Justus-Liebig-Universitéit Giefsen, to be published.

Preyss, W., Ebinger, H., Fick, D., Polenz, C., Polivka, B., Saier, V., Veith,
R., C.Weindel, and Jansch, H. Adsorption of chlorine on Ru(0001) and
codesorption with lithium. Surf. Sci., 373, 33-42, 1997.



BIBLIOGRAPHY 255

[130] Zweidinger, S., Hofmann, J.P., and Over, H. LEED laboratory, Justus-
Liebig-Universitat Gieften, 2009. Unpublished results.

[131] Baerends, E.J. and Ros, P. The electronic structure of transition metal
carbonyl complexes. Mol. Phys., 30, 1735-1747, 1975.

[132] Rohmann, C., Wang, Y., Muhler, M., Metson, J., Idriss, H., and Wéll, C.
Direct monitoring of photo-induced reactions on well-defined metal oxide
surfaces using vibrational spectroscopy. Chem. Phys. Lett., 460, 10 — 12,
2008.

[133] Kim, Y.D., Seitsonen, A.P., Wendt, S., Wang, J., Fan, C., Jacobi, K., Over,
H., and Ertl, G. Characterization of Various Oxygen Species on an Oxide
Surface: RuO9(110). J. Phys. Chem. B, 105, 3752-3758, 2001.

[134] Farkas, A. MonteCarlo simulations on RuO5(110), 2009. Unpublished

results.

[135] Paulus, U.A., Wang, Y., Jacobi, K., and Ertl, G. CO Adsorption on the
Reduced RuO4(110) Surface. Surf. Sci., 547, 349-354, 2003.

[136] Reuter, K. and Scheffler, M. First-principles kinetic Monte Carlo simu-
lations for heterogeneous catalysis: Application to the CO oxidation at
Ru02(110). Phys. Rev. B, 73, 045433, 2006.

[137] Zweidinger, S. LEED laboratory, Justus-Liebig-Universitat Giefsen, 2009.
Unpublished results.

[138] Krause, P.P.T. and Zweidinger, S. LEED laboratory, Justus-Liebig-
Universitat Gielen, 2009. Unpublished results.

[139] The determination of the surface chlorine concentration on RuO4(110) was
not possible by means of SXRD. The preparation protocol was adapted

from UHV experiments.

[140] Wolf, A., Schluter, O.F.K., Haas, M., and Gerhartz, F. Processes for the
Oxidation of Carbon Monoxide in a Gas Stream Containing HCL. U.S.
patent, 20080267849, 2008.



256 BIBLIOGRAPHY

[141] Narkhede, V., Afmann, J., and Muhler, M. Structure-Activity Correlations
for the Oxidation of CO over Polycrystalline RuO, Powder Derived from
Steady-State and Transient Kinetic Experiments. Z. Phys. Chem., 219,
979-995, 2005.



