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When | was a small boy, | used to walk that section of London araind the British
Museum; and one day, | came across a shop, which had a noticeevthe window,
which said "Philosophical Instruments”. Even as a boy | knew something about
Philosophy, but | couldn t imagine what "Philosophical Ins truments” could be. So |
went up to the window, and there displayed, were chronometes, slide rules, scales
and all kind of what we now call "Scienti ¢ Instruments". Bec ause Science used to be
called Natural Philosophy. Because as Aristotle says: "Thebeginning of Philosophy is
wonder. Philosophy is man s expression of curiosity about gerything, his attempt to
make sense of world primarily through his intellect”, that he says is faculty for
thinking. And thinking, of course, is a word used in many waysand is a very weighed
word for most people, but | use the word thinking in a very predse way. By thinking,
as distinct from feeling or emoting or sensing, | mean the maipulation of symbols
whether they d be words, whether they d be numbers or whether they d be other

such signs let s say triangles, squares, circles, astrologal signs or whatever.

Alan W. Watts - Speech about Thinking
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Introduction

Scientists are all along fascinated by the high degree of cplexity and minia-
turization found in natural materials. Nature is indeed thegreatest school for
materials science providing a multiplicity of compositesarchitectures, systems
and functions [1{4]. Highly elaborated natural materials asemblies are for ex-
ample crustacean carapaces, mollusc shell, bone or teetbstie. New materials
and systems provided by the man must in the future aim at higheelevel of so-
phistication, be environmental friendly and save energy. fius, to improve and
reach higher performances, they have to be prepared follogia biomimetic ap-
proach, which requires both an understanding of the basic Iding principles of
living organisms and a study of the physico-chemical propéers of the synthesis
processes.

Even though high complex and aesthetic natural structuresgss well beyond
current accomplishments realized in materials science,\ahces in the eld called
"organized matter chemistry" [5] show promising man-made aterials, as illus-
trated in numerous publications of the last decade [6{9]. $h systems are gen-
erated for instance by emulating self-assembly principlesccurring in biological
systems like formation of molecular crystals, liposomes,ieelles and bilayered
membranes [10{14]. Thus, the study of complex molecules aeswlies resulting
from the ne tuning of intramolecular interactions, also krown as supramolecular
chemistry, allows the controlled design of new materials thicomplex and original
structures. In fact, liquid crystal phases formed from suaictants or amphiphilic
block copolymers can serve as moulds to obtain mesoporoudahexide materials
with a variety of di erent morphologies, controlled porosiy and textures [15{17].
The intrinsic physico-chemical properties of the amorphaicrystalline materials,
together with the high internal surface area and large poreolume, make these
systems extremely attractive for technical applicationsSuch advanced materials
are expected to be employed in elds as optics, catalysis,ns®rs and separa-
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Introduction

tion [18]. According to the classi cation made by IUPAC [19] porous materials
can be arranged in three main categories depending on the pa@ize (diameter,
d), in micro- (d < 2 nm), meso- (2 nm< d < 50 nm) and macroporous solids
(d > 50 nm).

Although supramolecular chemistry provides attractive ad fascinating op-
portunities for the establishment of smart nanoporous matgls, the conscious
exploitation of its potential could be comprehended, till sme years ago, only to
a certain extent, due to the lack of appropriate characteraion methods. Thus,
the need to create improved and higher-performing matergfor the advancement
of science and technology, has to indispensably pass throutye development of
guantitative physical methods for the understanding of thematerials' chemical
and physical properties. With particular regard to porous raterials, small-angle
scattering and gas physisorption represent, since many ysathe most reliable
methods for the structural investigation of these composs. Nevertheless, these
techniques alone can not completely explain complex phenena like capillary
condensation and desorption mechanisms of gases in meseppor nely elucidate
the structure of sophisticated porous textures. In the lighof this, a novel ana-
lytical procedure consisting in the combination of gas phisorption with small-
angle scattering methods (SAXS/SANS), i.e. in-situ SAXS/BNS-physisorption,
is found to be an elegant solution for the porosity and struatre determination
of these systems. This approach consists in the acquisitiohscattering curves of
the material at di erent adsorption/desorption steps, beng able, by tuning the
experimental conditions, e.g. adsorbable gases and temgiteire, to probe the spa-
tial distribution of the pores, their connectivity and accesibility and to directly
elucidate gas condensation and desorption mechanisms.

In the present work the preparation of novel nanoporous temtes and their
characterization by means of in-situ SAXS/SANS-physisotpn methodologies
are faced.

In chapter 2 the self-assembly, i.e. micellization, of a new class of am-
phiphilic block copolymers with high hydrophobic contrasis deeply investigated
through the generation of porous metal oxides, e.g. silican@ titania, in form
of powders, Ims and hierarchical systems. Besides the baremplating behav-
ior studies, more interesting systems like mesoporous Ti@hin Ims are also
tested as dye sensitized solar cell devices. Moreover, thegaration of complex
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hierarchical architectures covers a remarkable part in thichapter, since it repre-
sents one of the future trends for the development of high dfermance materials.
Inspired by similar biological structures, these hierardbal textures are charac-
terized by an elevated degree of miniaturization and sophisation. Owning to
this, being standard analytical methods often inadequateof their structural in-
vestigation, a signi cant part of this work is devoted to the characterization of
these hierarchical mesostructures by in-situ SAXS/SANSHysisorption.

In chapter 3 in-situ SANS-nitrogen physisorption studies at 77 K will be
presented in order to characterize the microporosity of hiarchical silicas. The
analysis of the scattering curves will present alternativeolutions with respect to
the bare nitrogen physisorption to quantify the microporesproviding also direct
information on their spatial distributions.

In chapter 4 in-situ SAXS/SANS-physisorption experiments on hierardial
silicas will be performed also employing organic vapors at@m temperature con-
ditions. The chance to study the physisorption behavior usg organic molecules
of di erent sizes will give important insights into the unde'standing of the pore ac-
cessibility and connectivity and provide direct evidencesf adsorption/desorption
mechanisms in such mesoporous materials.

Further investigations by means of in-situ SAXS/SANS-phyisorption of or-
ganic vapors will be addressed inhapter 5 to periodica mesoporuos organosil-
ica systems. In this case, besides the porosity studies gadiar attention is given
to the elucidation of the spatial distribution of the organc moieties in these hybrid
organic-inorganic materials.






Chapter 1
Physical methods

This chapter gives an introduction on the main analytical m#hods and data
evaluation approaches used in this work.

1.1 Gas physisorption

1.1.1 General aspects

Gas physisorption represents one of the most popular meth®dor the characte-
rization of porous materials, since it allows to assess a widange of pore sizes
(from 0.35 to 100 nm) including the complete range of micropes and meso-
pores. The phenomenon of physisorption, or more preciseliytbe gasadsorption,
occurs when an adsorbable gas (thedsorptive is brought on the surface of a
solid (the adsorben). The gas in the adsorbed state is known also aslsorbate
The intramolecular interactions involved during this proess are weak dipole-
dipole and Van der Waals forces. The counterpart of the adgaion, namely the
desorption denotes the decrease in the amount of the adsorbed substanthe
relation, at constant temperature, between the quantity adorbed and the equi-
librium pressure of the gas is known aphysisorption isotherm(Fig. 1.1). The
physisorption process in porous materials can be devideddrseveral levels. The
micropore lling regards the primary lling of pore space, since the micropes
are the smallest pores< 2 nm). Subsequently, in themonolayer adsorptionall
the adsorbed molecules are in contact with the surface layefthe adsorbent. The
multilayer adsorption process is referred to the adsorption region which contains
more than one layer of molecules, and not all the adsorbed raoles are in contact
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1. Physical methods
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Figure 1.1 (a) Classi cation of physisorption isotherms for di erent kinds of adsorbent.
(b) Di erent types of hysteresis in mesoporous materials [D].

with the surface of the adsorbent. The residual pore spacdtlafter multilayer
adsorption, is lled with uid at the liquid state. This phen omenon is denoted as
capillary condensationand is often accompanied by hysteresis.

The majority of physisorption isotherms can be classi ed it six types showed
in Fig. 1.1a depending on the porosity of the adsorbent and ahe adsorbent-
adsorbate interactions. The most common classes of isother are theType | and
Type IV isotherms. The former are given by microporous solids. Thdling of the
micropores takes place at small partial pressures and, stn@o more pores are
present, a plateau is formed. Within this work particular réevance is given to
the analysis ofType IV isotherms. These isotherms are typical of a mesoporous
system and are characterized by several features. First df the hysteresis loop,
which is associated with the capillary condensation in megores. The arrow in
Fig. 1.1a indicates the point corresponding to the stage whe the monolayer
formation and the micropore lling is accomplished and the miltilayer formation
is about to begin. At largep=p values, all the pores being lled, the formation of
a plateau is expected. The hysteresis loop is surely the masiaracterizing feature
of type IV isotherms, even though it is not clearly understod. The most realistic
explanation to this e ect takes into account the thermodynanics of the uid
condensed in the pores. The hysteresis is then associatethwhe thermodynamic
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1.1.2. Determination of the porous features

metastability of low and high density phases of the adsorbat[21]. Depending on
the mesostructure of the materials, di erent kinds of hysteesis can be formed
(Fig. 1.1b). The most important ones in the context of this wdk are type H1
and H2. The rst one, possessing parallel adsorption and d&gtion branches, is
referred to systems with well de ned porous structure and pe geometry, while
the second one is characteristic for disordered materialstivbroad distribution
of pore size and not well de ned pore shape.

1.1.2 Determination of the porous features

The big benet of the gas physisorption method is that it allevs a profound
characterization of the porous materials allowing the deteination of surface
area, pore volume, pore size and pore size distribution just one measurement.
The surface area of the adsorbent may be calculated by the aumb of adsorbate
needed to cover the surface with a complete monolayer of nmlées (nonolayer
capacity). The application of the Brunauer-Emmet-Teller (BET) method [22] has
become the most widely used standard procedure for the detgnation of the

surface area of porous materials. In this context, the follang relation can be
obtained

p 1 N C 1p
Na(p p) NmC nmC p
wheren, is the amount of adsorbate, expressed in moles, adsorbed la¢ trrelative

(1.1)

pressurep=p and n,, is the monolayer capacity. The termC is related exponen-
tially to the enthalpy of adsorption in the monolayer and gies an indication of the
order of magnitude of adsorbate-adsorbent interaction ergy. In order to apply
the BET equation a linear relation betweerp=n,(p  p) and p=p, i.e. the BET
plot, is needed. This range is restricted to the rst part of he isotherm, namely
in the range Q05  p=p 0:3. For the calculation of the BET surface area
(Sget ), the knowledge of the molecular cross sectional area,() of the adsorbate
is necessary, which in the case of,Mit 77 K is 16.2A2. Then

Sgetr = NmamNa

where the N, is the Avogadro constant. It is noteworthy to point out that the
BET equation is strictly not applicable in the case of a micrporous adsorbent
and in the case of mesoporous materials having pore widtks 4 nm [23, 24].
This latter nding is due to probable pore lling at pressures very close to the
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1. Physical methods

pressure range of monolayer-multilayer formation which de&ls to a signi cant
overestimation of the monolayer capacity in the case of theE analysis.

The presence of a distinct plateau in the sorption isothermallows the cal-
culation of the total specic pore volume {,). This value can be obtained by
converting the amount of adsorbed gas at the saturation pregrep (mags) into
liquid volume, assuming that the density of the adsorbate (4s) is equal to the
bulk liquid density (Gurvich law) [21]

Mags

Vp = : (1.2)

ads
The amount of adsorbed gas can be obtained through the relatiship

Vads
22400€m3mol 1]

Mads = MW ags Nags = MW 45

whereMW .45 and n,gs are the molecular weight and the moles of adsorbate at the
saturation pressure, respectively. Since a mole of gas ogies a volume of 22400
cm?, in ideal condition, the moles of adsorbate can be calculateFinally, Vags iS
the volume of adsorbate at the saturation pressure, which @btained directly by
the sorption isotherm.

The capillary condensation step in isotherms of mesoporousterials is asso-
ciated with a shift of the vapor-liquid coexistence in porecompared to the bulk
uid. A uid con ned in a pore condenses at a pressure lower thn the saturation
pressure at a given temperature. The condensation pressutepends mainly on
pore size and shape. Thus, the adsorption isotherm contaidgect information
about the pore size distribution in the sample. The capillar condensation can be
described on the basis of the Kelvin equation in terms of maxgcopic magnitudes
like the surface tension of the bulk uid , the densities of the coexistent liquid

| and gas g, =( ¢), the contact angle of the liquid meniscus against
the pore wall. Assuming a cylindrical shape of the pores, thaodi ed version of
the Kelvin equation [23{25] is

p 2 cos
In — = 1.3
p RT (rp to) (1.3)

where R is the universal gas constanty, the pore radius andt. the thickness
of an adsorbed multilayer Im, which is formed prior to pore ondensation. The
most used approach which adopts the modi ed Kelvin equatiofor the pore size
distribution (PSD) analysis is the Barret-Joyner-Halenda(BJH) method [26].
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1.1.2. Determination of the porous features

Even though it is widely applied, this model can only be empyed for cylindrical
pore geometries, becoming highly imprecise in the predioti of the PSD for pores
narrower than 4-5 nm [27,28]. In many cases the BJH approachsults inaccurate
because macroscopic models (Kelvin equation) assume thiaétpore condensation
consists in a gas-liquid phase transition in the core of theope only between
two homogeneousbulk-like gas and liquid phases [21]. In contrast, microspic
approaches like the non-local density functional theory (DNDFT) [29, 30] suggest
that a uid con ned to a single pore can exist with two possibé density pro les
corresponding toinhomogeneouggas and liquid con gurations in the pore. The
NLDFT model correctly describes the local uid structure nar the pore surface,
and quantitatively agrees with molecular simulations [30]To calculate the pore
size distribution of spherical cavities, which are the moshvestigated within this
work, the experimental isotherm is represented as a combiian of theoretical

isotherms in individual pores
Z Dmax

Nexp(P=p) = - NG (Din;p=p)" v(Din) dDin: (1.4)
Here, NJ*(Din; p=p) is a kernel of the theoretical isotherms in pores of di er-
ent diameter and' y(Dj,) is the PSD function. Both members are function of
Din, which represents the "internal" pore diameter, i.e. the e pore diameter
immediately before the capillary condensation step [31].

The NLDFT model predicts that in the region of capillary coneénsation hyste-
resis there are two con gurations of density distribution:a low density vapor-like
state and a high densityliquid-like state. An equilibrium transition, (pe in Fig.
1.2a) occurs when the thermodynamical conditions of the vaplike and liquid-
like states are equal. Above the equilibrium transition presure the vapor-like
states on the adsorption branch becommetastable When the limit of stability
of these metastable states is reacheg(), the uid condenses spontaneously and
the adsorption branch terminates §pinodal condensatioh[32].

On the contrary, the desorption process of a mesoporous miasat can also
be used for the pore size determination, but its interpretadn is more involved,
since the draining behavior depends not only on the type of paus texture ge-
ometry but also on the experimental conditions, i.e. tempature and adsorptive.
For materials which present a highly ordered structure (Hlype isotherms) like
the cylindrical MCM-41 or the gyroidal KIT-6 silicas, the desorption pressure
falls near the equilibrium transition region Q. < pg < p¢ in Fig. 1.2a). This
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1. Physical methods
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Figure 1.2 (a) Isotherm simulation by the NLDFT approach showing the th eoretical
pressures of liquid-like spinodal, equilibrium and vaporlike spinodal, denoted asps,
pe and psy. Furthermore the three regimes of evaporation are classi d with respect to
the pressure of desorptiorpg. The pressure of spontaneous condensation and cavitation
is denoted asp; and pcay respectively [33]. (b) Representation of ink-bottle pore or
cavitation and pore-blocking emptying mechanism; with W the neck diameter and W,
the critical neck diameter [34].

phenomenon occurs, because in these materials the cavitiesre direct access to
the vapor phase, establishing a liquid-to-vapor equilibuim transition [33]. In this
case, since a stable transition occurs, the desorption befa can be described
through macroscopic models and the BJH can be used for the P8Btermination.
In the case of less ordered materials (H2 type isotherms) aage-like structures,
which are objects of study in this work, the cavities are blded and have direct
access to the vapor phase only through a narrower neck (inlottle pore geometry,
Fig. 1.2b). In this scenario the desorption is delayed and pses into the plateau
region, corresponding to the reduction of density of condsed liquid in the pores.
Here the desorption process is controlled by the pore geomeaind precisely by
the size of the pore neck. If the pore neck is bigger than 4 nmi@- 1.2b), con-
dition valid only in the case of nitrogen at 77 K, the desorptn is driven by the
so-calledpore-blockinge ect (peay < Pd < Pe). In this model the pore core remains
lled until the narrower neck empties rst at lower vapor pressure. Hence, in a
network of ink-bottle pores, evaporation of the capillary endensate is obstructed
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1.2. Small-angle x-ray scattering (SAXS)

by the pore neck [34,35]. If the neck diameter is smaller thahnm the desorption
occurs viacavitation. In cavitation regime the desorption pressure is indepene
by the pore neck size and is determined by the spontaneous peeation of the
capillary condensate f..,) in the core of the pore. The spontaneous evaporation
occurs in proximity of the liquid-like spinodal, ps (spinodal evaporation, where
the metastable state of condensed liquid reaches the limif stability. Thus, the
pore body can empty by di usion while the pore neck remains led [31,35]. In this
latter case, it is well documented in literature [36{38] thathe desorption pressure
is independent by the material pore structure and determirte primarily by the
kind of adsorptive and its physisorption temperature. Seval works [33, 34] also
demonstrated that the change of the experimental conditialeads to a transition
between cavitation and pore blocking e ect.

In the light of these ndings two important aspects can be rerarked. The rst
is that for ink-bottle pore systems the BJH method is inapprpriate for the PSD
determination, since the desorption behavior can be expitad only through the
formation of metastable liquid states. Secondly, since ttdraining of the pores can
be strongly a ected by the experimental conditions, a relinle PSD is obtained
only by the use of the NLDFT model for the adsorption branch.

1.2 Small-angle x-ray scattering (SAXS)

1.2.1 Principles of scattering theory

The structural and morphological features of a porous mated can be exhau-
stively studied also through small-angle scattering expienents. This technique
allows to investigate structures from 1 to 100 nm and thus isggticularly ade-
guate for the analysis of mesoporous materials. Although thin this work both
photons and neutrons were used as scattering source, thddaing treatment will
be dealt with x-rays only, since the theory holds true for ndwon scattering as
well, without signi cant modi cations.

Di raction is generally produced by the interference of waes scattered by a
body. In the case of x-rays striking the body, every electrohecomes source of
scattered waves. In small-angle range €@ < 5) it has been assumed that all the
scattering waves are coherent, neglecting incoherent skatng, thus implying that
the respective amplitudes from all the scattering centersr@a added. Summation
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1. Physical methods

Figure 1.3 Scattering representation by two point centers [39].

can be replaced by integration over the whole volumé irradiated by the incident

beam
z

A(a) dV e(r)exp( irq) (1.5)
A(@) = F((r):

In this sense the amplitudeA is the Fourier transformF of the electron density
distribution within the object, where ¢(r) is the electron density, de ned as the

number of electron per unit volume (crd), and exp( irq) represents a single
scattered wave in the complex form. The path di erence of a pat P (Fig. 1.3),
speci ed by the vectorr, is seenas r(e €,)= 2r sin . The modulus of the
scattering vectorq can be expressed thus in the formg= (4 = )sin , where
is the wavelength of the incident beam.

The scattering intensity | (q) can be obtained by Egn. 1.5 as the absolute
square of the amplitude by using the complex conjugaté

(@) = JA@F°=A@A @

dVi e(ri)exp( iriq) dV, ¢(r2) exp(iraq)
7 77

= dvV. dVi ¢(r1) e(rz)exp( irq) (1.6)
Y4

dVv P(r)exp( irq): (1.7)

The autocorrelation function P(r), also known as Patterson function, expresses
the density of two points with distancesr; andr, from the origin. From Egn. 1.7
the measurable scattering intensity is then the Fourier trasform of the autocor-
relation function 1(q) = F (P(r)). The reciprocity between real and reciprocal
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1.2.1. Principles of scattering theory

space dependence, namely between an object owning a certaifr) and its scat-
tering intensity | (q), is exempli ed in the following scheme:

o 7 AQ)
“# # jj2 (1.8)
P(r) '™ 1(q)

In most cases, the investigated systems are assumed to beisteally isotropic
and without long range order. The rst restriction allows to consider the distri-
bution P(r) depending only on the values of the distance. The second instead,
allows to replace, at highr values, the electron density (¢) with the mean value

- Thus, throughout the total volume is convenient to use the @nsity uctuation
= . e Instead of the density itself

2=( 9 J°=P(r) VP(H=V (1 (1.9)

where (r) is the so-called correlation function, for which the propgies (0) =
h? and ! O are valid for largerr. Moreover, the correlation function for an

isotropic system is found to be the inverse of the Fourier tresform of the intensity
z 1

1 5 singr
V(N=5- 9dal(a) ar (1.10)
where the term S‘gr‘” represents the averaged phase factbexp( irq)i.
The quantity z,
Q= _ g’ddl(a) (1.11)

is also called "invariant" of the system.
The scattering of asingle particle systemcan be discussed by the use ofr),
assuming a constant di erence of electron density ( ¢)?

(N=( &%0or); o0)=1; ofr D)=0 (1.12)

where o(r) gives information about the the geometry of the particle. haging
the particle shifted of a vectorr (Fig. 1.4a), the volume¥ in common with the
particle and its "ghost”, contains all the points which givea contribution to (r).
The particle looks cut into rods of di erent length |, which are termed "chords".
The group of chords for all directions may be considered ugima distribution
function g(l), i.e. chord length distribution function, [40,41] such tlat g()dl! is

13



1. Physical methods

o

Intensity (a.u.)
o
S

=
(=]
e

1E-3 T
0.1

K]
s (nm™)

Figure 1.4 Chord length for a single particle (a) and a two-phase system(c) [39].
Typical scattering pattern for a polydispersed spherical sngle particle system (b).

the probability that a chord randomly chosen is of length beteenl and (I + dI). It
can be seen in Fig. 1.4a that for each chord with>r a piece ( r) is contained
in ¥ (r), thus

1 z D z D
o(r) = o (I r)yghdr; with I,= lg()dl: (1.13)
p r 0
By di erentiation it can be found
z
do(r) _ 170 L) 1 o

In this sense the chord length distribution functiong(l) is directly referred to
the correlation function o(r) and can be proper used for the representation of a
particle with respect to its scattering pattern.

The parameters characteristic of the dimensions of the pacte, like volume
and particle radius can be determined by the central part ofte scattering pattern
(Fig. 1.4b). The nal slope of the curve reveals instead thene structure of the
particle, which can be expressed by the behavior of(r) at small r (real space).
Expanding the correlation function into a power series
1 S
LA

ofr)=1 ar+br?+::; with a= == (1.15)

the rst parameter a is obtained by Egn. 1.14 and it depends on the surface of
the particle. The parameterbis closely related to the initial values of the chord
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1.2.1. Principles of scattering theory

length distribution, since Eqn. 1.14 impliedb= g(0)=2l,. In general this factor is
equal to zero, except in the case of particles bearing edgescorners. Hence, it
might be said that the parameterb, and thus g(0), measures the "angularity” of
the system [41]. Substituting then the o(r) in Eqn. 1.12, the scattering intensity
can be obtained by Egn. 1.10 opportunely converted. Thus

1! ( )2v?—p$:( )2%5: (1.16)

This fourth power law, also calledPorod law [42], holding true at large scattering
vector values, is a general statement being also valid forrtsely packed systems
and non-particulate structures. The asymptotic value of (g) means that a well

de ned internal surface it exists

lim 1(g)q* = %: (1.17)

q +1

Besides the characterization of diluted particles systemthe small-angle scat-
tering is particularly attractive for the analysis oftwo-phase systembke colloidal
dispersions or porous materials. An ideal two-phase systeransists of two di er-
ent substances of constant electron density each and di erevolume fraction ;
and ,. The sample is characterized then by an averaged electronnddy . all
over the volume and respective mean square density uctuatis h 2i

e~ 1et 2e; h 2 h (e e)zi:( e e2)2 1 2- (1.18)

The latter magnitude, h 2i, is directly dependent from the scattering intensity

through the "invariant" Q of the system
z 1
Q @l(q)dg= Vh%2 2= V(e &)? 122%  (L19)
0

This dependence is also known as the Babinet principle of ngcity. The inten-

sity of the whole system is now expressed by
z 1

l(@=V 12 )2 . 4r 2 or)

singr
qr

(1.20)

and, mathematically speaking, di ers from the single partile case only by the
volume fraction factors ( 1; ). The resulting scattering plot must then show the
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1. Physical methods

same general features: bell shaped central part and nal gle (Fig. 1.5a). In this
case, however, the meaning ofy(r) is less direct than for a single particle, de-
scribing more the averaged surrounding of the phase bordérain the geometrical
properties. Nevertheless, the concepts of size and shapa séll be applied, but
in a di erent way than for particles.

Regarding the relation between the nal slope and the internty function,
the single particle treatment is still valid but a modi cation is needed, since the
surface in this case belongs both to phase "one" and to phage8". Considering
the chord distribution (Fig. 1.4c), the system will cut out dternating chords |,
and |, from the two regions. The respective Porod lengths have to Ipeoportional
then with the volume fractions:|y, :1,, = 1: 2. Thus from Eqgn. 1.15

Vv 1 1 1
In the limiting case of a diluted systeml, becomes equal td,, without any con-
tradiction to the Babinet principle, if the particles aloneare taken into account.
The nal slope expression is essentially the same as the omeHqgn. 1.17

QS

—= 1.22
Y (1.22)

q!”r+n1 (" =

It is noteworthy to mention that in the following data treatm ent sections, as
well as in the discussion of the results, the scattering vemts will be adopted.
This is related to g by the relation: q=2 s.

1.2.2 Ordered systems

In the case of ordered two-phase systems, objects possegsin electron density
e, are displaced in a matrix (,) with a de ned structure similar to those em-
ployed in the classical crystallography. The scattering tensity can be represented

in the form
1(s) = F(9j%S(8)i (1.23)

where F (s) is the form factor and S(s) the lattice factor (structure factor) of
the objects. Within this work the synthesis of mesoporous nerials possessing
well de ned spherical mesopores allowed the use of specitcustural models for
the correct prediction of the spatial distribution and morgology of the pores.
Analytical calculations of the scattering intensity on sinilar systems [43,44] have
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1.2.2. Ordered systems

been performed assuming a polydispersed hard-sphere madd¢he Percus-Yevick
(PY) approximation [45,46]. Moreover, in our case, since ¢hequation expressing
the scattering intensity is quite complicated, it has beenssumed that the meso-
pores' position is independent of their size [47{49]. Thuhé scattering intensity
is given by

1(s) = K[hF (s)i% + jhF (s)ij *(hiS(s)j%  1)] (1.24)

wherek is a scaling factor and théh i brackets represent the number-average of the
spheres. The polydispersity of the mesopores can be desedhiusing a Gaussian
distribution for the number distribution of radii

" (R h Ri)z#

1.25

h(r) = —é: exp
R 2
with the average radiushRi and the variance g as parameters. The form factor
of a sphere of radiuR is given by

3
2

R 0® (1.26)

F(R;s) =
WhereJ%(R; s) is a Bessel function of the rst kind of the order%. The structure
factor S(s) is obtained through the Percus-Yevick approach with the pameters
Rpy and PY [49,50]

" # .
1+24 pyG(RpyS)

S(s) = Rovs

(1.27)

where pv is the volume fraction of the hard spheres anBpy is a function ofR,

which indicates half of the lattice parameterG(Rpv S) is the so called "correlation
function of Ornstein” of the PY equation [49,51]. The analyital expression of the
averaged terms for the form factor [fjF (s)j?i and jhF (s)ij ?) and of the structure

factor employed in the PY algorithm are showed in Appendix AL.1.

The employment of the PY model within this work is justi ed by the fact
that this approach has proved to be suitable in characteriag both sizes and
low-ordered packings of spherical pores. The most importastructural and mor-
phological parameters, which are obtained by the tting of he scattering curves,
are: the average pore radiu$Ri, its variance g, which gives information on
the polydispersity of the pore size, the volume fractionpy and the radius of
Percus-YevickRpv, which identi es the half of the lattice parameter, i.e. hat of
the pore-to-pore distance.
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1. Physical methods

1.2.3 Disordered systems

An appropriate representation of the small-angle scatterg for disordered systems
with sharp and di use phase boundaries is given by the "chortength distribu-
tion" (CLD), g(r). Although the concept of CLD was introduced by Porod in
1952 for the basic understanding of the small-angle scatireg theory (Egn. 1.13),
it found wider application in the description of porous sysms by Mering and
Tchoubar at the end of the sixties [52{54]. The CLD has turneaut to be an ap-
propriate tool to characterize two-phase systems, proviag important structural
information. The porosity of the system, the speci ¢ surface area per volume
S=V and the average pore sizk, and pore wallly,, i.e. intrapore distance (Fig.
1.4c), are directly related to the average chord length, (Eq. 1.21). Moreover, as
mentioned above, a value ofj(0) > O re ects the angularity of the system (Eqgn.
1.15). According to Ciccariello et al. [55{58] the presena# edges, characterized
by an angle and lengthL, indicate a value ofg(0) given by

2hLi .
0(0) = ﬁh/v( )i (1.28)
wherew( )=1+( )cot .
The chord length distribution can be described by means of ¢hinterference
function G(s), being its Fourier transform

G(s) = F (g(r)); with: G(s)/ (Jlim sfl(s) sY(9):

Furthermore, g(r) is the second derivative of the correlation function (r) (Eqn.
1.14) and it can be directly obtained from the SAXS curve by
z .

gr)= 8 01 [1 2 31, (s)]d;j% ds; z=2rs: (1.29)
Although this evaluation approach, developed by Mering ad Tchoubar, was ap-
plied in previous studies [52{54], it revealed to be impropeespecially in the
characterization of microporosity, i.e. when the topologpf the phase boundary
cannot be neglected. In fact, this methodology can be strolyga ected by expe-
rimental uncertainties at larger scattering vector valuegPorod regime) such as
data noise or smearing e ects. Moreover the starting poinsporoq Of an ideals 4
behavior, i.e. ideal two phase system behavior (Egn. 1.22)as to be set arbitra-
rily, which it might predetermines the outcome of the whole pcedure. For these
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Figure 1.5 (a) Experimental scattering curve (void circle) of a bimodal silica material
and the corresponding CLD tting (bold line) following the P orod asymptote s “. (b)
Porod plot of the experimental SAXS curve (void circle) and the corresponding CLD
tting (bold line).

reasons the current approach can not be completely trustedrfa reliable SAXS
analysis.

The procedure for the evaluation of the CLD here applied, isdsed on the
parametrization (" tting") of experimental scattering re sults by means of ana-
lytical basic functions g; (r=b) and parametersa; ; b [59]

_ X
o(r) = g(ag; as; i an; br) = ag(r=h): (1.30)
j=0
By using suitable basic functions, the parametrized CLD cabe converted into
corresponding SAXS model functions [60]

Z .
1 1 2 2cox zsinz
1 (s) = s7 o g (r) = r2dr: (1.31)

The main idea of the present approach is to t the model functin

X
It (3; ;) = ] a1j(2bs) (1.32)

j=0
directly to the experimental SAXS curve with parametersa; ; b with the help of
standard tting and regularization methods [61{63]. The man features and ad-
vantages of this parametrization algorithm are that:

The CLD and the aforementioned structural parameters can bebtained di-
rectly from the parametersa;; b;
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Figure 1.6 Chord length distribution g(r) (a) and in the form r g(r) (b) of a bimodal
porous silica. Schematic illustration (c) of the material presenting worm-like and sphe-
rical pores. The maxima and minima indicate the distribution of the chords within the
phases and penetrating the phases of the material, respegtly.

The entire evaluation can be performed in one step;

The tting approach considers the statistical data noise, prforming reliable
extrapolations of the data;

The starting point of the Porod asymptote has not de ned arlrarily as in the
former method.

A typical example of CLD data treatment is presented as folles. The ana-
lysis is carried out on a porous silica sample (KLE-IL), extssively investigated
during this work, bearing two di erent kinds of pores: wormlike (IL) of 2-3 nm
in size, and spherical (KLE) of 13 nm (Fig. 1.6c). The rst stp of the procedure
consists in the subtraction, from the experimental scatténg curve, of an ordinary
scattering background rising from statistical data noise rad smearing e ects, in
order to establish an ideal Porod behavior (Fig. 1.5a). Subgquently, the para-
meters a; ; b have to be set in the CLD algorithm in order to verify the so-céed
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1.2.4. 2D low-angle transmission SAXS

Porod plot (s*l (s) vs. s, Fig. 1.5b) between the experimental and the tted scat-
tering data created by means of Eqn. 1.32. Finally the CLD fustion is created.
As proof of right tting, the simulated scattering curve hasto match with the
experimental one (Fig. 1.5a). A typical CLD curve is depicte in Fig 1.6a, where
the relative high value ofg(0) reveals the presence of a de ned angularity of the
material. A direct representation of the phase distances ithe system is given by
the rst momentum of the CLD, r g(r) (Eqn. 1.13). In Fig. 1.6b ther g(r) plot
of the aforementioned material is shown. As one can see, thewe is nothing else
than a superposition of the distribution of chords within tre phases, visualized
as maxima (e.g.lr), and chords penetrating the phases, visualized as minima
(e.q. l;10). Thus, due to this merging e ect, a clear interpretation ofthe single
contributions like pore sizeslg), pore walls () and pore-to-pore distancesl{;o)
becomes quite di cult, especially for complicated porousystems. For this rea-
son, a CLD analysis should always be accompanied by complenaey analyses
like nitrogen sorption or TEM.

1.2.4 2D low-angle transmission SAXS

Two-dimensional (2D) low-angle transmission SAXS experients were performed
in order to study the structural organization of mesoporoughin Ims. Typically,
these materials are highly oriented perpendicularly to thesubstrate but show
di erent oriented domains on the axis in the plane of the sulieate. Due to
this polycrystalline organization, the pore domains are radomly oriented and
the transmission SAXS pattern (incidence angle = 90 ) will consist on rings
(Fig. 1.7a). Collecting scattering patterns at low incidenangles ( =5 10)
the diracted beam is transmitted through the thickness of he sample, giving
information about the orientation of the stacks of the poresOwning to the bet-
ter organization in this direction, the resulting scatter@ pattern corresponds in
spots which will identify the orientation space group of thenaterials (Fig. 1.7b,c).
Within this work, the materials investigated by means of ths technique are meso-
porous Ims possessing spherical pores. The two most commanentation space
groups for spherical systems are the face centered cubic EQig. 1.7b) and the
body centered cubic (BCC, Fig. 1.7¢c).

In the rst stage of deposition, the pristine nanostructureof the Im consisting
on spheres, i.e. the block copolymer micelles, dispersechihomogeneous matrix,
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1. Physical methods

Figure 1.7 (a) 2D SAXS pattern in transmission geometry ( = 90 ) of randomly
oriented pore domains; 2D SAXS of FCC (b) and BCC (c) structures of pore stacks
at the pristine state; (d) representation of the shrinkage eect in a mesoporous Im;
2D SAXS of a BCC structure of a shrunk Im (e) and of a SnO, Im after heating
treatment at 600 C (f) [64].

exists only within a short time interval. After some momentsthe evaporation of
volatile matter produces an unidirectional shrinkage of tt Im in the direction

perpendicular to the substrate g-axis), while in the direction parallel to the
substrate (y-axis) no changes occur (Fig. 1.7d1 vs. Fig. 1.7d2). The ghkage
is further enhanced by thermal treatment and, together witha contraction of
the thickness of the Im, the spherical pores are transforntkinto spheroids of
revolution. This shrinkage e ect does not interferes, hower, with the original

structure of the material, which remains face centered or loy centered if the
original structures were FCC or BCC, respectively. Since thscattering patterns
are expressed in reciprocal space, the contraction e ecttbe Im will be shown as
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1.3. In-situ SAXS/SANS-physisorption

a shift to higher scattering vectors of the signal on the-axis (cf. (110) re ection
in Fig. 1.7c and Fig. 1.7e). In principle, if one would have # chance to perform
scattering experiments on the pristine Im, it could be posble to determine
the contraction of the material through the ratio between tlke signals values in
the z-axis before and after calcination. However, this kind of nasurements can
be performed only in uncommon conditions, e.g. in-situ GISAS experiments
during the self-assembly of the Ims at synchrotron light [6], due to the short
time of life of the pristine state. Thus, an alternative way ér the calculation of
the shrinkage is given by the ratio between the values of thg-axis and z-axis
re ections of the treated sample, the former being unchandeduring calcination
(cf. (110) re ection in Fig. 1.7c and Fig. 1.7e). Usually, the contction in metal
oxide thin Ims is very prominent and can reach values of 60%0% as in the case
of SiO, [64].

In case of more complex porous systems than silica such as @Oz or
SnQ,, the thermal treatment can induce structural modi cations which can
severely compromise the organization of the material in the direction due to
the crystallization of the metal oxide matrix. As can be seein Fig. 1.7f, for a
SnO, Im treated at 600 C the orientation in the z direction is lost, meaning
that the structure collapses on itself and only the periodity in the y direction,
i.e. in the plane of the substrate, is preserved.

1.3 In-situ SAXS/SANS-physisorption

The in-situ SAXS/SANS-physisorption method is a combinedéchnique, which
consists in carrying out small-angle scattering measurents, using x-ray (SAXS)
or neutrons (SANS) during a standard sorption experiment. fie chance to si-
multaneously perform two di erent analyses is of fundamet relevance for the
understanding of the physisorption behavior of gases and pwecisely determine
the porosity, connectivity and accessibility of porous texires. In the present
work both photons and neutrons, are adopted as scatterings@e. As mentioned
above, for neutrons holds true the same scattering theory dsr x-ray. In par-

ticular, the scattering is generated through the interactins of neutrons with the
atomic nuclei. In this case the scattering intensity is proprtional to the square of
the di erence of the coherent scattering length densitiesSLD), , of the chemi-
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Substance || [10 %A 2] || ,[10 °A 2] || Temp. [K] || Size ]
SiO, 1.89 0.343 - -

N> - 0.322 77.4 3.4
Kr 1.85 - 77.4 -120 4
36Ar/Ar - 0.579-0.04 || 77.4 - 87.3 3.7
CH,Br, 1.86 - r.t. 3.5
CsHe/C ¢Dsg - 0.118-0.5 r.t. 5
CsF12 - 0.355 r.t. 4.4/10.8

Table 1.1 Values of electron density, scattering length density, exgrimental tempe-

rature and atomic/molecular size for the most used contrastmatcher with respect to

silica. The size of the substances is expressed in terms ofnletic diameter, calculated

using the approach presented in ref. [67]; in the case of4F 1, the smaller value describes
the transversal direction and the larger the longitudinal one. For CH,Br,, CgHg/C gDg

and CsFq», r.t. stands for room temperature.

cal species (cf. Eqn. 1.20) [66]. For the sake of clarity, tHellowing observations
will be faced only in terms of scattering length density.

In section 1.2.1 it has been shown that for a two-phase systeiime Babinet
principle of reciprocity has to be valid (Eqn. 1.19). Thus,dr a porous system, the
b )2 between
the SLDs of the bulk material () and the void pores (y,). If one considers,
hence, to adsorb on the material a gas possessing at the ldjstate 29 by »

scattering intensity | (s) arises from the scattering contrast (i,

during a physisorption experiment only the void pores will @ntribute to SANS.
In fact, since the scattering at the phase boundary betweemlgl and adsorbed
liquid (adsorbate) is negligible, the solid plus the liquiccan be treated as a single
phase. Consequently, once the pores are completely lledhet scattering intensity
drops to zero. This e ect is also called asontrast matching principle. In most
of the previous studies on in-situ SAXS/SANS experiments thporous materials
were exposed to the adsorptive (§He/C sDg or H,O/D ,O mixtures) prior to the
scattering measurements, thus involving a limited accurgdor controlling the re-
lative pressuresp=p [68{70]. On the contrary, in the experiments here presented
the pressure could be set with high accuracy detecting in dels complicate pro-
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1.4. Wide-angle x-ray scattering (WAXS)

cesses of sorption in mesoporous materials like capillargndensation and pore
emptying mechanisms. This chance allowed a whole understiimy of both the
structural characteristic of the materials and the sorptia mechanism.

In principle, in-situ SAXS/SANS experiments could be reakied with every
material as long as a corresponding uid is found, which, athe liquid state,
satis es the contrast matching condition. As a matter of fat; the electron density
and the scattering length density are strictly dependent othe bulk density and
molecular weight of the compounds. In general, it is hard tond many adequate
material- uid pairs, since in most of the cases the densityfdhe solids overcomes
signi cantly the one of the uids. By chance, interesting maerials like carbon
and silica, being relatively light substances, do not facehis problem [71{74].
For silica, since it is the main material object of these in&igations within this
work, the most important contrast matchers are presented ifiab. 1.1. As one can
see, the chance to perform in-situ SAXS/SANS experiments thitwo di erent
scattering sources allows the use of di erent adsorptivestom noble gases to
organic molecules, of di erent size and at di erent tempertures. In this sense, the
diverse experimental conditions allow to enlarge the potéal outcomings from
this technique. In addition, it deserves to be noted that fosome probes substances
like argon or benzene, a precise matching SLD is achieved byn&ture with the
corresponding isotope or deuterated molecule, thus avaidi possible phenomena
of mismatching, which can be observed, for instance, in thase of N.

1.4 Wide-angle x-ray scattering (WAXS)

The atomic structure organization of a material can be exhatively characterized
performing x-ray scattering experiments at wide angles (8§ < 60). In com-
parison with SAXS, a standard WAXS analysis is performed atigher scattering
vectors and thus, due to the reciprocal space, allows the @etion of objects in the
atomic resolution. The general scattering theory preserden section 1.2.1 is valid
also for WAXS in all its aspects, with the only variation that the investigated
objects are here atoms and not patrticles.

When a material presents a crystalline structure, the atomsare organized
in unit cells, characterized by well de ned interatomic disances. These primary
units are, in turn, assembled in crystallites of di erent ste and shape. As coun-
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terpart, a non-crystalline material is de ned as amorphousin this context the
scattering intensity | (s) can be expressed in the formalism of Eqn. 1.23, being
the product of an atomic form factor and lattice factor. The brmer member gives
information about the distribution of the atoms in the unit cell, while the latter
reveals the organization of the atoms in the space, i.e. thaiticell geometry.

In a diraction pattern, the degree of crystallinity of a material can be ob-
served by the presence of intense peaks (Bragg re ectiongppduced by the con-
structive interference between a x-ray beam and the matetikattice. The analysis
of the position of the Bragg peaks reveal the kind of geometof the unit cell (cu-
bic, orthorombic, monocline). The higher the order of the ntarial is, the higher is
the number of di raction maxima. Every maximum is labelled with an index hkl
(Miller index), which identi es a speci ¢ interatomic distance. The materials in-
vestigated through WAXS experiments within this work possss a polycrystalline
structure, meaning that the crystallites are organized inandomly oriented do-
mains. In such polycrystalline samples an approximative e of the average size
of the crystallites can be obtained by the application of th&cherrer equation

"oyst = K T cos (1.33)

where is the x-ray wavelength, ! the full width at half maximum (fwhm) of
the most intensive peak and the position of the peak.

1.5 Electron microscopy

Electron microscopes are instruments which investigate mzts in a very ne
scale by means of an electron beam. This technique gives mfiation about
the topology and morphology of a material, its composition rad crystallinity.
The resolution d of a microscope is directly proportional to the wavelength
of the imaging radiation. Since electrons possess waveeligroperties and their
wavelength is much lower than the one of the visible light, #y can be used to
obtain high resolution images.

Scanning electron microscopy (SEM) employs the scatterird electrons from
the sample surface revealing the topology and morphologytbe surface itself. In
a typical SEM experiment, the electron beam is focused in a@pof ca. 1-5 nm
in size. The spot is directed of the sample where the electmteract with the
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sample surface, emitting secondary electrons (SE). Thedeatrons are relatively
slow and are de ected from the specimen by a weak electric dl Successively,
these ones are accelerated by an ampli er and detected by dearon multiplier,
depicting the sample morphology. The presence of edges withthe analysed
material facilitates the release of SE, thus the resultingigture appears brighter
and rich in contrast. Non-conducting samples have to be caat with a conductive
material (usually gold) since the electron beam charges tlsample negatively.

Higher resolution can be obtained using transmission eleoh microscopy
(TEM). In this case the electron beam passes through the ergi material, re-
quiring the preparation of very thin samples. TEM works simarly to slide pro-
jection, where a light beam transmits a slide and is a ectedbthe picture on
the slide. The transmitted beam is then projected onto a bigcseen forming an
enlarged image. In TEM since the electrons can be either statd or absorbed
by the sample, the instrument can operate in two di erent mods. In theimage
mode the scattered electrons are suppressed by a fenditure undée sample.
Only the non-a ected electrons pass through lenses which large the beam and
create a magni ed image of the material. The absorption andhe scattering in-
crease with the sample thickness and the atomic number. Psréor example, do
not absorb electrons and appear darker on the magni ed imag&he scattered
electrons are used in thali raction mode to achieve di raction patterns of the
observed regions. The main advantage of TEM, besides the héy resolution,
is the chance to switch between these two acquisition modd<r example, the
image mode reveal the presence of nanocrystal in a matrix, ihthe di raction
mode give information on their crystal structures. In the pesent work all the
TEM micrographs have been acquired in image mode [75, 76].

1.6 Atomic force microscopy (AFM)

Atomic force microscopy (AFM) is a microscopy techniqgue mea for the sur-
face morphology characterization of a large scale of sampl@cluding ceramics,
biological samples and polymers. The main advantage of AFMitW respect to
the other conventional microscopy techniques is the possity to perform three-
dimensional images, thus enabling, for instance, the int@mtions of the rough-
ness of analysed surfaces. Furthermore AFM requires neithe vacuum environ-
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ment nor any special sample preparation and it can be used Ihoin ambient and
in liquid environment.

Contact mode is the one of the more used scanning probe modasd ope-
rates by rastering a sharp tip (usually made of $N,) across the sample. Low
interatomic forces, like Van der Waals forces or capillaryofces, are maintained
on the cantilever thereby pushing the tip towards the samplas it rasters. The tip
de ection is measured using a laser spot re ected from the posurface of the can-
tilever into an array of photodiodes and then converted int@n analogue image
of the sample surface. If the tip was scanned at a constant bét, a risk would
exist that the tip collides with the surface, causing damage-dence, in most cases
a feedback mechanism is employed to adjust the tip-to-sangptliistance to main-
tain a constant force between the tip and the sample. Traditinally, the sample is
mounted on a piezoelectric tube that can move the sample inehz direction for
maintaining a constant force, and the x-and y-directions foscanning the sample.

In the case of soft surfaces (polymer and biological sampleake sample is
often destroyed or even pushed out of the eld of view of the s#ering tip. For
this reason other kinds of imaging modes like tapping mode 6ft mode, where
the tip-cantilever assembly oscillates on the sample sudg, can be applied [77,78].
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Chapter 2

Synthesis of mesoporous metal
oxides using new amphiphilic
block copolymers

2.1 Introduction

Numerous natural materials present a negatively charged naral framework
bearing cavities, cages or tunnels in which small moleculdse water are occluded.
A family of these microporous inorganic solids is represeat by the zeolites.
Thanks to their own large internal surface area, zeolites ¢h widespread applica-
tions in the eld of industrial catalytic processes, as settive ion-exchange agents
and sorbents. The microporosity in these materials is geraged by introducing
in the reaction mixture an organic molecule (generally N-ts&d compounds), act-
ing asmolecular template around which the inorganic phase is built. The large
variety of applications for zeolites is however limited byhe accessibility and di-
mension of the pores, which are restrained to the sub-nanoteescale. For this
reason, during the almost two last decades an important e vthas been focused
on obtaining larger pore size materials.

The introduction of supramolecular assemblies, i.e. mi¢at aggregates, al-
lowed the achievement of mesoporous silica compounds. Té@saterials are cha-
racterized by ordered mesoporosity presenting a sharp sidistribution between
20 and 100A. They nd potential application in the eld of catalysis, p hoton-
ics, sensors and separation. Thus, since their discovery hyresearch group at
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Figure 2.1 Synthetic approaches for mesostructured materials: liqud crystal templat-
ing (A) and cooperative self-assembly (B) method [79].

Mobil Oil [80, 81], a continuous e ort by the scientic community was done to
develop new textured inorganic or hybrid phases. The synttie route is based
through a soft chemistry approach where "cooperative sadssembly” (Fig. 2.1B)
takes place in-situ between the templates, i.e. a quaternaammonium salt, and
the inorganic precursor yielding the precipitation of an aganized aggregate. The
formation of the mesostructured material is then governedytthe electrostatic in-
teractions between the inorganic species and the ionic tetage. The latter will be
subsequently removed by calcination. The structuring of b surfactant molecules
in micelles occurs above the critical micelle concentratio(cmc), but far below
the formation of a lyotropic liquid crystalline phase [82,8]. The phase structures
thus obtained can be manifold, the formation of which is a dielate combination
of many factors including temperature, reaction time, corentration and pH of
the mother solution.

The employment ofnon-ionic surfactants allowed the utilization of lyotropic
liquid crystal phases as structure-directing media (Fig..2A). In principle, the
polycondensation of the water-soluble inorganic monomee.(. silicic acid) takes
place in the ordered environment of a bulk surfactant mesopke. In this case the
hydrogen bonding is considered the essential driving foréer the formation of
ordered inorganic materials. In comparison with the previgs route, the lyotropic
liquid crystal approach has numerous advantages. Being tleeramic oxide the
direct cast of the liquid crystalline phase, a high control wer the structure is
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2.1. Introduction

achieved. Furthermore, the materials can be obtained as maliths because the
product is generated by solidifying a homogeneous bulk ligucrystal, instead

of being precipitated from a heterogeneous solution as inghlformer case. The
concept of liquid crystalline phase can be extended also the utilization of

amphiphilic block copolymers (ABCs) [82]. These polymerdike the molecular
surfactants, form micelles if dissolved in water or properot/ents. The employ-
ment of such templates shows interesting aspects. The pradion of materials in

monolithic form is facilitated, since the hybrid phase redts more elastic and duc-
tile. More important, the micellar aggregates own a largerize leading to larger
porous texture.

The concept of casting (or nanocasting), typical for the ligid crystalline tem-
plate approach, is not valid only for monoliths or powders, Wit also for thin
Ims. The production of mesoporous thin Ims was improved ad facilitated by
means of the "evaporation-induced self-assembly” technig (EISA) [84]. The
main methodological di erence is the presence of a larger aomt of volatile sol-
vents with low viscosity in the homogeneous solution. Oncée Im is deposited,
the evaporation of the solvent changes the system to an errexd template phase,
i.e. to the situation of nanocasting. EISA technique is paitularly suitable for
the establishment of crystalline metal oxide mesostructes [85{88]. These ma-
terials, in comparison with amorphous silica, show interéag potential applica-
tions. Crystalline oxides are chemically, thermally and nehanically more robust.
In addition, the presence of mesopores improves their intigic functionalities. For
instance, mesoporous, crystalline TiQ ZnO and SnQ nd various applications
in photovoltaics [89], photocatalysis [90] or sensing [91]

Parallel to the studies on the fabrication of systems with mmomodal distri-
bution of mesopores, many e orts were also done to produceeharchical pore
morphologies [92{94]. In this context a hierarchical poraiarchitecture is meant
as a 3D arrangement of pores with sizes of di erent length deathe smaller one
being located in the walls between the larger pores. Hierduical pore systems are
supposed to show improvements because they combine high geplumes and
large surface area together with larger pore size [95].

In this chapter the synthesis of ordered mesoporous metalidgs by novel
amphiphilic bolck copolymers is presented. The templatingpehaviour of these

31



2. Synthesis of mesoporous metal oxides using new amphipiailblock copolymers

polymers is studied through the generation of powder mateds and thin Ims
by the nanocasting technique. Furthermore, the preparatioof hierarchical meso-
porous systems is also faced. The following section gives @b introduction
into the recent progress in the synthesis of mesoporous mletaides using block
copolymers as template.

2.2 Current state of research: Nanocasting by
liquid crystal templating of block copoly-
mers

The self-assembly of amphiphilic block copolymers in mid¢at structures orga-
nized in a liquid crystalline phase revealed to be a smart wdg enable nanocast-
ing [96, 97]. Because of the size and the higher stability die polymeric struc-
tures, it was possible to determine directly the quality andthe precision of
the casting process. In this context, silica revealed to béhe ideal candidate
to test the templating action of amphiphilic block copolymes [98]. The rst
works were pioneered by Geltner et al. using polystyreniepoly(ethylene oxide)
[99] or polystyreneb-polyvinylpyridine block copolymers [100]. Later, this wik
was extended by Stucky towards commercial Pluronics bloclogolymers [101]
F127 or P123 (poly(ethylene oxidep-poly(propylene oxide)b-poly(ethylene ox-
ide)). Recently, the introduction of a semi-commercial blck copolymer, namely
poly(ethylene-co-butylene)-b-poly(ethylene oxide), called also as "KLE", estab-
lished a superb application pro le combining good chemicalccessibility and high
mesophase robustness [88, 102, 103]. The self-assemblyudi ®lock copolymers
occurs in a variety of solvents, in particularly water, exqat for KLE, but also
alcohols and THF, which enlarge the chemical perspectivesrfthe inorganic
framework generation.

The switch from the only partially hydrophobic poly(propylene oxide) block
of the Pluronics to the more hydrophobic poly(ethyleneo-butylene) block of the
KLE polymers signi cantly improved the templating processand admitted the
establishment of more complex systems than silica, like nattransition oxides
(TiO,, CeO,, HfO,) [85{87,103] and even perovskites [104] with a considerabl
improvement of the structural quality. The critical point in the establishment of
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2.2. Nanocasting by liquid crystal templating of block copdymers

mesoporous metal oxide systems templated with commerciauiPonics is the cry-
stallization process. This takes place at high temperatur@50-550 C in the case
of TiO,) and is always followed by shrinkage of the mesostructure ewxentually
even by its collapse due to extensive growth of nanocrystdB5, 105]. Templates
like KLE possess higher hydrophobic contrast, better tempature stability and
promote larger pores sizes than Pluronics. These featuressare a greater driving
force for the self-assembly supporting a robust metal oxidgel structure [102,103].

The use of particularly hydrophobic templates permitted ao the generation
of hierarchical mesoporous materials. The majority of bindal mesoporous sys-
tems were indeed obtained by the addition of a block copolyméemplate and
a small surfactant to the starting solution [106]. The rst d&tempts were per-
formed with Pluronics templates with scarce success. Theason is due to the
strong a nity between the ionic surfactant and the block comlymer template
which lead to the annihilation of the lyotropic phases [107Because of the weak
hydrophobic character of the poly(propylene oxide) blockthe interaction of the
surfactant with F127 permits the formation of mixed micells, followed by their
dissociation increasing the concentration of molecularnglate [108]. The use of
block copolymers like KLE instead, which presents a more hyaphobic contrast,
shows di erent interaction with the small surfactant faciitating the formation of
bimodal mesoporosity [109]. In this case the two types of neides self-assemble
to an organized "alloy" phase, with the small surfactant beig located in the
interstitial sites of the block copolymer lyotropic phase]10, 111].

Motivation

As one can see, the variation of the hydrophobicity contrasin amphiphilic

block copolymer templates tremendously a ects the generian of mesoporous
frameworks. One aim of this work was to investigate the temating e ect of

two novel block copolymers, namely poly(isobutylene)-poly(ethylene oxide) and
poly(isobutylene)-b-(poly(propylene oxide )€o-poly(ethylene oxide) labelled also
as PIB6000 and PIB2300 respectively (Fig. 2.2). The templating behavior of
block copolymers with extreme hydrophobic contrast comped of polyisobuty-
lene and poly(ehtylene oxide) (PIB-PEO) was recently stuéid by Groenewolt et

1These block copolymer templates were granted by BASF AG in tle sphere of a scientic
collaboration
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Figure 2.2 Molecular structures of the PIB-PEO block copolymers adoped in this
work.

al. [112]. The casting procedure enabled the generation obust, highly ordered,
crystalline mesoporous materials with spherical pore padg of 14 nm in size.
These features result interesting for potential applicatins in the eld of materials
science and technology. Thus the utilization of PIB-PEO pgmers turns out to
be very appealing in the preparation of functional materia. Compared to the
one used by Groenewolt [112], these templates own larger ictsa(PIB6000) and
a poly(propylene oxideeo-ethylene oxide) hydrophilic segment (PIB2300). The
larger micellar size and the strong hydrophobic characteuggested the chance to
establish more robust mesoporous architecture with larg@ore size. This can be
fundamental in applications like new generation photovodtics, i.e. Gratzel cells,
where the amount of the in Itrated organic p-conductor speies on the crystalline
oxide is a ected by its porosity and by the dimensions of the gres. In addition, in
hierarchical mesostructures, thanks to their improved trasport properties, larger
pores could serve as transport pores, reduce back pressurd anhance di usion.

2.3 Synthesis and characterization

In order to explore their applicability, the templating action of the novel PIB-
PEO block copolymers was tested through the generation ofvéirse mesoporous
systems, namely nanocasted powders of silica, thin Ims artderarchical mate-
rials. The metal oxide replicas of the micellar aggregateseve studied in terms
of their dependence on template concentration.
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2.3.1. Nanocasted SiQ powders

Figure 2.3 TEM images of mesoporous silica templated with 20% (a), 50%k) and
70% (c) wt. of PIB600O.

2.3.1 Nanocasted SiO , powders

Considering the high hydrophobicity of these amphiphilic mcromolecules, their
dissolution by standard solvents adopted in sol-gel cherg like water and
ethanol was unsuccessful. Clear dispersions of the polysevere achieved by
the utilization of a mixture 3:1 (ratio in volume fraction) ethanol/THF. The
amount of THF was kept as minimized as possible, since the pemce of organic
solvents usually interferes with the template organizatio process [103]. The syn-
thesis procedure for the generation of silica nanocastings/chosen according to
the one developed by Groenewolt [112] and is exhaustivelyegented in Appendix
A.1.1. The so prepared materials were analyzed in detail byansmission electron
microscopy (TEM), small-angle x-ray scattering (SAXS) anchitrogen physisor-
ption as function of the amount of template. The silica reptias were synthesized
using di erent block copolymer concentrations (20% - 70% wiwith respect to
the silica mass). For the sake of clarity the synthesized saes were labelled in
the following way: The code P6 and P23 identi es the kind of t@plate used,
PIB6000 and PIB2300 respectively, while the number next ta represents the
amount of template in units of weight percentage (e.g. P235).

The TEM micrographs of the corresponding most signi cant $ica replicas
for PIB6000 are shown in Fig. 2.3. For the lowest template coentration (Fig.
2.3a) spherical micelles of ca. 15 nm (Tab 2.1) with a statisally random size
distribution can be observed. Increasing the amount of tentgite, the pores get
more densely packed and a growth in size is observed. At 50%. \{fig. 2.3b)
the micelles array themselves in a face centered cubic (FCpe micellar phase
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Figure 2.4 SAXS pattern of mesoporous silica templated with 20% (a), 3% (b), 50%
(c) and 70% (d) wt. of PIB600O.

with high long range order, but defects of the hexagonal cled packing (HCP)
type seem also to be present. In addition, the pore size enltas up to 17 nm.
This order gets lost at very high fractions of template (70% tw Fig. 2.3c). The
latter situation can be considered a high porous density pea [102,113] involving
deformed pores. The size of the pores has increased up to 22 possessing a
polydisperse ellipsoidal shape. This e ect at high concemattion was also found,
even if less prominent, in the work of Groenewolt [112] and waattributed at the
border situation from a spherical cubic to a lamellar phase.

The samples were then investigated by SAXS (Fig. 2.4). It wdsund that the
specimens prepared at low template concentration show praumced oscillations
of intensity (Fig. 2.4a, 2.4b). These oscillations are gettg less pronounced with
increasing the template content and disappear for the higeeconcentration. As
described also elsewhere [102], this loss of de nition istneecessarily related
to the order of the system, or an increased polydispersity ofie micelles, but
probably to an overlap of form factor and lattice factor. A gantitative data
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2.3.1. Nanocasted SiQ powders

Sample TEM [NM] saxs [nm] N sorption © [NM]
P6.20 15 16.5 -
P6_25 16 15.2 -
P6.30 15 15.5 -
P6_35 17 17 -
P6_50 17 17 16.5
P6.70 22 - 23
P23 20 14.5 14.6 -
P23 25 14.5 14.6 -
P23 30 10 - 13
P23 35 12 - 14.5

Table 2.1 Average pore size values of PIB6000 and PIB2300 templated reeporous
silica determined by TEM, SAXS and N, sorption methods. 2 The pore size values
were calculated by means of the non-local density function teory (NLDFT) model
calculated from the adsorption branch of the physisorptionisotherms by applying the
kernel of metastable adsorption isotherms based on a spheal/cylindrical pore model
for the system nitrogen (77.4 K)/silica.

evaluation of the scattering curves by means of the PercuseYick approach (see
section 1.2.2) shows pores diameters according to the stdittal evaluation of the

electron micrographs (Tab. 2.1). The sample P&G0 could not be tted since it

possesses a too disordered and distorted structure. As ateand in [102] certain
deviations are present, especially in the samples with lowmaunt of template.

The reason for these deviations is unknown, but can presuniglbe explained

by the dependence on many structural assumptions of the SAXS8mulations.

The shift to higher scattering vectors of the Bragg peak, imeasing the template
amount, evidences smaller values of the lattice parameter and consequently
more densely packed structures, as TEM images showed.

In the case of PIB2300 block copolymer, the formation of a Iyr@pic crystal-
line phase is possible up to 35% wt. of template and for higheobncentration
demixing throughout the silica solidi cation process ocas. Owing to shorter hy-
drophobic and hydrophilic segments of PIB2300 (Fig. 2.2), emaller micellar size
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2. Synthesis of mesoporous metal oxides using new amphipiailblock copolymers

Figure 2.5 TEM images of mesoporous silica templated with 20% (a), 35%H) wt. of
PIB2300. The arrow indicates the non-templated parts of thesample.

is expected. As can be seen in Tab. 2.1, at low concentratiofZ0% and 25% wt.)
the TEM analyses assess an average pore size of 14.5 nm. bmirgy the tem-
plate concentration (30% and 35% wt.), the building of a homgeneous lyotropic
phase is more dicult and the system starts to phase separatdn fact in the

Fig. 2.5b can be recognized templated regions and not temfdd ones (pointed
with an arrow). The SAXS analyses in Fig. 2.6 show a cubic amgement of the
pores owning a size of ca. 15 nm, in good agreement with the TERicrographs.
Increasing the polymer content, the system gets more and neodisordered (Fig.
2.6¢, 2.6d), characterized by a highly polydispersed porize distribution, thus a

reasonable pore size estimation from SAXS is not possibleyarore.

Aside the structural characterization, porosity studies wre also performed.
These investigations were possible only on samples whictepented high concen-
trations of template, which assured su cient connections btween the pores to
enable the adsorptive to ow through the matrix. The interpretation of the type
IV physisorption isotherms in Fig. 2.7a, typical of mesop@us materials, points
out diverse textural features of the systems. The well de reshaped hysteresis
loop of PG 50 with parallel adsorption and desorption branches de nesn ordered
porous structure, while in P23 30 the smooth adsorption suggests a broader pore
size distribution. Concerning the samples with the highesemplate amount, the
irregular shape of the desorption branch is typical of disdered structures with
unde ned pore geometry [21]. These architectures possestatively high surface
areas. As assessed in Fig. 2.10c, the BET surface areas of ®6and P23 35
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Figure 2.6 SAXS pattern of mesoporous silica templated with 20% (a), 2% (b), 30%
(c) and 35% (d) wt. of PIB2300.

are almost twice of those of P6560 and P2330. This nding is due to both an
enhancement of the template amount and an increasing of theigropores frac-
tion, as can be seen by the larger adsorbed volume values at Ieelative pressure
values (0< p=p < 0.1 of Fig. 2.7). This latter aspect most probably ensures a
better connection between the bigger pores [106,114], leaglto higher accessible
surfaces. The average pore size, obtained by means of the #tmeal density func-
tional theory method (NLDFT, Tab 2.1), essentially corroboates the TEM and
SAXS results. In particular, the apparently small deviatiom for PIB2300 samples
has to be ascribed to the high polydispersity noticed also ithe SAXS analyses
(cf. Fig. 2.7b).

Moreover the study of the porosity of the materials with highcontent of
template (Tab 2.2) is a matter of interest in the understandig of the templating
action of the PIB-PEO block copolymers. The theoretical paus volume fraction
of the materials can be calculated by the formula:

Vooly

= — 2.1
V theo Vpoly + VSiOz ( )

39



2. Synthesis of mesoporous metal oxides using new amphipiailblock copolymers

a) b)
1 ez —e— P23_30
800 —e— P23_30 00154 _o -

—o— P23_35 /o-%—;cbﬂc" —o— P23_35
© —4— P6_50

o

/

—a— P6_70 /"

—a— P6_50
—a— P6_70 o oot
7 /L gy S 0010

dV (cc/Alg)

0.005 4

Ads. Volume (cc/g)

N

[=]

=]
1

0.000 1A

T T T
02 0.4 06 0.8 1.0 50 100 150 200 250 300
pore width (A)

Figure 2.7 a) Nitrogen physisorption isotherms at 77 K of mesoporous $ica powders
with high template concentration; b) Pore size distribution of mesoporous silica pow-
ders with high template concentration calculated with the NLDFT model calculated
from the adsorption branch of the physisorption isotherms ly applying the kernel of
metastable adsorption isotherms based on a spherical/cyfidrical pore model for the

system nitrogen (77.4 K)/silica.

where V,ay is the volume of the templating polymer andvsio, the volume of the
silica in the starting solution (see Appendix A.1.1 for moréetails). The maximum
reachable value of yeo for an ordered lyotropic-phase system is the one of a
FCC packing of pores with extremely thin pore walls, which is ygcc = 0.74.
Supposing that all the template participate to the formatia of a lyotropic phase,
the theoretical porous volume fraction should corresponatthe experimental one
vexp, Which is calculated by
VP

V—p+ S (2.2)

Vexp —

where V, is the pore volume of the material and sjo, the density of SiG ( sio, =

2.2 cn?/g). The value of V,, is obtained by the N, sorption analysis applying the
Gurvich law (Eqgn. 1.2) using the volume adsorbed gi=p = 0.95. From the values
in Tab. 2.2 one can see that for the PIB6000 samples thg ¢, values are smaller
than the theoretical ones. In PG50 this nding can be explained considering that
a certain amount of polymer does not act as porogen agent. Ohet contrary,

in P6_70 the theoretical value could not be reached, due to the FCCohndary
condition described above. The considerable high value ¢, = 0.68 has to be
ascribed, however, to a considerable amount of disorderedrpsity, expressed in
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2.3.2. Hierarchical SiG systems

Sample ||V, [em®/g] || V oy [6M3] | Vsio, [€M3®] | vineo || vexp
P6.50 0.385 0.072 0.036 0.66 | 0.45
P6.70 0.98 0.015 0.036 0.82 | 0.68
P23 30 0.432 0.031 0.036 0.46 | 0.49
P23 35 1.171 0.039 0.036 0.52 || 0.72

Table 2.2 Pore volume (V,), volume of silica in the starting solution (V sjo,), theoret-
ical and experimental porosity fractions ( vieo, vexp) for the silica powders at high
content of template.

terms of pore shape and pore arrangement, which is proper bfd material as the
former analyses assessed. In the case of the PIB2300 matsribe experimental
porous volume fractions are higher than the theoretical ose Also in this case
this di erence can most probably due to disordered porosifyas the broad pore
size distributions in Fig. 2.7b and SAXS analyses (Fig. 2.¢)oint out.

In the light of these results, the templating behavior for bth polymers was
quite di erent. PIB6000 casts clearly showed that the poreise increases at high-
est block copolymer concentration. This was also found inQ2] and can be ex-
plained by the fact that the steric repulsion between di erat solvating chains of
the same micelle becomes weaker and more densely micellagragates can be
made [115]. In the case of PIB2300 the templating action apas quite limited.
One possible explanation can be that the presence of the PP@gsnent smooths
the hydrophobic contrast between the small PIB and PEO block Furthermore,
the presence of THF as solvent can disturb the micellizatioprocess especially
in templates with a lower robust pro le like PIB2300 [103]. @ the contrary in
PIB6000, thanks to the higher hydrophobic contrast, the lager PIB and PEO
moieties build more robust micelles. Thus, a homogeneou®tisopic crystalline
phase can be established even at extremely large amounts efplate (70% wt.)
without problems of demixing.

2.3.2 Hierarchical SiO , systems

The porosity of mesoporous materials is a crucial featurerftheir potential ap-
plication. For this reason the establishment of hierarcha pore systems, being
characterized by high surface areas and pore volumes, résuf particular in-
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Figure 2.8 TEM images of hierarchical mesoporous silica PIB-IL 10 (a),PIB-IL 40 (b)
and PIB-IL 100 (c). The arrow shows phase separated domainsfdL pores

terest. Recent studies in fact showed that these systems éxh higher activity
and improved selectivity in separation processes [116, 155 well as in showing
advanced di usion properties [118]. Sel et al. [109] demdregted that bimodal
mesoporous networks could be established by choosing bladpolymers with
high hydrophobic contrast, mixed together with an ionic ligid (IL), namely 1-
hexadecyl-3-methylimidazolium chloride, G-mimCI [111]. In the present section
the achievement of hierarchical networks by means of PIB-REblock copolymers
is investigated. Moreover it will be studied the e ect of IL ©ncentration on the
structural properties of the obtained materials with speail regard to the porosity.
For this reason a multi-technique analysis approach (TEM, &XS, N, sorption)
is applied.

Showing the highest hydrophobic contrast and enabling higjhordered meso-
structure, PIB6000 at the concentration of 50% wt. (P650) was chosen as block
copolymer template system. The synthesis procedure for th@modal architec-
tures is mostly the same of the monomodal material, for a dated description one
can see Appendix A.1.2. Diverse samples were synthesizedimg the IL amount
from 10% to 100% wt. with respect to block copolymer mass. Theamples were
then labelled by the abbreviation "PIB-IL" and a number next to it, indenti-
fying the weight percentage of IL added (e.g. PIB-IL 10). Thesstablishment of
hierarchical architectures by means of PIB-PEO polymerssishown in the TEM
micrographs (Fig. 2.8). As one can see, the introduction ofi¢ cationic surfactant
at a concentration of 40% wt. leads to a homogeneous distrifian of cylindrical
worm-like IL pores of 2-3 nm, placed in between the 17 nm oneBig. 2.8b).
For lower concentrations (10% wt., Fig. 2.8a) the presencé small mesoporosity
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Figure 2.9 SAXS patterns of di erent PIB-IL silicas: PIB-IL 10 (a), PIB -IL 40 (b),
PIB-IL 60 (c) and PIB-IL 100 (d).

cannot be advised. This can be explained either by a high disgsion of the pores
not detectable by TEM, or because the critical IL-micelle aacentration is not
reached. On the other hand, if the surfactant amount exceedstrong disorgani-
zation and deformation of the spherical pores occurs, as depd in Fig. 2.8c.
Furthermore the small IL micelles start to phase separate anthe formation of
cylindrical domains becomes visible (see arrow in Fig. 2)8c

The SAXS experiments revealed that the introduction of iom liquid in small
guantities (Fig. 2.9a) does not a ect the material structue and only the oscilla-
tions originated from the domains of the spherical pores (@ttering vectors below
s=0.2nm 1) are visible. To further concentration (Fig. 2.9b, 2.9¢), d&road max-
imum around s = 0.3 - 0.4 nm ! is additionaly detected, originating from the
mutual arrangement of the small IL mesopores. The intensiation of this signal
at much higher concentration of IL (Fig. 2.9d) suggests a $adrganization of the
small porosity, which also leads to an alteration of the sphieal pore texture, in
total agreement with the electron microscopy analyses.
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Figure 2.10(a) Nitrogen sorption isotherms at 77 K of PIB-IL hierarchic al mesoporous
silicas. Pore size distributions (b) and cumulative pore vaumes (d) of mono- and bi-
modal silicas obtained by the NLDFT model calculated from the adsorption branch of
the physisorption isotherms by applying the kernel of metasable adsorption isotherms
based on a spherical/cylindrical pore model for the system itrogen (77.4 K)/silica. (c)
BET surface area pro les of monomodal and bimodal silica powlers. The BET plot
was performed in the range 0.05< p=p < 0.15 where no adsorptive condensation in

the small IL pores is supposed to take place.

The nitrogen sorption analyses reveal well-de ned type IVsotherms (Fig.
2.10a) possessing a hysteresis loop superimposed with getherm of the smaller
mesopores. Moreover, the smoothly shaped desorption branaf PIB-IL 100 is
typical of deformed structures, according to SAXS and TEM da. The pore size
distribution analyses (Fig. 2.10b) exhibit two well de ned maxima for all the
bimodal materials (for the sake of clarity just PIB-IL 10 and40 were shown),
corresponding to the IL pores (2-3 nm) and the larger block polymer ones
(16-20 nm). Interestingly, it can be seen that also in PIB-IL10 the formation
of small mesopores occurs; evidently their concentratios too scarce to be de-
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tected by SAXS and TEM. Furthermore, the presence of a sigrgant amount of

microporosity can be advised. These high quality bimodal reeporous networks
own high BET surface areas and pore volumes, which rise withcreasing the IL
concentration (see Fig. 2.10c and 2.10d). This e ect is mimal at low concen-
tration but grows prominently by adding 40% wt. of IL. At this point the pore

volume contribution of the block copolymer pores almost ddiles, thanks to the
connections through the ionic liquid pores which enable theomplete opening of
the porous network.

In conclusion, hierarchical mesoporous structures with Banced porosity could
be easily prepared. The chance to dispose of a highly hydra#ic block copoly-
mer as PIB-PEO, building micellar aggregates with a robustnp le, allows the
adding of large quantity of ionic liquid (up to 60% wt.) without any loss in the
textural order of the pores. The role of the IL pores is twofdl On the one hand
they increase evidently the porosity of the material, on thether hand they work
as connectors between the block copolymer cavities, othése being inaccessible,
providing the whole accessibility to the porosity of the magrial.

Thin Films

The templating behavior of PIB-PEO polymers was also invegfated by mesostruc-
tured thin Ims over silicon substrates through the evaporéon-induced self-
assembly technique [84]. Besides the model system silidapacrystalline titanium
dioxide was synthesized, since such systems are interegtior applications like
sensing and photovoltaics.

2.3.3 SiO; Films

A typical synthesis of mesoporous silica thin Ims is repodd in Appendix A.1.3.
The template amount was tuned from 12% wt. to 60% wt. with resgct to the
silica mass, and the obtained materials were investigated/ means of electron
microscopy (TEM, SEM), atomic force microscopy (AFM) and srall-angle x-ray
scattering (SAXS). The samples were labelled in the follong way: A letter iden-
tifying the kind of metal oxide (S = SiO,), a code for the block copolymer used
(P6 = PIB6000, P23 = PIB2300) and a number meaning the templa weight
percentage (18 = 18% wt.), e.g. SP238. Scanning electron microscopy (SEM)
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Figure 2.11 SEM micrograph of SP6 28, cross section mode, (a) and of SP&0 (c);
AFM micrograph of SP6_18 (b) and SP6.60 (d) after calcination at 550 C.

and atomic force microscopy (AFM) were employed in the studgf the Im sur-
face. As shown in Fig. 2.11, at and crack-free coatings areegerated, possessing
a thickness on the order of 250 nm (Fig. 2.11a). Interestinglno ordered meso-
structure can be detected on the Ims' surface. The only expéon in this sense is
given by the sample SP618, in Fig. 2.11b, where spherical pores of 20 nm are re-
gularly distributed. At lower and higher concentration than 18% wt. the absence
of a visible mesostructure can be ascribed to the formatiorf thin bulk silica
layer on the top of the well ordered pore architecture (Fig..21a), as also found
in a similar work [119]. For all samples, the roughness, oliteed from AFM, was
in the order of 1 nm only. No signi cant di erences in the tempating action of
PIB6000 and PIB2300 can be found. The tuning of the block colyoner amount
does not a ect the Im quality.

The structural characterization of the mesoporous texturevas carried out by
TEM and SAXS techniques. For both kinds of block copolymers HM images
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Figure 2.12TEM images of the samples SP618 (a) and SP6 60 (b).

Sample || Pore size (nm) | Sample || Pore size (nm)
SP6.12 19 SP23 12 20
SP6.18 19 SP2318 20
SP6.28 20 SP23 28 20
SP6.50 26 SP23 50 17
SP6 60 28 SP23 60 22

Table 2.3 Average pore size values of PIB6000 and PIB2300 templated reeporous
silica Ims determined by TEM.

(Fig. 2.12) show a homogeneous distribution of spherical s which pack more
densely increasing the amount of template. Interestinghat the highest concen-
tration of 60% wt. (Fig. 2.12b) the spherical pores deform to an elliptical shape
similar to the corresponding powder materials. Regardinde pore dimensions, it
can be clearly seen in Tab. 2.3 that for both block copolymetke pore size is of
20 nm up to 28% wt. of template, according to the AFM results.ricreasing the
template ratio, PIB6000 systems increase their pore size tgp 28 nm while in the
PIB2300 ones it oscillates between 17 nm and 22 nm. Intereggly the Im sys-
tems are characterized by larger pore sizes compared to thewmlers. This nding
can be explained considering the solvent removal during tlgelation process. In
the case of Ims, the dip-coating process permits a faster Igent evaporation
than in the pot-synthesis of the powders, thus allowing theofmation of micelles
possessing larger size.
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Figure 2.13SAXS pattern of SP6.12 (a), SP6 60 (b), SP23 12 (c) and SP2360 (d).

The porous silica Ims were then further studied by means of &S. At low
template concentration (Fig. 2.13a, 2.13c) the patterns pisent a Bragg peak at
very low scattering vectors ¢ = 0.045 nm 1) and weak form factor contributions,
identifying a primarily organized cubic lattice of spherial pores. Increasing the
template ratio, the porous texture, becoming more dense, nietes more de ned
scattering patterns with form factor oscillations of the sperical pores which can
be easily distinguished. Interestingly at 60% wt. of tempte (Fig. 2.13b) the
PIB6000 system owns a quite smeared pattern typical of highlpolydispersed
architectures. These ndings were veri ed by a quantitative interpretation of the
scattering curves (Fig. 2.14b). The average pore diamete(@hite spots) were
obtained by the application of the Percus-Yevick model, degsbed exhaustively
in section 1.2.2. The tting of the experimental curves is sbwn in Fig. 2.14a.
The lattice parametera of the cubic structure, namely the pore-to-pore distance
(black spots), was obtained by the reciprocal value of the attering vector of
the Bragg peak maximum. As one can see for both block copolyrseip to 28%
wt. of template a progressive decreasing of the pore distascoccurs and the
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Figure 2.14(a) Structural model tting (bold line) and experimental cu rve (void cir-

cles) of the sample SP628. (b) Average pore diameter of SiQ Ims determined by the

Percus-Yevick model (see section 1.2.2)(SP6d, SP23d whigpots) and lattice parameter
(SP6a, SP23a black spots) values with respect to the templat amount. The error bars in
the case of the pore size (15%) are are given by the polydispsty values,corresponding
to the variance g, of the pore size, calculated through the Percus-Yevick apmach. In

the case of the pore to pore distances the error bars are set at standard value of 5%
(uncertainty in data-reading).

pore size is almost kept constant at 21 nm. The systems reaatitp di erently to
further increasing of the template amount. As observed in ghpowder materials,
the micellization of PIB6000 chains leads to larger pores v in the case of
PIB2300 the pore size slightly decreases. This can be agaplained by the fact
that at high concentrations in PIB6000 the steric repulsiorof the di erent chains
is blunted, allowing the formation of larger micellar strutures [120]. In addition,
the pore walls thin down and the lattice parameter becomes gparable to the
pore size. It is noteworthy to point out the reliability of the Percus-Yevick model
for the analysis of the SAXS curves showing good agreementttwihe TEM
micrographs.

In order to further study the structural changes in the materals with re-
spect to the pore arrangements in the space, low-angle 2D S8Xexperiments
were carried out (see section 1.2.4 for theoretical explamns). For all Ims the
measurements performed at = 90 (Fig. 2.15a) are characterized by isotropic
di raction rings, typical of random orientation of di erent mesostructured do-
mains with respect one to another in the direction paralleld the Im substrate.
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Figure 2.15 2D SAXS patterns of silica Ims templated with di erent amou nt of
PIB6000 block copolymer, recorded at di erent angles of inidence . 28% wt. (SP6.28)

=90 (a), 12% wt. (b, SP6.12), 18% wt. (c, SP6 18), 28% wt. (d, SP6 28), 50% wt.
(e, SP6.50), 60% wt. (f, SP6.60). For b-f =10 1 . Scattering vector s components
in units [nm 1]. In Fig. b the high-right corner was slightly graphically m anipulated
due to defects during the pattern acquisition.

At low angle of incidence, i.e. =10 (Fig. 2.15b - 2.15f), the structure in the
direction perpendicular to the substrate is studied. The pgerns of the mate-
rials own features of a distorted FCC packing of spherical reepores [64]. For
the sake of clarity only the analyses of PIB6000 templated nhs are shown, since
the PIB2300 ones present no signi cant di erences. The lowangle measurements,
compared to the ideal circular shape of the pristine structe of the Im, possess
an elliptical shape related to a certain degree of contracin of the mesoporous
structure due to aging and calcination. Furthermore, the fded bands in the 2D
SAXS images are attributed to stacking faults of the pores 4#6119]. It can be
seen that the variation in the template amount clearly modies the structural
organization of the materials. At 12% and 28% wt. (Fig. 2.15(®2.15d) the (111)
and the (200)/(11-1) re ections indicate that at low template amount the sy-
stem is organized in a FCC structure, even if the marked strka evidence high
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density of stacking defects. These irregularities decreag the 18% wt. sample
(Fig. 2.15c) in which, however, the (111) refections are adust. SP6 18 possesses
a more ordered structure which leads to a narrower (111) recon. Thus, most
probably, the incidence angle used here (= 10 ) does not represent the mini-
mum angle for which all the lattice signals are visible [12122] as for the other
cases. An analogous situation is encountered at 50% and 60% of template
(Fig. 2.15e, 2.15f) where the missing re ections are the (QP(11-1). This case is
very similar to the one presented by Sel et al. [119] where $he ect was obtained
by the introduction of a second template, responsible for aaptial deformation
of the FCC lattice. The 2D hexagonal layers of spherical mgsores, constituting
the cubic stacks, does not exhibit translational correlatin to the layers above
and below, but a turbostratic order. In our case this nding @an be regarded to
the high amount of template in the material, which hinders tle correct packing
of spheres. In addition, the intensive streaks in SP60 pattern can be related
to structural deformation proper of this material as 1D SAXSand TEM already
assessed. It is noteworthy to point out that at high concenattions (50% and 60%
wt.), even if the two templates generate pores with diversazes, the materials
own the same 2D SAXS pattern, thus showing that the micellesapking depends
on the template ratio and not on morphological parameters.

As discussed above, the aging and calcination processesl leashrinkage of
the silica mesoporous structure. Thus, depending on theiplical form of the 2D
SAXS pattern, the degree of structural contraction as funabn of the amount
of template can be studied. The contraction ratio of the megwrous structure
is obtained as described in section 1.2.4. The obtained résu(Fig. 2.16a) are
typical of silica Ims, as also found by Ruland [64], and eviehce a pore shape
transition from spheres to prolates (Fig. 2.16b) [64]. As @can see there is a
direct correspondence between the amount of template andethlm shrinkage.
At low concentrations PIB6000 systems shrink more, but upofurther increasing
of concentration both systems own similar pro les. The deease in contraction
after 28% wt. is most probably due to a dispensable amount objymer which
does not generate lyotropic crystalline phase and phase aegtes, as also found
for the powder systems.

In the case of the powders materials the chance to dispose @airdily robust
and stable lyotropic phase gives the opportunity to estatdh bimodal materials
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Figure 2.16 (a) Matrix contraction values for PIB6000 and PIB2300 templated meso-
porous silica obtained by the 2D-SAXS pattern. (b) Scheme ofthe contraction of the
pores in in a mesoporous Im [64].

by adding an ionic template. The feasibility of bimodal sika thin Ims by using
highly hydrophobic block copolymers was recently provedhewing a strong en-
hancement of the functional properties of the material [119PIB-PEO bimodal
systems were then prepared with the same philosophy of thevpaers, by adding
the 20% wt. of ionic liquid (CigmimCl, IL) with respect to block copolymer weight
(see Appendix A.1.3). As hosting monomodal system SPB3 was chosen. The
successful generation of bimodal porous Ims, also in the s@of PIB-PEO poly-
mers, was proved by TEM analysis (Fig. 2.17c). As one can seesides the 20 nm
spherical PIB-PEO mesopores a homogeneous dispersion &f @n worm-like 1L
pores is visible. The addition of a second template does nastlrb the structural
features of the material which results with crack-free mofmwlogy, at surface and
unaltered mesopores conformation, as SEM in Fig. 2.17a slwWhe latter fea-
ture is clearly evidenced by SAXS experiments (Fig. 2.17b3howing a isotropic
di raction ring typical of the monomodal systems. Interesingly, no scattering
signals attributable to the IL pores are present, since theiconcentration is too
low to be detected by this technique.
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Figure 2.17Bimodal mesoporous silica Im analysed by SEM (a), SAXS (b) and TEM
(c). Scattering vectors s components in units [nm 1].

In this section was demonstrated how high quality mesoporeuhin Ims could
be prepared by means of PIB-PEO block copolymers. The matel$ present a
very smooth surface, absence of cracks and an ordered orgation of the porous
structures. Both polymers lead to templated pore structure even at particularly
high concentration (up to 60% wt.), featured by distorted fae centered cubic
lattices. The enhancement of the polymer amount a ects, onhie other side, the
topology of the materials. The PIB6000 templated Ims are caracterized by
an increase of the pore size, while for PIB2300 systems itgslily decreases.
This di erence is most probably due to the diverse hydrophabity of the two
macromolecules. Finally, it has been shown how PIB-PEO pahers can be used
to obtained well structured hierarchical porous Ims.

Interestingly, both for powders and thin Im materials it has been shown how
the templating action of these novel PIB-PEO polymers allos only the gener-
ation of spherical micelles. This nding can be considereduge singular, since
other block copolymers, like Pluronics, change the morplagy of the lyotropic
phases by increasing of their concentration in solution. Thtypical morphology
transition is spherical! cylindrical ! lamellar [123,124]. The self-assembly of the
amphiphilic block copolymers can be described in terms of éhsurfactant pack-
ing paramenter [83, 125]. In this case the resulting structure of the amphiple
is parametrized asv=al, where a is the area per hydrophilic group, is almost
the fully extended length of the hydrocarbon chain, and is the volume occupied
by the surfactant. The packing parameter gives a critical ealition below which
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certain micellar shapes are stable, i.e

8
2 1/3 for spherical micelles
Vv
al < _ 1/2 for cylindrical micelles
1 for lamellar micelles

For a given block copolymer the values df and a can be considered indepen-
dent from the total amphiphile concentration [125]. The o} parameter which
changes is the volume occupied by the surfactant Considering that PIB6000
and PIB2300 have a high hydrophobic contrast, the poly(isaltylene) block will
arrange itself in order to occupy the lowest possible voluméying to be segre-
gated, devoid of any solvent. Most probably the hydrophobity of these polymers
is so high that the value ofv is kept remarkably small even at high concentration
of surfactant, thus permitting only spherical micelles' agregates.

2.3.4 TiO 5, Films

After having shown the general templating behavior in the ¢gblishment of meso-
porous silica Ims, the PIB-PEO polymers are here used in thgeneration of most
interesting systems like mesoporous crystalline titaniurdioxide Ims.

As in the case of silica the templating behavior was studiedithr respect
to the variation of template amount (28%, 40% and 50% wt.). T synthesized
materials were then treated in mu e oven at 550 C and 600 C to get rid of the
organic part and enable the crystallization of the matrix. he Ims were studied
through microscopy techniques (SEM, TEM, AFM) and scatteng methods at
small and wide angle (SAXS, WAXS). The samples were labell@dthe following
way: A letter identifying the kind of metal oxide (T = TiO ;), a code for the block
copolymer used (P6 = PIB6000, P23 = PIB2300), a number meanjthe template
weight percentage (28 = 28% wt.) and the calcination tempetare (550 = 550

C) e.g. TP23 28 550. The comprehensive synthetic route is shown in Appendix
A.l4.

The surface of the materials after calcination was analyzdyy means of AFM
and SEM methods. All samples present a thickness between 28D0 nm, a crack-
free top surface with a homogeneous distribution of openedherical pores (Fig.
2.18a - 2.18c). Surface pro le analyses further assessedoaghness in the order
of 2 nm. By increasing the amount of templating polymer, inteesting di erences
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Figure 2.18 SEM and AFM analyses of di erent TiO , materials. Cross section SEM
of TP6_28 550 (a); AFM of TP23_28.550 (b); SEM of TP6.50.600 (c); AFM of
TP23_50.550 (d).

of the morphological features can be faced (Fig. 2.18b andl&d). In fact, the
samples with higher amount of template (50%) show a better ngement of
the pores in the space, characterized by hexagonal planepital of a cubic pore
packing. Parallel to this, AFM and SEM analyses also evideed a contraction of
the pore size from 20-25 nm to 16-18 nm for the systems owninget28% and the
50% wt. of template respectively. The di erent heat treatmats (550 C, 600 C)
do not a ect signi cantly the pore size and the surface quaty of the materials.
The structural information collected by AFM and SEM were coroborated
also by TEM analyses, which exhibit pore size of 20-22 nm an®-18 nm for
the 28% wt. and 50% wt. templated systems. In addition, the syems owning
the larger amount of template show a better organized poroustructure with
randomly oriented pores domains (Fig. 2.19b), according #8FM. TEM analyses
revealed to be an useful tool also for the study of the micrasictural changes
during calcination. When the crystallization of the TiO, matrix is reached the
physical cohesion of the amorphous framework is broken tlugh the formation
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Figure 2.19TEM micrographs of TP6_40.600 (a) and TP6_50.600 (b).

of crystalline nanoparticles (Fig. 2.19a darker regions) ith the e ect that the
mesoporous structure gets ruined and the pores tend to mel@&]. The crystallite
size of the systems resulted to be independent from the calation temperatures
(550 C and 600 C) and polymer amount and was estimated between 10-13 nm,
in good agreement with the similar TiQ-KLE system [103]. The achievement
of a high crystallinity and at the same time the mantainance foa well ordered
mesostructure is strictly dependent on the heat treatment @cedure. Thus, the
Ims underwent a pretreatment at 300 C and a further calcination for short
period of time at a temperature far above T = 450 C, which is the temperature
of onset of TiO, crystallization into the anatase phase [65].

The crystallinity of the metal oxide structures was deeplynvestigated through
WAXS experiments. All the samples after heating treatmentat 550 and 600 C
present the distinctive re ections of the anatase phase (i 2.20a). Although
the data do not allow a precise quanti cation of the crystalhity, the amount of
amorphous TiO, was estimated to be in the order of only several percent in wohe
fraction at most, as also shown in ref. [103] for similar syais. The crystalline
particle average dimension was determined by the Scherreyuaition (see section
1.4) calculating the full width at half maximum (fwhm = s) of the (101) anatase
peak. Its evolution was studied for both temperatures of caihation (550 C and
600 C) and shown in Fig. 2.21. As one can see, for the samples at 2&¥d
40% wt. of template the nanopatrticles' dimension is betweet2-14 nm for both
temperatures, in agreement with the TEM measurements. On & other hand,
the samples prepared at 50% wt. of template are characteriz®y crystallites of
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Figure 2.20(a) WAXS pattern of TP6 _40_550 revealing the typical anatase re ections.
(b) SAXS pattern (experimental curve and theoretical ttin g) and its 2D projection
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Figure 2.21 Mesoporous titania crystalline particle size variation asfunction of the
template amount at 550 C (a) and 600 C (b).

only 7 nm in size. The explanation to this e ect can be twofoldFrom one side
these systems present a much more densely packed mesostmgctvith thinner

walls (see SAXS analysis below), limiting the mass transfduring the calcination
process. On the other side this highly dense packing inducée PEO chains of
the micelles to deeply penetrate in the metal oxide matrix,hus hindering the
direct contact between the crystallites and inhibiting thé growth. The apparent
incompatibility of this outcome with the previous TEM analysis, which identi ed

crystallites of 10-13 nm in size, can be motivated by the rarehance to detect
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Figure 2.22Average pore size of the TiQ Ims determined by the Percu-Yevick model
(see section 1.2.2) (TP6d, TP23d; black spots) and lattice prameter (TP6a, TP23a;
white spots) values with respect to the template amount at 5% C (a) and 600 C (b).
The error bars in the case of the pore size (15%) are are giverylthe polydispersity
values, corresponding to the variance r of the pore size, calculated through the Percus-
Yevick approach. In the case of the pore-to-pore distanceshie error bars are set at a
standard value of 5% (uncertainty in data-reading).

single crystallites in the micrographs. In addition, a sligt growth of the particles
between 550 C and 600 C can be observed. This means that the system did not
reach the complete crystallization state yet, which is knowto beat T 700 C
for such systems [65].

In order to properly comprehend the mesostructure evolutioas function of
the amount of polymer and temperature variations, SAXS expenents were per-
formed. All the samples are characterized by an intense Brggeak and form
factor oscillations typical of a cubic packing of sphericgbores (Fig. 2.20b). The
2D SAXS measurements performed at = 90 provide isotropic di raction rings
typical of a random orientation of di erent mesostructureddomains with respect
one to the other in the direction parallel to the substrate. ie SAXS curves were
then quantitatively analysed in order to determine structual parameters like pore
size and lattice parameter, namely the interpore distancas function of polymer
amount and crystallization temperature. As in the case of 8h, the pore size
was obtained by the application of the Percus-Yevick (PY) mdel (see. section
1.2.2), while the lattice parameter from the reciprocal vale of scattering vector
of the Bragg peak re ection. As one can see, for both crystadation tempera-
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Figure 2.23Average pore size of the TiQ Ims determined by the Percu-Yevick model

(see section 1.2.2)(TP6d, TP23d; black spots) and lattice prameter (TP6a, TP23a;

white spots) values with respect to the template amount at 286 wt. (a) and 50% wt.

(b) of template. The error bars in the case of the pore size (1%) are are given by
the polydispersity values, corresponding to the variance r of the pore size, calculated
through the Percus-Yevick approach. In the case of the porde-pore distances the error
bars are set at a standard value of 5% (uncertainty in data-rading).

tures, increasing the polymer content, a decreasing of th@me size from 24 nm to
21 nm is observed (Fig. 2.22 black spots). These values angldly higher than
the ones observed for the other analysis techniques. Thiseet can be explained
considering the high polydispersity in size of the pores. Ifact, the scattering
intensity being proportional to the volume of the scatteriig bodies, larger pores
will contribute more than the smaller ones on the resulting cattering pattern.
Interestingly, it can also be seen that the lattice parameteof the cubic packing
of pores decreases as well (Fig. 2.22 white spots). This cam tead as result of
more densely packed structures, as the AFM images showed. (Efg. 2.18b vs.
2.18d). At higher concentrations the lattice parameter vales tend to coincide
with the pore sizes, apparently loosing physical meaning.eMertheless, being the
pore sizes slightly overestimated due to polydispersityhése results can still be
considered reliable. Structural studies were carried outlsso as function of the
materials' calcination temperature. It can be noted, that he structural evolution
of the lattice parameter for low content (Fig. 2.23a) and hily content (Fig. 2.23b)
template materials is considerably di erent. At the amorplous state (300 C) the
values are close to the pore sizes, evidencing thin pore wals the temperature
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increases, the lattice factor value increases with respect the pore size for the
28% wt. templated materials but not for the 50% wt. ones. Mosprobably, the
crystallization process for the former Ims, being follomd by mass transfer, lead
to thicker pore walls and consequently to larger lattice pameters. For the latter
systems instead, as also WAXS analyses pointed out, beingetimesoporous struc-
ture more densely packed, the mass transfer is discourageudahe pore walls
can not grow more. Looking at the pore size variation for botkind of polymers,
taking into account the high degree of polydispersity whicl ects the values, no
meaningful changes occur during the heating treatments. Th, the pore size can
be considered calcination-independent, as microscopy &ses already assessed.

Also in the case of SiQ, 2D SAXS analyses were carried out. The evolu-
tion for low content template Ims (28% wt.) with respect to the temperature
variation is presented in Fig. 2.24a,b,c. At 300C (Fig. 2.24a) the o -plane (1-
10) and the in-plane (110) re ections, typical of a body cemtred cubic (BCC)
structure, are observed. The absence of the (101) re ectisr(cf. section 1.2.4)
and the presence of heavy streaks are attributed to stackirfgults in the BCC
lattice [64, 65]. The vertical extension of the pattern can & read as the typical
unidirectional mesostructural shrinkage in the in-planeX10) direction, commonly
observed during aging/calcinations of thin Ims [64,126]To further temperatures
(550 C Fig. 2.24b and 600 C Fig. 2.24c), the loss of the in-plane (110) re ection
and the steeply decrease of intensity along theaxis is due to highly disordered
structures and de nes the limit of the three dimensional codsion. This means
that at this temperatures the structure looses its integriy and the system under-
goes pore fusion [65,103,127]. On the other hand, no changas be observed
in the y axis, suggesting that the periodicity is entirely retainedn the (1-10)
direction up to the maximal available temperature of 600C. These ndings are
corroborated by the TEM and AFM analyses where, to the detrirant of a loss
of integrity and the following merging of the pores (Fig 2.18), the system still
keeps its two dimensional order (Fig. 2.18b).

The study of the mesopores' structural organization for thelms possessing
high content of template (50% wt.), as function of the calciation temperature,
is shown in Fig. 2.24d,e,f. As for the 28% wt. templated matels, after the pre-
treatmet at 300 C the Ims possess the typical features of the contracted BCC
structure (Fig. 2.24d). Overtaking the anatase crystalliation temperature (550
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C Fig. 2.24e and 600C Fig. 2.24f), the system looses the (110) in-plane orien-
tation, but still conserves a faint ellipsoidal circle. Thé corresponds to domains
owning the same structure, but random orientation in the diection perpendicular
to the substrate. Thus, as seen in the corresponding AFM andEM micrographs,
these materials, compared to the corresponding 28% wt. telafed ones, are cha-
racterized by a better mesostructural order, which impliea more robust lattice.
This phenomenon may be explained by the limited migration ahatter through
di usive sintering, bringing to smaller size crystallites as the WAXS analyses
proved, which avoids the entire collapse of the mesostructu

In this section it was shown that it is possible to achieve gabquality cry-
stalline metal oxide Ims through the templating action of PB-PEO polymers.
The di erent templating action of the two macromolecules, pinted out by the
silica materials, was here not veri ed. The most possible planation to this nd-
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ing is that the assembly patterns of the hydrated titanic aad species are much
di erent compared to those of the silicic acid. The latter ideed creates assembly
patterns very similar to the ones found in water [128], enaiblg to detect tem-
plating di erences. Furthermore, the heavy structural modcations which occur
to the TiO, matrix during the heating treatment procedures can contribte also
to smooth out potential peculiarities. Nevertheless, it wa possible to generate
lyotropic liquid crystalline phases with high amount of blek copolymer, leading
to the formation of materials with improved structural features compared to the
low content ones.

2.4 Mesoporous TiO , thin Ims as photovoltaic
devices

2.4.1 Current state of research

Solar energy is one of the most promising future energy resoes. The direct
conversion of sunlight into electric power by solar cells isf particular interest
because it has many advantages (e.g. absence of green-hgases) with respect
to the most presently used electrical power generation meills. At present, p-n
junction solar cells are the most produced devices with thaghest e cient light-
to-power conversion. Nevertheless, new generation phobdttaic devices, namely
dye sensitized solar cells (DSSC), appear to have signi dapotential as a low-
cost alternative to conventional p-n junction solar cells129]. The DSSC device
is based on a 10-m-thick, optically transparent porous Im of titanium diox -
ide particles of few nanometers in size, coated with a mongéa of a charge
transfer dye (usually a Ru dye) to sensitize the Im for lightharvesting [130].
The semiconductor is deposited onto a transparent conduet oxide (TCO) elec-
trode, through which the cell is illuminated. The TiO, pores are lled with a
redox electrolyte (I /1 3 ) which acts as conductor and is electrically connected
to a platinum counterelectrode (Fig. 2.25a). Dye sensitidecells di er form the
conventional p-n junction devices in that they separate théunction of light ab-
sorption from charge carrier transport. The role of the rutenium complex is the
same of the chlorophyll in the green leaf: It must absorb thexcident sunlight and
exploit the light energy to induce an electron transfer redion. The TiO, Im,
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a) semiconductor dye electrolyte counterelectrode b)

G

G

Figure 2.25 (a) Schematic representation of the principle of a dye sentized solar
cell. The cell voltage observed under illumination correspnds to V. S sensitizer; S
electronically excited sensitizer; $ oxidize sensitizer. (b) Structure of a solid state dye
sensitized solar cell: 1. conducting TCO glass; 2. compactiD; layer; 3. dye sensitized
heterojunction; 4. gold electrode [132].

apart from acting as support for the sensitizer, also funains as electron acceptor
and electronic conductor. The electrons injected from theessitizer into the TiO,
conduction band travel across the nanocrystalline Im to tle TCO support serv-
ing as a current collector. To complete the circuit, the dye st be regenerated by
electron transfer from the | /I 3 redox species in solution, which is then reduced
at the counterelectrode [89].

Even if DSSC devices are commercially available, market exsion did not
take place because of technological issues induced by the wdé highly corro-
sive liquid electrolytes (cell cealing, handling and maieinance). Therefore, solid
state dye sensitized solar cells have been developed [132]1substituting the
liquid electrolyte with hole transfer materials like ioni@ally conductive gels, in-
organic p-type conductors or organic hole-conductive pathers [133{135]. The
scheme of this new kind of solar cell device is presented irgFR.25b. The work-
ing electrode consists of a TCO substrate onto wich a compa€tO, layer was
deposited through spray pyrolysis or sputtering. This praedure avoids the direct
contact between the electrode and the hole transfer mateligHTM) which would
short-circuit the cell. After the deposition of a several m-thick TiO , mesoporous
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Figure 2.26(a) Quantum e ciency (QE) of a GaAS cell compared to the solar spec-
trum. (b) Current voltage (black) and power-voltage (grey) characteristic of an ideal
cell [136].

nanoparticulated Im and the adsorption of the Ru-dye, the M was introduced
into the mesopores. Finally, semitransparent thin gold lagr constitutes the coun-
terelectrode [132].

Motivation

In the last years many studies were carried out to improve the ciency of the
DSSCs. Most of these were devoted on preparing novel dyes dmale transfer
materials, but less attention has been paid to Ti@ In the present section the
application of the formerly described titania mesoporoushin Ims as electronic
conductor is faced. Besides the pure anatase phase, thesgeays result interest-
ing because the employ of the sol-gel technique guaranteesrare homogeneous
crystalline network, enabling a better electronic percoteon. Moreover, porous
TiO, alike the PIB-PEO templated one, owning large pores, allowlsigher im-
pregnation of the Ru-dye and a better HTM in Itration. Liqui d and solid state
DSSC were developed and tested within a collaboration with&AF AG at the
Joint Innovation Lab - Organic Electronics in LudwigshafenGermany under the
supervision of Dr. Felix Eickemeyer.
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2.4.2 Characteristics of the photovoltaic cell

The main parameters which characterize a solar cell deviceeathe quantum
e ciency ( QE), the energy conversion e ciency (cg) and the Il factor ( FF)
[136]. The photocurrent generated by a solar cell under itlination is dependent
on the incident light. The quantum e ciency (QE) is the probability that an
incident photon will deliver one electron to the external ecuit. QE depends
on the absorption coe cient of the solar cell material, the eciency of charge
separation and the e ciency of the charge collection in the evice. In Fig. 2.26a a
typical QE spectrum in comparison with the spectrum of solar photons ghown.
In operating regime the range of voltage in a solar cell goesr 0 to Voc, where
Voc is the voltage at opened circuit. The celpower densityis given by

P=JV (2.3)

whereJ is the density current. P reaches the maximum at themaximum power
point (Py,). This occurs at the voltageV,, with a corresponding current densityd,
(Fig. 2.26b). The Il factor (FF) represents the squareness of the power density
curve, i.e. its ideal behavior, and is de ned as the ratio

JmVm
JchOC

FF = (2.4)

where Js. is the short-circuit current density. The energy conversio e ciency
( ce) is the power density atP,,, as a fraction of the incident light power density

Ps

= 2.5
ce = T, (2.5)
The energy conversion e ciency is also related to thé& F,
ce = Le¥oe FE 2.
S

2.4.3 Testing of dye sensitized solar cells

The e ciency of liquid and solid state DSSCs based on sol-gdliO, semicon-
ductors is compared with the nanoparticulate TiQ based ones. The following
investigations show an overview on the potentialities of #se new kind of de-
vices, in order to trace the outline for future developmentsThe sol-gel systems
present a thickness of 250 nm and were crystallized at a tempture of 550 C.
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Sample Voc (V) || Jsc (MAIcm 2) || FF || ce % || QE %
BASF - - - - 70
TP6_28 0.35 0.05 65 0.02 0.65
TP6_44 0.65 0.31 61 0.20 4.00
TP6_50 0.70 0.30 76 0.27 6.20
sputt-TiO , ECN 0.76 3.80 24 0.62 -
sputt-TiO , ECNb 0.70 2.62 24 0.44 -
solgel-TiO, ECN 0.78 0.97 43 0.33 -
sputt-TP6 _44 0.72 1.32 28 0.27 -
solgel-TP6 44 0.68 1.10 42 0.32 -
solgel-TP6 44b 0.63 1.60 50 0.48 -

Table 2.4 Characteristics of liquid state (rst row) and solid state ( second row) dye
sensitized solar cells. The samples sputt-TiQ ECNb and solgel-TP6_44b refer after 15
min of light exposition.

The preparation and the assembly of the solar cells is exaivaly described in
Appendix A.1.5.

The characteristics of the liquid-state DSSCs were studiesk function of the
template amount and are shown in table 2.4, rst row. The labking of the dif-
ferent samples follows the same criterion as for the TOIms studied formerly.
"BASF" is the liquid-state device developed by BASF AG usedsreference. This
sample owns highly crystalline, nanoparticulate, 10m-thick TiO, Im as semi-
conductor. As one can see, the higher the template content the better is the
cell e ciency. This result can most probably be due to an enhacement of the
available surface area of the system, being the porous sttuie more compact
and the accessibility of the pores higher. Thus, the graftgof the dye and the
permeation of the electrolyte are facilitated. The e cieny of the sol-gel based
solar cells, however, is still far away from the BASF ones. Bhmain reason lays
on the semiconductor's thickness, being almost 50 times timer (10-11 m vs.
250 nm).

Solid-state DSSC were also object of investigation, see Tah4 second row.
The systems studied di er from the kind of TiO, compact intralayer: sputtered
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Figure 2.27JV curve representation of the standard BASF (black line) and the sol-gel
(grey line) solid-state DSSC.

(sputt-) or sol-gel coated (solgel-), and from kind of TiQ semiconductor: highly
crystalline, nanopatrticulate, 4- m-thick (TiO , ECN) or sol-gel (TP6.44). As one
can see, the choice of intralayer has a signi cant e ect on #hcell e ciency. In
the case of the standard particulated systems higher e ciay is achieved with a
sputtered intralayer, while sol-gel systems operate bettaith a sol-gel intralayer.
A reasonable interpretation may be that the adhesion of thenierfaces between
layers owning similar (sputtered/nanoparticulated) or icentical (sol-gel/sol-gel)
properties is much more e ective and guarantee a better ekeonic percolation.
Interestingly, it can also be observed that after 15 minutesf light exposition, the
performance of the standard BASF nanoparticulated cell dezases (sputt-TiQ,
ECND), while for the sol-gel based increases (solgel-TRBIb) and even overtakes
it.

These alternative solid state sol-gel based DSSC showed egkable results
especially if one considers that the systems were not optired for such applica-
tions. In fact, the minor thickness and the low crystalline faction in comparison
with the standard BASF cells, heavily a ect the e ciency. Nevertheless, since sol-
gel systems are characterized by the almost absence of glaoundaries, a better
electronic conductivity through the semiconductor is permtted. The promising
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perspectives for such devices can be also highlighted by tkied of JV curve

(Fig. 2.27) which is close to the ideal shape (cf. Fig. 2.26bfrurthermore, it is

also noteworthy to point out, that the results of the sol-gelolid-state systems
nd correspondence with similar systems in literature, beig in agreement with
the results reported by Lancelle-Beltrame [137] and Wang348].

2.5 Summary

In this chapter the templating behavior of new amphiphilic bock copolymers
with high hydrophobic contrast was presented. The chance tgenerate diverse
systems has been revealed strategical to understand the tglating features of
these macromolecules. Especially in the preparation of nacasted silica powders,
it has been shown how mesoporous structures could be realiag to 70% wit.

of PIB6000 owning very good structural order and large poreze. On the other

hand the templating activity of PIB2300 resulted quite limted and mesoporous
structures could be obtained up to 35% wt. . Interestingly,his behavior does not
occur for the generation of silica thin Im materials, whereboth polymers could
generate ordered lyotropic crystalline phases up to 60% wiThe main peculiarity

is given by the PIB6000 systems which enlarge the pore size ingreasing the
polymer amount. The robustness of PIB-PEO templated mateals was proved
also by the generation of hierarchical materials by adding @olecular template,

which lead to the formation of an organized alloy phase. ThelB-PEO mesotruc-

ture could maintain the well organized assembly even at cadsrable high content
of added surfactant. The di erences in the templating behaer smoothed out by

the establishment of more complex systems then silica, suah titanium dioxide.

In this case it was observed that by the enhancement of polymamount more

robust structures with thinner crystalline walls could be gnerated. The realiza-
tion of well structured titania thin Ims found application in the establishment
of TiO, based solar cells devices which showed very good and prongdieatures
for future developments.
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Chapter 3

Microporosity determination of
hierarchical mesoporous SIO 5 by
In-situ SANS

3.1 Introduction

As could be seen in chapter 2 the preparation of mesoporousteréals through the

supramolecular templating of block copolymers generatesdered systems pos-
sessing narrow distribution of pore size and large surfaceeas. The latter is given
by the geometrical interface between the micellar aggregte@nd the metal oxide
framework, which can be obtained through theoretical caldations, as shown
in ref. [114]. Interestingly, it was found that the surface ga values are much
smaller than the experimental ones. This di erence can esg&lly be ascribed

to the presence of microporosity between the walls separagi the mesopores.
In many cases, the block copolymers used for nanocasting ton poly(ethylene

oxide) (PEO) as hydrophilic block. Thus, as a consequencetbe molecular tem-
plating of the PEO chains throughout the siliceous matrix, ncroporosity is ori-

ginated [139{143]. Owning to the compatibility of the hydrghilic block with the

ethanolic/siliceous phase, the PEO chains can be dissolvadd act as molecular
templates for the micropores. The templating behavior of ta PEO chains can
lead to a continuous network which connects the main mesopity, as shown in
the works of Ryoo et al. on the preparation of platinum and cdron replicas of
SBA-15 silica [144,145]. In general, three possible scanarfor the embedding of
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Figure 3.1Di erent templating behavior of the PEO chains of block copolymers during
a nanocasting process [114]

the hydrophilic chains in a silica matrix can be advised (Fig3.1) [114].

One possibility (Fig. 3.1a) is the formation of a pure PEO lagr between
the hydrophobic core of the micelle and the silica network. Aartial dissolution
of the PEO chains in the SiQ matrix can occur, thus leading to a templating
action of the hydrated ethylene oxide chains and then to a dein degree of
microporosity (Fig. 3.1b). Finally, the PEO chains are comigetely soluble in the
inorganic phase and a pure templating process can be estabéd (Fig. 3.1c). In
addition, solid-state NMR studies corroborated this last nding revealing that
the mobility of the hydrophilic chains is highly limited, since these groups are
strongly anchored in the inorganic matrix [146]. It is straghtforward that the
removal of the molecularly embedded PEO chains through he#éteatment will
generate micropores of comparable size.

The main methods for the porosity determination in porous marials are
represented by N physisorption and SAXS analysis. Concerning the sorption
measurements, the micropore volume is usually obtained bjé comparison of
plots (t-plot and alpha-plot) [23], which found applicatian in several studies [142,
144,147]. Neimark et al. set that these plots underestimatée total micropore
volume [148]. Hence, consistent results are given by the dipption of a method
based on the non-local density functional theory (NLDFT) (se section 1.1.2) [27,
149,150]. The validity of this approach was con rmed by nunreus studies [28,29,
32]. Microporosity, expressed in terms of micropores' sjzean be independently
investigated by a well established method of evaluating SAXcurves, namely the
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chord length distribution (CLD) method (see section 1.2.3)52,59,114,151]. The
application of this approach is particularly suitable in the case of low-ordered
systems as the microporous one.

Although these techniques are widely applied, additional ethods can help
in understanding of sorption mechanisms. The combinationf @ physisorption
experiment with small-angle neutron and x-ray scatteringif-situ SAXS/SANS-
physisorption) represents an elegant way to describe the y#isorption process
in mesoporous materials (see section 1.3 for the theoretigainciples). This ap-
proach revealed to details about porosity and connectivitywhich cannot be ob-
tained by the single techniques themselves [151{155]. Thusnce the micropores
are responsible of the connectivity between the mesoporocavities, this metho-
dology is particularly suitable for their characterization [151].

In the present chapter the microporosity of two hierarchidaporous silicas
is analyzed and compared by means of in-situ SANS techniguBhe materials
considered in this study are: PIB-IL 40 (in the following nared as PIB-IL)
and a similar material, KLE-IL, deeply characterized in sdon 2.3.2 and in
ref. [109, 152], respectively. The main di erence betweehése silicas lays on the
kind of block copolymer adopted: PIB6000 for PIB-IL, and KLE102] for KLE-IL.
KLE, as already mentioned in section 2.2, is a diblock copaher poly(ethylene-
co-butylene)-b-poly(ethylene oxide). In addition to the mesoporosity, asing from
the templating action of the spherical micelles of the blockopolymers and from
the cylindrical micelles of the ionic surfactant GgmimCl (IL), these systems
present a considerable amount of microporosity. Moreoveastevious in-situ SANS
studies on KLE-IL demonstrated that the majority of IL mesopres are e ectively
placed in the walls separating the KLE mesopores [109], thesabling a hierarchi-
cal porous arrangement. This kind of material represents adeal model system
with respect to the study of connectivity in systems with poe hierarchy.

The investigation of microporosity in these complex matesis using in-situ
SANS methods can be motivated by the following aspects. Firef all, it is im-
portant to quantitatively determine the fraction of micropores and their distribu-
tion, in order to evaluate the homogeneity of the materialsA semiquantitative
approach, based on the analysis of the intensity changes inhet SANS Bragg
peaks [152], is used as alternative method to quantify miggore and small meso-
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pore volume and to validate standard physisorption analysi Furthermore, this
method provides exhaustive information on the spatial lo¢en of the micropores
and small IL mesopores. The sorption behavior and the sizestibution of this
kind of pores were also determined applying the CLD method tine analysis of
the scattering curves. In-situ SANS measurements o er in fB sense an interest-
ing chance to relate diverse evaluation procedures and torifg standard sorption
analyses. In addition, the comparison between two similar aterials like KLE-IL
and PIB-IL is noteworthy to understand the self-aggregatio processes of di er-
ent block copolymers by studying their microporosity as rest of the templating
action of the PEO chains.

3.2 Physisorption analysis

High precision nitrogen physisorption measurements wereiormed in order to
compare and analyse the complex distribution of the porogitof these two hier-
archical materials. In Fig. 3.2 the isotherms in linear andesnilogarithmic coor-
dinates (Fig. 3.2a and 3.2b) are shown. PIB-IL silica mateal exhibits a higher
nitrogen uptake, with a larger hysteresis loop. The completporosity determi-
nation was achieved by applying the NLDFT model. The pore s&zdistribution

(PSD) study (Fig.3.2c and 3.2d) evidences a similar trimodalistribution of pores

in both materials. Besides the contributions of the PIB600@nd KLE pores at
17 nm and 13 nm respectively, two peaks centered at 2.5-3 nmdai+1.5 nm are
visible. These signals belong to the small IL mesopores anal the micropores,
respectively. As one can see, in KLE-IL the micropores' caitbution is much

sharper and covers almost the double of the surface area thiarthe PIB-IL. The

latter, on the contrary, is characterized by larger total poe volume and total sur-
face area (Fig.3.2e and 3.2f). These and further sorptiorafieires are summarized
in Tab. 3.1. It should be noticed that generally there is an aglent, reasonable
di erence between the small volume of the micropores and trsarface area which
they occupy. On the contrary, the big mesopores present a atively larger pore
volume and smaller surface area contribution than the othetypes of pores. In
addition, if one considers the BET surface areas it can be sethat these values
are signi cantly larger than the ones obtained with the NLDFT method (Tab.

3.1). This nding is most probably due to overlap of sorptionin the micropo-
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Figure 3.2 Nitrogen physisorption isotherms at 77 K of PIB-IL and KLE-I L in linear
(a) and semilogarithmic plot (b). NLDFT di erential pore vo lume and surface area
of KLE-IL (c) and PIB-IL (d). NLDFT cumulative pore volume (w hite symbols) and
cumulative surface area (black symbols) of KLE-IL (e) and PIB-IL (f). All the NLDFT
analyses were calculated from the adsorption branch of the lpysisorption isotherms by
applying the kernel of metastable adsorption isotherms basd on a spherical/cylindrical
pore model for the system nitrogen (77.4 K)/silica. It is important to underline that the

lines connecting the data points serve just as "guides for tb eye" and do not represent

any tting with physical meaning.
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Property KLE-IL PIB-IL
mass (Q) 0.116 0.055
surface areger (mM?/Q) 472 739
surface arefaprr (M?/Q) 420 624
total pore volume (cn¥/g) 0.34 0.82
micropore volume (cni/g) 0.036 0.029
small IL mesopore volume (crig) 0.18 0.18
block copolymer mesopore volume (city) 0.13 0.61

Table 3.1 Porous properties of KLE-IL and PIB-IL materials obtained t hrough the
NLDFT model. The values of the mass represent the material gantities used to perfom
the standard physisorption analysis. The BET surface areasvere calculated between
0 p=p O1L

res and in the IL mesopores in the range where the BET model wapplied
0 p=p 0.1. All the more so, the BET method was not employed in the sta
dard region 0.0 p=p < 0.3 (see section 1.1.2), since f@=p > 0.1 the lling

of the IL pores occurs (see below), and the surface values wahbe completely
trusted.

3.3 In-situ SANS data

Considering that this study is focused on the investigatiorof the micropores,
the majority of the scattering curves were taken in the low mssure region (Fig.
3.3c,d). However, in order to comprehend the general pordirlg behavior, several
patterns were collected at the most representative pointd the adsorption branch
of the isotherms (Fig. 3.3a,b). The in-situ SANS experimenshowed interesting
and similar features concerning the porous structure and ¢hgeneral pore lling
behavior of the KLE-IL and PIB-IL materials. At the void state (p=p =0; Fig.

3.4 A) the shape of both of the SANS curves for scattering veuots < 0.25 nm *?

was mainly determined by the block copolymer mesopores sas, namely by the

Bragg peak re ection ats ' 0.05 nm ! and by the form factor humps of the

spherical mesopores between Gk < 0.2 nm . The broad maximum ats = 0.3
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Figure 3.3 Scattering patterns of the materials collected at di erent pressures. Scans
of KLE-IL and PIB-IL at representative points of the adsorpt ion branch of the nitrogen
isotherm (a, b) and in the region of the micropores lling (c, d).
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Figure 3.4 Structural construction of hierarchical silica illustrat ing the lling of the
di erent pore types during increase in nitrogen partial pressure. Note that the idealized
structural illustration in the rst representation is to be proved in the present study.

nm ! was assigned to the small IL mesopores, while the scatteriag) s> 0.45
nm ! was supposed to originate from micropores. The basis for thellowing
analysis of the porosity is the fact that the mutual arrangerant of the micro-
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3. Microporosity determination of hierarchical mesoporows SiO, by in-situ SANS

and mesopores in the silica matrix is re ected by distinct canges in the relative
intensity of the di erent regions of the scattering curves wen the pores start
to get lled. From the void state (black curves) the patternsundergo constant
increase of the Bragg peak intensity up tg=p = 0.2 for KLE-IL, p=p =0.125

for PIB-IL, which corresponds to the lling of the micropores (Fig. 3.4 B) and of
the IL mesopores (Fig. 3.4 C). Parallel to this, thanks to thecontrast matching

condition of N,, the vanishing of the intensity of the corresponding poresignals

is also evidenced. Moreover, the enhancement of the Braggakes the result of
an increase in average scattering length density of the séi matrix separating the
spherical pores. These ndings provide direct evidence afnarchical organization
of the pore network regarding the IL and block copolymer mepores (see below).
Finally, at p=p = 0.97 the drastic decrease of the Bragg re ection reveals &

also the spherical pores got lled (Fig. 3.4 D). The incompte disappearance
of the peak can be referred to the slightly imperfect matchm of the scattering

length density of N, and SiO,, or to a very low fraction of inaccessible porosity.
Since the SANS pattern are presented in logarithmic scaledhresidual intensity

appears relatively large, but is at ca. 1.5-2 orders of madgunde smaller than in

the evacuated state.

Furthermore, it is noteworthy to mention that the apparent ébsence of changes
in the scattering curves of Fig. 3.3d up tqp=p = 3 10 3 is most probably due
to a low resolution of the plot, which does not resolve the fai di erences of the
patterns.

3.4 Analysis of the in-situ SANS data by the
CLD concept

The SANS curves were interpreted applying the CLD method, tiough an evalu-
ation technique, which is exhaustively described in sectiol.2.3. This mathema-
tical approach provides a representation in real space ofdlscattering patterns,
allowing to get direct information of the porous system evation during nitrogen
adsorption. In Fig. 3.5 the CLD plot of the nitrogen adsorptbn in micropores
of both samples is shown. As one can see, up to pressysep < 10 2 the CLD
presents a strong contribution atr< 1, which could be attributed to the aver-
age size of the micropores. The lling of the micropores, iatpreted as theg(0)
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Figure 3.5 Chord length distribution plots g(r) and their representation r g(r) in the
micropore lling region of KLE-IL (a, ¢) and PIB-IL (b, d).

decrease afp=p > 10 ?, nds good agreement with the physisorption measure-
ments (Fig. 3.2b). This large reduction of intensity ing(0) implies that almost the
totality of micropores were lled and then accessible to thaitrogen molecules.
Similar to the SANS curves, the CLD has to be considered as ap&uposition
of contributions from di erent kinds of pores. According tothis statement, the
CLDs of PIB-IL and KLE-IL possess di erent shapes, which degnd on the mate-
rial morphology. A comprehensive representation of the CLE3 the plot of r g(r)
vs.r (Fig. 3.5¢,d) because the prevalent length-scales are oioted from the rst
momentum of g(r) (see section 1.2.3). Under this assumption, in Fig. 3.5c ¢h
maximum at 1-1.2 nm of the void state curve can be referred tché¢ KLE-IL
average micropore size. The shoulder at ca=2-3 nm belongs to an overlap of
the IL pores and the wall separating them, while the minimum tar =4 nm can
be read as the sum of the average IL mesopore diameter and tloeresponding
pore wall. The con rmation of this last nding is the fact that the minimum
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3. Microporosity determination of hierarchical mesoporows SiO, by in-situ SANS

position remained unchanged with increasing lling, whichs expected, since the
average pore-to-pore distance of the IL mesopores has toystonstant. These
results have been found consistent with the physisorptionnes obtained by the
NLDFT analysis (Fig. 3.2c). In the case of PIB-IL (Fig. 3.5d)the CLD is charac-
terized by a main peak centered at 1.5-2 nm, which is obtainex a superposition
of the contribution of the micropores size, IL mesopores sizand IL pore walls.
This e ect can be explained with the help of the NLDFT pore sie distribution
analysis (Fig. 3.2c,d). In the case of PIB-IL there is no cleaeparation between
the micropores and IL mesopores. Furthermore, the corregmting pore sizes are
respectively bigger (for micropores) and smaller (for IL ns®pores) than in KLE-
IL, thus promoting the merging of the single signals in the CD plot. A validation
of this assumption is given by the shift of the peak to higher values when the
micropores get lled, i.e. atp=p 2.6 10 2, meaning that the contributions of
IL mesopore and IL pore walls get predominant. As for KLE-ILthe minimum
at r = 3-4 nm can also be referred to the IL mesopore pore-to-porasthnce,
since it does not undergo changes during the sorption expeent. It deserves to
be mentioned that the increase in the maximum around 2 nm fordsth CLDs for
p=p > 10 2 has to be ascribed to the de nition of CLD as a normalized disibu-
tion (see section 1.2.1): hence, the disappearance of thecrapores resulted in a
correspondingly higher contribution of the IL pores in the CD.

In the case of KLE-IL materials the lling of the micropores ad small meso-
pores was further analyzed by means of the Porod length (section 1.2.1, Eqn.
1.13). Ther*g(r) curves, the integrated area of which beint,, were divided in
two parts (Fig. 3.6a): a rst one from 0 to 2 nm representing tke micropore re-
gion, generating the mean micropore Porod lengtly.icro , and a second one from
2 nm, being mainly determinated by the superposition of theLl mesopores and
the IL pore walls. The in uence of the block copolymer poresam be neglected
for this analysis. Fig. 3.6b shows thall,.mico poOssesses a value of ca. 0.7 nm
which can be reasonably interpreted as the mean microporeesj considering an
experimental error of ca. 10%. The imprecision in the estimtian of the ly:micro
is due to superposition of di erent sorption phenomena whictake place at the
same time. Nevertheless, the calculation of porous featsresuch as the micropore
volume fraction ( micro ), IS still possible. This value can be obtained by means
of lp:micro =4 micro (1= micro )V =Sicro , Namely Eqn. 1.21. Thelypmico Value was
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3.4. Analysis of the in-situ SANS data by the CLD concept

Sample TOT IL + micro I micro || Shicro %0 micro [NM]
KLE-IL nigt 0.42 0.26 0.22| 0.036 27 0.8-1.2
PIB-IL gt 0.64 0.17 0.14| 0.029 16 1.2-1.8
KLE-IL ¢q - - - 0.025 24 1-1.2
PIB-IL g - - - - 15 -
KLE-IL pragg || 0.41 0.25 0.18| 0.069 - -
PIB-IL pragg || 0.64 0.16 0.11| 0.05 - -

Table 3.2 Porosity features of the samples KLE-IL and PIB-IL obtained through
NLDFT method ( nldft), CLD approach (cld) and Bragg peak analysis bragg). Tor,
IL + micro» 1L and pmicro total volume fraction of the material, pore volume fraction
of the small IL mesopores and micropores, pore volume fraain only of the small IL
mesopores and pore volume fraction only of the micropores spectively, calculated
through Eqgn. 3.2. In the case of CLD method, mico Was obtained through Eqgn. 1.21.
Smicro % is the percentage of surface area occupied by the micropareThe symbol

means pore diameter.

obtained by the integration of ther*g(r) plot (Fig. 3.6a), while Si¢cro =V could
be calculated from the physisorption data. In principle themicropores surface
area per volume is given bySpicro =V = sio, ToT Smicro =M, Where sjo, IS the
mass density of silica (sio, = 2.2 cm®/g), tor the total volume fraction ob-
tained with the NLDFT method (Tab. 3.2) and Syicro =m the micropore surface
area per gram (cf. Fig. 3.2e). Thus, the micropore volume fcton, calculated by
lp:micro @nalysis ( micro = 0.025), has been found in good agreement with the one
calculated with the NLDFT kernel, see Tab 3.2.

The CLD can be also used to calculate the relative interfacaigace area of
both samples as function of relative pressure. This values@essed as percentage,
was calculated from the changes in the Porod invariar® (see Eqn. 1.11) and,.

It should be noted that the achievement ofQ was possible since the scattering
patterns are expressed in terms of absolute intensity. Furermore, because the
volume of the sample hit by the neutron beam is unknown, i.ehe packing of
the powder grains in the measuring cell is unde ned, the Podbinvariant allows
the determination just of the relative and not absolute inteface area (cf. Eqn.
1.19). Assuming that for KLE-IL and PIB-IL the majority of th e micropores were
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Figure 3.6 Separation of the micropores contribution in the CLD of KLE-IL at p=p =
0.0001 (a);lp;micro plot in function of the partial pressure for KLE-IL silica (b ); Relative
interface area decrease in function of the partial pressuréor KLE-IL (c) and PIB-IL

(d).

lled at the corresponding relative pressurep=p =0.008 andp=p =0.026, a free
interface area of 76% for KLE-IL and of 85% for PIB-IL can be émated for these
pressures (Fig. 3.6 ¢,d). This means that the area occupiey the micropores is of
24% and 15% respectively, values which are in good agreemerih the NLDFT
ones (Tab. 3.2). It can be excluded that the drop of surface ea is signi cantly
in uenced by the sorption in IL mesopores, since no signi aa changes are shown
in the CLD plots. In addition, it is interesting to observe hav the Fig. 3.6¢,d nicely
gualitatively illustrates the continuous decrease in thewsface area caused by layer
formation at higher pressures.
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3.5. Analysis of the Bragg peak intensity

3.5 Analysis of the Bragg peak intensity

The main goal of this evaluation method is to obtain accuratgalues for the vol-
ume fraction of micropores and IL mesopores direct from théange in intensity
of the Bragg peak at cas=0.05 nm ! generated by the ordered block copoly-
mer mesopores. Thus, this analysis allowed direct companswith physisorption
analysis by NLDFT. As it has been seen by the CLD, the micropes start to be
lled at quite low pressures (ca.p=p =10 3), subsequently at higherp=p also
the small IL mesopores get lled. These e ects can be obsed/iby the increase
in overall SANS intensity of the Bragg peak re ection alreay at small pressures
(Fig. 3.3c,d). In patrticular, the intensity of the Bragg maxmum increases con-
tinuously during the lling of the micropores and IL mesopoes. As pointed out
in a recent work of Sel et al. [152], the changing in the relat, overall intensity
of the SANS curves, was due to increase in the average scattgrlength density
of the silica surrounding the block copolymer pores, ownint the lling of the
micropores and IL mesopores. This change provides then infation about the
mutual arrangement of these smaller pores and their amount ithe material.
The volume fractions of the pores (micropores and IL mesope®) only relative
to the volume of the walls, where the micropores and IL mesops are located,
separating the block copolymer cavities is given by

Vmicro
= 3.1
micro Vmicro + VIL + VSiOz ( )

N N

L and .4 micro » Which are the volume fraction of the small IL mesopores and o
the sum of the micropores and IL mesopores, respectivelyeate ned accordingly.
These "partial” volume fractions can be obtained directly fom the Bragg peak
analysis (see below). On the contrary, the volume fractionf ¢he pores referred to
the entire volume, i.e including the volume of the block copolymer pose(Vac ),
is given as

Vmicro
i = 3.2
miere Vmicro + VIL + VBC + VSiOz ( )

ViL
Vmicro + VIL + VBC + VSiOz

VIL + micro
Viicro + Vit + Vec + Vsio,

IL + micro —
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Vror
Vhicro + Vit + Vec + Vsio,

TOT —

In order to calculate the values in the case of NLDFT analysis, the di erent
pore volumes Vmicro » ViL,» Vac ) Were obtained by Tab 3.1, while in the case of
the Bragg peak analysis were calculated from Eqn. 3.1, oppamely modi ed in
the case of || and | +micro - It has to be noted that the value ofVzc for the
Bragg peak analysis is the one achieved by NLDFVsjo, IS given by the mass of
analyzed material (cf. Tab. 3.1) and sijo,. For the sake of clarity, in the Appendix
A.5.2 a practical example of volume fraction calculation g@ying the Bragg peak
analysis is given.

In order to separate the micropore from the IL mesopore corlbution from
the SANS pattern the pressurep=p = 0.008 for KLE-IL and p=p = 0.026 for
PIB-IL were chosen. Even though in the low pressure range thmeicropores are
completely lled, adsorption, i.e. formation of a monolayg takes place in the
pore walls of IL and block copolymer pores. However, in spite this e ect, the
determination of microporosity is still possible. This fomation of an adsorbed
layer does not in uence the analysis of the Bragg peak re eicn in the block
copolymer mesopores, because it practically does not a ettte mean density of
the surrounding silica matrix. More importantly, the maximum thickness at such
low pressure is ca. 0.3 nm (see below), which is signi cantmaller than the
diameter of the spherical cavities. Such sub-monolayer foation has no appre-
ciable e ect on the form factor of the block copolymer poresée Appendix A.5.1)
and the respective absolute intensity of the Bragg re ectio is hardly a ected by
this phenomenon. In the case of the narrow IL mesopores (diater 3 nm) the
formation of an adsorbed layer on their pore walls could in prciple impact the
Bragg analysis presented here. For instance, in the case dfEIL material, at
p=p = 0.008, where the majority of micropores have been lled, th statistical
thickness of the adsorbed liquid-like B layer is ca. 0.3 nm, based on aN77 K
reference isotherm obtained on amorphous silica LiChrosp®i-1000 silica [139],
which is close to the monolayer thickness. This seems to be easonable value,
since from the analysis of the KLE-IL silica one obtains a ststical thickness of
0.25 nm at ap=p = 0.008. Hence assuming an adsorbed layer thickness of c& 0.
nm as upper limit, would result a situation that ca. 1/3 of thelL pore volume
has already been lled. Despite this obstacle, it is still pssible to extract the
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micropore volume fraction from an analysis of the scatterghdata. As described
in Appendix A.5.1, the micropore volume is given by the valuebtained from the
Bragg analysis forp=p = 0.008 minus the pore volume occupied by the statistical
layer in the IL mesopores. From the Bragg analysis of the KLH- silica it has
been obtainedViicro + iL1ayer = 0.07 cm’/g (see below), while from NLDFT Viicro
= 0.03 cm?/g. The di erence (0.04 cn/g) is thus in perfect agreement with the
volume expected for a statistical layer on the IL pores (seepfpendix A.5.1). The
same treatment is validated also for PIB-IL at the pressur@=p = 0.026. For the
sake of clarity, it should be noted that by accident some of #hpore volumes have
the same values of the volume fractions. R

The "partial" micropore volume fraction ( ., ) Can be calculated through
the equation:

\

" _ ﬁ I void (S)
(1 micro ) - | micro (S)

wherel g (S) and I yicro (S) are the maximum intensity of the Bragg re ection of

(3.3)

the block copolymer pores in the void state and when the migoores are lled,
respectively. Note that it is legitimate to use the absolutealues of the Bragg peak
maximum and not mandatory to use the integral intensities, bcause the shape
of the Bragg re ection remains unchanged upon increase. Inpfendix A.4.3 the
achievement of Egn. 3.3 is exhaustively described.

The micropore fraction between the block copolymer porestde easily ob-
tained then from Eqgn. 3.3 knowing the intensity value of the Bagg peak max-
imum in the evacuated state and in the state where the micropes are lled.
Similarly, applying this procedure to the maximum increasef thAe Bragg peak
intensity up to the lling of the small IL mesopores (=p =0.25), ||+ picro CaN
be easily calculated. The value of ;| can thus be derived from the relationship

L= L+ micro micro - AS mentioned above, from the single it is possible
to obtain the corresponding volumina of micropores and smdlL mesopores (see
Appendix A.5.2). Thus, the respective volume fractions refred to the entire
volume of the material ( ) can be calculated from Eqgn. 3.2. These latter values
referred to micropores, IL mesopores and the total pore vohe are shown in Tab.
3.2.

As one can see, the values of the volume fractions)( for both KLE-IL and
PIB-IL samples, calculated through the Bragg peak analysimethod, accord very
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well with the ones obtained through the NLDFT model. The onlymain di erence
is given in the calculation of the micropore volume fractionIn this case the
values obtained with the scattering method are overestimatl, with a consequent
underestimation of the ;.. This as explained above, is due to the fact that when
micropores get lled, the formation of an adsorbate monolayr in the small IL
mesopores occurs. Thus, since these latter pores were assdiempty, their pore
fraction results to be reduced. Even though this e ect is preent, the values can
still be trusted, since they keep the same order of magnituae the NLDFT ones.

Moreover, from these results important statements on the gpial location of
the micropores an small IL mesopores can be derived. In fathe Bragg peak
analysis giving only information about the porous fractiorof micropores and IL
mesopores located in the block copolymer pore walls, and #eeratios being in
good agreement with the NLDTF values, which instead conside¢he sample in
its own integrity, it can be concluded that the majority of bah micropores and
small IL mesopores are placed in the block copolymer pore Vgalthus leading to
highly homogeneous materials (see Fig. 3.4A).

3.6 General aspects of pore lling behavior

In section 3.4 it has been shown how it is possible to monitané lling behavior of
the micropres through the CLD concept. For the sake of clagif in that section the
attention was focused on the micropores and the small IL mgsares, ignoring
the contribution of the block copolymer pores. Neverthelss also the nitrogen
physisorption mechanism in these latter cavities faces ittesting features.

As one can see, the maximum at 12-13 nm in the enlargement ofgFB.7a
represents the average size of the KLE block copolymer parascording well with
the NLDFT analysis. The variations of the maximum intensitycan be explained
considering that the CLD is a probability function. In this sense, at the void state
no signals of the KLE pores can be detected, because the mmoees and the small
IL mesopores represent the majority of opened pores. Thud|ing these cavities
at rst, the scattering contrast between the matrix and the wid KLE pores
is enhanced (0.06&< p=p < 0.44) and the intensity of the signal consequently
increases. A similar sorption behavior for the spherical pes is shown also for the
PIB-IL sample (Fig. 3.7b). In this case the large PIB mesopes contribution is
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Figure 3.7 Chord length distribution plots with respective enlargement of the block
copolymer pores signals of KLE-IL (a) and PIB-IL (b).

ascribed to the minimum at 20 nm which represents the pore-jpore distance, i.e.
the sum of the pore diameter and the pore wall. This result is:iigood agreement
with the value obtained by the reciprocal of the Bragg peak ma@amnum (s = 0.053
nm 1), which givesr = 19 nm. It is noteworthy to mention that the small shift of
the KLE pores signal in the range 0.0& p=p < 0.44 is most probably due to the
nitrogen multilayer formation. This e ect can not be obsered in the minimum
of the PIB-IL silica, because the pore-to-pore distance isoh a ected by the
nitrogen adsorption. Furthermore, an increasing of thg(0) values by enhancing
the pressure of adsorbed nitrogen can be observed. Consiugrthat the CLD is
nothing else than a mathematical representation of the sdating curve, and that
all the micropores atp=p > 0.2 are completely lled, these contributions have
most probably to be ascribed to the scattering e ect of liqud nitrogen.

3.7 Self-aggregation study of block copolymers
by micropore analysis

The analysis of the micropores in KLE-IL and PIB-IL silica reealed to be also an
appropriate way to understand the self-aggregation procesf KLE and PIB6000
block copolymers. Smarsly et al. [106] already found that éhlength of the PEO
chain of a block copolymer in uences both the mesopore sizedathe amount
of intrawall microporosity of the templated silica replica In principle, if the hy-
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Property PIB || PEOpig || KL | PEO k.
[cm®/g] || 0.84 1.13 0.88| 1.13
dt 0.94 0.06 0.81 0.19

th 0.6 0.4 0.71 0.29

Table 3.3 Density values of the hydrophilic and hydrophobic blocks of PIB-PEO and
KL-PEO block copolymers, at 25 C. In the case of KL-PEO, being the hydrophobic
chain a copolymer of poly(ethyleneeo-isobutylene), PEg.gs-c0O-PIB .33, the entire den-
sity was obtained multiplying the density values of PE and PIB for the respective chain
length fractions, . The volume fractions 9t and ™ are obtained by means of Eqgn.

3.4

drophilic block is signi cantly shorter than the hydrophobic one, a two phase
system is formed, and the majority of PEO chains will be embeeéd in the silica
matrix (Fig. 3.1c). On the other side, if the number of PEO unis is compara-
ble or larger than the hydrophobic ones, a fraction of the PE©will be part of
the micellar core (Fig. 3.1b), while the rest will form intravall micropores. This
representation of the block copolymer self-aggregationasso called "three-phase-
model”. In this sense, assuming that the microporosity of #hanalysed materials
is originated only from the templating action of the PEO chais of the block
copolymer, through the study of the micropore fraction, themicellization process
of KLE and PIB6000 block copolymers can be studied. In ordeotclearly describe
the behavior of the PEO chain in both block copolymers, in ths section KLE and
PI1B6000 will be named as KL-PEO and PIB-PEO. Despite divershydrophobic
blocks (cf. section 2.2) the main di erence between these dnamphiphiles is the
length of the PEO chain, in fact KL;p4-PEOse and PIB1g7-PEO1qo. Similarly, by
using the chain length fractions , de ned as the ratio between the length of
one block and the total polymer length, we obtain: Kk.es-PEOq.35 and PIBg:.s,-
PEOq.48. Thus, the comparison between the PEO micropore volume frigan ob-
tained by means of the NLDFT model ( &) and the theoretical PEO volume
fraction ( ¥'zo), which is supposed to generete only intrawall micropordgi(Fig.
3.1c), gives information about the self-aggregation proge
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These fractions are given by

1
ot _ Vmicro . th _ hyl  hyl 3.4
PEO_V_ + V, ) PEO — 14 1 ()
micro BC hyl  hyl hyb hyb

where Viicro @and Ve are the pore volume of the micropores and of the block
copolymer pores obtained through the NLDFT model (Tab 3.1)respectively;

ny and pyp are the densities of the hydrophilic and hydrophobic blockfdhe
block copolymers respectively (Tab 3.3).h, and ny, are the corresponding chain
fractions of the hydrophilic and hydrophobic block.

As one can see, in the case of PIB-PEO, the PEO volume fractiavhich is
embedded in the silica walls is much lower than the theoreat one. This means
that most of the PEO chains of PIB-PEO polymer form a corona aund the
hydrophobic core of the micelle, contributing to the mesope size. In fact, this
nding would explain the larger cavities of PIB-PEO with repect to KLE-IL,
even though both polymers possess hydrophobic blocks of th&me length. On
the contrary, in the KL-PEO polymer the experimental data ae very close to
the theoretical ones, meaning that the most of PEO chains bate as templating
agents. The values of 9t and ' for PIB and KL blocks in Tab. 3.3 were obtained
considering {,, = (1 ).

3.8 Summary

In the present chapter it has been demonstrated how in-situANS experiments
allow to study in detail the microporosity of complex hierachical pores structures
providing results which are in good agreement with the staraid physisorption
analyses. The application of the CLD approach revealed to ke unique chance
to determine the pressures at which the lling of microporesand small meso-
pores occurs. Furthermore, the CLD being the representatian the real space of
the scattering pattern, the morphology of the porous systesncould be in depth
investigated and especially its evolution during the llig process. The in-situ
SANS approach revealed also to be a versatile technique, apriovides diverse
modalities of data analysis. The study of the intensities vation of the Bragg
maximum gave reliable results regarding the micropore andhall mesopores frac-
tions in the materials. Moreover, through this method it wagpossible to assess
that the integrity of these pores were placed in the pore wallseparating the block
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3. Microporosity determination of hierarchical mesoporows SiO, by in-situ SANS

copolymer mesopores, thus proving the high homogeneity dfet materials. The
investigation of the microporosity in KLE-IL and PIB-IL was also remarkable
in order to set the self-aggregation processes of PIB6000dakLE block copo-

lymers. With respect to KLE-IL, the microporous fraction in PIB-IL was found

much smaller than the theoretical one, obtained considegna whole templating
action of the PEO chains of the block copolymer. This nding ks to be ascribed
to a di erent micellization of the PIB-PEO block copolymer in which part of the

PEO chains builds a corona around the hydrophobic core of thaicelle.
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Chapter 4

Vapor physisorption on
hierarchical SIO 5 by in-situ
SAXS/SANS

4.1 Introduction

In the present chapter, the adsorption at room temperature foorganic adsorp-
tives on hierarchical silicas will be investigated by meansf in-situ SAXS/SANS
experiments. The use of organic molecules is interestingthdor the potential
applications and for the structural characterization of these materials. The con-
trast matching with silica, fundamental precondition for these analyses, was re-
alized with dibromomethane (CHBFr,) in the case of x-ray, and per uoropentane
(CsF1o) in the case of neutrons (cf. Tab 1.1).

The importance of hierarchy for the industrial applicationof a porous ma-
terial, especially with respect to separation process, waseviously described
(section 2.3.2). It is well known that the most of these prosses take place at
room temperature involving organic molecules. Hence, thdilization of the in-
situ small-angle scattering technique, with respect to thetandard characteriza-
tion, is a unique chance for the direct study of the physisotijpn behavior by
probing the porous texture of the material during vapors adgption. Object of
these analyses will be two di erent hierarchical silica, B-IL and KLE-IL, pre-
viously studied by in-situ scattering with respect to nitrayen adsorption (chapter
3). These materials are hierarchical in the sense that 3 nm mwo-like pores (IL
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4. Vapor physisorption on hierarchical SiG by in-situ SAXS/SANS

mesopores) are placed in the walls of larger spherical cés# (PIB, KLE meso-
pores). The PIB-IL material investigated in this chapter istaken from another
batch compared to the one studied in chapter 3, but it presestthe same struc-
tural and porosity features (cf. Appendix A.6.1). The emplgment of di erent
experimental conditions than the standard ones, i.e. nitigen at 77 K, helps in
the understanding of the structural organization of the magrials. In fact, the dif-
fusion of relative large molecules like £F,, being three times larger than CHBr,
and N, (cf. Tab. 1.1) allows to study in detail the porous texture, m terms of
connectivity and accessibility, especially consideringhé di erences of these ma-
terials on the microporous scale, as assessed in chapter 8t this purpose, a
semi-gquantitative analysis of the scattering curves by mea of the chord length
distribution method (cf. section 1.2.3) will help in providng valuable structural
information.

Furthermore, these experiments are also relevant for a thetical point of
view, helping in the comprehension of unclear phenomenadikhe pore emptying
behavior of ink-bottle pores. As it has been shown in sectioh1.2, such large
spherical pores can be drained by so-called "pore-blockingr "cavitation" me-
chanism, depending on the pore-neck size and on the expennta conditions of
the measurement [33,34]. Thus, a direct record of the pore ptying, by means
of in-situ high precise SAXS/SANS experiments with di ereh gases and at dif-
ferent temperatures, clearly identi es the kind of desorpbn process. In addition,
the tting of the desorption scattering curves by means of te Percus-Yevick
(PY) model (cf. section 1.2.2), will help in nding a reliabke relation between the
morphology of the cavities and their draining pressure.

4.2 Vapor physisorption analyses

Vapor physisorption measurements show to be a precious tdok the study of
the adsorption of organic molecules, even though highly miee porosity deter-
mination can not be carried out, due to the lack of appropriag sorption models
for the corresponding adsorptives.

As one can see, the behavior of PIB-IL and KLE-IL silicas witlmespect to the
per uoropentane physisorption at 276 K is signi cantly di erent (Fig. 4.1a). The
PIB-IL isotherm looks pretty similar to the nitrogen one in Hg. A.3a, while the
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4.2. Vapor physisorption analyses
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Figure 4.1 Vapor physisorption isotherms on PIB-IL and KLE-IL hierarc hical silica of
per uoropentane (CsF12) at 276 K (a) and dibromomethane (CH,Br»,) at 290 K (b).

Sample || Vpicory, (€M 3/g) V picH,Br, (€M 3/g) Vo, (€m 3/g)
PIB-IL 0.77 0.64 0.82
KLE-IL 0.17 0.35 0.36

Table 4.1 Pore volume values calculated by means of the Gurvich law fothe adsorption
isotherms of GF12, CH»Br, (Fig. 4.1) and N, (Fig. A.3) at p=p = 0.9. Note that PIB-
IL is taken from another batch with respect to the one analyzel in chapter 3 but it
presents the same features (cf. Fig. 3.2 vs. Fig. A.3).

KLE-IL one looks quite attered, suggesting a scarce adsotipn of the gas. In
the case of dibromomethane (Fig. 4.1b), the most remarkabfeature is the large
hysteresis loop, shown by both of the isotherms, with the deption occurring at
very low relative pressuresp=p < 0.2. This e ect is intrinsic of thermodynamic
properties of the adsorptive, such as mass density and sadtion pressure.

Since the adsorption isotherms exhibit a plateau in proxinty of p=p = 1.00,
is possible, by the amount of adsorbed volume, to calculated pore volume of the
material through the Gurvich law (Eqgn. 1.2). For PIB-IL (Tab. 4.1) the pore vol-
ume is almost the same for Nand GsF1,, in an experimental error range of 10%,
suggesting that the porous texture is completely accessbto the gases ow. It
should be noted that the value for dibromomethane is partigl underestimated,
since the isotherm, showing a capillary condensation stepified to higher pres-
sures, could not reach the plateau stage. In the case of KLE-the di erence
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4. Vapor physisorption on hierarchical SiG by in-situ SAXS/SANS

PIB-IL KLE-IL b
a) b) ha
10000 =
3 3
8 8
z 2 10004 N
2 @ :
& 1000 &
S 2
= £ 4
° =\—— —¢
> : &
wmmfm\}:»‘f:\" e e &
100
T T T T T 100 T T T |
o1 02 03 04 05 00 01 62 03 04
s(nm™) s (nm™)
PIB-IL KLE-IL
C) p/p° values d) 100 p/p° values
void void
100 —— 002 — 002
0.15 0.12
— 0.66 \ — 0.52

— 0.76
— 1.00

— 0.86
— 1.00

=)
L

Intensity (a.u.)

- - : \ - - - : \ -
0.1 02 03 0.4 05 06 0.1 02 03 0.4 05 06
s (nm™)

Figure 4.2 In-situ SAXS patterns of PIB-IL (a) and KLE-IL (b) during CH ,Br, ad-
sorption at 290 K in constant ow conditions. In-situ SANS patterns of PIB-IL (c) and
KLE-IL (d) during C 5F12 adsorption at 276 K for signi cant relative pressuresp=p .

betweenV,.c,r,, and the other two volumes, the former being less than the half
remarkable. This e ect can most probably be due to the low aessiblity of GF1,
in KLE-IL matrix, and will be investigated in detail in the next section.

4.3 Adsorption in-situ SAXS/SANS data

A straightforward con rmation of the sorption results is provided by the adsorp-
tion in-situ scattering data.

In Fig. 4.2a,b the adsorption of CHBr, in PIB-IL and KLE-IL are shown. The
increase in pressure is expressed by the direction of the@s Due to pore lling
(cf. Fig. 3.4), the scattering curves undergo the same vatian as in the case of
N,, as exhaustively explained in section 3.3. At the beginningtepa b, the
increasing of the intensity of the Bragg peak clearly indi¢as the micropores and
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4.3. Adsorption in-situ SAXS/SANS data

small IL mesopores lling. Towards larger pressures, the rtilayer formation
and capillary condensation occur (step c). The latter phenomenon can be
recognized by the vanishing of the Bragg peak. In the total disappearing of
the structural signals for both of materials shows the comete accessibility of
the pore network to the CHBr, ow. This kind of experiment, performed at the
synchrotron light, did not allow to precisely detect the reérence pressure of each
scattering curve, since the dibromomethane has been let owontinuously into
the sample, without reaching equilibrium stages.

In Fig. 4.2c,d the neutron scattering curves relative to th€sF,, adsorption in
PIB-IL and KLE-IL are depicted. The scattering curves featue the same e ects
as in the case of CkBr, during the adsorption steps, i.e. micropore and IL
mesopore lling, multilayer formation and capillary cond@sation. As also the ex-
situ physisorption measurement suggested, the PIB-IL poug texture is entirely
accessible to the gas ow. Owning to this, the determinatioonf the pore volume of
the IL mesopores and micropores. + micro ) By means of the Bragg peak analysis
is possible. Assuming that these pores are completely lleat p=p = 0.25, the
respective pore volume calculated by the method shown in sea 3.5 (applying
the Eqgn. 3.3 and an approach similar to the one presented in Apndix A.5.2)
are for CHBry: Vit + micro = 0.22 cm?/g and for CsFi2: Vil +micro = 0.26 cm?/g.
By comparison, the same values were obtained by the physigbon isotherms
of CH,Br, and CsF, (Fig. 4.1), at p=p = 0:25 by using the Gurvich method
(cf. Egn 1.2). In the case of CHBr, was found Vi, + mcro = 0.19 cm?/g, while
for CsF1> Vit +micro = 0.24 cm?/g. The small varaince in the determination of
the pore volume can be due to the diculty to precisely identfy the partial
pressure at which the pores are lled and no multilayer form#on in the bigger
cavities occurs. Nevertheless, the values compared by th&ot methods are in
good agreement, proving the reliability of the Bragg peak atysis in providing
trustable porosity characterizations.

Di erently from the case of PIB-IL, the scattering pattern of KLE-IL, at
the saturation pressure p=p = 1.00), shows still a considerable fraction of void
structure. The most probable explanation for the di erent kehavior of the two
materials towards the GF, adsorption can be given by the analysis of the micro-
porosity of the systems. As shown in the chapter 3, PIB-IL an&LE-IL possess
di erent microporous structures due to the di erent block mpolymers employed.

93



4. Vapor physisorption on hierarchical SiG by in-situ SAXS/SANS

p/p° values
void

—0.12
04{ [\ 0.32
—0.52
—0.86

0.04

S\

Figure 4.3 Chord length distribution functions for signi cant C sFi, relative pressure
values p=p in KLE-IL silica.

KLE-IL has got a higher amount of micropores, but narrower irsize than PIB-
IL ones (cf. Tab. 3.2). In particular KLE-IL micropore dimersions & 10A) are
smaller than the GF,, molecule, thus obstructing its di usion. In theory, if one
examines carefully the geometry of the gas molecule, bein@8A long but only
4.4 A wide (cf. Tab. 1.1), it could di use easily also in KLE-IL micropores. In
fact, since these measurements are carried out at equililam conditions, the per-
uoropentane molecule could arrange itself in order to mimize the energetic
barriers and easily di use. However, this concept is validrdy if it is assumed a
pure cylindrical geometry of the micropores, which is not e the case. In fact,
being the direct 1:1 replica of the solvated PEO chains of thielock copolymer,
they bear edges and corners, which represent a clear impedinhto the gas ow.
The con rmation of the micropore obstruction in KLE-IL silica for the GFi,
adsorption is given by the analysis of the CLD, in the fornr g(r), (Fig. 4.3).
Looking at the curves afterp=p= 0.3, where the micropores and IL mesopores
are supposed to be completely lled, it can still be recogrez the distinctive val-
ues of the micropore and small IL mesopore size (1 nm and 3 nm), meaning
that part of these structures is still void.

The morphology of the micropores is not the only e ect respaible for the
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void state

Figure 4.4 Schematic representation of the porous textures of KLE-IL ad PIB-IL
hierarchical silica at the void state and after complete lling with per uoropentane

permeation of GF1,, since also the thickness of the pore walls plays an importan
role on the pore texture connectivity. Interestingly, bothKLE-IL and PIB-IL are
characterized by the same lattice parameter, i.e. pore-foere distance of the
spherical mesoporesa = 19 nm. This value is obtained by the reciprocal of the
Bragg peak which falls, for both materials, as = 0.053 nm *. However, due to the
signi cant di erence of the spherical mesopore size, 13 nrmd 17 nm for KLE-IL
and PIB-IL respectively (Fig. 3.2c and Fig. A.3b), the mateials are characterized
by inverse pore wall thicknesses, i.e. 2 nm and 6 nm for PIB-land KLE-IL
respectively, according ta (Fig. 4.4). In this sense, for PIB-IL possessing thinner
walls, the connectivity between the lager mesopores is fitcited. Nevertheless, is
important to point out that without the templating action of the IL mesopores,
most of the spherical cavities would be inaccessible as derstrated the porosity
studies in section 2.3.2 (cf. Fig. 2.10d). Considering th&s of the small mesopores
(2.5 nm, Fig. 3.2c,d) and the pore wall thickness (2 nm), it idighly probable
then, that the connectivity between the large cavities is ¢ablished mostly by
the IL mesopores, and the micropores just partially act as ooectors. On the
contrary, although KLE-IL silica presents a larger fractim of IL pores (cf. Tab.
3.2) the micropores still play an important role in the connetivity. In fact, since
for the IL mesopores becomes di cult to connect directly twospherical cavities,
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due to the large pore walls (6 nm), the narrow micropores of KE-IL act as
bridges between IL and block copolymer mesopores. This satent is validated
by the CLD plot in Fig. 4.3, where the remarkable signal of themall IL pores
size at 3 nm forp=p > 0.3 nm con rms the presence of void IL mesopores, which
are not reached by the GF,.

4.4 Desorption in-situ SANS data

The study of the in-situ scattering curves of the desorptiobranch of the isotherm
represents an e cient way in the understanding of ambiguouphenomena like the
pore emptying mechanism of ink-bottle pores. In particularthe main di culty is
to distinguish whether the pore draining process occurs viore-blocking or ca-
vitation. By standard sorption experiments this distinction becomes problematic,
since the pressure of desorptiopy (Fig. 4.6b) is in uenced not only by the geom-
etry of the porous texture, but also by the kind of adsorptiveand experimental
temperature, as seen for the CyBr, isotherm (Fig. 4.1). In the present section,
the emptying of PIB-IL hierarchical silica from several codensed adsorbates is
investigated. In order to determine the in uence of the expgmental conditions,
the studies on organic adsorptives at ambient temperatura@compared with the
one on nitrogen at 77 K.

In Fig. 4.5a-c the scattering curves relative to the desorfmn branch for GF4,
at 276 K (Fig. 4.5a), CH,Br, at 290 K (Fig. 4.5b) and N, at 77 K (Fig. 4.5c)
are depicted. The pressure values, at which the curves arecoeded, represent
correctly the desorption steepness of the ex-situ isotherin Fig. 4.1 and Fig.
A.3a. This correspondence is not completely valid in the casof CH,Br,, for
which the SAXS measurements were not carried out at equiliobm conditions.
Nevertheless, the following considerations on its genegsorption behavior hold
true. However, the pressure values are shown just indicatlly for helping the
understanding of the emptying process. As one can see, asrsas the system
overcomes the pressure of desorptigg (Fig. 4.6b) the scattering intensity relative
to the cage-like pores increases and the typical form factpattern of a sphere can
be recognized (red and green curves). This behavior meansitiihe empty pores
can be seen in the formalism of a diluted system of single spical particles. Thus,
it can be assumed that the pores empty randomly without any geendence from
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Figure 4.5 In-situ scattering patterns of the desorption process at skected pressures
of CsFi2 (a), CH2Br, (b) and N2 (c) from PIB-IL hierarchical silica. Experimental
desorption SANS curve of per uoropentane atp=p = 0.423 and its tting by means
of Percus-Yevick model (d). In (a) and (d) the intensity is expressed in [cm?* sr 1],
since the GF12 desorption experiment was performed at the V4 line of the Hehholtz-
Zentrum Berlin, allowing the acquisition of absolute intensities (cf. Appendix A.3.2).

their spatial position, i.e. independently form the lattie distribution (Fig. 4.6a
A). This e ect is further corroborated by the increase ofl (s) at small scattering
vectors (s < 0.05 nm ! Fig. 4.5a,b) as also observed in ref. [151]. This feature
could be analysed just qualitatively since the tting of thescattering curve (see
below) was not possible within this region. The draining preeeding, the fraction
of void spherical pores increases, so that the Bragg peak, ieth identi es the
cubic structure of the block copolymer pores starts to becavisible (Fig. 4.6a
B). At the pressure of the closure point of hysteresisp., (Fig. 4.6b), all the
bigger pores are empty and the Bragg re extion reaches its mimum (Fig. 4.6a
C). As it can be observed, for all three gases, during the deption hysteresis
the scattering intensity relative to the small IL mesoporesi.e. the broad band
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Figure 4.6 (a) Schematic illustration of the desorption mechanism in @ge like pores of
PIB-IL silica. A) Void pores with statistical distribution ; B) Increment of the fraction of
free pores and identi cation of the primary lattice organization (square); C) Complete
draining of the cage-like cavities with the smaller pores bimg still lled. (b) Represen-
tation on a general physisorption isotherm of the investigaed desorption region (red
line) with the letters facing the main stages of desorption apicted on the left. The
coordinates at the starting point of desorption are expresed by Vg4, pg, While at the
closure point of the hysteresis byV¢, pep. (€) Corresponding scattering patterns of the
most meaningful desorption stages in PIB-IL silica.

at s = 0.3 nm 1, did not increase. This means that these pores remained He
and the larger cavities drained by spontaneous evaporatiaf the adsorbate in
the core of the pore. Hence, in PIB-IL desorption occurs thugh cavitation (see
section 1.1.2). The smaller IL pores empty subsequently aery lower pressure
p=p < 0.1. In addition, in the SANS pattern of GF,, desorption atp=p =1, the

small signals are most probably referred to inaccessiblergttures. Even if this
residual intensity appears relatively large, one should osider that the SANS
pattern are shown in logarithmic scale and the intensity islearly smaller than
in the evacuated state.
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Figure 4.7 Plot of the averaged radius values,hRi (a), and of the volume fractions,
py (b), obtained by means of the Percus-Yevick model for GF1, and N, desorption
in function of the emptying factor c.

Previously (cf. section 1.1.2), it has been reported that # cavitation mecha-
nism in large cage-like pores (diameter bigger than 10 nm) occurs if the size
of the pore neck is smaller than 4 nm, otherwise pore-blockins the dominating
process. This threshold was calculated in reference to thendlition of nitrogen
at 77.4 K [31], but is unknown for di erent adsorptives at di erent temperatures.
These desorption studies have directly shown that the cawation process occurs
also for organic molecules like per uoropentane and dibravmethane at ambient
temperature conditions, in the case of porous networks beéag pore necks smaller
than 3 nm.

The desorption in-situ scattering curves can also be tted yp means of the
Percus-Yevick (PY) model in order to get precise informatio on the structure
and morphology of the system during the emptying process. Ehapproach is
suitable in characterizing packings of spherical objectsith local order like the
mesoporous silica presented in this work, applying a modehséed on hard-sphere
potential. The tting of the experimental scattering curves provides the volume
fraction of the spherical pores (ry) and their average radius (Ri). As shown also
by Smarsly et al. for similar system [151], the fact that the pres drain statisti-
cally without correlation between their size and positionysti es the application
of this analysis method. This approach could not be appliedif diboromomethane,
since the measurements were not taken at equilibrium conglihs and the struc-
tural information given by the SAXS can not be correctly intepreted. The good
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resolution in the PY tting of the scattering curves is shownin Fig. 4.5d. The
application of this model allows to monitor the increase ofrite volume fraction of
the void spherical pores and the e ect of the polydispersitguring the draining

process. These phenomena were analyzed respectively byttplg the structure

parameter py and the average radiugRi, in function of the so-called emptying
factor ¢ (Fig. 4.7). The emptying factor represents the amount of vdi spherical
pores and is given by v v

d
c= Ve Ve Vi Ve (4.1)

whereVy is the volume at the starting point of desorption andv,, the volume at

the closure point of the hysteresis (Fig. 4.6b). If one looks Fig. 4.7a, the average
pore radius increases, increasing the amount of voids botbr fCsF;, and for N,
meaning that the smaller pores empty rst. This e ect, due tothe polidispersity
of the sample, is consistent with the general statement of ¢hmodi ed Kelvin
equation (Egn. 1.3), for which: The lower the relative presse is, the larger is
the radius of the emptied pore p=p / f (R 1)). Accordingly to the draining
process, the volume fraction of the empty mesopores increas(Fig. 4.7b). As
one can observe, for €15, the nal volume fraction of the free spherical pores is
py = 0.45 which is in whole agreement with the value obtained byhe NLDFT
method p;g = 0.47, obtained by pig = toT - IL+micro (Cf. Tab. 3.2). On
the contrary, for N, even though the volume fraction increases, it does not rdac
the same value that in the case of &1, (No: py = 0.31). This lower result
can be explained by the fact that the nitrogen measurementsene carried out
in a facility which did not allow high resolution analyses interms of scattering
intensity and small scattering vectors (cf. the sensitiveraas of the detectors of
the V1 and V4 line in Appendix A.3.2). For this reason a preces evaluation of
py IS not possible in this case.

4.5 Summary

In the present section, in-situ small-angle scattering sption experiments per-
formed with organic vapors revealed to be suitable methodsrfthe profound
comprehension of the porous architecture organization ofenarchical silica. In
particular, the di erent dimensions of the probing molecuts established the op-
portunity to clearly determine the connectivity and the acessibility of the two
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similar material KLE-IL and PIB-IL, de ning precisely the spatial location of mi-

cropores and small IL mesopores. From an applicative poinf giew, in order to

facilitate the di usion of large organic molecules througbut the material, a dense
packing of large mesopoes has to be assured and the connechetween them
realized essentially by the the smaller IL mesopores. In thiway the potential
hindering of the micropores is avoided. Moreover, these &itu SAXS/SANS-

physisorption studies are also important for theoretical spects. In fact, by the
analysis of the curves collected during the desorption brah, it was possible
to precisely identify the pore emptying mechanism of the sghical cavities. For
di erent experimental conditions, it has been directly shan that the draining

process occurs always by cavitation, i.e. it depends only ltige thermodynamic
conditions of the condensed adsorbate and not from the poreametry. In this
sense in-situ scattering experiments o er a smart alternate to the standard sorp-
tion measurements in the understanding of ambiguous phenema like desorption
from cage-like pores.
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Chapter 5

Vapor physisorption on periodic
mesoporous organosilica by
IN-situ SAXS/SANS

5.1 Introduction

Within this work the importance, for a porous silica materid to bear a hierar-
chical structure in order to increase its potential applicéons has been mentioned
several times. Nevertheless, due to its chemical inertiauge silica materials are
limited in their range of functional properties. Thereforethe recent discovery of
porous organic-inorganic hybrid materials, and more presgly of periodic meso-
porous organosilicas (PMO), has gained a lot of interest byhé scientic com-
munity [156{159]. Instead of ordinary sol-gel precursorspecial silsesquioxane
compounds, characterized by an organic entity bridging beeen two alkoxysi-
lane functions [(R'O)Si-R-Si(OR');3], are used as building blocks for the porous
network. The growing attention towards PMOs is given by theltzance to incorpo-
rate organic moieties on the pore surface for potential pugses in catalysis, sensor
technology and separation [80,101,160]. In particular, ¢hobject of investigation
of this chapter will be materials possessing an enantioselige surface, capable to
allocate a compound in a pure enantiomeric form, and thus pzularly attractive
for separation [161, 162].

Despite their manifold versatile structures, the porosityof PMO materials
was not investigated as deeply as the pure silica counterparIn the following,
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21 00
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Figure 5.1 lllustration of the three possible scenarios for the potental distribution of
the organic groups in PMOs. A) Homogeneous distribution thoughout the matrix. B)
Inhomogeneous distribution in the matrix, i.e. local enrichment in the matrix around
the mesopores. C) Preferential enrichment at the pore surfee.

the in-situ SAXS/SANS method is used for the characterizatin of the porosity
and the structure of organosilica materials. For these pugses the use of organic
probe adsorptives like dibromomethane and per uoropenta which ful ll the
contrast matching conditions for silica with x-ray and neutons respectively, were
chosen. The advantages to perform a throughout structuraharacterization of the
materials by means of in-situ scattering during adsorptiof organic molecules
at room temperature, is justi ed by several aspects.

Since these organosilica materials, bearing enantiomefignctionalities, are
particularly suited for separation applications, it is of indamental importance
to study their sorption properties with respect to organic dsorptives at ambi-
ent temperature. The principle di erence of organosilicasrom SiO, materials
is related to the presence of organic moieties, which grantcertain exibility
to the porous network that might induce a de ned degree of mioporosity. In
particular, standard physisorption experiments revealedmproper for porosity
studies, because the low temperature conditions (77 K) miglkontract the e-
xible structure of the material, eventually closing the mimpores. Furthermore,
since the materials studied here underwent post-synthetigrafting with further
organic functionalities (see below), some mesopores coblel occluded and then
not be detectable by physisorption. Through the in-situ sd#éering technique the
structure of the materials is directly probed at each adsopon step, and the
presence of inaccessible pores can be detected. Moreovee, ¢thance to use or-
ganic adsorptives, like CHBr, and CsF1,, with di erent molecular size (cf. Tab
1.1), leads to a better understanding of the pore connecttyi towards di erent
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Figure 5.2 Schematical representation of the post-synthetic functimalization of the
material UKONZ2a with alanine (Ala), resulting in UKON3a, or with the dipeptide
alanine-asparagine (Ala-Asp), giving UKON3b.

uids. The estimation of the pore size is also a matter of disrssion. The analy-
sis through nitrogen sorption possesses uncertainties bhase the interaction of
nitrogen with the hybrid organic-inorganic surface is unkown. For this reason,
theoretical models like BJH or NLDFT (cf. section 1.1.2) camot be considered
accurate. In this sense, a quantitative analysis of the sdating curves can pro-
vide valuable structural information. By means of analytial methods like the
chord length distribution and the Percus-Yevick approachstructural parameters
like pore size, lattice parameter and pore volume, can be alimed for materials
without high degree of mesostructural order.

In addition, these studies are relevant from a theoreticalqint of view. Struc-
tural investigation of PMO materials, especially regardig the displacement of the
organic groups has not been carried out in depth so far. In facntil now it was as-
sumed, without any direct demonstration, that during the sbgel reaction an ideal
mixing of the silsesquioxane precursor molecules occuesading to homogeneous
distribution of the organic moieties in the nal material (Fig. 5.1A). However,
di erent factors might be responsible for an inhomogeneoudistribution. Since
the organic groups and the hydrophilic siliceous groups ameutually incompatible
to hydrolysis, domains (size ca. a few nanometers only) ofvseal organic groups
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5. Vapor physisorption on PMO by in-situ SAXS/SANS

would form (Fig. 5.1B). In another scenario (Fig. 5.1C), it $ possible that or-
ganic groups preferentially arrange around the micellar teplate, because of their
dislike with silica. Hence, the investigation by the in-sit SAXS/SANS method,
which employs uids showing contrast matching conditions wh the siliceous part
of the hybrid materials, is of remarkable value in the compreension of the PMOs
organic moieties' location. By the analysis of the scattarg curves at the lled
state, in which no voids contribute to the scattering intensy, only the di erences
between the inorganic (siliceous) and organic part are detable (in the case of
perfect contrast matching conditions). In this way, if the naterials are composed
of a phase-separated system (Fig. 5.1B,C), the self-orga@il organic domains
should be distinguishable in the scattering patterns. On th contrary, by a homo-
geneous distribution (Fig. 5.1A) the density di erences a smeared and will not
contribute signi cantly to scattering.

5.2 Materials investigated

As mentioned above, the materials object of the in-situ SAXSANS studies
are organosilicas which present an enantioselective sudabeing able to separate
compounds in a pure enantiomeric con guration. In fact, thechance to obtain
stereochemically pure and speci ed molecules, e.g. aminoids, is considered
a challenge of crucial importance. This target can be achied for example by
anchoring chiral building blocks onto the organic functioalities of the PMOs
[162]. Hence, starting from a well established hybrid mated, UKON2a, (Fig. 5.2)
containing a bridging benzoic acid function along the poreails [163], through the
treatment with H,N-AlaOCH3; (Ala = alanine) and with H ;N-Ala-Asp(OCHj3),
(Asp = asparagine) the following materials UKON3a and UKONB are obtained
respectively. The detailed synthetic procedure is descell in the ref. [163{166]
UKON3a and UKON3b were then characterized by means of SAXS,EM
and standard nitrogen physisorption methods (Fig. 5.3). Rothe sake of clarity,
in Fig. 5.3a and Fig. 5.3b only the SAXS pattern and the TEM mimograph of
UKONS3b are depicted, being the UKON3a ones very similar. Thecattering curve
can be ascribed to a disordered mesoporous organizationthadnly local order.
The Bragg maximum ats = 0.15 nm ! identi es a lattice parameter, namely a
pore-to-pore distancea  6-7 nm. The particular width of the signal identi es a
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5.3. Vapor physisorption analyses

Sample | Sger (M?/g) || Vi, (€M) || Vch,er, (€MP/g) | Ve, (cm/g)
UKON3a 300 0.23 0.15 0.18
UKON3b 242 0.18 0.14 -

Table 5.1 Surface areas obtained by means of the BET model, and pore vaie values
for nitrogen, dibromomethane and per uoropentane cacluldged by the Gurvich law
(Egn. 1.2) from the adsorbed volume atp=p = 0.95 for the sample UKON3a and
UKON3b.

signi cant polydispersity of the cavities and distance digibution. From the TEM
picture of UKON3b a disordered distribution of worm-like poes of ca. 4-5 nm
can be deduced. A better understanding of the porosity of thievo materials is
achieved by the physisorption measurements. The,Nsotherms (Fig. 5.3c) can be
classi ed as H2 type (cf. section 1.1.1), characteristic @iesoporous systems with
a relatively broad distribution of size and shape, validatig the former results.
The pore size analyses (Fig. 5.3d), obtained by means of th& DFT model, show
for both of materials a quite broad distribution of pores ceered at 4 nm, with
UKON3a possessing in addition a small fraction of bigger mgsores of 10 nm in
size. According to the larger attached groups (two amino ais$, i.e. alanine and
asparagine), UKON3b has got lower surface area and pore vole, as shown in
Tab. 5.1. It is noteworthy also to point out that by physisorgion no micropores
were detected.

5.3 Vapor physisorption analyses

Vapor physisorption measurements o er valuable informatin and a remarkable
support to the in-situ scattering experiments. The isothens of CH,Br, adsorp-
tion at 290 K on the two PMO materials look pretty similar (Fig. 5.4a). As in
the case of hierarchical materials (cf. section 4.2) the owgs are characterized by
a wide hysteresis loop shifted to lower relative pressureluas. In fact, the hyste-
resis closes ap=p 0.17 instead atp=p 0.4, as in the nitrogen analysis. The
sample UKON3a was additionaly investigated by €F;, physisorption at 276 K
(Fig. 5.4b). As main feature, the isotherm shows a very nawohysteresis loop at
this temperature. The bare vapor physisorption data reveahlready interesting
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Figure 5.3 Small-angle x-ray scattering pattern (a) and TEM micrograph (b) of the
sample UKON3b. Nitrogen physisorption isotherms at 77 K of LKON3a and UKON3b
(c). Pore size distribution of the two hybrid materials from the adsoprtion branch
calculated through the NLDFT method on the basis of a cylindrical pore model for the
system nitrogen (77.4 K)/silica (d).

information about the material porosity. In particular, for UKON3a the porosity,
expressed in terms of pore volume (Tab. 5.1), calculated fper uoropentane is
similar to the one for diboromomethane. Thus, even if per uarpentane is three
times larger than dibromomethane (cf. Tab 1.1), hindered abrption can be ex-
cluded. The obstruction by this molecule is avoided, also bause the mespopores
constitute here a through-connected network and are not lked through micro-
pores as the hierarchical silicas previously described.rBuermore, since the phy-
sisorption behavior for vapor/PMO systems is not clearly uderstood yet, due to
the unknown interactions of the organic adsorptives on hykli organic-inorganic
pore walls, is important to verify if the uids are adsorbed éllowing the BET
or Langmuir theory. As one can see, the good tting of the BET ot with the
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Figure 5.4 Dibromomethane physisorption isotherm of UKON3a and UKON3b at 290
K (a). Per uoropentane physisorption isortherm of UKON3a at 276 K (b). Dibro-
momethane physisorption isotherms up top=p = 0.22 of UKON3a (c) and UKON3b
(d) and respective BET plot. The term W in the y-axis is referred at the quantity of
CH2Br, adsorbed expressed in gramsR represents the correlation coe cient of the

plot.

CH,Br, isotherms of both materials (Fig. 5.4c,R > 0.98, whereR is the correla-
tion coe cient of the tting) ensures the presence of a BET adorption behavior,
implying the formation of multilayers of adsorbate on the meerial surface. By
comparison, the Langmuir plots, showing worst correlatiofiactor, are depicted
in Appendix A.6.2.
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5.4 In-situ SAXS/SANS data

In-situ small-angle x-ray scattering measurements on theasiple UKON3a dur-
ing dibromomethane adsorption are presented in Fig. 5.5ah€& most signi cant
feature in the in-situ SAXS curves is the decreasing in inteity of the scattering
maximum (Bragg peak) upon increase in relative pressure did adsorptive. By
such in-situ scattering experiments, important featuresfahe PMO porous archi-
tectures can be revealed. A rst signi cant aspect is the costant shifting of the
Bragg peak to smaller scattering values for the initial adsption steps, i.e. until
ca.p=p = 0.3. This shift seems to correspond to an increase in the aage pore-
to-pore distance (real space) between un lled mesopores a consequence of the
fact that at a certain pressure the pores below a de nite sizare lled. Hence,
since empty pores contribute to the scattering, the averag#istance between the
remaining void pores increases, assuming that the size otlividual mesopores
does not correlate with their position. In addition, the inensity at smaller scat-
tering vector (s 0.1 nm ?) rises up. This e ect, already observed in section 4.4
and in ref. [151], is a consequence of the polydispersity betmesopores. By fur-
ther increase of the gas pressur@£p > 0.3), the scattering maximum becomes
broader and its intensity decreases signi cantly. This ndng is a consequence
of the complete lling of the mesopores. A small hump ap=p = 1.00 can still
be recognized and is probably due to a small fraction of inaessible pores or
an imperfect contrast matching condition, as already expemced in the case of
in-situ SANS experiment on nitrogen physisorption in seah 3.3. The possible
mismatch between the average electron density of GBIr, and the PMO, can be
explained since the latter was "a priori" assumed as the sikh one. However, the
almost total decrease in scattering intensity ap=p = 1, indicates almost perfect
contrast matching, which is reasonable taking into accourthat the scattering
intensity is dominated by the heaviest element in a sample ($ this case).
Another important aspect which can be discussed by the analig of the in-situ
SAXS curves is the absence of micropores in the PMO matrix. €hscattering
intensity is very weak ats > 0.35 nm !. So, if micropores were present, one
should observe an increase of the peak's intensity for thest adsorption steps
(O p=p 0:15), due to the enhanced contrast between the void and the nig,
which is not the case for the present materials. The scatteig observed at larges
is thus attributable to density uctuations, creating a constant SAXS background.
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Figure 5.5 In-situ SAXS curves of dibromomethane adsorption in UKON3a (a) and
UKON3b (b) at 290 K. In-situ SAXS curves of dibromomethane desorption in UKON3a
(c) and UKON3b (d) at 290 K.

The physisoprtion behavior of the sample UKON3b (Fig. 5.5bpresents the same
characteristics as the UKON3a, especially one can conclutbat all the mesopores
are accessible, as seen by the almost perfect contrast manchat p=p = 1.00.

Furthermore, also the draining of CHBr, from the hybrid materials was in-
vestigated by in-situ scattering technique. The desorptio patterns of UKON3a
and UKON3b are depicted in Fig. 5.5¢,d. As expected, a consiaincrease in the
scattering intensity is observed, together with a shift oflie main scattering peak
maximum to larger scattering vector values. These experimis prove that the
adsorption and desorption proceed reversible.

Physisorption in combination with in-situ SANS was also péormed, using
per uoropentane on the sample UKON3a at 276 K (Fig. 5.6). Thechance to
use an adsorptive like GF1,, possessing a molecular size which is almost three
times bigger than the CHBr, one, was expected to provide additional insights
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Figure 5.6 In-situ SANS patterns of UKON3a during pre uoropentane adsorption (a)
and desorption (b) at 276 K.

into the PMO structure, since hindered sorption would occyrif the mesopores
were connected through small micropores. As one can see, 8\ S patterns look
quite di erent to the SAXS data. Accordingly to the physisoiption measurements,
beyond p=p = 0.37 no signi cant uptake was observed, expecting that althe
mesopores were lled. However, the SANS curves reveal a pooimced scattering
maximum even at further pressure thanp=p = 0.37. Since the physisorption
experiment showed almost identical pore volume betweer, NCH,Br, and CsF,
(cf. Tab. 5.1), this remaining signal has to be attributed tamismatch of scattering
length density (SLD) of per uoropentane. In fact, assuminghat the organic part
of the material has the same mass density of the graphited = 2.2 cm?/g),
the corresponding calculated SLD is,. = 7.33 10 ® A 2 which is signi cantly
di erent from the C sFy, and silica one (b5, ., 3.5 10°A 2 cf. Tab.
1.1). On the contrary, this di erence is not so relevant in tle case of x-rays, where
the electron density of carbon and silica are not so dierent ¢c =1:87 10 °
A 2, esio, = 1:89 10 ° A ?), thus explaining the almost perfect contrast
matching.

5.5 Analysis of the in-situ SAXS curves

Before to focus the attention on the analysis of the SAXS cues, it is hoteworthy
to mention that the in-situ SAXS measurements were perforndein constant ow
of CH,Br,. Strictly speaking, as shown in chapter 4, being the systemonin
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Figure 5.7 Chord length distribtion functions, g(r), of dibromomethane adsorption on
UKON3a (a) and UKON3b (b). Chord length distribution in the r epresentationr g(r)
on dibromomethane adsorption of UKON3a (c) and UKON3b (d).

equilibrium, a reliable analysis of the SAXS curves in termef equilibria could
not be carried out. Nevertheless, one has to take in accourtdt the structure of
the present materials are less complicated, bearing a monodal distribution of
pores, and not a trimodal as in the case of the hierarchicallisas. The sorption
process is therefore more straightforward, since the uidaks not have to di use in
a complex porous texture possessing di erent pore necks. e, the in-situ SAXS
curves, presenting only few scattering features can be quiatively interpreted.
Furthermore, the gases ow was kept constant for all the sanitgs and pressures
so that the data can be compared.

The in-situ SAXS curves of the dibromomethane physisorptioon UKON3a
and UKON3b were analysed by means of the chord length distrbion approach.
Interestingly, the value ofg(0) in the CLDs of the two samples (Fig. 5.7a,b) falls
to zero for p=p > 0:2. Generally, a positive value ofg(0) is caused by small
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Figure 5.8 Chord length distribtion functions, g(r), of dibromomethane desorption of
UKON3a (a) and UKON3b (b). Chord length distribution in the r epresentationr g(r)
of dibromomethane desorption on UKON3a (c) and UKON3b (d).

micropores and angularity of the pore system [59, 151]. Thery small value of
g(0) indicates in this case the presence of a small degree ofeatain angularity,
most probably, from the irregular pore surface due to the gfing of the organic
functionalities. The presence of micropores can indeed brckided, since it is
not observed neither in N sorption analyses nor in the scattering patterns. The
study of the morphological variations during the sorption gperiment can be bet-
ter appreciated by the analysis of the g(r) plot in Fig. 5.7c,d. The main peak
at 4 nm represents a superposition of the contribution of thaverage pore size
and the thickness of the pore wall. The following contribubns at 8 nm and 12
nm correspond consequently to the pore-to-pore distancendathe chord pene-
trating two intraphases, i.e. two pore and one pore wall, reectively (cf. Fig.
1.6). A con rmation of these statements is given by the evotion of the r g(r)
curves during the adsorption process. It can be clearly sethrat the pore-to-pore
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Figure 5.9(a) Relative interface area plot as function of the relative pressure of CHBr;
for UKON3a and UKON3b. (b) Experimental curve (circles) and PY tting (bold line)
of UKON3a at p=p = 0.17.

distance of the system, i.e the minimum at 8 nm, increases bgcreasing the
pressure. This has to be expected in fact, if holds true the asmption that the
pores Il without correlation with their position. The peak at 4 nm, given by the
sum of the contributions of pore size and pore wall, remainastead unchanged.
This e ect is given by the mutual annihilation of the changesof the pore wall
and pore size signals during the physisorption process. lact, since multilayer
formation in the pores occurs, see section 5.3, the contriian of the pore walls
shifts to larger values (pore wall and adsorbed dibromomethe layer), while, at
the same time, the one of the size of the void pores reach lowatues [151]. As
a consequence, the superimposed maximum, sum of both cdmiitions, does not
change its position. Since the peak at 4 nm expresses also pwre size of the
systems, the CLD analysis is in good agreement with the sorph experiments.
Thus, even if the systems are constituted by a hybrid organinorganic texture,
for the physisorption analyses the adsorbate/adsorbent teractions can be ap-
proximated to those of pure silica. The CLD plots of the desption branch are the
inverse of the adsorption (Fig. 5.8). Looking at they(r) representation, theg(0)
values increases by decreasing the pressure and reach afrtios same value as
in the void state. Accordingly, also the minima in ther g(r) plot, referred to the
pore-to-pore distance, decrease to smaller values. In theese of per uoropentane,
the calculation of the CLD is not worthy because of defectiveontrast matching.

The changes in the scattering intensity patterns allow to daulate the relative
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UKON3a p=p py || Rpy [NmM] rR || PRI [nm]
void 0.36 3.65 0.62 2
0.17 0.32 3.7 0.65 1.9
0.3 0.25 3.85 0.7 1.85
0.34 0.22 3.85 0.72 1.8
UKON3b p=p

void 0.34 3.6 0.6 2
0.11 0.34 3.7 0.6 1.9
0.19 0.32 3.7 0.62 1.8
0.26 0.28 3.75 0.65 1.78
0.33 0.22 3.8 0.68 1.75

Table 5.2 Analysis of SAXS data during dibromomethane adsorption by the Percus-
Yevick model for hard-discs.

interface surface area as function of the relative pressutgy means of the calcu-
lation of the Porod Invariant Q (cf. Eq. 1.11). As one can see (Fig. 5.9a), for both
samples the surface area mostly decreases uptdp = 0.4 according to the sorp-
tion analyses. Interestingly, a further evidence of the abace of microporosity in
the systems is given by the smooth fall of the surface area for p=p 0:1. In
fact, if micorpores were present, a signi cant decrease irelative interface area
should be noted at small relative pressure, as shown for haechical systems in
Fig. 3.6c¢,d.

The scattering curves of the dibromomethane adsorption clslalso be an-
alyzed by means of the Percus-Yevick model, since the matds present well
de ned mesopores, the size of which is probably not corrett with the posi-
tion in the space (cf. behavior of the minimum at 8 nm in the CLDanaylsis).
In this case, since the pores possess cylindrical, i.e. welike, form, the scatter-
ing patters can be described by using a model of a hard-disd§[151,167]. The
mathematical expressions of the form factor and lattice faar for this modi ed
version of the Percus-Yevick model are presented in Apperdh.4.2. The good
matching between the experimental data and the PY tting is fiown in Fig. 5.9b.
As main advantage, this procedure provides meaningful phigal parameters like

116



5.6. Summary

the volume fraction py, the PY radius Rpy, which represents half of the pore-to-
pore distance, the average pore radidiRi and its variance r which represents
the polydispersity of the pore size (Tab. 5.2). By the analys of the SAXS ad-
sorption curves it can be seen that during the sorption pross the pore-to-pore
distance, Rpy, increases, while the average pore size&Ri, is slightly decreased
due to the formation of multilayer of adsorbate in the poresThis trend and the
respective calculated values are in very good agreement hwithe results of the
CLD, providing the reliability of both methods in the interpretation of the SAXS
data. Furthermore, the polydispersity, r, of the systems is enhanced at higher
pressure, thus precisely explaining the rising of the inteity at small scattering
vectors in Fig. 5.5a,b. In addition, the volume fraction of he mesoporespy de-
creases. In patrticular, the py values at the void state are in quite good agreement
with the volume fraction obtained by the sorption analysis (ykon 3a = 0.33 and

ukon 3b = 0:28). These latter results were obtained by Eqgn. 3.2, adoptinthe
pore volume calculated for N in Tab. 5.1.

5.6 Summary

In the present chapter the pore structure of two PMO materiad was deeply stud-
ied by means of in-situ SAXS/SANS physisorption using organvapors as adsorp-
tives. Through these experiments, contrast matching was ebrved using CHBr,
and SAXS for both samples, evidencing the complete accedgipbof the materials.
Furthrmore, this nding proves that the pore walls constitute a homogeneous ma-
trix in terms of electron density, and thus of mass density.tican be therefore
concluded that the organic moieties are randomly distribwd in the material ac-
cording to the representation of Fig. 5.1A. In-situ experirants also established
the absence of microporosity, being the pores exclusivelyiginated by the tem-
plating action of the surfactant and completely accessibl® larger molecule like
CsF1,, as the physisorption measurements assessed. The quaniv& analyses of
the SAXS curves highlighted the good agreement with the nibgen sorption ex-
periments regarding the porosity determination. In this sese, it can be assumed
that the interactions of the adsorbate with the material suface are of the same
kind that the one of silica, validating the use of mathematial models like NLDFT
for the material porosity characterization.
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Conclusion

The present work dealt with the preparation of mesoporous e oxide systems
by means of novel block copolymer templates and the developnm of original
structural characterization methods.

In the rst part of the work was shown that PIB-PEO block copolymers, i.e.
PIB6000 and PIB2300, bearing di erent hydrophilic blocksgenerate robust and
highly porous metal oxide textures characterized by largegoes (15-25 nm) of
spherical form. The synthesis of silica powder materials ped out the templat-
ing di erences between the two amphiphiles. In fact, with repect to PIB2300,
PIB6000, characterized by a higher hydrophobic contrast,ocld form lyotropic
liquid crystal phases up to 70% wt. in solution. Regarding th preparation of
mesoporous thin Ims of SiQ and TiO,, both polymers showed almost identical
templating behavior. In the case of silica, ordered mesomus systems could be
established between 12% and 60% wt. of polymer. The sphetipares of ca. 20
nm in size organize following a distorted face centered cal(FCC) packing, and
for PIB6000 cavities up to 28 nm in size by high template contés could also be
formed. Titanium oxide thin Ims were studied as function ofamphiphile amount
and crystallization temperature. All systems showed a distted body centered
cubic (BCC) arrangement of the pores, the organization andbustness of which
increased with the adding of template. These e ects were aelved by the for-
mation of smaller crystallites and pores due to denser padkj of the template
micelles. The pore size dropped in fact from 20 nm to 16 nm, Withe size of
crystallites from 14 nm to 7 nm for the systems with 28% wt. an®0% wt. of
polymer, respectively. These sol-gel mesoporous Bidms were also tested as
semiconductors in dye sensitized solar cell (DSSC) devicglsowing promising
results in comparison with the nanoparticulate systems. Tdn absence of grain
boundaries allows better conducting conditions avoidinghsrtcuts, even though
the thickness of the Ims was too small to ensure comparableceencies with
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Conclusion

the commercial devices. Furthermore, the remarkable tengiing behavior of the
PIB-PEO block copolymers was shown in the preparation of hiarchical silica
powders. The high hydrophobic character of these templateiows to obtain very
homogeneous materials with trimodal distribution of poreige and large porosity.

Due to the structural complexity of these latter systems thie characterization
could not be exhaustively carried out by means of standard atysis approaches.
The employment of the in-situ SAXS/SANS-physisorption telnique provided
thus an exclusive possibility to study in detail the porosif and its organization
in these hierarchical materials. The remarkable reliabtly of this technique is
con rmed for instance in providing alternative ways for thecharacterization of
microporosity with respect to the bare nitrogen physisorppbn methods. The ana-
lysis of the scattering curves, collected during the nitragn physisorption process,
by means of the chord length distribution method and a semiguntitative ana-
lysis of the Bragg peak intensities of the scattering curvesllowed to precisely
guantify the micropores' volume fraction, size and spatiadlistribution in PIB-IL
and KLE-IL hierarchical silicas.

The manifold application perspectives of this analysis teaique are given by
the chance to work with di erent adsorbable gases and tempature conditions.
In this work it has been shown in fact that in-situ SAXS/SANS &periments
of organic vapors physisorption at room temperature conddns could elucidate
ne structural di erences in PIB-IL and KLE-IL. The possibi lity to adsorb or-
ganic molecules of di erent size, i.e. £, and CH,Br,, clari ed the role of IL
mesopores and micropores in the connectivity of these matds. Furthermore,
in-situ SAXS/SANS-physisorption technique was found to bsigni cantly suited
for the explanation of gas desorption behavior in mesoporeunaterials. In fact,
for the rst time it was possible to recognize and directly stdy the cavitation
pore emptying mechanisms occuring in cage-like pores.

Interesting applications of this novel characterizationéchnique are given also
by the analysis of further systems like periodic mesoporoosganosilicas (PMOS).
In the last part of this work the porosity and structure of PMO materials, bear-
ing grafted enantiomeric functionalities, were deeply irasitgated. The use of the
in-situ SAXS/SANS-physisorption technique proved the comlete accessibility of
the porous network, which was not a ected by the post-synth& functionaliza-
tion. Moreover, structural studies evidenced the homogeaes distribution of the

120



organic moieties throughout the hybrid materials.
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Appendix A

A.1 Synthesis strategies

A.1.1 Nanocasted silica powders

A set of dierent PIB-PEO template concentrations was prepeed as follows
(summarized in Tab A.1): 200 mg of organic silica precursoetramethoxysilane
(TMOS) was used for each sample, to which appropriate amounbf a 5% wit.
ethanol/THF (3:1 vol.) solution of the block copolymer wereadded drop by drop.
After the addition of 100 mg aqueous hydrocloric acid (pH = 2)the samples were
treated with ultrasounds for 5 min, and then the solvent waswaporated under
gentle vacuum in a rotating evaporator. The resulting gels eve aged at 60C in
a drying oven for 10 h. The silica casts were nally calcinechiair at 550 C for
5 h.

A.1.2 Nanocasted hierarchical silica powders

The hierarchical silica powder materials were prepared irhé same way of the
monomodal powders. The only dierence lies in the introduabn of dierent
amounts (10% - 100% wt. with respect to the block copolymer teplate) of the
ionic liquid C;smimCI directly in the 5% wt. PIB-PEO solution.

A.1.3 Mesoporous silica Ims

In a typical synthesis of mesoporous silica Ims 4 ml of ethaWTHF (3:1 vol.)

solution containing the desired amount of polymer (see TablA.2 rst row) was
added to a 2 ml of A2* solution (see below for the A2* preparain). To this
solution, 0.32 g of HCI 1M were added drop by drop. The resutiy sol was stirred
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Sample PIB-PEOs sol. [mg] || HCI [mg] || TMOS [mg] || Template [wt.-%]
P6.20/P23_20 395 100 200 20
P6.25/P23_25 526 100 200 25
P6_30/P23_30 677 100 200 30
P6_35/P23_35 850 100 200 35
P6.50 1540 100 200 50
P6.70 3680 100 200 70

Table A.1 Experimental composition of the set of silica powders prepeed from PIB-
PEO polymers (PIB6000 and PIB2300). The ratio of template in the material was
calculated as mass of polymer/(mass of polymer + mass of Sig).

for 15 min before the use. Silica Ims were produced via dipating on silicon
wafers substrates. Optimal conditions were given for 20-26of relative humidity
and a constant withdrawal speed of 6.5 mm/s. The as-preparelins were aged
in oven at 80 C and subsequently calcined at 550C for 4 h (heating ramp 5
C/min) in a mu e oven.

Concerning the hierarchical mesoporous silica Ims the stretic route follows
the one of the monomodal systems except for the introductioof the ionic liquid
template (20% wt. with respect to the block copolymer), whit was added to the
PIB-PEO solution.

A2* Solution . The prehydrolized silica precursor solution was obtainely
mixing 61 ml of TEOS in 61 ml of ethanol, subsequently 4.9 ml ¢4,0 and 2 ml
of HCI 0.07 M were added. The whole solution was stirred for 9@in at 60 C
and then stored in fridge.

A.1.4 Mesoporous titania Ims

The mesoporous titania thin Ims were synthesized as follasv To 600 mg of
titanium tetrachloride 3 ml of ethanol and 500 mg of bidistiled water were added
drop by drop. Subsequently a 3 ml ethanol/THF (3:1 vol.) soltion containing the
desired amount of polymer template (see Tab. A.2 second rowgs added. The
obtained sol was stirred for 3 h before the use. TEOIms were produced via dip-
coating on silicon wafer substrates. Optimal conditions we given for 15-20% of
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A.1.5. Preparation of the DSSC devices

Sample PIB-PEO [mg] || Template [wt.-%)]
SP612/SP23.12 38 12
SP618/SP23.18 61 18
SP628/SP23.28 108 28
SP6.50/SP23.50 277 50
SP6.60/SP23.60 416 60
TP6_28/TP23_28 100 28
TP6_40/TP23_40 168 40
TP6 442 200 44
TP6_50/TP23_50 250 50

Table A.2 Block copolymer amounts used for the synthesis of the mesopaus MO,
Ims (M = Si, Ti). The ratio of template in the material was cal culated as mass of
polymer/(mass of polymer + mass of MO,). @This sample was synthesized only for the
use in solar cell devices.

relative humidity and a constant withdrawal speed of 6.5 mng. The as-prepared
Ims were aged in oven at 80 C and subsequently stabilized at 300C for 12 h
(heating ramp 3 C/min). The throughout calcination and crystallization of the
matrix were achieved by heating the samples from room tempure to 550 C
or 600 C (temperature ramp 5 C/min). The samples were immediately removed
from the oven when the desired temperature was reached in erdto avoid the
collapse of the mesoporous structure.

A.1.5 Preparation of the DSSC devices
Liquid-state DSSC devices

The liquid-state solar cells were prepared by dip-coating aonducting substrates
of FTO glass following the procedure described in A.1.4. Th@esoporous TiQ
Ims were soaked with an ethanolic solution 0.5 mM of the Ru dy (Fig. A.1a)
for 18 h. The samples were washed with ethanol and let dry forlRat 40 C.
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Figure A.1 (a) Rutenium dye complex deposited on the TiQ, Ims. (b) SEM picture
of the sol-gel TiO; intralayer surface after calcination at 550 C.

Solid-state DSSC devices

Compared to the liquid-state solar cells, the solid-stater@s are prepared with a
di erent approach based on the presence of a compact TiOntralayer between
the FTO substrate and the porous TiQ Im. Within this work two di erent in-
tralayers were compared:

Sputtered TiO ,. TiO, was sputtered on the surface of the FTO glass substrate
in order to obtain a compact layer of 15 nm.

Sol-gel TiO ,. Compact crystalline non-templated TiQ intralayer Ims were
prepared following the procedure described in A.1.4. Howay in this case the
amount of polymer was only 5% wt., i.e. 1.5 mg, in order to fddate the attach-
ment of the sol on the FTO substrate surface. The samples wedlg-coated with
a constant withdrawal speed of 0.5 mm/s in order to reach a tbkness of ca. 50
nm. The homogeneity and the crack-free surface of the matals can be observed
by the SEM picture in Fig. A.1b.

Two di erent dye sensitized heterojunctions were studiedni this work.
Nanoparticulate TiO ,-ECN systems . A suspension of ECN-TiQ/terpineol
(1:1 wt.) paste was deposited on the substrates coated witlpgtered/sol-gel
TiO, and sintered for 30 min at 450 C. The nanoparticulated TiO,-ECN Ims
were soaked with an ethanolic solution 0.5 mM of the Ru dye fdat8 h. The
samples were then washed with ethanol and let dry for 2 h at 4@. 150 | of
hole transporting material (HTM) solution, developed by BASF AG, was brought
on the device by spin-coating for 10 s at 1000 rmp. After wasig with toluole,
the samples were let dry in oven for 20 h at 40C in vacuum. Finally, a mask
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of gold electrode was deposited on the top layer by chemicadpor deposition
(CVD) to create the contacts.

Sol-gel TiO , systems. The mesoporous TiQ layer was prepared according
to the synthesis described in section A.1.4. The assemblig the device, i.e.
incorporation of the Ru dye, HTM solution and deposition of he gold contacts,
was achieved following the same procedure as for the Nanagparlated TiO ,-ECN
systems.

A.2 Analytical methods

Gas physisorption measurements

The gas physisorption measurements have been performed mautomated gas
adsorption station (Autosorb-1-MP, Quantachrome Corporaon, Boynton Beach,
FL). The device is dedicated to standard characterization gasurements of nano-
structured matter by nitrogen sorption isotherms at 77 K. The instrument data
reduction sofware supports the standard data reduction abgithms like BET,
BJH, etc. as well as the newest DFT kernels for typical pore gemetries. The
system is equipped with a vapor sorption option consistingf @ heated manifold
and vapor generator, which allows volumetric vapor sorptio measurements at
temperatures up to 50 C. For the gas adsorption measurement the samples have
been lled in standard glass cuvettes and have been stabiéid on the measure-
ment temperature in the liquid nitrogen lled standard dewa at 77 K for nitrogen
sorption, and in a water thermostated bath at 290 K and 276 K,dr the dibro-
momethane and per uoropentane investigations, respectly. The isotherms have
been measured up to 0.95 of the equilibrium vapor pressurgs of the di erent
adsorbents (N: 1013 mbar, CHBr,: 36 mbar, GF1,: 330 mbar). One measure-
ment took about 5 hours for nitrogen and per uoropentane, ash about 15 hours
in the case of the dibromomethane. Before every measuremdém¢ samples were
degased at 120C for minimum 6 h.

SAXS measurements

Transmission and low-angle transmission 2D SAXS measuremntewere performed
using a Nonius roatating anode (Cu K radiation, = 0.154 nm) and a MAR-
CCD area-detector (sample-detector distance of 740 mm). €fscattering patterns
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were resolved using the data reduction sotware FIT2D [168].he mesoporous
Ims were deposited on ultrathin silicon wafers (thicknesgl0 m), thus allowing
measurements in transmission mode.

WAXS measurements

A D8 Advance machine from Brucker Instruments was used for ¢hWAXS mea-
surements of TiQ thin Ims. The x-ray tube operated at 40 kV and 40 mA,
emitted a Cu K radiation that was chromatized by a multilayer Gebel mirrar.
An energy dispersive detector (Sol-X, Brucker) was used tnsure low back-
ground noise. The samples were placed in deepened plastimgke holders. The
measurements were performed in re ection geometry as2 scans between 15
- 80 , scanspeed 0.5 sec/step, increment 0.02.

Electron microscopy measurements

High resolution SEM measurements were performed using a Gaim550 (120kV,
Carl Zeiss, Oberkochen). TEM images were recorded with a ZeiEM 912 at an
acceleration voltage of 120 keV. Regarding the TEM measurents, the samples
were dispersed in aceton and a drop of the obtained solutiorasvlet dry on a
carbon coated copper grid (400 mesh).

AFM measurements

Tapping mode AFM images were recorded with a multimode AFM ém Vecco
Instruments employing Olympus microcantilevers (resonae frequency, 300 kHz;
force constant, 42 N/m).

A.3 In-situ SAXS/SANS-physisorption

A.3.1 In-situ SAXS-physisorption

For the in-situ small-angle x-ray scattering (SAXS) meas@ments in conjunction
with sorption of a uid in the sample, a special custom-made @paratus was de-
signed. For further details of the setup see reference [L5Bhe sample powder was
carefully pressed to stable pellet of 3 mm diameter and 0.3 miinickness. Before
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A.3.2. In-situ SANS-physisorption

starting a sorption experiment, the sorption cell was evaated at a pressure be-
low 10 ® mbar at a temperature of 80 C for one hour, but the sample had been
kept under vacuum at 120 C prior to bringing it into the in-situ cell. For sorption
experiments, the cell was thermostated at 17C to be the coldest point in the sy-
stem, while the liquid reservoir stayed at ambient temperaire of 25 C. The liquid
adsorptive dibromomethane CHBr, was used as received. The sorption cell was
controlled remotely by a custom-written software programwhich allowed contin-
uous adsorption and desorption scans. The SAXS measurenentere performed
at the beamlines BW4 [169] at the Hamburger Synchrotronstrdungslabor (HA-
SYLAB)/Deutsches Elektronen-Synchrotron (DESY) in Hambug, Germany. The
synchrotron radiation was monochromatized by a double crid monochromator
to an energy E of 8.27 keV and 8.979 KeV ( E/E = 10 3), respectively, focused
by a single mirror, and the cross section of the beam was dedhéy aperture slits
to 0.5 0.5 mn? at the sample position. For the detection of the scattered [h
tons a charge-coupled device (CCD) x-ray area detector (M@€D 165, marUSA,
Evanston, IL, USA) with a resolution of 2048 2048 pixels (pixel size 79.179.1

m?) was used. The precise sample-to-detector distance was atatined by a
calibration with a standard sample of silver behenate [170A total range of
the scattering vector s of 0.03 nm!* <s < 0.38 nm ! was covered. In order to
avoid air scattering a vacuum ight tube was inserted betwae the sample and
the detector. The transmission of the investigated sample @ach sorption state
was determined in-situ by using an ionization chamber beferthe adsorption cell
for monitoring the primary synchrotron x-ray ux and a photodiode mounted in
the beamstop for measuring the transmitted photons. An exorre time of 60
s yielded a scattering pattern with excellent counting stastics. The scattering
patterns were corrected for background scattering, elecic noise, transmission
and polarization by using the data reduction software progim FIT2D [168]. All
specimens showed isotropic scattering patterns, which weazimuthally averaged
for equal radial distances from the central beam.

A.3.2 In-situ SANS-physisorption

The in-situ SANS experiments shown in this work were carriedut at two dif-
ferent beam lines, namely the membrane di ractometer V1 anthe small-angle
neutron scattering instrument V4, of the Helmholtz ZentrumBerlin, Germany,
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which are here described.

Membrane Diractometer V1. The diractometer is located at the curved
neutron guide NL 1A. The vertically focusing graphite mondowomator provides
adjustable wavelengths between 0.3 nm and 0.6 nm, making usfethe full cross
section of the neutron guide (3 cm wide, 12.5 cm high). A movebBe- Iter at
liquid nitrogen temperature was used to suppress second erdvavelengths be-
low 0.39 nm. If less stringent collimation conditions allowhigh ux at short
monochromator-sample distances (approx. 80 cm) are madesgible by a com-
pact construction of shieldings. Sample and detector supgi® are movable on
aircushions. The maximum scattering vectors value in all con gurations with
Be-Filter is limited to 3.5 nm ®. The in situ SANS measurements in this work
were performed in the range 0.00334 nth< s < 1.12 nm 1. The 3He-detector
provides a sensitive area of 1919 cn? with a spatial resolution of 1.5 x 1.5 mr.
Instrument control and data acquisition is implemented by @MAC interfaced
to a Compaqg Alpha Workstation using the instrument control pogram CARESS.

Small-Angle Neutron Scattering (SANS) Instrument V4. The instrument
is installed at the curved neutron guide NL3a. Incoming neubns are monochro-
matized by a mechanical velocity selector with variable walength resolution
(from 8% to 18%) and collimated on a variable length from 1 to6lm. The two-
dimensional position sensitive detector can be positioned any distance between
1 m and 16 m from the sample in the horizontal direction. Witha this work the
measurements were performed in the range 0.002 nhx s < 0.5 nm 1, applying
sample-detector distances of 1.4 m, 4 m and 16 m. THele detector of 64 64
cn? is equipped with new read-out electronics for 128128 cells. A large sample
chamber is connected to the vacuum system with the detectomd collimator
tubes. The instrument is fully controlled via CAMAC by an ALPHA workstation
using the instrument control program CARESS. The acquiredcattering patterns
were corrected by background and noise e ects with the held oalibration mea-
surements of water and Cd.

In the in-situ SANS experiments the relative pressurp=p of the adsorptive
could be precisely controlled. Before performing each sta&ing measurement the
sample material was lled with a certain amount 6=n ) of condensate by using
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an appropriate gas adsorption sample environment (CGA-PTyhich allows a
direct in-situ measurement of an entirepV isotherm. The porous material was
situated in an aluminum cylindrical cell mounted on the coldnger of a closed
cycle refrigerator stabilized at the desired temperature.

A.4 Mathematical appendix
A.4.1 Expressions of F(s) and S(s) for hard-spheres sy-
stem in the PY model

The two contribution of the form factor (F(s)) of a sphere used in the Percus-
Yevick algorithm are

hE(s)i = H2(2:32)[(1+4 2 R)sin2 MRis 2 MRiscos2 MRis] (A.1)
( "
1 2 + R?j 1
2 = + _R +
L g4 24p T H'(S) 1y 282( & + hR?)
) !
%F%(l+4 2 25%) cos4 MRis
R ! #)
hRi 1 .
2 RE 8 2s+ < sin4 IRis (A.2)

whereH (s) = F (h(r)) =exp( 4 2 2s?).
The correlation function of Orstein, employed for the detemination of the
structure factor (S(s)) is given by

sinA AcosA+ 2ASinA+ (2 A?)cosA 2

G(A) = Az A (A.3)
A%cosA +4[(3 A? 6)cosA+ (A3 6A)SinA +6]
AS
where ; ; are functions of py
= (1+2 py)*=1  py)!
= Bpy(l+ py=2=H(1  py)? (A.4)

= py =2

131



A. Appendix

A.4.2 Expressions of F(s) and S(s) for hard-discs system
in the PY model

As in the case of spherical systems, the analytical calcuiah of the scattering
intensity assuming a polydispersed hard-discs model in tHeercus-Yevick ap-
proximation and considering that the position of the cylindical mesopores is
independent from their size, is given by Eqn. 1.24.

The form factor of a cylinder of radiusR is given by
R
F(R;s) = ng(Z Rs) (A.5)

where the J;(R;s) is a Bessel function of the rst kind of order 1. The two
contributions of the form factor in Eqn. 1.24 can be expresséoy

. RZ2+ 2 2.2 2
hF(R; Rr;S)i = TGXP( 2 °s° R)F(R;s) (A.6)
hF(R; r;9)% = BT exp( 8 %s? 2
|
23 4 2 2 4 . .
2 2R *OR 53 DERS @)

The structure factor S(s) is obtained in the Percus-Yevick approximation through
the Rosenfeld approach [167] with the parameterry and Rpy

(

J1(RevS) 2, B( ey)do(Rey)Ju(Revs)

S( pviRpv;s) = 4 ey A( py) RpyS Rpvs
# ) 1
. G(py)Ji(2RpvS) +1 (A.8)
RpyS

1+2 py 1) (py)*+2 pyG( py)

A( py) = oy
B( py) = (1  pvy) py Pj 3 pyG( pv)
G( pv) L (py)= L* ey

(1 pv)? ; 1+ py)3

where Jo and J; are the Bessel functions having the property thatlo(x) and
2J;(x)=x are both equal to 1 forx = 0.
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A.4.3. Calculation of the |, from the Bragg peak intensity

AN

A.4.3 Calculation of the micro from the Bragg peak in-
tensity

The Egn. 3.3 can be obtained as it follows. The scattering lgth density (SLD)

of the amorphous silica is de ned asy,, _, according to an average mass density

0,7
of 2.2 g/cm?, and asA bog thE average:j scattering length density of the silica
matrix between the block copolymer pores in the evacuatedate. Assuming that
the SLDs of silica and liquid nitrogen are practically idental, hence it can be
dened o @S the SLD of the matrix between the block copolymer pores it
the micropores being lled. Accordingly,A n, IS the scattering length density of
the matrix between the block copolymer pores witlalso the small IL mesopores

lled. At the void state the relation holds true

o bsio , 1 IL micro )

N

b;SiO> (1 IL )(1 micro )

N N

The latter approximation is valid because the product || o IS rather small.
This adjustment allows a further development of a relatiortsp between the in-
tensity of the Bragg peak and the SLDs, as follows

Assuming

N
N A

bBricco —  bSiO» (1 i)

then

byoid = Prmicro (1 micro)

From the increase in intensity of the Bragg peak maximum

| "2
void  _ Booid  — k
Imicro "2
bmicro
then
Broid pE
bmicro
Consequently it follows
v
u
" P | void (S)
(1 micro) = k = P e (A_Q)

| micro (S)
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A.5 Discussions on micropore analysis

A.5.1 Monolayer formation of adsorbate in hierarchical
SiO,

The following analysis is realized considering the KLE-ILystem.

Block copolymer mesopores . The in uence of the layer formation within
block copolymer mesopores on the SANS at small pressurgssg < 0.01 ) is
negligible, as demonstrated by a straightforward calculain. Assumingr = 7 nm
for the block copolymer mesopore radius and assuming thatayer of a thickness
of 0.3 nm forms atp=p = 0.008 (which is an exaggeration), the reduced meso-
pore radius isr = 6.7 nm (Fig. A.2). Comparing the form factor of spheres for
these two radii and using a polydispersity of 5% for the sizagtribution (Gauss
distribution), di erences are seen in the minima. Howeverthe two curves are
practically identical at small scattering vectors, i.e. inthe region of the Bragg
peak. In particular, the absolute scattering intensities i@ practically identical,
so that the analysis of the Bragg re ection is practically nodisturbed by layer
formation at small pressures of cgo=p < 0.01.

IL mesopores . Assuming cylindrical IL mesopores of a radius of 1.5 nm and
layer thickness of 0.2 nm of nitrogen (which is a rough numbjefor p=p = 0.008,
the volume fraction of the layer with respect to the total volme of an IL meso-
pore is ca. 0.25. Assuming a layer thickness of 0.3 nm@tp = 0.008 as upper
limit, the volume occupied by the "layer" is about 30% of the wlume of an IL
mesopore. (Such estimation is not exact, of course, sinceetlL mesopores are
not ideally cylindrical, but gives good approximation). T&ing the cumulative IL
mesopore volume measured by physisorption (0.18 ®igy Tab. 3.1), thus max-
imum 25%-30% of this value, which is ca. at maximum 0.04 éfy, correspond
reasonably to the di erence in the micropore volume determed from NLDFT
and the SANS analysis (0.07 cffg). While this calculation is just an approxima-
tion, it demonstrates that the layer formation has to be take into account, and
that the micropore content can be determined with reasonablaccuracy. How-
ever, it cannot explain the increase in intensity in the Brag peak, thus micropores
must be present.
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Figure A.2 Simulated scattering patterns of the form factor of a spherehaving di erent
radius r.

A.5.2 Volume fraction calculation by means of the Bragg
peak analysis

The di erent volume fractions were obtained by means of the Eqn. 3.2. In
the case of the NLDFT method the single volumina were takendm Tab. 3.1.
The application of the Bragg peak analysis consiqers the adetnination from the
scattering pattern of the "partial” volume fractions , i.e. the volume fractions of
the pores (micropores and small IL mesopores) in the wallspsegating the block
copolymer mesopores. Through the conversion of the Eqn 3.ddasimilar, the
single volumina values can be obtained as follows:

N

+ mi Vsi
Vil smicro = IL + micro VSiO2 (A.10)

1

IL + micro

N N

Vmicro = (1 IL+micro) micro VSiOz (A-ll)

whereVsjo, is obtained by the density of silica sip, (2.2 cn?/g) and the mass of
the analysed sample in Tab. 3.1. The value of,, is obtained by the di erence
between V| + micro @nd Viicro - Since Ve pores can not be determined with the
Bragg peak analysis, the value obtained with the NLDFT is uskalso within this
approach. The practical example of the o calculation for KLE-IL silica is
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shown here below: From Egn. 3.3

" 27
1 IL + micro — a:Oﬁ
IL + micro — 0:3
" 27
" 7
1 micro = 39 =0:83
micro — 0:17

then from Eqn. A.10 and A.11:

= ng:O%cm?’ =0:023cm®

VIL + micro

Vimicro = 0:7 0:17 0:053cm® = 0:0063cm?®

':<
|

VIL + micro Vmicro

(0:023 0:063)cm® = 0:0167cm?®
From Tab. 3.1 the value ofVzc = 0.0151 cn? for KLE-IL is obtained, then with
Egn. 3.2

o 0:0063cm?®

=0:07
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A.6 Additional physisorption analyses

A.6.1 N , physisorption on di erent batch of PIB-IL

The present batch of PIB-IL hierarchical silica was used irtie vapor physisorption
and in the in-situ SAXS/SANS-vapor physisorption studies.

As one can see in Fig. A.3 the porous and morphological featsr of the
material are in good agreement with those of the batch invagated in chapter 3,
cf. Fig. 3.2 and Tab. 3.1, thus proving the good reproducilify of the synthesis
procedure. The BET surface area was measured in the range®.0p=p 0.15
and is found to be of 788 fg.

Figure A.3 (a) Nitrogen physisorption isotherm of a second batch of PIBIL. NLDFT
pore size distribution (b), cumulative surface area (¢) andcumulative pore volume (d)
calculated from the adsorption branch of the physisorptionisotherm by applying the
kernel of metastable adsorption isotherms based on a spheal/cylindrical pore model
for the system nitrogen (77.4 K)/silica.
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A.6.2 Langmuir plot of CH ,Br, physisorption on PMOs

In Fig. A.4 the Langmuir plots of the CH,Br, isotherms of both PMO mate-
rials are depicted. It can clearly be seen, that the lower c@lation coe cient
with respect to the BET plot one (cf. Fig. 5.4) excludes Langmir as correct
physisorption behavior.

Figure A.4 Langmuir plot of the CH ,Br isotherms of UKON3a (a) and UKON3b (b)
in the range 0.05 p=p 0.2. The term W in the left y-axis express the mass of
adsorbed CHBr», R represents the correlation coe cient.

A.7 List of Chemicals

CsF1o Per uoropentane (97%), Alfa Aesar

CH ,Br, Dibromomethane ( 98.5%), Fluka

CH 3CH ,0OH Ethanol absolute (  99.5%), Normapur
PIB2300 Granted by BASF AG

P1B6000 Granted by BASF AG

TEOS Tetraethoxysilane ( 99.0%), Sigma Aldrich
THF Tetrahydrofuran ( 99.0%), Sigma Aldrich
TiCl 4 Titanium tetrachloride (  99.0%), Fluka
TMOS Tetramethoxysilane ( 99.0%), Sigma Aldrich
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Acronyms and Abbreviations

ABC Amphiphilic Block Copolymer

AFM Atomic Force Microscopy

BCC Body Centered Cubic

BET Brunauer Emmet Teller method

BJH Barret Joyner Halenda method

CLD Chord Length Distribution

CMC Critical Micelle Concentration

DFT Density Functional Theory

DSSC Dye Sensitized Solar Cell

EISA Evaporation-Induced Self-Assembly
FCC Face Centered Cubic

FF Fill Factor

FTO Fluorine Tin Oxide

GISAXS Grazing Incidence Small-Angle X-ray Scattering
HCP Hexagonal Close Packed

HTM Hole-Transport Material

IL lonic Liquid

IUPAC International Union of Pure and Applied Chemistry
KL Kraton Liquid

KLE Kraton Liquid poly(Ethylene oxide)
NLDFT Non-Local Density Functional Theory
PEO Poly(Ethylene Oxide)

PIB Polyisobutylene

PMO Periodic Mesoporous Organosilica
PPO Poly(Propylene Oxide)

PSD Pore Size Distribtion

PY Percus-Yevick
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QE
SANS
SAXS
SE
SEM
SLD
TCO
TEM
TEOS
THF
TMOS
WAXS

Quantum E ciency

Small-Angle Neutron Scattering
Small-Angle X-ray Scattering
Secondary Electrons

Scanning Electron Microscopy
Scattering Length Density
Transparent Conductive Oxide
Transmission Electron Microscopy
Tetraethoxysilane
Tetrahydrofuran
Tetramethoxysilane
Wide-Angle X-ray Scattering



Symbols

P > W

O o

CE

PY

hkl

lattice parameter

scattering amplitude

area per hydrophilic group

molecular cross sectional area of the adsorbate
incidence angle

emptying factor

adsorbate-adsorbent interaction energy
correlation function

surface tension of the bulk uid

internal pore diameter

form factor

chord length distribution function
density uctuation

energy conversion e ciency
Percus-Yevick volume fraction
gaussian distribution of the polydispersity
Miller index

scattering angle

scattering intensity

Bessel function

short-cut current density

wavelength

length of hydrocarbon chain

Porod length

mass

amount of adsorbate

Avogadro constant
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Symbols

Nm

Ng*
p=p

Pad
Pep

142

monolayer capacity

kernel of theoretical isotherms in pores of di erent size
Patterson function

relative pressure

pressure of desorption

pressure at the closure point of hysteresis
scattering vector

Porod invariant

vector space

pore radius

Percus-Yevick radius

mass density

scattering length density

partial scattering length density

electron density

scattering vector 6 = q=2 )

lattice factor

surface area

BET surface area

variance of the pore radius

temperature

thickness of an adsorbed multilayer Im
volume occupied by the surfactant
volume

volume at the closure point of hysteresis
volume of desorption

voltage at opened circuit

total pore volume

volume fraction
volume fraction of the block copolymer chains
partial volume fraction

pore size distribution function

chain length fraction

pore size
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